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10TH ST DOGWOOD LN DELAWARE ST Local Asphalt 53
10TH ST DELAWARE ST BRICKYARD RD Local Asphalt 65
10TH ST BRICKYARD RD JEWEL ST Local Asphalt 59
10TH ST JEWEL ST HOOVER RD Local Asphalt 54
10TH ST HOOVER RD SWEET GUM LN Local Asphalt 63
10TH ST SWEET GUM LN COMMERCE ST Local Asphalt 88
10TH ST COMMERCE ST IH 10 Local Asphalt 58
10TH ST IH 10 BEECH ST Local Asphalt 18
10TH ST BEECH ST LOUISIANA ST Local Asphalt 13
10TH ST LOUISIANA ST GLADYS AVE Local Asphalt 28
10TH ST GLADYS AVE EVALON AVE Local Asphalt 13
10TH ST EVALON AVE ASHLEY AVE Local Asphalt 10
10TH ST ASHLEY AVE LONG AVE Local Asphalt 17
10TH ST LONG AVE HARRISON AVE Local Asphalt 33
10TH ST HARRISON AVE HAZEL AVE Local Asphalt 27
10TH ST HAZEL AVE NORTH ST Local Asphalt 54
10TH ST NORTH ST MCFADDIN AVE Local Asphalt 54
10TH ST MCFADDIN AVE CALDER AVE Local Asphalt 45
10TH ST CALDER AVE BROADWAY ST Local Asphalt 47
10TH ST BROADWAY ST LIBERTY AVE Local Asphalt 94
10TH ST LIBERTY AVE LAUREL ST Local Concrete 87
10TH ST LAUREL ST SOUTH ST Local Asphalt 42
10TH ST HOLLYWOOD ST FANNIN ST Local Asphalt 20
11TH ST EASTEX RAMP FWY LIGHTFOOT ST Arterial Asphalt 62
11TH ST LIGHTFOOT ST 11TH ST @WYE Arterial Asphalt 51
11TH ST LIGHTFOOT ST 11TH ST @WYE Local Concrete 69
11TH ST 11TH ST @WYE DELAWARE ST Arterial Asphalt 64
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11TH ST DELAWARE ST DS@1000S DELAWARE ST Arterial Asphalt 39
11TH ST DS@1000S DELAWARE ST HOOVER RD Arterial Asphalt 39
11TH ST HOOVER RD SPINDLETOP SQ Arterial Asphalt 45
11TH ST SPINDLETOP SQ TOCCOA RD Arterial Asphalt 41
11TH ST TOCCOA RD SWEET GUM LN Arterial Asphalt 40
11TH ST SWEET GUM LN IH 10 Arterial Asphalt 60
11TH ST 11TH ST @WYE LOUISIANA ST Arterial Asphalt 36
11TH ST IH 10 11TH ST @WYE Arterial Asphalt 40
11TH ST LOUISIANA ST GLADYS AVE Arterial Asphalt 34
11TH ST GLADYS AVE ASHLEY AVE Arterial Asphalt 39
11TH ST ASHLEY AVE LONG AVE Arterial Asphalt 30
11TH ST LONG AVE HARRISON AVE Arterial Asphalt 41
11TH ST HARRISON AVE HAZEL AVE Arterial Asphalt 40
11TH ST HAZEL AVE NORTH ST Arterial Asphalt 44
11TH ST NORTH ST MCFADDIN AVE Arterial Asphalt 42
11TH ST MCFADDIN AVE CALDER AVE Arterial Asphalt 46
11TH ST CALDER AVE BROADWAY ST Arterial Asphalt 46
11TH ST BROADWAY ST LIBERTY AVE Arterial Asphalt 40
11TH ST LIBERTY AVE LAUREL ST Arterial Asphalt 40
11TH ST LAUREL ST SOUTH ST Arterial Asphalt 37
11TH ST SOUTH ST ANGELINA ST Arterial Asphalt 30
11TH ST ANGELINA ST SMART ST Arterial Asphalt 45
11TH ST SMART ST CEDAR ST Arterial Asphalt 35
11TH ST CEDAR ST RAILROAD Arterial Asphalt 39
11TH ST RAILROAD HOLLYWOOD ST Arterial Asphalt 42
11TH ST HOLLYWOOD ST FANNIN ST Arterial Asphalt 38
11TH ST FANNIN ST GATEWAY Arterial Asphalt 31
11TH ST GATEWAY STAGG DR Arterial Asphalt 26
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11TH ST STAGG DR Ramp Arterial Asphalt 34
11TH ST Ramp COLLEGE ST Arterial Concrete 70
11TH ST COLLEGE ST Ramp Arterial Concrete 63
11TH ST Ramp MILAM ST Arterial Concrete 71
11TH ST MILAM ST BLANCHETTE ST Arterial Concrete 56
11TH ST BLANCHETTE ST CORLEY AVE Arterial Concrete 68
11TH ST CORLEY AVE ROBERTS ST Arterial Concrete 69
11TH ST ROBERTS ST WESPORT DR Arterial Concrete 70
11TH ST WESPORT DR RAILROAD Arterial Concrete 74
11TH ST RAILROAD WASHINGTON BLVD Arterial Concrete 74
11TH ST WASHINGTON BLVD EUCLID ST Arterial Concrete 74
11TH ST EUCLID ST ELINOR ST Arterial Concrete 82
11TH ST ELINOR ST WAVERLY ST Arterial Concrete 85
11TH ST WAVERLY ST WESTMORELAND ST Arterial Concrete 81
11TH ST WESTMORELAND ST ST JAMES BLVD Arterial Concrete 82
11TH ST ST JAMES BLVD GLENWOOD AVE Arterial Concrete 82
11TH ST GLENWOOD AVE EDMONDS AVE Arterial Concrete 80
11TH ST EDMONDS AVE SARAH ST Arterial Concrete 78
11TH ST SARAH ST FANNETT RD Arterial Concrete 78
12TH ST LIBERTY AVE LAUREL ST Local Concrete 88
12TH ST LAUREL ST NORTH LAUREL ST SOUTH Local Concrete 88
12TH ST CEDAR ST SOUTH END Local Asphalt 9
12TH ST MILAM ST DS@1000S MILAM ST Local Concrete 41
12TH ST DS@1000S MILAM ST CORLEY AVE Local Concrete 80
12TH ST CORLEY AVE DS@1000S CORLEY AVE Local Concrete 74
12TH ST DS@1000S CORLEY AVE WASHINGTON BLVD Local Concrete 70
13TH ST TOCCOA RD IH 10 Local Asphalt 71
13TH ST CALDER AVE LIBERTY AVE Local Asphalt 83
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13TH ST LAUREL ST SOUTH ST Local Asphalt 44
13TH ST SOUTH ST PECOS ST Local Asphalt 88
13TH ST PECOS ST ANGELINA ST Local Asphalt 38
13TH ST ANGELINA ST RUSK ST Local Asphalt 42
13TH ST RUSK ST SMART ST Local Asphalt 51
13TH ST SMART ST CEDAR ST Local Asphalt 40
13TH ST CEDAR ST SOUTH END Local Asphalt 10
14TH ST CHEROKEE LN HARRISON AVE Local Asphalt 26
14TH ST HARRISON AVE NORTH ST Local Asphalt 81
14TH ST NORTH ST MCFADDIN AVE Local Concrete 94
14TH ST MCFADDIN AVE CALDER AVE Local Concrete 95
14TH ST CALDER AVE LIBERTY AVE Local Asphalt 53
14TH ST 15TH ST LAUREL ST Local Concrete 84
14TH ST CEDAR ST SOUTH END Local Asphalt 10
15TH ST DOCTORS DR HARRISON AVE Local Asphalt 49
15TH ST HARRISON AVE NORTH ST Local Asphalt 57
15TH ST NORTH ST MCFADDIN AVE Local Asphalt 50
15TH ST MCFADDIN AVE CALDER AVE Local Concrete 31
15TH ST CALDER AVE LIBERTY AVE Local Asphalt 82
15TH ST LIBERTY AVE LAUREL ST Local Concrete 78
15TH ST 14TH ST LAUREL ST Local Concrete 79
15TH ST CEDAR ST SOUTH END Local Asphalt 21
16TH ST BLACKMON LN LIGHTFOOT ST Local Asphalt 39
16TH ST LIGHTFOOT ST DELAWARE ST Local Asphalt 36
16TH ST DELAWARE ST SOUTH END Local Asphalt e
18TH ST NORTH ST MCFADDIN AVE Local Asphalt 94
18TH ST MCFADDIN AVE CALDER AVE Local Asphalt 96
18TH ST PHELAN BLVD LIBERTY AVE Collector Asphalt 76
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18TH ST LIBERTY AVE LAUREL ST Collector Asphalt 96
19TH ST BLACKMON LN DELAWARE ST Local Concrete 36
19TH ST CRESTWOOD DR BRENTWOOD DR Local Concrete 74
19TH ST BRENTWOOD DR GLADYS AVE Local Concrete 73
19TH ST GLADYS AVE EVALON AVE Local Concrete 71
19TH ST EVALON AVE LONG AVE Local Concrete 58
19TH ST LONG AVE HARRISON AVE Local Concrete 57
19TH ST HARRISON AVE NORTH ST Local Asphalt 43
19TH ST NORTH ST CALDER AVE Local Asphalt 59
19TH ST PHELAN BLVD CALDER AVE Arterial Concrete 83
1ST ST ASHLEY AVE EVALON AVE Local Asphalt 53
1ST ST ASHLEY AVE LONG AVE Local Asphalt 39
1ST ST LONG AVE HARRISON AVE Local Asphalt 72
1ST ST HARRISON AVE HAZEL AVE Local Asphalt 68
1ST ST HAZEL AVE NORTH ST Local Asphalt 62
1ST ST NORTH ST MCFADDIN AVE Local Asphalt 69
1ST ST MCFADDIN AVE CALDER AVE Local Asphalt 85
1ST ST CALDER AVE BROADWAY ST Local Asphalt 69
1ST ST BROADWAY ST LIBERTY AVE Local Asphalt 24
1ST ST LIBERTY AVE LAUREL ST Local Asphalt 80
1ST ST LAUREL ST SOUTH ST Local Concrete i
20TH ST EVALON AVE LONG AVE Local Concrete 78
20TH ST HARRISON AVE NORTH ST Local Asphalt 65
20TH ST NORTH ST CALDER AVE Local Asphalt 62
21ST ST DELAWARE ST HYDE PARK ROW Local Asphalt 26
21ST ST HYDE PARK ROW EMPIRE ROW Local Asphalt 52
21ST ST EMPIRE ROW BUCKINGHAM ROW Local Asphalt 42
21ST ST BUCKINGHAM ROW AUSTIN ST Local Asphalt 26
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21ST ST AUSTIN ST KINGS ROW Local Asphalt 30
21ST ST KINGS ROW QUEENS ROW Local Asphalt 26
21ST ST EVALON AVE LONG AVE Local Concrete 79
21ST ST HARRISON AVE NORTH ST Local Asphalt 59
21ST ST NORTH ST CALDER AVE Local Asphalt 69
21ST ST LAUREL ST HOLLAND DR Local Asphalt 96
21ST ST HOLLAND DR BRYAN DR Local Asphalt 61
22ND ST EVALON AVE LONG AVE Local Concrete 72
22ND ST LONG AVE HARRISON AVE Local Concrete 78
22ND ST HARRISON AVE NORTH ST Local Asphalt 72
22ND ST NORTH ST CALDER AVE Local Asphalt 73
23RD ST HYDE PARK ROW EMPIRE ROW Local Asphalt 52
23RD ST EMPIRE ROW BUCKINGHAM ROW Local Asphalt 45
23RD ST BUCKINGHAM ROW AUSTIN ST Local Asphalt 46
23RD ST AUSTIN ST KINGS ROW Local Asphalt 43
23RD ST KINGS ROW QUEENS ROW Local Asphalt 56
23RD ST QUEENS ROW WHEAT DR Local Concrete i
23RD ST WHEAT DR KENWOOD DR Local Concrete 50
23RD ST KENWOOD DR DS@1000S KENWOOD DR Local Concrete 73
23RD ST DS@1000S KENWOOD DR GLADYS AVE Local Concrete 72
23RD ST GLADYS AVE EVALON AVE Local Concrete i
23RD ST EVALON AVE HARRISON AVE Local Concrete 73
23RD ST HARRISON AVE NORTH ST Local Asphalt 24
23RD ST NORTH ST CALDER AVE Local Asphalt 94
23RD ST CALDER AVE PHELAN BLVD Collector Concrete 82
23RD ST PHELAN BLVD NORTH PHELAN BLVD SOUTH Collector Concrete 79
23RD ST PHELAN BLVD LAUREL ST Collector Concrete 79
23RD ST LAUREL ST HOLLAND DR Collector Asphalt 96
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23RD ST HOLLAND DR BAYOU RD Collector Asphalt 85
23RD ST BAYOU RD LE BLEU Collector Asphalt 96
23RD ST LE BLEU ELOISE ST Collector Asphalt 95
23RD ST ELOISE ST BRISTOL DR Collector Asphalt 74
23RD ST BRISTOL DR BROADMOOR DR Collector Asphalt 82
23RD ST BROADMOOR DR SOUTH END Local Asphalt 80
23RD ST NORTH END PRIVATE Collector Concrete 75
23RD ST PRIVATE COLLEGE ST Collector Concrete 72
23RD ST COLLEGE ST MILAM ST Collector Concrete 86
23RD ST MILAM ST BOLIVAR ST Collector Concrete 83
23RD ST BOLIVAR ST CORLEY AVE Collector Concrete 87
23RD ST CORLEY AVE CARTWRIGHT ST Collector Concrete 89
23RD ST CARTWRIGHT ST ROBERTS AVE Collector Concrete 89
23RD ST ROBERTS AVE PRAIRIE ST Collector Concrete 83
23RD ST PRAIRIE ST WASHINGTON BLVD Collector Concrete 87
24TH ST SCOTCH CALDER AVE Local Asphalt 35
24TH ST CALDER AVE PHELAN BLVD Local Concrete 81
25TH ST SCOTCH CALDER AVE Local Asphalt 27
27TH ST CALDER AVE BROADWAY ST Local Asphalt 55
29TH ST NORTH END BROADWAY ST Local Asphalt 75
29TH ST BROADWAY ST NORTH BROADWAY ST SOUTH Local Asphalt 53
2ND ST HAZEL AVE NORTH ST Local Asphalt 31
2ND ST NORTH ST MCFADDIN AVE Local Asphalt 32
2ND ST MCFADDIN AVE CALDER AVE Local Concrete 85
2ND ST CALDER AVE BROADWAY ST Local Asphalt e
2ND ST BROADWAY ST LIBERTY AVE Local Asphalt 82
2ND ST LIBERTY AVE LAUREL ST Local Asphalt 94
3RD ST LONG AVE HARRISON AVE Local Asphalt 32
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3RD ST HARRISON AVE HAZEL AVE Local Asphalt 28
3RD ST HAZEL AVE NORTH ST Local Asphalt 24
3RD ST NORTH ST MCFADDIN AVE Local Asphalt 28
3RD ST MCFADDIN AVE CALDER AVE Local Asphalt 78
3RD ST CALDER AVE BROADWAY ST Local Asphalt 59
3RD ST BROADWAY ST LIBERTY AVE Local Asphalt 31
3RD ST LIBERTY AVE LAUREL ST Local Asphalt 35
3RD ST SOUTH ST PECOS ST Local Asphalt 42
3RD ST PECOS ST ANGELINA ST Local Asphalt 15
4TH ST ASHLEY AVE LONG AVE Local Asphalt 27
4TH ST LONG AVE HARRISON AVE Local Asphalt 54
4TH ST HARRISON AVE HAZEL AVE Local Asphalt 48
4TH ST HAZEL AVE NORTH ST Local Asphalt 66
4TH ST NORTH ST MCFADDIN AVE Local Asphalt 52
4TH ST MCFADDIN AVE CALDER AVE Local Asphalt 62
4TH ST CALDER AVE BROADWAY ST Arterial Asphalt 47
4TH ST BROADWAY ST LIBERTY AVE Arterial Asphalt 62
4TH ST LIBERTY AVE LAUREL ST Arterial Asphalt 49
4TH ST LAUREL ST SOUTH ST Arterial Asphalt 46
4TH ST SOUTH ST PECOS ST Arterial Asphalt 43
4TH ST PECOS ST ANGELINA ST Arterial Asphalt 50
4TH ST ANGELINA ST RAILROAD Arterial Asphalt 56
4TH ST RAILROAD CEDAR ST Arterial Asphalt 42
4TH ST CEDAR ST CROCKETT ST Arterial Asphalt 41
4TH ST CROCKETT ST BOWIE ST Arterial Asphalt 43
4TH ST BOWIE ST FANNIN ST Arterial Asphalt 50
4TH ST FANNIN ST FORSYTHE ST Arterial Asphalt 37
4TH ST FORSYTHE ST RAILROAD Arterial Asphalt 32
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4TH ST RAILROAD COLLEGE ST Arterial Asphalt 40
4TH ST COLLEGE ST GILBERT ST Arterial Asphalt 39
4TH ST GILBERT ST MILAM ST Arterial Asphalt 53
4TH ST MILAM ST FRANKLIN ST Arterial Asphalt 52
4TH ST FRANKLIN ST BLANCHETTE ST Arterial Asphalt 57
4TH ST BLANCHETTE ST BOLIVAR ST Arterial Asphalt 52
4TH ST BOLIVAR ST CORLEY AVE Arterial Asphalt 49
4TH ST CORLEY AVE CARTWRIGHT ST Arterial Asphalt 57
4TH ST CARTWRIGHT ST ROBERTS ST Arterial Asphalt 71
4TH ST ROBERTS ST PRAIRIE ST Arterial Asphalt 47
4TH ST PRAIRIE ST TERRELL AVE Arterial Asphalt 50
4TH ST TERRELL AVE ROCKWELL ST Arterial Asphalt 39
4TH ST ROCKWELL ST WASHINGTON BLVD Arterial Asphalt 46
4TH ST WASHINGTON BLVD FANNETT RD Arterial Asphalt 59
4TH ST FANNETT RD EUCLID ST Arterial Asphalt 76
4TH ST EUCLID ST HARRIOT ST Arterial Concrete 78
4TH ST HARRIOT ST SOUTHERLAND ST Arterial Concrete 75
4TH ST SOUTHERLAND ST WESTMORELAND ST Arterial Concrete 69
4TH ST WESTMORELAND ST ST JAMES BLVD Arterial Concrete 74
4TH ST ST JAMES BLVD GLENWOOD AVE Arterial Concrete 75
4TH ST GLENWOOD AVE EDMONDS AVE Arterial Concrete 72
4TH ST EDMONDS AVE HEBERT ST Arterial Concrete 74
4TH ST HEBERT ST NORA ST Arterial Concrete 73
4TH ST NORA ST LELA ST Arterial Concrete 75
4TH ST LELA ST SARAH ST Arterial Concrete 77
4TH ST SARAH ST BOOKER ST Arterial Concrete 75
4TH ST BOOKER ST LINCOLN DR Arterial Concrete 75
4TH ST LINCOLN DR ABRAHAM ST Arterial Concrete 75
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4TH ST ABRAHAM ST VIRGINIA ST Arterial Concrete 76
4TH ST VIRGINIA ST CARDINAL DR Arterial Concrete 72
5TH ST EVALON AVE ASHLEY AVE Local Asphalt 28
5TH ST ASHLEY AVE LONG AVE Local Asphalt 14
5TH ST LONG AVE HARRISON AVE Local Asphalt 61
5TH ST HARRISON AVE HAZEL AVE Local Asphalt 50
5TH ST HAZEL AVE NORTH ST Local Asphalt 34
5TH ST NORTH ST MCFADDIN AVE Local Asphalt 29
5TH ST MCFADDIN AVE CALDER AVE Local Asphalt 14
5TH ST CALDER AVE BROADWAY ST Local Asphalt 9
5TH ST BROADWAY ST LIBERTY AVE Local Asphalt 20
5TH ST LIBERTY AVE LAUREL ST Local Asphalt 41
5TH ST LAUREL ST SOUTH ST Local Asphalt 13
5TH ST SOUTH ST PECOS ST Local Asphalt 7
5TH ST PECOS ST ANGELINA ST Local Asphalt 11
5TH ST ANGELINA ST RUSK ST Local Asphalt 9
5TH ST BLANCHETTE ST BOLIVAR ST Local Asphalt 69
5TH ST BOLIVAR ST CORLEY AVE Local Asphalt 32
5TH ST CORLEY AVE CARTWRIGHT ST Local Asphalt 49
5TH ST CARTWRIGHT ST ROBERTS ST Local Asphalt 85
5TH ST ROBERTS ST TERRELL AVE Local Asphalt 95
5TH ST TERRELL AVE ROCKWELL ST Local Asphalt 27
5TH ST ROCKWELL ST WASHINGTON BLVD Local Asphalt '
5TH ST WASHINGTON BLVD ELINOR ST Local Asphalt 37
5TH ST ELINOR ST FANNETT RD Local Asphalt 25
5TH ST GLENWOOD AVE EDMONDS AVE Local Asphalt 65
5TH ST EDMONDS AVE HEBERT ST Local Asphalt 46
5TH ST SARAH ST BOOKER ST Local Concrete 74
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5TH ST BOOKER ST SOUTH END Local Concrete 68
6TH ST NORTH END EVALON AVE Local Asphalt 23
6TH ST EVALON AVE ASHLEY AVE Local Asphalt 15
6TH ST ASHLEY AVE LONG AVE Local Asphalt 13
6TH ST LONG AVE HARRISON AVE Local Asphalt 47
6TH ST HARRISON AVE HAZEL AVE Local Asphalt 29
6TH ST HAZEL AVE NORTH ST Local Asphalt 41
6TH ST NORTH ST MCFADDIN AVE Local Asphalt 43
6TH ST MCFADDIN AVE CALDER AVE Local Asphalt 68
6TH ST CALDER AVE BROADWAY ST Local Asphalt 7
6TH ST BROADWAY ST LIBERTY AVE Local Asphalt 53
6TH ST LIBERTY AVE LAUREL ST Local Asphalt 81
6TH ST LAUREL ST SOUTH ST Local Asphalt 43
6TH ST SOUTH ST PECOS ST Local Asphalt 20
6TH ST PECOS ST ANGELINA ST Local Asphalt 12
6TH ST ANGELINA ST RUSK ST Local Asphalt 5
6TH ST HOLLYWOOD ST CROCKETT ST Local Asphalt 64
6TH ST CROCKETT ST BRENHAM ST Local Asphalt 57
6TH ST BLANCHETTE ST BOLIVAR ST Local Asphalt 34
6TH ST BOLIVAR ST CORLEY AVE Local Asphalt 14
6TH ST CORLEY AVE CARTWRIGHT ST Local Asphalt 32
6TH ST CARTWRIGHT ST ROBERTS ST Local Asphalt 51
6TH ST ROBERTS ST PRAIRIE ST Local Asphalt 21
6TH ST PRAIRIE ST TERRELL AVE Local Asphalt 15
6TH ST TERRELL AVE ROCKWELL ST Local Asphalt 9
6TH ST ROCKWELL ST WASHINGTON BLVD Local Asphalt 22
6TH ST WASHINGTON BLVD DOROTHY AVE Local Asphalt 32
6TH ST DOROTHY AVE ELINOR ST Local Asphalt 40
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6TH ST ELINOR ST WAVERLY ST Local Asphalt 15
6TH ST WAVERLY ST WESTMORELAND ST Local Asphalt 20
6TH ST WESTMORELAND ST FANNETT RD Local Asphalt 52
7TH ST DOLLINGER RD RAILROAD Collector Asphalt 43
7TH ST RAILROAD IH 10 Collector Asphalt 46
7TH ST IH 10 IH 10 HWY Asphalt 54
7TH ST IH 10 IH 10 HWY Asphalt 63
7TH ST IH 10 LOUISIANA ST Collector Asphalt 49
7TH ST LOUISIANA ST GLADYS AVE Collector Asphalt 67
7TH ST GLADYS AVE EVALON AVE Collector Asphalt 59
7TH ST EVALON AVE ASHLEY AVE Collector Asphalt 62
7TH ST ASHLEY AVE LONG AVE Collector Asphalt 61
7TH ST LONG AVE HARRISON AVE Collector Asphalt 47
7TH ST HARRISON AVE HAZEL AVE Collector Asphalt 49
7TH ST HAZEL AVE NORTH ST Collector Asphalt 28
7TH ST NORTH ST MCFADDIN AVE Collector Asphalt 40
7TH ST MCFADDIN AVE CALDER AVE Collector Asphalt 38
7TH ST CALDER AVE BROADWAY ST Local Asphalt 39
7TH ST BROADWAY ST LIBERTY AVE Local Asphalt 34
7TH ST LIBERTY AVE LAUREL ST Local Asphalt 30
7TH ST LAUREL ST SOUTH ST Local Asphalt 42
7TH ST SOUTH ST PECOS ST Local Asphalt 32
7TH ST PECOS ST ANGELINA ST Local Asphalt 19
7TH ST ANGELINA ST RUSK ST Local Asphalt 34
7TH ST RUSK ST SMART ST Local Asphalt 10
7TH ST MILAM ST BLANCHETTE ST Local Asphalt 36
7TH ST BOLIVAR ST CORLEY AVE Local Asphalt 80
7TH ST CORLEY AVE CARTWRIGHT ST Local Asphalt 20
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7TH ST CARTWRIGHT ST ROBERTS ST Local Asphalt 21
7TH ST ROBERTS ST PRAIRIE ST Local Asphalt 66
7TH ST PRAIRIE ST FRANCES PL Local Asphalt 35
7TH ST FRANCES PL TERRELL AVE Local Asphalt 23
7TH ST TERRELL AVE WASHINGTON BLVD Local Asphalt 59
8TH ST IH 10 LOUISIANA ST Local Asphalt 18
8TH ST LOUISIANA ST GLADYS AVE Local Asphalt 42
8TH ST GLADYS AVE EVALON AVE Local Asphalt 69
8TH ST EVALON AVE ASHLEY AVE Local Asphalt 18
8TH ST ASHLEY AVE LONG AVE Local Asphalt 67
8TH ST LONG AVE HARRISON AVE Local Asphalt 70
8TH ST HARRISON AVE HAZEL AVE Local Asphalt 76
8TH ST HAZEL AVE NORTH ST Local Asphalt 57
8TH ST NORTH ST MCFADDIN AVE Local Asphalt 27
8TH ST MCFADDIN AVE CALDER AVE Local Asphalt 60
8TH ST CALDER AVE BROADWAY ST Local Asphalt 49
8TH ST BROADWAY ST LIBERTY AVE Local Asphalt 46
8TH ST LIBERTY AVE LAUREL ST Local Asphalt 62
8TH ST LAUREL ST SOUTH ST Local Asphalt 18
8TH ST SOUTH ST PECOS ST Local Asphalt
8TH ST PECOS ST ANGELINA ST Local Asphalt
8TH ST ANGELINA ST RUSK ST Local Asphalt
8TH ST RUSK ST SMART ST Local Asphalt
8TH ST FANNIN ST STAGG DR Collector Concrete 91
8TH ST STAGG DR 8TH ST @WYE Collector Concrete 90
8TH ST 8TH ST @WYE COLLEGE ST Collector Concrete 90
8TH ST 8TH ST @WYE COLLEGE ST Collector Concrete 82
8TH ST COLLEGE ST MILAM ST Local Asphalt 25
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8TH ST BLANCHETTE ST CLEARVIEW ST Local Asphalt 60
8TH ST CLEARVIEW ST CORLEY AVE Local Asphalt 28
8TH ST CARTWRIGHT ST ROBERTS ST Local Asphalt 36
8TH ST ROBERTS ST WASHINGTON BLVD Local Asphalt 19
8TH ST WASHINGTON BLVD EUCLID ST Local Asphalt 27
8TH ST EUCLID ST ELINOR ST Local Asphalt 58
9TH ST BRICKYARD RD JEWEL ST Local Asphalt 65
9TH ST JEWEL ST HOOVER RD Local Asphalt 75
9TH ST HOOVER RD DOLLINGER RD Collector Asphalt 28
9TH ST BEECH ST LOUISIANA ST Local Asphalt 54
9TH ST LOUISIANA ST GLADYS AVE Local Asphalt 33
9TH ST GLADYS AVE EVALON AVE Local Asphalt 28
9TH ST EVALON AVE ASHLEY AVE Local Asphalt 37
9TH ST ASHLEY AVE LONG AVE Local Asphalt 48
9TH ST LONG AVE HARRISON AVE Local Asphalt 45
9TH ST HARRISON AVE HAZEL AVE Local Asphalt 61
9TH ST HAZEL AVE NORTH ST Local Asphalt 68
9TH ST NORTH ST MCFADDIN AVE Local Asphalt 70
9TH ST MCFADDIN AVE CALDER AVE Local Asphalt 62
9TH ST CALDER AVE BROADWAY ST Local Asphalt 73
9TH ST BROADWAY ST LIBERTY AVE Local Asphalt 66
9TH ST LIBERTY AVE LAUREL ST Local Asphalt 59
9TH ST NORTH END BLANCHETTE ST Local Asphalt 61
9TH ST BLANCHETTE ST CORLEY AVE Local Asphalt 60
ABATTOIR ST NORTH END WESTMORELAND ST Local Asphalt 38
ABATTOIR ST WESTMORELAND ST ST JAMES BLVD Local Asphalt 39
ABILENE AVE CHARLES ST DS@1000S CHARLES ST Local Asphalt 32
ABILENE AVE DS@1000S CHARLES ST LUCAS DR Local Asphalt 34



City of Beaumont
Street Condition Summary

a
() ) =
E 5 2
From Street To Street S S 3
ABILENE AVE LUCAS DR WILSON ST Local Asphalt 68
ABRAHAM ST VIRGINIA ST 4TH ST Local Asphalt 15
ACADEMY DR CORKWOOD LN BAYWOOD LN Local Concrete 60
ACADIA LN CUMBERLAND DR BAMBOO LN Local Asphalt 61
ACORN CIRCUIT NE END HORN ST Local Asphalt 66
ACORN CIRCUIT HORN ST SW END Local Asphalt 73
ADA AVE COMSTOCK RD MAYHAW DR Local Concrete 64
ADA AVE MAYHAW DR DONNA LN Local Concrete 58
ADA AVE DONNA LN HAYWOOD DR Local Concrete 61
ADA AVE WILDWOOD DR HAYWOOD DR Local Concrete 73
ADA AVE AVIE LN WILDWOOD DR Local Asphalt 42
ADAMS ST MARTIN LUTHER KING PKWY NATALIE ST Local Asphalt 35
ADAMS ST UNIVERSITY DR TEST Local Asphalt 54
ADAMS ST TEST HOWARD ST Local Asphalt 62
ADAMS ST HOWARD ST ROTHWELL ST Local Asphalt 47
ADAMS ST ROTHWELL ST REED ST Local Asphalt 53
ADAMS ST REED ST BLODGETT ST Local Asphalt 53
ADAMS ST BLODGETT ST HIGHLAND AVE Local Asphalt 45
ADILADE ST EDMONDS AVE SOUTH END Local Asphalt 40
ADSIT ST JOSEY ST SOUTH END Local Concrete 81
AFTON LN NE END IVANHOE LN Local Concrete 78
AGNES ST NORTH END LA SALLE ST Local Asphalt 70
AGNES ST LA SALLE ST GILL ST Local Asphalt 25
AGNES ST GILL ST EVANS ST Local Asphalt 48
AGNES ST EVANS ST SOUTH END Local Asphalt 53
ALABAMA AVE MARTIN LUTHER KING PKWY COCHRAN ST Local Asphalt 31
ALABAMA AVE COCHRAN ST ROLFE CHRISTOPHER DR Local Asphalt 41
ALABAMA AVE UNIVERSITY DR HARTEL ST Local Asphalt 41
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ALABAMA AVE HARTEL ST MADDOX ST Local Asphalt 44
ALABAMA AVE MADDOX ST SULLIVAN ST Local Asphalt 36
ALABAMA AVE SULLIVAN ST HIGHLAND AVE Local Asphalt 59
ALBANY ST ST HELENA ST WEST END Local Asphalt 81
ALECE LN TOLIVAR RD JILL LN Local Concrete 90
ALECE LN JILL LN JOYCE LN Local Concrete 87
ALEXIS ST NW END CHASE ST Local Concrete 94
ALLEN DR CONCORD RD TROTMAN RD Local Asphalt 69
ALLEN DR TROTMAN RD SOUTH END Local Asphalt 70
ALLISON WAY MAJOR DR WEST END Local Concrete 76
ALMA ST MARTIN LUTHER KING PKWY SHANNON AVE Local Asphalt 47
ALMA ST SHANNON AVE IRVING AVE Local Asphalt 46
ALMA ST IRVING AVE EAST IRVING AVE WEST Local Asphalt 25
ALMA ST IRVING AVE BRANDON AVE Local Asphalt 23
ALMA ST BRANDON AVE KENNETH AVE Local Asphalt 61
ALMA ST KENNETH AVE OGDEN AVE Local Asphalt 26
ALMA ST OGDEN AVE FONVILLE AVE Local Asphalt 40
ALMA ST FONVILLE AVE PARK ST Local Asphalt 63
ALMA ST PARK ST ECTOR AVE Local Asphalt 56
ALMA ST ECTOR AVE CHAISON AVE Local Asphalt 46
ALMA ST CHAISON AVE CONGRESS AVE Local Asphalt 5
ALPINE CIR NORTH END 105 Local Concrete 7
ALVOID ISLA ST IH 10 Local Asphalt 41
AMARILLO ST FORSYTHE ST WALL ST Local Asphalt 81
AMARILLO ST WALL ST COLLEGE ST Local Asphalt 46
AMARILLO ST COLLEGE ST GILBERT ST Local Asphalt 73
AMARILLO ST GILBERT ST MILAM ST Local Asphalt 53
AMARILLO ST MILAM ST FRANKLIN ST Local Asphalt 56
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AMARILLO ST FRANKLIN ST BLANCHETTE ST Local Asphalt 63
AMARILLO ST BLANCHETTE ST BOLIVAR ST Local Asphalt 68
AMARILLO ST BOLIVAR ST CORLEY AVE Local Asphalt 67
AMARILLO ST CORLEY AVE CARTWRIGHT ST Local Asphalt 80
AMARILLO ST CARTWRIGHT ST ROBERTS ST Local Asphalt 7
AMARILLO ST ROBERTS ST PRAIRIE ST Local Asphalt 76
AMARILLO ST PRAIRIE ST TERRELL AVE Local Asphalt 67
AMARILLO ST TERRELL AVE ROCKWELL ST Local Asphalt 65
AMARILLO ST ROCKWELL ST WASHINGTON BLVD Local Asphalt 66
AMBERWOOD DR COBBLESTONE CT DEVONSHIRE DR Local Concrete 93
AMBERWOOD DR DEVONSHIRE DR VILLAGE DR Local Concrete 90
AMBERWOOD DR VILLAGE DR WINDCHASE DR Local Concrete 92
AMELIA ST COLLEGE ST BRIGHTON DR Local Asphalt 57
AMELIA ST BRIGHTON DR DS@1000S BRIGHTON DR Local Asphalt 38
AMELIA ST DS@1000S BRIGHTON DR SOUTH END Local Asphalt 44
AMMIE ST THERESA ST WEST END Local Asphalt 41
AMOCO RD EAST END DS@1000W EAST END Local Asphalt 70
AMOCO RD DS@1000W EAST END DS@2000W EAST END Local Asphalt 75
AMOCO RD DS@2000W EAST END AMOCO RD @TEE Local Asphalt 69
AMOCO RD AMOCO RD @TEE DS@1000S AMOCO RD @TEE Local Asphalt 59
AMOCO RD DS@1000S AMOCO RD @TEE OHIO ST Local Asphalt 52
AMOCO RD NE END AMOCO RD @TEE Local Asphalt 61
AMOCO RD OHIO ST 347 Local Asphalt 61
ANCHOR ST HIGHLAND AVE PERSHING DR Local Asphalt 63
ANCHOR ST PERSHING DR BRANDON AVE Local Asphalt 74
ANDERSON ST FRENCH RD ANDERSON ST @WYE Local Asphalt 22
ANGELINA ST 3RD ST ATH ST Local Asphalt 55
ANGELINA ST 4TH ST 5TH ST Local Asphalt 18



City of Beaumont

Street Condition Summary

s
() ) =
E 5 2
From Street To Street S S 3
ANGELINA ST 5TH ST 6TH ST Local Asphalt 45
ANGELINA ST 6TH ST GUFFEY ST Local Asphalt 19
ANGELINA ST GUFFEY ST 7TH ST Local Asphalt 71
ANGELINA ST 7TH ST MINOR ST Local Asphalt 52
ANGELINA ST MINOR ST 8TH ST Local Asphalt 22
ANGELINA ST 8TH ST DUPERIER ST Local Asphalt 31
ANGELINA ST DUPERIER ST JAGUAR DR Local Asphalt 47
ANGELINA ST RAILROAD 11TH ST Local Concrete 7
ANGELINA ST 13TH ST WEST END Local Asphalt 5
ANITA ST WAVERLY ST WESTMORELAND ST Local Asphalt 19
ANITA ST WESTMORELAND ST ST JAMES BLVD Local Asphalt 22
ANITA ST ST JAMES BLVD GLENWOOD AVE Local Asphalt 63
ANITA ST GLENWOOD AVE EDMONDS AVE Local Asphalt 24
ANITA ST EDMONDS AVE SOUTH END Local Asphalt 52
ANNA LN WESCALDER RD WEST END Local Concrete 91
ANNADALE ST ASHDOWN DR THOMAS LN Local Concrete 75
ANNADALE ST THOMAS LN CHADWICK DR Local Concrete 75
ANNIE LOU DR PARKVIEW DR SOUTH END Local Asphalt 48
ANNIE ST AVENUE B WEST END Local Asphalt 76
APREMONT CIR EAST END CORAL CREEK Local Concrete 88
ARABELLA ST ATLANTA AVE PENNSYLVANIA ST Local Asphalt 15
ARBOR LN NW END FRENCH RD Local Asphalt 11
ARBOR WOOD LN FOXBRIAR LN BRIAR CT Local Concrete 79
ARBOR WOOD LN BRIAR CT SHADY HOLLOW LN Local Concrete 78
ARCHIE ST SE END KCS ST Local Asphalt 35
ARCHIE ST KCS ST COLLEGE ST Local Asphalt 43
ARCHIE ST COLLEGE ST WALL ST Local Asphalt 94
ARCHIE ST WALL ST FORSYTHE ST Local Asphalt 89
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ARCHIE ST BOWIE ST FANNIN ST Local Asphalt 19
ARCHIE ST BOWIE ST CROCKETT ST Local Concrete 90
ARCHIE ST MILAM ST NW END Local Asphalt 72
ARCHIE ST FRANKLIN ST MILAM ST Local Asphalt 10
ARCHIE ST BLANCHETTE ST FRANKLIN ST Local Concrete 30
ARKANSAS EAST END NEW YORK BLVD Local Concrete 87
ARKANSAS NEW YORK BLVD WEST END Local Concrete 83
ARLINGTON DR JACKSON RD PRUTZMAN ST Local Asphalt 66
ARLINGTON DR PRUTZMAN ST CHELSEA PL Local Concrete 82
ARLINGTON DR CHELSEA PL WICKERSHAM PL Local Concrete 70
ARLINGTON DR WICKERSHAM PL PHELAN BLVD Local Concrete 79
ARLINGTON DR PHELAN BLVD PHELAN BLVD Local Concrete 36
ARLINGTON DR PHELAN BLVD CALDER AVE Local Concrete 23
ARMSTRONG DR MCLEAN DR COBURN DR Local Asphalt 61
ARROWHEAD DR LITTLEJOHN DR JUNKER RD Local Concrete 46
ARTHUR ST CLEVELAND ST LYNWOOD DR Local Asphalt 32
ARTHUR ST LYNWOOD DR OVERBROOK LN Local Asphalt 22
ARTHUR ST OVERBROOK LN EAST OVERBROOK LN WEST Local Asphalt 29
ARTHUR ST OVERBROOK LN LYNWOOD DR Local Asphalt 14
ARTHUR ST LYNWOOD DR EAST LYNWOOD DR WEST Local Asphalt 13
ARTHUR ST LYNWOOD DR STEELTON ST Local Asphalt 43
ARTHUR ST STEELTON ST IRONTON AVE Local Asphalt 94
ARTHUR ST IRONTON AVE DETROIT AVE Local Asphalt 92
ARTHUR ST DETROIT AVE Ramp Local Asphalt 79
ARTHUR ST Ramp BUFFALO ST Local Asphalt 88
ARTHUR ST BUFFALO ST BUFFALO CIR Local Asphalt 83
ARTHUR ST BUFFALO CIR HARDING DR Local Asphalt 79
ARTHUR ST EAST END LUCAS DR Local Asphalt 42
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ARTHUR ST LUCAS DR DS@1000W LUCAS DR Local Asphalt 54
ARTHUR ST RIDGELAND AVE CROW RD Local Concrete 73
ARTHUR ST CROW RD WEST END Local Concrete 76
ASCOT LN NORTH END HIALEAH DR Local Concrete 72
ASHDOWN DR ANNADALE ST TARA DR Local Concrete 73
ASHDOWN DR TARA DR WEST END Local Concrete 74
ASHLAND ST EAST END AVENUE BELLE CHASE Local Concrete 81
ASHLEY AVE MAGNOLIA AVE STEPHENSON ST Local Asphalt 81
ASHLEY AVE STEPHENSON ST FORREST ST Local Asphalt 64
ASHLEY AVE FORREST ST CENTER ST Local Asphalt 62
ASHLEY AVE CENTER ST EWING ST Local Asphalt 61
ASHLEY AVE EWING ST OAKLAND ST Local Asphalt 69
ASHLEY AVE OAKLAND ST MARTIN LUTHER KING PKWY Local Asphalt 57
ASHLEY AVE MARTIN LUTHER KING PKWY GULF ST Local Asphalt 13
ASHLEY AVE GULF ST JIROU ST Local Asphalt 41
ASHLEY AVE 1ST ST 4TH ST Local Asphalt 72
ASHLEY AVE ATH ST 5TH ST Local Asphalt 61
ASHLEY AVE 5TH ST 6TH ST Local Asphalt 80
ASHLEY AVE 6TH ST 7TH ST Local Asphalt 90
ASHLEY AVE 7TH ST 8TH ST Local Asphalt 94
ASHLEY AVE 8TH ST 9TH ST Local Asphalt 94
ASHLEY AVE 9TH ST 10TH ST Local Asphalt 95
ASHLEY AVE 10TH ST 11TH ST Local Asphalt 95
ASHWOOD LN MINGLEWOOD DR REDWOOD DR Local Concrete 58
ASTOR ST MANNING ST FLETCHER ST Local Concrete 86
ATLANTA AVE ARABELLA ST CORLEY AVE Local Asphalt 12
ATLANTA AVE CORLEY AVE CARTWRIGHT ST Local Asphalt 18
ATLANTA AVE CARTWRIGHT ST ROBERTS ST Local Asphalt 27
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ATLANTA AVE ROBERTS ST PRAIRIE ST Local Asphalt 34
ATLANTA AVE PRAIRIE ST SOUTH END Local Asphalt 65
AUBURN DR AVENUE A RICE CIR Local Concrete i
AUBURN DR RICE CIR BAYLOR LN Local Concrete e
AUBURN DR BAYLOR LN CORNELL DR Local Concrete 71
AUDREE ST KARLETTE LN LIGGETT ST Local Concrete 93
AUDREE ST LIGGETT ST HELBIG RD Local Concrete 89
AUDUBON PL AUDUBON PL @TEE GLADYS AVE Local Concrete 43
AUDUBON PL AUDUBON PL @TEE AUDUBON PL @TEE Local Concrete 50
AUDUBON PL AUDUBON PL @TEE AUDUBON PL @TEE Local Concrete 41
AUDUBON PL AUDUBON PL @TEE SOUTH END Local Concrete 41
AUGUSTA DR NORTH END GLENEAGLES DR Local Concrete 84
AUGUSTA ST HIGHLAND AVE IRVING AVE Local Asphalt 26
AUSTIN ST EASTEX FWY LONGFELLOW DR Collector Concrete 70
AUSTIN ST LONGFELLOW DR DRISKILL ST Collector Concrete 57
AUSTIN ST DRISKILL ST SHADY LN Local Concrete 67
AUSTIN ST SHADY LN 21ST ST Local Concrete 76
AUSTIN ST 21ST ST 23RD ST Local Asphalt 50
AUSTIN ST 23RD ST BRIARCLIFF DR Local Asphalt 35
AUSTIN ST BRIARCLIFF DR CENTRAL DR Local Asphalt 19
AUTUMN DR FENWAY PARK NANTUCKET DR Local Concrete 58
AVALON ST COLLEGE ST BRIGHTON DR Local Asphalt 46
AVALON ST BRIGHTON DR DS@1000S BRIGHTON DR Local Asphalt 51
AVALON ST DS@1000S BRIGHTON DR DS@2000S BRIGHTON DR Local Asphalt 39
AVALON ST DS@2000S BRIGHTON DR WASHINGTON BLVD Local Asphalt 36
AVALON ST WASHINGTON BLVD DS@1000S WASHINGTON BLVD Local Asphalt 49
AVALON ST DS@1000S WASHINGTON BLVD PEVITOT RD Local Asphalt 31
AVENUE A FORSYTHE ST FANNIN ST Local Asphalt 44
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AVENUE A WALL ST FORSYTHE ST Local Asphalt 42
AVENUE A COLLEGE ST WALL ST Local Asphalt 79
AVENUE A GILBERT ST COLLEGE ST Local Asphalt 38
AVENUE A MILAM ST GILBERT ST Local Asphalt 56
AVENUE A FRANKLIN ST MILAM ST Local Asphalt 57
AVENUE A BLANCHETTE ST FRANKLIN ST Collector Asphalt 54
AVENUE A ROYAL ST BLANCHETTE ST Collector Asphalt 45
AVENUE A CRAIG ST ROYAL ST Collector Asphalt 46
AVENUE A IRMA ST CRAIG ST Collector Asphalt 44
AVENUE A EASY ST IRMA ST Collector Asphalt 31
AVENUE A EASY ST EMMA ST Collector Asphalt 47
AVENUE A EMMA ST LYLE ST Collector Asphalt 53
AVENUE A LYLE ST BOLIVAR ST Collector Asphalt 24
AVENUE A BOLIVAR ST CORLEY AVE Collector Asphalt 51
AVENUE A CORLEY AVE CARTWRIGHT ST Collector Asphalt 53
AVENUE A CARTWRIGHT ST ROBERTS ST Collector Asphalt 52
AVENUE A ROBERTS ST PRAIRIE ST Collector Asphalt 54
AVENUE A PRAIRIE ST TERRELL AVE Collector Asphalt 47
AVENUE A TERRELL AVE WASHINGTON BLVD Collector Asphalt 44
AVENUE A WASHINGTON BLVD EUCLID ST Collector Asphalt 61
AVENUE A EUCLID ST HARRIOT ST Collector Asphalt 56
AVENUE A HARRIOT ST THREADNEEDLE ST Collector Asphalt 59
AVENUE A THREADNEEDLE ST ELGIE ST Collector Asphalt 50
AVENUE A ELGIE ST CHURCH ST Collector Asphalt 31
AVENUE A CHURCH ST PIPKIN ST Collector Asphalt 21
AVENUE A PIPKIN ST EDWIN ST Collector Asphalt 38
AVENUE A EDWIN ST BROCKMAN ST Collector Asphalt 53
AVENUE A BROCKMAN ST LAVACA ST Collector Asphalt 37



City of Beaumont
Street Condition Summary

a

() ) =

E 5 2

From Street To Street S S 3

AVENUE A LAVACA ST ESSEX ST Local Asphalt 30
AVENUE A ESSEX ST WOODROW AVE Local Asphalt 63
AVENUE A VIRGINIA ST WOODROW AVE Local Asphalt 52
AVENUE A AUBURN DR VIRGINIA ST Local Asphalt 18
AVENUE A HIGHLAND DR AUBURN DR Local Asphalt 27
AVENUE A FLORIDA AVE HIGHLAND DR Local Asphalt 20
AVENUE A AVENUE A @WYE FLORIDA AVE Local Asphalt 26
AVENUE A CARDINAL DR AVENUE A @WYE Local Asphalt 16
AVENUE A CARDINAL DR CARDINAL DR HWY Concrete 76
AVENUE A CARDINAL DR CARDINAL DR HWY Concrete 87
AVENUE A CARDINAL DR CARDINAL DR HWY Concrete 80
AVENUE A PRIVATE CARDINAL DR Collector Concrete 7
AVENUE A PORT ARTHUR RD PRIVATE Collector Concrete 81
AVENUE A SE END CEDAR ST Local Asphalt 72
AVENUE B BLANCHETTE ST FRANKLIN ST Local Asphalt 64
AVENUE B FRANKLIN ST MILAM ST Local Asphalt 48
AVENUE B MILAM ST GILBERT ST Local Asphalt 49
AVENUE B GILBERT ST COLLEGE ST Local Asphalt 45
AVENUE B COLLEGE ST WALL ST Local Asphalt 71
AVENUE B WALL ST FORSYTHE ST Local Asphalt 41
AVENUE B FORSYTHE ST FANNIN ST Local Asphalt 43
AVENUE B FANNIN ST NW END Local Asphalt 38
AVENUE B IRMA ST CRAIG ST Local Asphalt i
AVENUE B EASY ST IRMA ST Local Asphalt 1
AVENUE B EASY ST LYLE ST Local Asphalt 49
AVENUE B LYLE ST BOLIVAR ST Local Concrete 81
AVENUE B BOLIVAR ST CORLEY AVE Local Concrete 80
AVENUE B CORLEY AVE CARTWRIGHT ST Local Concrete 84
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AVENUE B CARTWRIGHT ST ROBERTS ST Local Concrete 84
AVENUE B ROBERTS ST PRAIRIE ST Local Concrete 82
AVENUE B PRAIRIE ST TERRELL AVE Local Concrete 89
AVENUE B TERRELL AVE WASHINGTON BLVD Local Asphalt 60
AVENUE B EUCLID ST HARRIOT ST Local Asphalt 41
AVENUE B HARRIOT ST THREADNEEDLE ST Local Asphalt 70
AVENUE B THREADNEEDLE ST ELGIE ST Local Asphalt 43
AVENUE B ELGIE ST CHURCH ST Local Asphalt 84
AVENUE B CHURCH ST ANNIE ST Local Asphalt 84
AVENUE B ANNIE ST PIPKIN ST Local Asphalt 77
AVENUE B PIPKIN ST BUTLIN ST Local Asphalt 60
AVENUE B BUTLIN ST EDWIN ST Local Asphalt 58
AVENUE B EDWIN ST BROCKMAN ST Local Asphalt 78
AVENUE B BROCKMAN ST GLOVER ST Local Asphalt 65
AVENUE B GLOVER ST LAVACA ST Local Asphalt 56
AVENUE BELLE CHASE LITTLEWOOD DR CHRISTINA LN Local Concrete 82
AVENUE BELLE CHASE CHRISTINA LN ASHLAND ST Local Concrete 76
AVENUE BELLE CHASE ASHLAND ST ELMWOOD LN Local Concrete 76
AVENUE BELLE CHASE ELMWOOD LN EDGEWOOD LN Local Concrete 76
AVENUE BELLE CHASE EDGEWOOD LN OAKLEY LN Local Concrete 74
AVENUE BELLE CHASE OAKLEY LN BELLECHASE DR Local Concrete 83
AVENUE BELLE CHASE BELLECHASE DR DELAWARE ST Local Concrete 75
AVENUE BELLE CHASE DELAWARE ST BAYOU BEND PL Local Concrete 74
AVENUE C CEDAR ST RAILROAD Local Asphalt 63
AVENUE C BOWIE ST RAILROAD Collector Asphalt 44
AVENUE C FANNIN ST BOWIE ST Collector Asphalt 41
AVENUE C FORSYTHE ST FANNIN ST Collector Asphalt 27
AVENUE C WALL ST FORSYTHE ST Collector Asphalt 20
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AVENUE C COLLEGE ST WALL ST Collector Asphalt 35
AVENUE C GILBERT ST COLLEGE ST Local Asphalt 67
AVENUE C MILAM ST GILBERT ST Local Asphalt 49
AVENUE C FRANKLIN ST MILAM ST Local Asphalt 62
AVENUE C BLANCHETTE ST FRANKLIN ST Local Asphalt 59
AVENUE C ROYAL ST BLANCHETTE ST Local Asphalt 65
AVENUE C CRAIG ST ROYAL ST Local Asphalt 68
AVENUE C IRMA ST CRAIG ST Local Asphalt 56
AVENUE C EMMA ST IRMA ST Local Asphalt 54
AVENUE C EMMA ST LYLE ST Local Asphalt 57
AVENUE C LYLE ST BOLIVAR ST Local Asphalt 39
AVENUE C BOLIVAR ST CORLEY AVE Local Asphalt 33
AVENUE C CORLEY AVE CARTWRIGHT ST Local Asphalt 41
AVENUE C CARTWRIGHT ST ROBERTS ST Local Asphalt 52
AVENUE C ROBERTS ST PRAIRIE ST Local Asphalt 45
AVENUE C PRAIRIE ST TERRELL AVE Local Asphalt 36
AVENUE C TERRELL AVE WASHINGTON BLVD Local Asphalt 38
AVENUE C WASHINGTON BLVD EUCLID ST Local Asphalt 61
AVENUE C EUCLID ST HARRIOT ST Local Asphalt 40
AVENUE C HARRIOT ST THREADNEEDLE ST Local Asphalt 40
AVENUE C THREADNEEDLE ST ELGIE ST Local Asphalt 57
AVENUE D FORSYTHE ST FANNIN ST Local Asphalt 25
AVENUE D WALL ST FORSYTHE ST Local Asphalt 81
AVENUE D COLLEGE ST WALL ST Local Asphalt 88
AVENUE D GILBERT ST COLLEGE ST Local Asphalt 65
AVENUE D MILAM ST GILBERT ST Local Asphalt 62
AVENUE D FRANKLIN ST MILAM ST Local Asphalt 74
AVENUE D BLANCHETTE ST FRANKLIN ST Local Asphalt 81
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AVENUE D ROYAL ST BLANCHETTE ST Local Asphalt 80
AVENUE D CRAIG ST ROYAL ST Local Asphalt 78
AVENUE D IRMA ST CRAIG ST Local Asphalt 76
AVENUE D IRMA ST LYLE ST Local Asphalt 74
AVENUE D LYLE ST BOLIVAR ST Local Asphalt 81
AVENUE D BOLIVAR ST CORLEY AVE Local Asphalt 74
AVENUE D CORLEY AVE CARTWRIGHT ST Local Asphalt 7
AVENUE D CARTWRIGHT ST ROBERTS ST Local Asphalt 77
AVENUE D ROBERTS ST PRAIRIE ST Local Asphalt 69
AVENUE D PRAIRIE ST TERRELL AVE Local Asphalt 63
AVENUE D TERRELL AVE WASHINGTON BLVD Local Asphalt 73
AVENUE E FANNIN ST FORSYTHE ST Local Asphalt 66
AVENUE E WALL ST FORSYTHE ST Local Asphalt 56
AVENUE E COLLEGE ST WALL ST Local Asphalt 60
AVENUE E GILBERT ST COLLEGE ST Local Asphalt 74
AVENUE E MILAM ST GILBERT ST Local Asphalt 74
AVENUE E FRANKLIN ST MILAM ST Local Asphalt 66
AVENUE E BLANCHETTE ST FRANKLIN ST Local Asphalt 80
AVENUE E EMILE ST BLANCHETTE ST Local Asphalt 82
AVENUE E ROYAL ST EMILE ST Local Asphalt 88
AVENUE E CRAIG ST ROYAL ST Local Asphalt 38
AVENUE E CRAIG ST LYLE ST Local Asphalt 23
AVENUE E LYLE ST BOLIVAR ST Local Asphalt 19
AVENUE E BOLIVAR ST CORLEY AVE Local Asphalt 10
AVENUE E CORLEY AVE CARTWRIGHT ST Local Asphalt 36
AVENUE E CARTWRIGHT ST ROBERTS ST Local Asphalt 36
AVENUE E ROBERTS ST PRAIRIE ST Local Asphalt 29
AVENUE E PRAIRIE ST TERRELL AVE Local Asphalt 26
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AVENUE E TERRELL AVE WASHINGTON BLVD Local Asphalt 48
AVENUE E WASHINGTON BLVD EUCLID ST Local Asphalt 56
AVENUE E EUCLID ST HARRIOT ST Local Asphalt 50
AVENUE E HARRIOT ST THREADNEEDLE ST Local Asphalt 34
AVENUE E THREADNEEDLE ST ELGIE ST Local Asphalt 29
AVENUE F ROYAL ST AVENUE F @WYE Local Asphalt 55
AVENUE F AVENUE F @QWYE BLANCHETTE ST Local Asphalt 66
AVENUE F AVENUE F @WYE ROYAL ST Local Asphalt 64
AVENUE F ROYAL ST JOACHIMI ST Local Asphalt 71
AVENUE F BLANCHETTE ST FRANKLIN ST Local Asphalt 70
AVENUE F JOACHIMI ST FOCH ST Local Asphalt 63
AVENUE F FRANKLIN ST MILAM ST Local Asphalt 20
AVENUE F FOCH ST BOLIVAR ST Local Asphalt 75
AVENUE F MILAM ST GILBERT ST Local Asphalt 27
AVENUE F BOLIVAR ST CORLEY AVE Local Asphalt 81
AVENUE F GILBERT ST COLLEGE ST Local Asphalt 19
AVENUE F CORLEY AVE CARTWRIGHT ST Local Asphalt 78
AVENUE F COLLEGE ST WALL ST Local Asphalt 65
AVENUE F CARTWRIGHT ST ROBERTS ST Local Concrete 84
AVENUE F FORSYTHE ST WALL ST Local Asphalt 52
AVENUE F ROBERTS ST PRAIRIE ST Local Concrete 85
AVENUE F PRAIRIE ST TERRELL AVE Local Concrete 81
AVENUE G COLLEGE ST WALL ST Local Asphalt 61
AVENUE G GILBERT ST COLLEGE ST Local Asphalt 22
AVENUE G MILAM ST GILBERT ST Local Asphalt 32
AVENUE G FRANKLIN ST MILAM ST Local Asphalt 35
AVENUE G BLANCHETTE ST FRANKLIN ST Local Asphalt 64
AVENUE G ROYAL ST BLANCHETTE ST Local Asphalt 73
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AVENUE G ROYAL ST JOACHIMI ST Local Asphalt 79
AVENUE G JOACHIMI ST FOCH ST Local Asphalt 73
AVENUE G FOCH ST CORLEY AVE Local Asphalt 74
AVENUE G CORLEY AVE CARTWRIGHT ST Local Asphalt 44
AVENUE G CARTWRIGHT ST ROBERTS ST Local Asphalt 21
AVENUE G ROBERTS ST PRAIRIE ST Local Asphalt 37
AVENUE H MILAM ST GILBERT ST Local Asphalt 81
AVENUE H FRANKLIN ST MILAM ST Local Asphalt 82
AVENUE H BLANCHETTE ST FRANKLIN ST Local Asphalt 67
AVENUE H BLANCHETTE ST JOACHIMI ST Local Asphalt 70
AVENUE H JOACHIMI ST FOCH ST Local Asphalt 73
AVENUE H FOCH ST CORLEY AVE Local Asphalt 75
AVENUE H CORLEY AVE CARTWRIGHT ST Local Asphalt 80
AVENUE | BLANCHETTE ST FRANKLIN ST Local Asphalt 76
AVENUE | FRANKLIN ST MILAM ST Local Asphalt 72
AVENUE | FOCH ST CORLEY AVE Local Asphalt 56
AVENUE MONTCLAIRE FAIRMONT DR Alley FAIRMONT DR Collector Concrete 93
AVENUE MONTCLAIRE FAIRMONT DR FAIRMONT DR Alley South Collector Concrete 85
AVENUE MONTCLAIRE FAIRMONT DR Alley South BERWICK DR Collector Concrete 87
AVENUE MONTCLAIRE BERWICK DR AVENUE MONTCLAIRE Circle Collector Concrete 81
AVENUE MONTCLAIRE AVENUE MONTCLAIRE Circle NW AVENUE MONTCLAIRE Circle SE Collector Concrete 90
AVENUE MONTCLAIRE AVENUE MONTCLAIRE Circle BERWICK DR Alley Collector Concrete 84
AVENUE MONTCLAIRE BERWICK DR Alley MERLOT DR Collector Concrete 90
AVENUE MONTCLAIRE MERLOT DR DELAWARE ST Collector Concrete 79
AVENUE MONTCLAIRE Circle AVENUE MONTCLAIRE NW AVENUE MONTCLAIRE SE Local Concrete 92
AVENUE OF THE OAKS BELVEDERE PKWY OAKHURST LN Local Concrete 72
AVENUE OF THE OAKS BELVEDERE PKWY OAKHURST LN Local Concrete 70
AVERILL ST POPE ST TULANE ST Local Asphalt 18
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AVERILL ST TULANE ST DELAWARE ST Local Asphalt 27
AVERILL ST DELAWARE ST GLASSHOUSE ST Local Asphalt 52
AVERILL ST GLASSHOUSE ST REGENT Local Asphalt 40
AVERILL ST REGENT MAIME ST Local Concrete 90
AVERILL ST IH 10 LOUISIANA ST Local Asphalt 78
AVERILL ST LOUISIANA ST GLADYS AVE Local Asphalt 70
AVIE LN YAUPON DR MAYHAW DR Local Concrete 66
AVIE LN MAYHAW DR DONNA LN Local Asphalt 73
AVIE LN DONNA LN DS@1000W DONNA LN Local Asphalt 71
AVIE LN DS@1000W DONNA LN ADA AVE Local Asphalt 81
AVIE LN ELLEN LN ADA AVE Local Asphalt 75
AVIE LN MARGARET LN ELLEN LN Local Asphalt 76
AVIE LN PLANT RD MARGARET LN Local Asphalt 7
AZALEA DR EVERGREEN LN LARKSPUR LN Local Concrete 39
AZALEA DR LARKSPUR LN HEATHER LN Local Concrete 45
BABE ZAHARIAS DR TYRRELL PARK RD DS@1000S TYRRELL PARK RD Local Asphalt 14
BABE ZAHARIAS DR DS@1000S TYRRELL PARK RD DS@2000S TYRRELL PARK RD Local Asphalt 12
BABE ZAHARIAS DR DS@2000S TYRRELL PARK RD DS@3000S TYRRELL PARK RD Local Asphalt 19
BABE ZAHARIAS DR DS@3000S TYRRELL PARK RD BABE ZAHARIAS DR @WYE Local Asphalt 22
BABE ZAHARIAS DR BABE ZAHARIAS DR @WYE BABE ZAHARIAS DR SW Local Asphalt 17
BABE ZAHARIAS DR BABE ZAHARIAS DR @WYE BABE ZAHARIAS DR @WYE Local Asphalt 24
BABE ZAHARIAS DR BABE ZAHARIAS DR @WYE BABE ZAHARIAS DR NW Local Asphalt 17
BABE ZAHARIAS DR BABE ZAHARIAS DR NE BABE ZAHARIAS DR @TEE Local Asphalt 15
BABE ZAHARIAS DR BABE ZAHARIAS DR @TEE BABE ZAHARIAS DR @TEE Local Asphalt 16
BABE ZAHARIAS DR BABE ZAHARIAS DR @TEE TYRRELL PARK RD Local Asphalt 46
BABE ZAHARIAS DR BABE ZAHARIAS DR @WYE DS@1000W BABE ZAHARIAS DR @WYE Local Asphalt 15
BABE ZAHARIAS DR DS@1000W BABE ZAHARIAS DR @WYE DS@2000W BABE ZAHARIAS DR @WYE Local Asphalt 61
BABE ZAHARIAS DR DS@2000W BABE ZAHARIAS DR @WYE DS@3000W BABE ZAHARIAS DR @WYE Local Asphalt 21
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BABE ZAHARIAS DR DS@3000W BABE ZAHARIAS DR @WYE BABE ZAHARIAS DR @TEE Local Asphalt 21
BABE ZAHARIAS DR BABE ZAHARIAS DR @TEE BABE ZAHARIAS DR @WYE Local Asphalt 23
BABE ZAHARIAS DR BABE ZAHARIAS DR EAST BABE ZAHARIAS DR @WYE Local Asphalt 56
BAKER RD EAST END SANDLIN ST Local Asphalt 34
BAKER RD SANDLIN ST EMBER LN Local Asphalt 34
BAKER RD EMBER LN HOLTON RD Local Asphalt 39
BAKER RD HOLTON RD NORRIS ST Local Asphalt 35
BAKER RD NORRIS ST WESCALDER RD Local Asphalt 33
BAKER RD WESCALDER RD DS@1000W WESCALDER RD Local Asphalt 71
BAKER RD DS@1000W WESCALDER RD EOP Local Asphalt 76
BALDWIN DR RUSSELL DR NE RUSSELL DR SW Local Concrete 19
BALDWIN DR RUSSELL DR CONCORD RD Local Concrete 50
BAMBOO LN PINEY POINT LN ACADIA LN Local Asphalt 46
BANCROFT DR WEAVER DR STONE CIR Local Concrete 74
BANCROFT DR STONE CIR EVANGELINE LN Local Concrete 78
BANCROFT DR EVANGELINE LN SOUTH END Local Concrete 68
BANDERA DR FIELDWOOD LN EBONWOOD LN Local Concrete 27
BANKSTON LN EAST END HEIGHTS AVE Local Concrete 87
BARBARA LYNN/OLLIE ST SP RD INCA ST Local Asphalt 83
BARBARA LYNN/OLLIE ST INCA ST BROUSSARD ST Local Asphalt 82
BARBARA LYNN/OLLIE ST BROUSSARD ST MARIE ST Local Asphalt 80
BARBARA LYNN/OLLIE ST MARIE ST WACO ST Local Asphalt 82
BARBARA LYNN/OLLIE ST WACO ST USAN ST Local Asphalt 59
BARRETT RD ROLAND RD MAIDA RD Local Asphalt 33
BARRETT RD MAIDA RD BENNETT RD Local Asphalt 25
BARRINGTON AVE DOWLEN RD CLAYBOURN DR Local Concrete 81
BARTON LN EDSON DR COFFEY DR Local Concrete 73
BASIN ST BEALE ST ST LOUIS ST Local Concrete 74
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BAY HILL CIR EAST END COLONIAL DR Local Concrete 76
BAYLOR CIR BAYLOR LN SOUTH END Local Concrete 76
BAYLOR LN AUBURN DR BAYLOR CIR Local Concrete i
BAYOU BEND PL EAST END AVENUE BELLE CHASE Local Concrete 68
BAYOU BEND PL AVENUE BELLE CHASE BAYOU BEND PL @WYE Local Concrete 67
BAYOU RD LE BLEU ELOISE ST Local Concrete 39
BAYOU RD LE BLEU 23RD ST Local Concrete 44
BAYOU RD 23RD ST MORROGH ST Local Concrete 53
BAYOU RD RUTH DR MORROGH ST Local Concrete 50
BAYOU RD RUTH DR ORGAIN ST Local Concrete 68
BAYOU RD ORGAIN ST BRIGGS ST Local Concrete 67
BAYOU RD BRIGGS ST ROSINE ST Local Concrete 58
BAYOU RD ROSINE ST SPARROW WAY Local Concrete 59
BAYOU WILLOW PKWY IH 10 DS@1000S IH 10 Local Concrete 91
BAYOU WILLOW PKWY DS@1000S IH 10 BAYOU WILLOW PKWY Local Concrete 87
BAYOU WILLOW PKWY BAYOU WILLOW PKWY FANNETT RD Local Concrete 75
BAYWOOD LN EDSON DR ACADEMY DR Local Concrete 62
BEALE ST NORTH END VIRGINIA ST Local Concrete 74
BEALE ST VIRGINIA ST BOURBON ST Local Concrete 79
BEALE ST BOURBON ST BASIN ST Local Concrete 73
BEALE ST BASIN ST RAMPART ST Local Concrete 66
BEALE ST RAMPART ST HIGHLAND DR Local Concrete 78
BEARD ST CONCORD RD CHERRY DR Local Asphalt 41
BEARD ST CHERRY DR WILLOWOOD LN Local Asphalt 66
BEATRICE ST CORDOVA ST CONCORD RD Local Asphalt 61
BEATRICE ST CONCORD RD WILLARD ST Local Asphalt 58
BEAUMONT DR NORTH END LANCASTER LN Local Concrete e
BEAUMONT DR LANCASTER LN PICADILLY LN Local Concrete 76
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BEAUMONT DR PICADILLY LN BETTES LN Local Concrete 54
BEAUMONT DR BETTES LN DEWBERRY LN Local Concrete 57
BEAUMONT DR DEWBERRY LN HAMILTON DR Local Concrete 43
BEAUMONT DR HAMILTON DR SHIVERS DR Local Concrete 51
BEAUMONT DR SHIVERS DR MARGO LN Local Concrete 30
BEAUMONT DR MARGO LN LANDRY LN Local Concrete 26
BEAUMONT DR LANDRY LN CONCORD RD Local Concrete 29
BECK DR COMSTOCK RD YAUPON DR Local Concrete 56
BEDFORD DR NORTH END 105 Local Concrete e
BEECH AVE FORREST ST CENTER ST Local Asphalt 16
BEECH AVE CENTER ST IH 10 Local Asphalt 51
BEECH ST IH 10 9TH ST Local Asphalt 24
BEECH ST 9TH ST 10TH ST Local Asphalt 15
BELLAIRE LN WILLIAMSBURG LN HOWELL ST Local Concrete 63
BELLECHASE DR EAST END AVENUE BELLE CHASE Local Concrete 73
BELLECHASE DR NW END AVENUE BELLE CHASE Local Concrete 80
BELLGREEN PL BROADMOOR DR SE END Local Concrete 62
BELMONT ST EAST END DIXIE DR Local Asphalt 80
BELMONT ST DIXIE DR SUNNYSIDE DR Local Asphalt 66
BELMONT ST SUNNYSIDE DR EDGEMORE DR Local Asphalt 66
BELMONT ST EDGEMORE DR DELMAR DR Local Asphalt 40
BELMONT ST DELMAR DR WEST END Local Asphalt 67
BELVEDERE DR REGINA LN BICENTENNIAL LN Local Concrete 62
BELVEDERE DR BICENTENNIAL LN TANGLEDAHL LN Local Concrete 50
BELVEDERE DR TANGLEDAHL LN PINKSTAFF LN Local Concrete 55
BELVEDERE DR PINKSTAFF LN ZENITH LN Local Concrete 39
BELVEDERE DR ZENITH LN PAN ST Local Concrete 47
BELVEDERE DR PAN ST VENTURA LN Local Concrete 35
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BELVEDERE DR VENTURA LN GLADYS AVE Local Concrete 45
BELVEDERE DR GLADYS AVE OLEANDER DR Local Concrete 58
BELVEDERE DR OLEANDER DR HONEYSUCKLE DR Local Concrete 47
BELVEDERE DR HONEYSUCKLE DR CIRCUIT DR Local Concrete 42
BELVEDERE DR CIRCUIT DR RANKIN DR Local Concrete 51
BELVEDERE DR RANKIN DR CLINTON ST Local Concrete 58
BELVEDERE DR CLINTON ST SOUTH END Local Concrete 59
BELVEDERE DR NORTH END PHELAN BLVD Local Asphalt 93
BELVEDERE DR PHELAN BLVD PHELAN BLVD Local Asphalt 95
BELVEDERE DR PHELAN BLVD BELVEDERE PKWY Local Asphalt 96
BELVEDERE PKWY CALDER AVE AVENUE OF THE OAKS Local Concrete e
BENCHMARK NE END EASTEX FWY Local Concrete 83
BENDER ST WINSTON DR WARREN ST Local Concrete 78
BENNETT RD EAST END BIGNER RD Local Asphalt 70
BENNETT RD BIGNER RD SIGNORA ST Local Asphalt 44
BENNETT RD SIGNORA ST LIBBY LN Local Asphalt 83
BENNETT RD LIBBY LN RACHAEL ST Local Asphalt 42
BENNETT RD RACHAEL ST BARRETT RD Local Asphalt 59
BENNETT RD BARRETT RD HELBIG RD Local Asphalt 61
BENTON LN HEIGHTS AVE WEST END Local Concrete 90
BERARD CIR TYRRELL PARK RD CASH CIR Local Asphalt 25
BERARD CIR CASH CIR WEST END Local Asphalt 54
BERKLEY ST TRINIDAD ST PARRY ST Local Asphalt 46
BERKLEY ST PARRY ST PEMBROKE Local Asphalt 61
BERKLEY ST PEMBROKE LA SALLE ST Local Asphalt 34
BERKSHIRE LN N CALDWOOD DR CAMBRIDGE LN Local Concrete 54
BERKSHIRE LN CAMBRIDGE LN STRATTON LN Local Concrete 54
BERKSHIRE LN STRATTON LN NW STRATTON LN SE Local Concrete 54
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BERKSHIRE LN STRATTON LN BRISTOL DR Local Concrete 54
BERKSHIRE LN BRISTOL DR SUNBURY DR Local Asphalt 28
BERRY RD COLLIER RD WHITE RD Local Asphalt 50
BERRY RD WHITE RD HALLIDAY LN Local Asphalt 52
BERRY RD HALLIDAY LN JACKSON RD Local Asphalt 55
BERRY RD JACKSON RD TWIN CIRCLE DR Local Asphalt 51
BERRY RD TWIN CIRCLE DR PHELAN BLVD Local Asphalt 94
BERWICK DR EAST END AVENUE MONTCLAIRE Local Concrete 92
BERWICK DR Alley FAIRMONT DR Alley South AVENUE MONTCLAIRE Local Concrete 84
BESSEMER AVE TYLER ST TAYLOR ST Local Asphalt 12
BESSEMER AVE TAYLOR ST WILSON ST Local Asphalt 15
BESSEMER AVE WILSON ST FILLMORE ST Local Asphalt 10
BESSEMER AVE FILLMORE ST PIERCE ST Local Asphalt 6
BESSEMER AVE PIERCE ST BUCHANAN ST Local Asphalt 19
BEST DR STONETOWN RD DS@1000S STONETOWN RD Local Asphalt 15
BEST DR DS@1000S STONETOWN RD TRAM RD Local Asphalt 34
BEST RD OLD VOTH RD STONETOWN RD Local Asphalt 25
BETHLEHEM AVE TAYLOR ST WILSON ST Local Asphalt 15
BETHLEHEM AVE WILSON ST FILLMORE ST Local Asphalt 17
BETHLEHEM AVE FILLMORE ST PIERCE ST Local Asphalt 15
BETHLEHEM AVE PIERCE ST BUCHANAN ST Local Asphalt 17
BETHLEHEM AVE BUCHANAN ST JOHNSON ST Local Asphalt 20
BETTES LN SPENCER DR BEAUMONT DR Local Concrete 70
BETTES LN BEAUMONT DR SHIVERS DR Local Concrete 74
BETTY LN LEIGHT ST IVES ST Local Asphalt 44
BETTY LN IVES ST EARL ST Local Asphalt 39
BEVERLY AVE NORTH END PARRY ST Local Asphalt 57
BEVERLY AVE PARRY ST PEMBROKE Local Asphalt 57
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BEVERLY AVE PEMBROKE LA SALLE ST Local Asphalt 33
BICENTENNIAL LN BICENTENNIAL PL FANG CIR Local Concrete 53
BICENTENNIAL LN FANG CIR BELVEDERE DR Local Concrete 74
BICENTENNIAL PL NORTH END BICENTENNIAL LN Local Concrete 51
BIENVILLE DR LAFAYETTE LN WEST END Local Concrete 79
BIGNER RD DS@9000W NE END ROLAND RD Collector Asphalt 39
BIGNER RD DS@3000W NE END DS@4000W NE END Collector Asphalt 86
BIGNER RD DS@4000W NE END DS@5000W NE END Collector Asphalt 87
BIGNER RD DS@5000W NE END DS@6000W NE END Collector Asphalt 88
BIGNER RD DS@6000W NE END DS@7000W NE END Collector Asphalt 85
BIGNER RD DS@7000W NE END DS@8000W NE END Collector Asphalt 83
BIGNER RD DS@8000W NE END DS@9000W NE END Collector Asphalt 88
BIGNER RD NE END DS@1000W NE END Collector Concrete 81
BIGNER RD DS@1000W NE END DS@2000W NE END Collector Concrete 84
BIGNER RD DS@2000W NE END DS@3000W NE END Collector Concrete 83
BIGNER RD ROLAND RD DOBSON RD Collector Asphalt 57
BIGNER RD DOBSON RD CHRISTOPHER ST Collector Asphalt 96
BIGNER RD CHRISTOPHER ST MAIDA RD Collector Asphalt 51
BIGNER RD MAIDA RD RIVERS RD Collector Asphalt 58
BIGNER RD RIVERS RD BENNETT RD Collector Asphalt 56
BIGNER RD BENNETT RD LEDET RD Collector Asphalt 43
BIGNER RD LEDET RD DS@1000S LEDET RD Collector Asphalt 42
BIGNER RD DS@1000S LEDET RD NELKIN LN Collector Asphalt 57
BIGNER RD NELKIN LN CHARLES ST Collector Asphalt 69
BIGNER RD CHARLES ST LORILEE ST Collector Asphalt 59
BIGNER RD LORILEE ST MCHALE ST Collector Asphalt 39
BIGNER RD MCHALE ST LUCAS DR Collector Asphalt 44
BINGMAN DR KENNETH AVE SW END Local Asphalt 61
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BIRCH DR HACKBERRY DR FIRETHORN DR Local Concrete 76
BIRMINGHAM ST LUCAS DR MONROE ST Local Asphalt 26
BIRMINGHAM ST MONROE ST TYLER ST Local Asphalt 20
BIRMINGHAM ST TYLER ST TAYLOR ST Local Asphalt 33
BIRMINGHAM ST FILLMORE ST PIERCE ST Local Asphalt 7
BIRMINGHAM ST PIERCE ST BUCHANAN ST Local Asphalt 29
BLACK LN TRAM RD BLACK LN ALY Local Asphalt 58
BLACK LN BLACK LN ALY DUSTY LN Local Asphalt 63
BLACKMON LN WILLOWOOD DR MINGLEWOOD DR Local Asphalt 44
BLACKMON LN MINGLEWOOD DR REDWOOD DR Local Asphalt 46
BLACKMON LN REDWOOD DR 11TH ST Local Asphalt 56
BLACKMON LN 16TH ST EASTEX FWY Local Asphalt 26
BLACKMON LN EASTEX FWY 19TH ST Local Asphalt 60
BLACKMON LN 19TH ST BLACKMON LANE PROFESSIONAL PLZ Local Asphalt 56
BLACKMON LN BLACKMON LANE PROFESSIONAL PLZ FRENCH RD Local Asphalt 45
BLACKWELL LN NORTH END WESTHAVEN DR Local Concrete 73
BLANCH ST LA SALLE ST GILL ST Local Asphalt 66
BLANCHETTE ST MAIN ST PEARL ST Local Concrete 88
BLANCHETTE ST PEARL ST SABINE PASS AVE Local Asphalt 60
BLANCHETTE ST SABINE PASS AVE ORLEANS ST Local Asphalt 53
BLANCHETTE ST ORLEANS ST PARK ST Local Asphalt 53
BLANCHETTE ST PARK ST NECHES ST Local Asphalt 53
BLANCHETTE ST NECHES ST GRAY ST Local Asphalt 34
BLANCHETTE ST GRAY ST EMMETT AVE Local Asphalt 32
BLANCHETTE ST EMMETT AVE ARCHIE ST Local Asphalt 42
BLANCHETTE ST ARCHIE ST CONRAD ST Local Asphalt 31
BLANCHETTE ST CONRAD ST JOHNS ST Local Asphalt 70
BLANCHETTE ST JOHNS ST SW END Local Asphalt 72



City of Beaumont
Street Condition Summary

s

() ) =

E 5 2

From Street To Street S S 3

BLANCHETTE ST NE END VICTORIA ST Local Asphalt 45
BLANCHETTE ST VICTORIA ST ORANGE AVE Local Asphalt 46
BLANCHETTE ST ORANGE AVE AVENUE A Local Asphalt 67
BLANCHETTE ST AVENUE A AVENUE B Local Asphalt 33
BLANCHETTE ST AVENUE B AVENUE C Local Asphalt 68
BLANCHETTE ST AVENUE C AVENUE D Local Asphalt 12
BLANCHETTE ST AVENUE D AVENUE E Local Asphalt 59
BLANCHETTE ST AVENUE E AVENUE F Local Asphalt 13
BLANCHETTE ST AVENUE F AVENUE G Local Asphalt 9
BLANCHETTE ST AVENUE G ROYAL ST Local Asphalt 25
BLANCHETTE ST ROYAL ST AVENUE H Local Asphalt 9
BLANCHETTE ST AVENUE H JOACHIMI ST Local Asphalt 22
BLANCHETTE ST JOACHIMI ST AVENUE | Local Asphalt 39
BLANCHETTE ST AVENUE | FOCH ST Local Asphalt 12
BLANCHETTE ST RAILROAD HOUSTON ST Local Asphalt 72
BLANCHETTE ST FOCK ST RAILROAD Local Asphalt 39
BLANCHETTE ST HOUSTON ST AMARILLO ST Local Asphalt 66
BLANCHETTE ST AMARILLO ST GOLIAD ST Local Asphalt 81
BLANCHETTE ST GOLIAD ST SAN JACINTO ST Local Asphalt 76
BLANCHETTE ST SAN JACINTO ST 4TH ST Local Asphalt 61
BLANCHETTE ST ATH ST 5TH ST Local Asphalt 67
BLANCHETTE ST 5TH ST 6TH ST Local Asphalt 24
BLANCHETTE ST 6TH ST RAILROAD Local Asphalt 37
BLANCHETTE ST RAILROAD 7TH ST Local Asphalt 34
BLANCHETTE ST 7TH ST CLEARVIEW ST Local Asphalt 53
BLANCHETTE ST CLEARVIEW ST 8TH ST Local Asphalt 62
BLANCHETTE ST 8TH ST SKIPWITH ST Local Asphalt 70
BLANCHETTE ST SKIPWITH ST COLUMBIA ST Local Asphalt 63
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BLANCHETTE ST COLUMBIA ST CONDON ST Local Asphalt 35
BLANCHETTE ST CONDON ST 9TH ST Local Asphalt 25
BLANCHETTE ST 9TH ST RANIER ST Local Asphalt 61
BLANCHETTE ST RANIER ST 11TH ST Local Asphalt 69
BLANCHETTE ST 11TH ST WEST END Local Asphalt 70
BLANTON PL FOREST PARK DR SOUTH END Local Asphalt 51
BLARNEY ST SHAKESPEARE DR GALWAY DR Local Concrete 73
BLAYLOCK LN WESCALDER RD WEST END Local Asphalt 44
BLODGETT ST PIPKIN ST ADAMS ST Local Asphalt 52
BLOSSOM DR WASHINGTON BLVD PARISH ST Local Concrete 80
BLOSSOM DR PARISH ST PROCTOR ST Local Concrete 78
BLOSSOM DR PROCTOR ST DEL PL Local Concrete 74
BLOSSOM DR DEL PL PIERRE DR Local Concrete 68
BLOSSOM DR PIERRE DR SIMPSON DR Local Concrete 69
BLOSSOM DR SIMPSON DR SIMON DR Local Concrete 71
BLOSSOM DR SIMON DR SW END Local Concrete 69
BLUE BONNET LN EAST END WILDFLOWER DR Local Concrete 85
BLUE BONNET LN WILDFLOWER DR SUNFLOWER LN Local Concrete 84
BLUE BONNET LN SUNFLOWER LN MAJOR DR Local Concrete e
BLUE STEM MEADOW RUN SE END Local Concrete 86
BLUEBERRY LN SHIVERS DR LANDRY LN Local Concrete 80
BOB ST MAY ST HEBERT ST Local Asphalt 74
BOB ST HEBERT ST NORA ST Local Asphalt 67
BOB ST NORA ST BURTON ST Local Asphalt 56
BOB ST BURTON ST LELA ST Local Asphalt 56
BOB ST LELA ST SARAH ST Local Asphalt 70
BOB ST SARAH ST LUCILLE ST Local Asphalt 75
BOB ST LUCILLE ST RENA ST Local Asphalt 76
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BOB ST RENA ST MILDRED ST Local Asphalt 72
BOB ST MILDRED ST VIRGINIA ST Local Asphalt 73
BOLIVAR ST PARK ST NECHES ST Local Asphalt 49
BOLIVAR ST NECHES ST VICTORIA ST Local Asphalt 65
BOLIVAR ST VICTORIA ST ORANGE AVE Local Asphalt 73
BOLIVAR ST ORANGE AVE AVENUE A Local Asphalt 69
BOLIVAR ST AVENUE A AVENUE B Local Concrete 88
BOLIVAR ST AVENUE B AVENUE C Local Concrete 92
BOLIVAR ST AVENUE C AVENUE D Local Asphalt 55
BOLIVAR ST AVENUE D AVENUE E Local Asphalt 45
BOLIVAR ST AVENUE E EMILE ST Local Asphalt 74
BOLIVAR ST EMILE ST AVENUE F Local Asphalt 10
BOLIVAR ST EAST END HOUSTON ST Local Asphalt 84
BOLIVAR ST HOUSTON ST AMARILLO ST Local Asphalt 91
BOLIVAR ST AMARILLO ST GOLIAD ST Local Asphalt e
BOLIVAR ST GOLIAD ST SAN JACINTO ST Local Asphalt 85
BOLIVAR ST SAN JACINTO ST 4TH ST Local Asphalt 85
BOLIVAR ST 5TH ST 6TH ST Local Asphalt 76
BOLIVAR ST 6TH ST 7TH ST Local Asphalt 83
BOLIVAR ST 23RD ST CALVIN ST Local Concrete 76
BONHAM ST MARTIN LUTHER KING PKWY VICTORIA ST Local Asphalt 15
BONNER DR NORTH END SOMMERVILLE CIR Local Concrete 84
BONNER DR SOMMERVILLE CIR GLEN ROSE CIR Local Concrete 92
BONNER DR GLEN ROSE CIR CARRIE LN Local Concrete 93
BONNEY BRIAR PL NORTH END WILLOW WAY DR Local Concrete 78
BONNIE LEE LN CHARLOTTE DR MYRNA LOY DR Local Concrete 71
BOOKER ST PRADICE ST 4TH ST Local Asphalt 34
BOOKER ST 4TH ST 5TH ST Local Concrete 71
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BOOKER ST 5TH ST SOUTH END Local Concrete 68
BORDAGES LN NORTH END LEWIS DR Local Asphalt 50
BORDAGES LN LEWIS DR CLICK DR Local Asphalt 62
BORDAGES LN CLICK DR SCOTTS DR Local Asphalt 61
BORDAGES LN SCOTTS DR HURLEY DR Local Asphalt 75
BORDAGES LN HURLEY DR SOUTH END Local Asphalt 48
BOURBON ST BEALE ST ST LOUIS ST Local Concrete 73
BOWEN DR KARLETTE LN PERTH PL Local Concrete 94
BOWEN DR PERTH PL HELBIG RD Local Concrete 81
BOWIE ST MAIN ST PEARL ST Local Asphalt 46
BOWIE ST PEARL ST ORLEANS ST Local Asphalt 82
BOWIE ST ORLEANS ST PARK ST Local Asphalt 78
BOWIE ST PARK ST NECHES ST Local Asphalt 72
BOWIE ST NECHES ST JEFFERSON ST Local Asphalt 45
BOWIE ST JEFFERSON ST ARCHIE ST Local Asphalt 41
BOWIE ST ARCHIE ST HOLMES ST Local Asphalt 67
BOWIE ST HOLMES ST MARTIN LUTHER KING PKWY Local Asphalt 62
BOWIE ST MARTIN LUTHER KING PKWY VICTORIA ST Local Concrete 78
BOWIE ST VICTORIA ST ORANGE AVE Local Concrete 71
BOWIE ST SAN JACINTO ST 4TH ST Local Asphalt 31
BOYD ST KENNETH AVE PARK ST Local Asphalt 66
BRACE LN RUE LN OAKS LN Local Concrete 70
BRADFORD DR MCLEAN DR COBURN DR Local Asphalt 27
BRADLEY ST CARROLL ST HEMLOCK ST Local Asphalt 14
BRADLEY ST HEMLOCK ST SONNY PERKINS ST Local Asphalt 22
BRADLEY ST SONNY PERKINS ST POPLAR ST Local Asphalt 47
BRAEBURN LN MAJOR DR OVERHILL LN Local Concrete 78
BRAEBURN LN OVERHILL LN CHATEAU LN Local Concrete 76
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BRAEBURN LN CHATEAU LN FERNDALE LN Local Concrete 74
BRAGG CIR CARDINAL DR SOUTH END Local Concrete 93
BRAHMA ST BRICKYARD RD SOUTH END Local Asphalt 44
BRANDON AVE HARRIOT ST ALMA ST Local Asphalt 52
BRANDON AVE ALMA ST THREADNEEDLE ST Local Asphalt 25
BRANDON AVE THREADNEEDLE ST ELGIE ST Local Asphalt 26
BRANDON AVE ELGIE ST CHURCH ST Local Asphalt 23
BRANDON AVE CHURCH ST PIPKIN ST Local Asphalt 18
BRANDON AVE PIPKIN ST BROCKMAN ST Local Asphalt 16
BRANDON AVE BROCKMAN ST NOLAN ST Local Asphalt 18
BRANDON AVE NOLAN ST LAVACA ST Local Asphalt 14
BRANDON AVE LAVACA ST IRBY ST Local Asphalt 84
BRANDON AVE IRBY ST ESSEX ST Local Asphalt 92
BRANDON AVE ESSEX ST ANCHOR ST Local Asphalt 81
BRANDON AVE ANCHOR ST WOODROW AVE Local Asphalt 78
BRANDON AVE WOODROW AVE PALM ST Local Asphalt 7
BRANDON AVE PALM ST CAMPUS ST Local Asphalt 10
BRANDYWINE ST WESTGATE DR MADRID DR Local Concrete 74
BRANDYWINE ST MADRID DR HIALEAH DR Local Concrete 73
BRANDYWINE ST HIALEAH DR SARATOGA CIR Local Concrete 72
BRANDYWINE ST SARATOGA CIR SHAKESPEARE DR Local Concrete 74
BRENDA DR MARTHA LN NORTH BRENDA DR @WYE Local Asphalt 28
BRENHAM ST 6TH ST CALIFORNIA ST Local Asphalt 42
BRENHAM ST CALIFORNIA ST CANAL ST Local Asphalt 18
BRENTWOOD DR LONGFELLOW DR 19TH ST Local Concrete 76
BRENTWOOD DR 19TH ST OAKCREST CIR Local Concrete 74
BRENTWOOD DR OAKCREST CIR SANDWOOD LN Local Concrete 48
BRETT LN TOLIVAR RD JILL LN Local Concrete 76
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BRETT LN JILL LN JOYCE LN Local Concrete 79
BREWTON CIR NORTH END REGINA LN Local Concrete 88
BRIAR CREEK DR FOLSOM DR PRIVATE Local Concrete e
BRIAR CREEK DR PRIVATE BRIAR WAY DR Local Concrete 83
BRIAR CREEK DR BRIAR WAY DR SW END Local Concrete 82
BRIAR CT NORTH END ARBOR WOOD LN Local Concrete 67
BRIAR ST HOLST ST RIDGEWOOD ST Local Asphalt 16
BRIAR ST RIDGEWOOD ST GAGER AVE Local Asphalt 18
BRIAR WAY DR NW END BRIAR CREEK DR Local Concrete 82
BRIARCLIFF DR DELAWARE ST AUSTIN ST Local Asphalt 78
BRIARCLIFF DR AUSTIN ST CENTRAL DR Local Asphalt 80
BRIARMEADOW DR NORTHMEADOW DR MEADOWLAND DR Local Concrete 75
BRICKYARD RD CONCORD RD GIROLAMO ST Local Asphalt 96
BRICKYARD RD GIROLAMO ST MASHED O ST Local Asphalt 68
BRICKYARD RD MASHED O ST BRAHMA ST Local Asphalt 34
BRICKYARD RD BRAHMA ST WILLARD ST Local Asphalt 36
BRICKYARD RD WILLARD ST RAILROAD Local Asphalt 55
BRICKYARD RD RAILROAD SANTA FE ST Local Asphalt 70
BRICKYARD RD SANTA FE ST CAMPBELL ST Local Asphalt 69
BRICKYARD RD CAMPBELL ST COX ST Local Asphalt 65
BRICKYARD RD COX ST 9TH ST Local Asphalt 61
BRICKYARD RD 9TH ST 10TH ST Local Asphalt 75
BRIEN NORTH END CORLEY AVE Local Asphalt 30
BRIGGS ST NORTH END BAYOU RD Local Concrete 67
BRIGGS ST BAYOU RD DS@1000S BAYOU RD Local Concrete 69
BRIGGS ST DS@1000S BAYOU RD BRISTOL DR Local Concrete 69
BRIGGS ST BRISTOL DR SUNBURY DR Local Concrete 45
BRIGHTON DR MONTROSE ST AMELIA ST Local Asphalt 61
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BRIGHTON DR AMELIA ST GLENDALE ST Local Asphalt 46
BRIGHTON DR GLENDALE ST AVALON ST Local Asphalt 51
BRIGHTON DR AVALON ST MAJOR DR Local Asphalt 55
BRISTOL DR EAST END 23RD ST Local Concrete 50
BRISTOL DR 23RD ST ORGAIN ST Local Asphalt 73
BRISTOL DR ORGAIN ST BRIGGS ST Local Asphalt 49
BRISTOL DR BRIGGS ST ROSINE ST Local Asphalt 37
BRISTOL DR ROSINE ST HAMPTON LN Local Asphalt 46
BRISTOL DR HAMPTON LN BERKSHIRE LN Local Asphalt 54
BRISTOL DR BERKSHIRE LN ROXTON LN Local Asphalt 49
BRISTOL DR ROXTON LN CANTERBURY DR Local Asphalt 39
BRISTOL DR CANTERBURY DR CALDWOOD DR Local Asphalt 62
BRITTINI CT KINGSWOOD DR SOUTH END Local Concrete 93
BROAD OAK ST EDGEWATER DR PINE HAVEN ST Local Asphalt 57
BROAD OAK ST PINE HAVEN ST GLENBROOK ST Local Asphalt 43
BROAD OAK ST GLENBROOK ST FAIRFIELD ST Local Asphalt 44
BROAD OAK ST FAIRFIELD ST SHERWOOD DR Local Asphalt 35
BROAD OAK ST SHERWOOD DR RAILROAD Local Asphalt 68
BROAD OAK ST RAILROAD FOREST HOLW Local Asphalt 22
BROAD OAK ST FOREST HOLW COCA COLA WAY Local Asphalt 39
BROAD OAK ST COCA COLA WAY EASTEX FWY Local Asphalt 46
BROAD OAK ST EASTEX FWY OLD VOTH RD Local Asphalt 25
BROADLEAF DR GRIFFING RD JAPONICA DR Local Concrete 87
BROADLEAF DR JAPONICA DR PALMETTO DR Local Concrete 82
BROADLEAF DR PALMETTO DR YUCCA DR Local Concrete 80
BROADLEAF DR YUCCA DR GRIFFING BLVD Local Concrete 77
BROADMOOR DR EAST END BELLGREEN PL Local Concrete 71
BROADMOOR DR BELLGREEN PL 23RD ST Local Concrete 74
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BROADMOOR DR 23RD ST SUNBURY DR Local Concrete 72
BROADWAY ST CALDER AVE PEARL ST Local Asphalt 79
BROADWAY ST PEARL ST ORLEANS ST Local Asphalt 92
BROADWAY ST ORLEANS ST WILLOW ST Local Asphalt 68
BROADWAY ST WILLOW ST EAST WILLOW ST WEST Local Asphalt 66
BROADWAY ST WILLOW ST MAGNOLIA AVE Local Asphalt 94
BROADWAY ST MAGNOLIA AVE FORREST ST Local Asphalt 75
BROADWAY ST FORREST ST CENTER ST Local Asphalt 43
BROADWAY ST CENTER ST EWING ST Local Asphalt 72
BROADWAY ST EWING ST OAKLAND ST Local Asphalt 65
BROADWAY ST OAKLAND ST MARTIN LUTHER KING PKWY Local Asphalt 55
BROADWAY ST MARTIN LUTHER KING PKWY GULF ST Local Asphalt 91
BROADWAY ST GULF ST RAILROAD Local Asphalt 96
BROADWAY ST RAILROAD 1ST ST Local Asphalt 73
BROADWAY ST 1ST ST 2ND ST Local Asphalt 20
BROADWAY ST 2ND ST 3RD ST Local Asphalt 40
BROADWAY ST 3RD ST ATH ST Local Asphalt 20
BROADWAY ST 4TH ST 5TH ST Local Asphalt 28
BROADWAY ST 5TH ST 6TH ST Local Asphalt 39
BROADWAY ST 6TH ST 7TH ST Local Asphalt 45
BROADWAY ST 7TH ST 8TH ST Local Asphalt 43
BROADWAY ST 8TH ST 9TH ST Local Asphalt 41
BROADWAY ST 9TH ST 10TH ST Local Asphalt 48
BROADWAY ST 10TH ST 11TH ST Local Asphalt 38
BROADWAY ST 27TH ST WEST END Local Asphalt 52
BROADWAY ST 29TH ST WEST END Local Asphalt 40
BROADWAY ST LUCAS DR 29TH ST Local Concrete 96
BROCK ST CHAMBERLIN DR GOLDSBOROUGH DR Local Asphalt 49
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BROCKMAN ST HIGHLAND AVE IRVING AVE Local Asphalt 28
BROCKMAN ST IRVING AVE BRANDON AVE Local Asphalt 10
BROCKMAN ST BRANDON AVE KENNETH AVE Local Asphalt 10
BROCKMAN ST KENNETH AVE OGDEN AVE Local Asphalt 46
BROCKMAN ST OGDEN AVE FONVILLE AVE Local Asphalt 20
BROCKMAN ST FONVILLE AVE PARK ST Local Concrete 80
BROCKMAN ST PARK ST ECTOR AVE Local Concrete 79
BROCKMAN ST ECTOR AVE CHAISON AVE Local Concrete 78
BROCKMAN ST CHAISON AVE CONGRESS AVE Local Concrete 72
BROCKMAN ST CONGRESS AVE AVENUE A Local Concrete 82
BROCKMAN ST AVENUE A INEZ ST Local Asphalt 32
BROCKMAN ST INEZ ST AVENUE B Local Asphalt 44
BROCKMAN ST AVENUE B HEBERT ST Local Asphalt 46
BROOKLYN ST BUFORD ST STEWART ST Local Concrete 73
BROOKLYN ST STEWART ST LAMAR ST Local Concrete 68
BROOKLYN ST LAMAR ST JACKSON ST Local Concrete 61
BROOKLYN ST JACKSON ST POWELL ST Local Concrete 53
BROOKLYN ST POWELL ST SCHWARNER ST Local Concrete 71
BROOKLYN ST SCHWARNER ST DEVILLENEUVE ST Local Concrete 66
BROOKLYN ST DEVILLENEUVE ST NORTH DEVILLENEUVE ST SOUTH Local Concrete 45
BROOKLYN ST DEVILLENEUVE ST LINCOLN ST Local Asphalt 23
BROOKLYN ST DEVILLENEUVE ST LINCOLN ST Local Concrete 65
BROOKLYN ST LINCOLN ST GRANT ST Local Concrete 75
BROOKLYN ST GRANT ST SHERMAN ST Local Concrete 74
BROOKLYN ST SHERMAN ST PORTER ST Local Concrete 71
BROOKLYN ST PORTER ST STANTON ST Local Concrete 7
BROOKLYN ST STANTON ST DOUCETTE AVE Local Concrete 82
BROOKLYN ST DOUCETTE AVE MADISON AVE Local Concrete 78
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BROOKLYN ST MADISON AVE VAN BUREN ST Local Asphalt 84
BROOKLYN ST VAN BUREN ST FULTON AVE Local Asphalt 57
BROOKLYN ST FULTON AVE LEE ST Local Asphalt 78
BROOKS RD FANNETT RD DS@1000W FANNETT RD Collector Asphalt 60
BROOKS RD DS@1000W FANNETT RD IH 10 Collector Asphalt 42
BROOKS RD IH 10 INTERSTATE 10 Collector Asphalt 45
BROOKS RD IH 10 IH 10 HWY Asphalt 60
BROOKS RD INTERSTATE 10 IH 10 Collector Asphalt 40
BROOKS RD IH 10 DS@1000W IH 10 Collector Asphalt 35
BROOKS RD DS@1000W IH 10 WILLOW BEND DR Collector Asphalt 50
BROOKS RD WILLOW BEND DR DS@1000W WILLOW BEND DR Collector Asphalt 69
BROOKS RD DS@1000W WILLOW BEND DR CITY BOUNDARY Collector Asphalt 56
BROUN ST GREEVES ST SHELBY ST Local Asphalt 26
BROUN ST SHELBY ST CALHOUN AVE Local Asphalt 48
BROUN ST CALHOUN AVE TODD ST Local Asphalt 44
BROUSSARD RD HILLCREST DR DS@1000E HILLCREST DR Local Asphalt 20
BROUSSARD RD DS@1000E HILLCREST DR TRAM RD Local Asphalt 39
BROUSSARD RD FLEMING LN DS@1000E FLEMING LN Local Asphalt 24
BROUSSARD RD DS@1000E FLEMING LN HILLCREST DR Local Asphalt 17
BROUSSARD RD FLEMING LN DS@1000W FLEMING LN Local Asphalt 23
BROUSSARD RD DS@1000W FLEMING LN CHURCH RD Local Asphalt 21
BROUSSARD RD CHURCH RD HODGE RD Local Asphalt 38
BROUSSARD RD HODGE RD PATRICIA DR Local Asphalt 51
BROUSSARD RD PATRICIA DR CITY BOUNDARY Local Asphalt 48
BROUSSARD ST HEGELE ST BARBARA LYNN/OLLIE ST Local Asphalt 61
BROUSSARD ST BARBARA LYNN/OLLIE ST MAY ST Local Asphalt 51
BROUSSARD ST MAY ST HEBERT ST Local Asphalt 55
BROUSSARD ST HEBERT ST NORA ST Local Asphalt 41
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BROUSSARD ST NORA ST LELA ST Local Asphalt 76
BROWNING DR KIPLING DR CECIL DR Local Concrete 66
BROWNSTONE DR LUCAS DR BROWNSTONE PLACE Local Concrete 87
BROWNSTONE DR BROWNSTONE PLACE CHRISTINA CT Local Concrete 90
BROWNSTONE DR CHRISTINA CT WEST END Local Concrete 83
BROWNSTONE PLACE BROWNSTONE DR STERLING LN Local Concrete 79
BROWNSTONE PLACE STERLING LN STEPHEN LN Local Concrete 80
BRUCE DR GARNER RD PICADILLY LN Local Concrete 61
BRUIN BLVD Private Dr NORTH Private Dr SOUTH Collector Concrete 81
BRUIN BLVD Private Dr PHELAN BLVD Collector Concrete 80
BRYAN DR HOLLAND DR 21ST ST Local Asphalt 61
BRYAN DR HOLLAND DR 21ST ST Local Asphalt 51
BRYANT WAY DELAWARE ST SAMS WAY Collector Concrete 74
BRYANT WAY SAMS WAY WEBB LN Collector Concrete 57
BRYANT WAY WEBB LN HEARTFIELD LN Collector Concrete 61
BRYANT WAY HEARTFIELD LN GLADYS AVE Collector Concrete 21
BUCHANAN ST MAGNOLIA AVE CARNEGIE ST Local Asphalt 26
BUCHANAN ST SHEFFIELD ST SW END Local Asphalt 7
BUCHANAN ST BESSEMER AVE BETHLEHEM AVE Local Asphalt 18
BUCHANAN ST BETHLEHEM AVE CLEVELAND ST Local Asphalt 18
BUCHANAN ST CLEVELAND ST BIRMINGHAM ST Local Asphalt 27
BUCHANAN ST BIRMINGHAM ST PITTSBURGH ST Local Asphalt 45
BUCHANAN ST PITTSBURGH ST COATSVILLE ST Local Asphalt 51
BUCHANAN ST COATSVILLE ST STEELTON ST Local Asphalt 32
BUCHANAN ST STEELTON ST IRONTON AVE Local Asphalt 10
BUCHANAN ST IRONTON AVE DETROIT AVE Local Asphalt 17
BUCHANAN ST DETROIT AVE BUFFALO ST Local Asphalt 14
BUCKINGHAM ROW 21ST ST 23RD ST Local Asphalt 56
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BUFFALO CIR ARTHUR ST SE END Local Asphalt 38
BUFFALO ST LUCAS DR TYLER ST Local Asphalt 84
BUFFALO ST TYLER ST WILSON ST Local Asphalt 83
BUFFALO ST FILLMORE ST GALVESTON AVE Local Asphalt 88
BUFFALO ST GALVESTON AVE BUCHANAN ST Local Asphalt 93
BUFFALO ST BUCHANAN ST DALLAS AVE Local Asphalt 90
BUFFALO ST DALLAS AVE HAYES LN Local Asphalt 96
BUFFALO ST HAYES LN EL PASO ST Local Asphalt 85
BUFFALO ST EL PASO ST ARTHUR ST Local Asphalt 96
BUFORD ST CARROLL ST HERRING ST Collector Concrete 76
BUFORD ST HERRING ST VERONE ST Collector Concrete 74
BUFORD ST VERONE ST LEIPER ST Collector Concrete 72
BUFORD ST LEIPER ST PORT ST Collector Concrete 73
BUFORD ST PORT ST LEVY ST Collector Concrete 73
BUFORD ST LEVY ST BROOKLYN ST Collector Concrete 73
BUFORD ST BROOKLYN ST IRVING AVE Collector Concrete 73
BUFORD ST IRVING AVE TURON ST Collector Concrete 70
BUFORD ST TURON ST SABINE PASS AVE Collector Concrete 67
BUFORD ST EAST END PENNSYLVANIA ST Local Asphalt 20
BUN ST THERESA ST WEST END Local Asphalt 65
BURBANK ST WASHINGTON BLVD PEVITOT RD Local Asphalt 82
BURGUNDY PL EAST END MERCANTILE ST Local Concrete 66
BURLINGTON DR SHAKESPEARE DR GALWAY DR Local Concrete 72
BURT ST CARROLL ST WEST END Local Asphalt 25
BURTON ST GLOVER ST MARIGOLD ST Local Asphalt 58
BURTON ST MARIGOLD ST BOB ST Local Asphalt 50
BUTLIN ST AVENUE B WEST END Local Asphalt 31
BUTTERCUP DR WILDFLOWER DR ROSEWOOD LN Local Concrete 82
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BYRD ST CHAMBERLIN DR GOLDSBOROUGH DR Local Asphalt 32
BYRD ST GOLDSBOROUGH DR LINDBERGH DR Local Asphalt 43
BYTHEWOOD RD DS@1000E TRAM RD OLD VOTH RD Local Asphalt 26
BYTHEWOOD RD TRAM RD DS@1000E TRAM RD Local Asphalt 33
CDSST ST HELENA ST DENVER ST Local Concrete 64
CDSST DENVER ST COTTONWOOD ST Local Concrete 59
CABLE AVE WIESS ST SIMMONS ST Local Asphalt 14
CABLE AVE SIMMONS ST PLUM ST Local Asphalt 32
CABLE AVE PLUM ST COTTONWOOD ST Local Asphalt 30
CABLE AVE COTTONWOOD ST LIVE OAK ST Local Asphalt 22
CABLE AVE LIVE OAK ST SPRUCE ST Local Asphalt 45
CABLE AVE SPRUCE ST CALDWELL AVE Local Asphalt 47
CABLE AVE CALDWELL AVE MAPLE ST Local Asphalt 51
CABLE AVE MAPLE ST ISLA ST Local Asphalt 48
CABLE AVE ISLA ST ST CHARLES Local Asphalt 31
CABLE AVE ST CHARLES IH 10 Local Asphalt 66
CABLE AVE IH 10 GLADYS AVE Local Asphalt 28
CADILLAC LN FLAMINGO LN SARAH ST Local Concrete 69
CADILLAC LN FLAMINGO LN RENA ST Local Concrete 78
CADILLAC LN RENA ST VIRGINIA ST Local Concrete 7
CAFFIN DR CLAYBOURN DR ELLINGTON LN Local Concrete 88
CALDER AVE BROADWAY ST PEARL ST Arterial Concrete 92
CALDER AVE PEARL ST WILLOW ST Arterial Concrete 90
CALDER AVE WILLOW ST MAGNOLIA AVE Arterial Concrete 89
CALDER AVE MAGNOLIA AVE FORREST ST Arterial Concrete 89
CALDER AVE FORREST ST CENTER ST Arterial Concrete 90
CALDER AVE CENTER ST EWING ST Arterial Concrete 86
CALDER AVE EWING ST OAKLAND ST Arterial Concrete 87
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CALDER AVE OAKLAND ST MARTIN LUTHER KING PKWY Arterial Concrete 88
CALDER AVE MARTIN LUTHER KING PKWY GULF ST Arterial Concrete 91
CALDER AVE GULF ST RAILROAD Arterial Concrete 94
CALDER AVE RAILROAD 1ST ST Arterial Concrete 79
CALDER AVE 1ST ST 2ND ST Arterial Concrete 93
CALDER AVE 2ND ST 3RD ST Arterial Concrete 95
CALDER AVE 3RD ST 4TH ST Arterial Concrete 94
CALDER AVE 4TH ST 5TH ST Arterial Concrete 94
CALDER AVE 5TH ST 6TH ST Arterial Concrete 93
CALDER AVE 6TH ST 7TTH ST Arterial Concrete 92
CALDER AVE 7TH ST 8TH ST Arterial Concrete 94
CALDER AVE 8TH ST 9TH ST Arterial Concrete 93
CALDER AVE 9TH ST 10TH ST Arterial Concrete 92
CALDER AVE 10TH ST 11TH ST Arterial Concrete 92
CALDER AVE 11TH ST 13TH ST Arterial Concrete 90
CALDER AVE 13TH ST 14TH ST Arterial Concrete 91
CALDER AVE 14TH ST 15TH ST Arterial Concrete 92
CALDER AVE 15TH ST IH 10 Arterial Concrete 93
CALDER AVE IH 10 IH 10 HWY Concrete 94
CALDER AVE IH 10 IH 10 HWY Concrete 93
CALDER AVE IH 10 PHELAN BLVD Arterial Concrete 94
CALDER AVE PHELAN BLVD 18TH ST Arterial Concrete 90
CALDER AVE 18TH ST 19TH ST Arterial Concrete 94
CALDER AVE 19TH ST 20TH ST Arterial Concrete 92
CALDER AVE 20TH ST 21ST ST Arterial Concrete 93
CALDER AVE 21ST ST 22ND ST Arterial Concrete 91
CALDER AVE 22ND ST 23RD ST Arterial Concrete 93
CALDER AVE 23RD ST 24TH ST Arterial Concrete 93
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CALDER AVE 24TH ST 25TH ST Arterial Concrete 90
CALDER AVE 25TH ST 27TH ST Arterial Concrete 90
CALDER AVE 27TH ST LUCAS DR Arterial Concrete 92
CALDER AVE LUCAS DR EAST LUCAS DR WEST Arterial Concrete 92
CALDER AVE LUCAS DR THOMAS RD Arterial Concrete 90
CALDER AVE THOMAS RD CIRCUIT DR Arterial Concrete 90
CALDER AVE CIRCUIT DR TIBBITS LN Arterial Concrete 92
CALDER AVE TIBBITS LN RIDGELAND AVE Arterial Concrete 84
CALDER AVE RIDGELAND AVE W CIRCUIT DR Arterial Concrete 91
CALDER AVE W CIRCUIT DR CALDER AVE @WYE Arterial Concrete 91
CALDER AVE CALDER AVE @WYE PHELAN BLVD Arterial Concrete 94
CALDER AVE CALDER AVE @QWYE PHELAN BLVD Arterial Concrete 94
CALDER AVE PHELAN BLVD WREN WAY Collector Asphalt 53
CALDER AVE WREN WAY CALDWOOD DR Collector Asphalt 47
CALDER AVE CALDWOOD DR MISTLETOE DR Collector Asphalt 56
CALDER AVE MISTLETOE DR W CALDWOOD DR Collector Asphalt 55
CALDER AVE CALDWOOD DR BELVEDERE PKWY Collector Asphalt 56
CALDER AVE BELVEDERE PKWY GOODHUE RD Collector Asphalt 56
CALDER AVE GOODHUE RD PEYTON DR Collector Asphalt 51
CALDER AVE PEYTON DR LANGHAM RD Collector Asphalt 56
CALDER AVE LANGHAM RD GENEVIEVE ST Collector Asphalt 60
CALDER AVE GENEVIEVE ST PLAZA DR Collector Asphalt 62
CALDER AVE PLAZA DR JUNKER RD Collector Asphalt 60
CALDER AVE JUNKER RD PRUTZMAN ST Collector Asphalt 71
CALDER AVE PRUTZMAN ST MARCELINE BLVD Collector Asphalt 63
CALDER AVE MARCELINE BLVD DOWLEN RD Collector Concrete i
CALDER AVE DOWLEN RD LONG RD Collector Concrete 82
CALDER AVE LONG RD PINCHBACK RD Collector Asphalt 53



City of Beaumont
Street Condition Summary

a
() ) =
E 5 2
From Street To Street S S 3
CALDER AVE PINCHBACK RD SHAKESPEARE DR Collector Asphalt 63
CALDER AVE ARLINGTON DR SHAKESPEARE DR Collector Asphalt 63
CALDER AVE ARLINGTON DR PHELAN BLVD Collector Asphalt 49
CALDWELL AVE TEXAS AVE GRAND ST Local Asphalt 74
CALDWELL AVE GRAND ST MAGNOLIA AVE Local Asphalt 68
CALDWELL AVE MAGNOLIA AVE CABLE AVE Local Asphalt 48
CALDWELL AVE CABLE AVE FORREST ST Local Asphalt 49
CALDWELL AVE FORREST ST LINSON ST Local Asphalt 49
CALDWELL AVE LINSON ST MARTIN LUTHER KING PKWY Local Asphalt 50
CALDWELL AVE MARTIN LUTHER KING PKWY CONCORD RD Collector Concrete 85
CALDWELL AVE CONCORD RD VALENTINE ST Collector Asphalt 75
CALDWELL AVE VALENTINE ST ST HELENA ST Collector Asphalt 89
CALDWELL AVE ST HELENA ST OMAHA ST Local Asphalt 83
CALDWELL AVE OMAHA ST WEST END Local Asphalt 71
CALDWOOD DR KENNEDY DR CALDER AVE Collector Concrete 72
CALDWOOD DR CALDER AVE LAUREL ST Collector Concrete 80
CALDWOOD DR LAUREL ST MISTLETOE DR Collector Concrete 81
CALDWOOD DR MISTLETOE DR N CALDWOOD DR Collector Concrete 82
CALDWOOD DR N CALDWOOD DR NORTH N CALDWOOD DR SOUTH Collector Concrete 74
CALDWOOD DR N CALDWOOD DR NORTH N CALDWOOD DR SOUTH Collector Concrete i
CALDWOOD DR N CALDWOOD DR CROSS DR Collector Concrete 82
CALDWOOD DR CROSS DR BRISTOL DR Collector Concrete 79
CALDWOOD DR BRISTOL DR CROSS DR Collector Concrete 80
CALDWOOD DR CROSS DR MIDFORD DR Collector Concrete 75
CALDWOOD DR MIDFORD DR SUNBURY DR Collector Concrete 74
CALDWOOD DR SUNBURY DR LINDBERGH DR Collector Concrete 68
CALDWOOD DR N CALDWOOD DR W CALDWOOD DR Local Asphalt 89
CALDWOOD DR W CALDWOOD DR EAST W CALDWOOD DR WEST Local Asphalt 96
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CALHOUN AVE MCLEAN DR BROUN ST Local Asphalt 57
CALHOUN AVE BROUN ST SHEPHERD DR Local Asphalt 73
CALHOUN AVE SHEPHERD DR GARDNER ST Local Asphalt 40
CALHOUN AVE JOSEY ST NEY ST Local Asphalt 46
CALHOUN AVE NEY ST DOTY ST Local Asphalt 34
CALHOUN AVE DOTY ST RIGGS ST Local Asphalt 60
CALHOUN AVE RIGGS ST GROSS ST Local Asphalt 78
CALHOUN AVE NORTH END MAPES ST Local Concrete 80
CALHOUN AVE MAPES ST LANDIS DR Local Concrete 76
CALIFORNIA ST CROCKETT ST BRENHAM ST Local Asphalt 61
CALLAWAY DR SALLIE ST DS@1000S SALLIE ST Local Concrete 73
CALLAWAY DR DS@1000S SALLIE ST PRIVATE Local Concrete 76
CALLAWAY DR PRIVATE PEYTON DR Local Concrete 79
CALUMET DR JANCAR DR ETTALN Local Concrete 59
CALUMET DR ETTALN COMSTOCK RD Local Concrete 59
CALVIN ST NORTH END BOLIVAR ST Local Concrete 67
CAMBRIDGE LN MAXWELL DR MONTCLAIR DR Local Concrete 69
CAMBRIDGE LN MAXWELL DR MONTCLAIR DR Local Concrete 58
CAMBRIDGE LN MONTCLAIR DR BERKSHIRE LN Local Concrete 59
CAMELLIA DR EVERGREEN LN LARKSPUR LN Local Concrete 23
CAMELLIA DR LARKSPUR LN HEATHER LN Local Concrete 25
CAMPBELL ST BRICKYARD RD DOUGLAS ST Local Asphalt 72
CAMPBELL ST DOUGLAS ST SPACE ST Local Asphalt 44
CAMPBELL ST SPACE ST ROMAN ST Local Asphalt 40
CAMPBELL ST ROMAN ST CAY Local Asphalt 21
CAMPBELL ST CAY DURDEN ST Local Asphalt 54
CAMPBELL ST DURDEN ST SOUTH END Local Asphalt 66
CAMPUS ST HIGHLAND AVE BRANDON AVE Local Asphalt 50
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CAMPUS ST BRANDON AVE KENNETH AVE Local Asphalt 71
CAMPUS ST KENNETH AVE FONVILLE AVE Local Asphalt 1
CAMPUS ST FONVILLE AVE PARK ST Local Asphalt i
CAMPUS ST PARK ST ECTOR AVE Local Asphalt 88
CAMPUS ST ECTOR AVE WEST END Local Asphalt e
CANAL ST HOLLYWOOD ST CROCKETT ST Local Asphalt 29
CANAL ST CROCKETT ST BRENHAM ST Local Asphalt 24
CANARY LN SWALLOW DR LAUREL ST Local Concrete 68
CANARY LN LAUREL ST ORIOLE DR Local Concrete 62
CANDLESTICK CIR NORTH END GLADYS AVE Local Concrete 79
CANDY LN NW END SCENIC DR Local Asphalt 38
CANTERBURY DR BRISTOL DR MIDFORD DR Local Asphalt 45
CANTERBURY DR MIDFORD DR SUNBURY DR Local Asphalt 56
CANYON CIR DYLAN DR WEST END Local Concrete 86
CANYON LN NORTH END WESTFIELD AVE Local Concrete 92
CANYON LN WESTFIELD AVE SOUTH END Local Concrete 90
CAPTAIN DR SERENE DR VIKING DR Local Concrete 43
CARLISLE DR CONCORD RD DS@1000S CONCORD RD Collector Asphalt 28
CARLISLE DR DS@1000S CONCORD RD FRENCH RD Collector Asphalt 24
CARMEL CIR PEBBLE BEACH DR SW END Local Concrete 65
CARNAHAN PL FOREST PARK DR SOUTH END Local Asphalt 60
CARNATION DR LILAC LN TULIP DR Local Concrete 79
CARNATION DR TULIP DR IRIS LN Local Concrete 70
CARNEGIE ST NW END TYLER ST Local Asphalt 61
CARNEGIE ST TYLER ST TAYLOR ST Local Asphalt 44
CARNEGIE ST TAYLOR ST WILSON ST Local Asphalt 70
CARNEGIE ST WILSON ST FILLMORE ST Local Asphalt 58
CARNEGIE ST FILLMORE ST PIERCE ST Local Asphalt 40
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CARNEGIE ST PIERCE ST PRIVATE Local Asphalt 56
CARNEGIE ST PRIVATE BUCHANAN ST Local Asphalt 18
CAROLINE ST CORDOVA ST WEST END Local Asphalt 39
CARPENTER RD NE END OAK RDG Local Asphalt 35
CARPENTER RD NE END CITY BOUNDARY Local Asphalt 41
CARRIE LN BONNER DR DEERFIELD DR Local Concrete 92
CARRIE LN WINNSBORO CIR DEERFIELD DR Local Concrete 94
CARRIE LN NORTH END WINNSBORO CIR Local Concrete 92
CARROLL ST BUFORD ST STEWART ST Collector Concrete 79
CARROLL ST STEWART ST LAMAR ST Collector Concrete 80
CARROLL ST LAMAR ST SCHWARNER ST Collector Concrete 79
CARROLL ST SCHWARNER ST LINCOLN ST Collector Concrete 73
CARROLL ST LINCOLN ST GRANT ST Collector Concrete e
CARROLL ST GRANT ST SHERMAN ST Collector Concrete 78
CARROLL ST SHERMAN ST BRADLEY ST Collector Concrete 76
CARROLL ST BRADLEY ST TAGORE ST Collector Concrete 70
CARROLL ST TAGORE ST BURT ST Collector Concrete 78
CARROLL ST BURT ST SYCAMORE ST Collector Concrete 78
CARSON DR HARDWOOD LN GALEWOOD LN Local Concrete 62
CARTWRIGHT ST SABINE PASS AVE ATLANTA AVE Local Asphalt 60
CARTWRIGHT ST ATLANTA AVE PENNSYLVANIA ST Local Asphalt 68
CARTWRIGHT ST PENNSYLVANIA ST PARK ST Local Asphalt 60
CARTWRIGHT ST PARK ST NECHES ST Local Asphalt 57
CARTWRIGHT ST NECHES ST VICTORIA ST Local Asphalt 48
CARTWRIGHT ST VICTORIA ST ORANGE AVE Local Asphalt 73
CARTWRIGHT ST ORANGE AVE AVENUE A Local Asphalt 58
CARTWRIGHT ST AVENUE A AVENUE B Local Asphalt 61
CARTWRIGHT ST AVENUE B AVENUE C Local Asphalt 60
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CARTWRIGHT ST AVENUE C AVENUE D Local Asphalt 67
CARTWRIGHT ST AVENUE D AVENUE E Local Asphalt 54
CARTWRIGHT ST AVENUE E EMILE ST Local Asphalt 43
CARTWRIGHT ST EMILE ST AVENUE F Local Asphalt 39
CARTWRIGHT ST AVENUE F AVENUE G Local Asphalt 56
CARTWRIGHT ST AVENUE G AVENUE H Local Asphalt 55
CARTWRIGHT ST AVENUE H RAILROAD Local Asphalt 56
CARTWRIGHT ST RAILROAD SAN ANTONIO ST Local Asphalt 51
CARTWRIGHT ST SAN ANTONIO ST HOUSTON ST Local Asphalt 75
CARTWRIGHT ST HOUSTON ST AMARILLO ST Local Asphalt 16
CARTWRIGHT ST AMARILLO ST GOLIAD ST Local Asphalt 24
CARTWRIGHT ST GOLIAD ST SAN JACINTO ST Local Asphalt 33
CARTWRIGHT ST SAN JACINTO ST 4TH ST Local Asphalt 15
CARTWRIGHT ST 4TH ST 5TH ST Local Asphalt 29
CARTWRIGHT ST 5TH ST 6TH ST Local Asphalt 29
CARTWRIGHT ST 6TH ST 7TH ST Local Asphalt 19
CARTWRIGHT ST 7TH ST 8TH ST Local Asphalt 13
CARTWRIGHT ST EAST END RAINBOW ST Local Concrete 38
CARTWRIGHT ST RAINBOW ST OCEAN ST Local Concrete 71
CARTWRIGHT ST OCEAN ST 23RD ST Local Concrete 73
CARTWRIGHT ST 23RD ST WEST END Local Concrete 70
CARVER GOLIAD ST PRADICE ST Local Asphalt 65
CASE ST PRINCE ST DELAWARE ST Local Asphalt 49
CASE ST DELAWARE ST CLARA ST Local Asphalt 49
CASEY DR WESCALDER RD MAHAN DR Local Concrete 87
CASEY DR MAHAN DR DUNCAN DR Local Concrete 82
CASH CIR NORTH END BERARD CIR Local Asphalt 59
CASTON ST UNIVERSITY DR MADDOX ST Local Asphalt 20
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CASTON ST GRANDBERRY ST SPARKS ST Local Asphalt 52
CASTON ST SPARKS ST HIGHLAND AVE Local Asphalt 74
CASWELL RD NORTH END CONCORD RD Local Asphalt 64
CASWELL RD CONCORD RD EASTEX FWY Local Asphalt 55
CASWELL RD EASTEX FWY 105 Local Asphalt 65
CATALPA ST EAST END TEXAS AVE Local Asphalt 18
CATALPA ST TEXAS AVE GRAND ST Local Asphalt 15
CATALPA ST GRAND ST MAGNOLIA AVE Local Asphalt 49
CATHERINE LN ELLEN LN PLANT RD Local Asphalt 17
CECIL DR STARDUST DR TWILIGHT DR Local Concrete 45
CECIL DR TWILIGHT DR FOLSOM DR Local Concrete 50
CECIL DR FOLSOM DR TENNYSON DR Local Concrete 50
CECIL DR TENNYSON DR RALEIGH DR Local Concrete 44
CECIL DR RALEIGH DR BROWNING DR Local Concrete 47
CECIL DR BROWNING DR MILTON DR Local Concrete 43
CEDAR ST MARTIN LUTHER KING PKWY VICTORIA ST Local Asphalt 21
CEDAR ST VICTORIA ST ORANGE AVE Local Asphalt 17
CEDAR ST ORANGE AVE AVENUE A Local Asphalt 11
CEDAR ST AVENUE A AVENUE C Local Asphalt 17
CEDAR ST RAILROAD 4TH ST Local Asphalt 36
CEDAR ST AVENUE C RAILROAD Local Asphalt 35
CEDAR ST EAST END 10TH ST Local Asphalt 44
CEDAR ST 10TH ST PRIVATE Local Asphalt 18
CEDAR ST PRIVATE 11TH ST Local Concrete 74
CEDAR ST 11TH ST 12TH ST Collector Asphalt 73
CEDAR ST 12TH ST 13TH ST Collector Asphalt 63
CEDAR ST 13TH ST 14TH ST Collector Asphalt 60
CEDAR ST 14TH ST 15TH ST Collector Asphalt 33
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CEDAR ST 15TH ST IH 10 Collector Asphalt 18
CENTER ST BEECH AVE GLADYS AVE Local Asphalt 37
CENTER ST GLADYS AVE EVALON AVE Local Asphalt 81
CENTER ST EVALON AVE ASHLEY AVE Local Asphalt 79
CENTER ST ASHLEY AVE LONG AVE Local Asphalt 49
CENTER ST LONG AVE HARRISON AVE Local Asphalt 51
CENTER ST HARRISON AVE HAZEL AVE Local Asphalt 39
CENTER ST HAZEL AVE NORTH ST Local Asphalt 59
CENTER ST NORTH ST MCFADDIN AVE Local Asphalt 27
CENTER ST MCFADDIN AVE CALDER AVE Local Asphalt 59
CENTER ST CALDER AVE BROADWAY ST Local Asphalt 57
CENTER ST BROADWAY ST LIBERTY AVE Local Asphalt 39
CENTER ST LIBERTY AVE LAUREL ST Local Asphalt 66
CENTER ST LAUREL ST SOUTH ST Local Asphalt 63
CENTRAL CALDWOOD DR N CALDWOOD DR CENTRAL CALDWOOD DR @WYE Local Asphalt 94
CENTRAL CALDWOOD DR CENTRAL CALDWOOD DR @WYE CALDWOOD DR Local Asphalt 93
CENTRAL CALDWOOD DR CENTRAL CALDWOOD DR @WYE CROSS DR Local Asphalt 93
CENTRAL CALDWOOD DR CROSS DR CENTRAL CALDWOOD DR @WYE Local Asphalt 93
CENTRAL CALDWOOD DR CENTRAL CALDWOOD DR @WYE W CALDWOOD DR Local Asphalt 93
CENTRAL CALDWOOD DR CENTRAL CALDWOOD DR @WYE S CALDWOOD DR Local Asphalt 96
CENTRAL DR DELAWARE ST AUSTIN ST Local Asphalt 91
CENTRAL DR AUSTIN ST BRIARCLIFF DR Local Asphalt 92
CENTRAL DR BRIARCLIFF DR EAST DR Local Asphalt 41
CENTRAL DR EAST DR GLADYS AVE Local Concrete 7
CENTRAL DR GLADYS AVE DS@1000S GLADYS AVE Local Asphalt 41
CENTRAL DR DS@1000S GLADYS AVE EAST DR Local Asphalt 55
CENTRAL DR EAST DR NORTH ST Local Asphalt 51
CENTRAL POINTE DR POINTE PARK DR PRIVATE Local Concrete 95
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CHADWICK DR ANNADALE ST TARA DR Local Concrete 75
CHADWICK DR TARA DR WEST END Local Concrete i
CHAISON AVE HARRIOT ST ALMA ST Local Concrete 86
CHAISON AVE ALMA ST THREADNEEDLE ST Local Concrete 89
CHAISON AVE THREADNEEDLE ST ELGIE ST Local Concrete 79
CHAISON AVE ELGIE ST CHURCH ST Local Concrete 87
CHAISON AVE CHURCH ST PIPKIN ST Local Concrete 79
CHAISON AVE PIPKIN ST EDWIN ST Local Concrete 83
CHAISON AVE EDWIN ST BROCKMAN ST Local Concrete 82
CHAISON AVE BROCKMAN ST LAVACA ST Local Concrete 84
CHAISON AVE LAVACA ST ESSEX ST Local Concrete 83
CHAISON AVE ESSEX ST WOODROW AVE Local Concrete 82
CHAISON AVE WOODROW AVE VIRGINIA ST Local Concrete 82
CHAMBERLIN DR MAITLAND ST COLLEGE ST Local Asphalt 19
CHAMBERLIN DR COLLEGE ST BYRD ST Local Asphalt 60
CHAMBERLIN DR BYRD ST BROCK ST Local Asphalt 28
CHAMBERLIN DR BROCK ST DS@1000S BROCK ST Local Asphalt 40
CHAMBERLIN DR DS@1000S BROCK ST WASHINGTON BLVD Local Asphalt 50
CHAMBERS ST IOWA ST OREGON AVE Local Asphalt 45
CHAMBERS ST OREGON AVE VERMONT ST Local Asphalt 28
CHAMBERS ST VERMONT ST FLORIDA AVE Local Asphalt 33
CHAMBLESS DR ERIE ST THERESA ST Local Asphalt 54
CHAMBLESS DR THERESA ST WEST END Local Asphalt 49
CHAMPIONS DR NORTH END LAURELWOOD ST Collector Concrete 70
CHAMPIONS DR LAURELWOOD ST SILVERLEAF ST Collector Concrete 78
CHAMPIONS DR SILVERLEAF ST WALDEN RD Collector Concrete 79
CHAMPIONS DR WALDEN RD KEMPER CIR Local Concrete 81
CHAMPIONS DR KEMPER CIR GLENEAGLES DR Local Concrete 72
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CHAMPIONS DR GLENEAGLES DR DS@1000S GLENEAGLES DR Local Concrete 85
CHAMPIONS DR DS@1000S GLENEAGLES DR DS@2000S GLENEAGLES DR Local Concrete 79
CHAMPIONS DR DS@2000S GLENEAGLES DR COLONIAL DR Local Concrete 78
CHANDLER DR DOWNS RD SW END Local Asphalt 16
CHAPEL LN SEALE RD PHELPS RD Local Asphalt 30
CHAPIN ST MARTIN LUTHER KING PKWY SHANNON AVE Local Asphalt 65
CHAPIN ST SHANNON AVE HIGHLAND AVE Local Asphalt 37
CHAPIN ST IRVING AVE EAST IRVING AVE WEST Local Asphalt 11
CHARITY FAITH HOPE Local Concrete 61
CHARITY HOPE FATIMA ST Local Concrete 70
CHARLES ST IDYLWOOD ST ABILENE AVE Local Asphalt 39
CHARLES ST ABILENE AVE WILSHIRE DR Local Asphalt 33
CHARLES ST WILSHIRE DR BIGNER RD Local Asphalt 30
CHARLESTON LN CLAYBOURN DR SOUTH END Local Concrete 78
CHARLOTTE DR BONNIE LEE LN HIGHLAND AVE Local Concrete 71
CHASE ST NE END SPRINGVIEW ST Local Concrete 95
CHASE ST SPRINGVIEW ST ALEXIS ST Local Concrete 95
CHASE ST ALEXIS ST SW END Local Concrete 92
CHATEAU CIR CHATEAU LN WEST END Local Concrete 74
CHATEAU LN BRAEBURN LN CRESTVIEW LN Local Concrete 78
CHATEAU LN CRESTVIEW LN CHATEAU CIR Local Concrete 72
CHATEAU LN CHATEAU CIR GREENRIDGE LN Local Concrete 58
CHATOM TRCE EAST END SAVANNAH TRCE Local Concrete 89
CHATWOOD DR WESTGATE DR MADRID DR Local Concrete 75
CHATWOOD DR MADRID DR KNOLLWOOD DR Local Concrete 61
CHELSEA PL EAST END ARLINGTON DR Local Concrete 73
CHELSEA PL ARLINGTON DR WEST END Local Concrete 72
CHEROKEE LN NORTH END 14TH ST Local Asphalt 38
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CHERRY DR BEARD ST WEST END Local Asphalt 52
CHERRY DR BEARD ST DRIFTWOOD LN Local Asphalt 53
CHERRY DR DRIFTWOOD LN DOGWOOD LN Local Asphalt 7
CHERRY DR DOGWOOD LN SOUTH END Local Asphalt 16
CHERRYWOOD DR NORWOOD DR STACEWOOD DR Local Concrete 71
CHERYL ST NORTH END WESTHAVEN DR Local Concrete 60
CHERYL ST WESTHAVEN DR SOUTH END Local Concrete 63
CHEVY CHASE LN NORTH END REGINA LN Local Concrete 71
CHEVY CHASE LN REGINA LN PICKWICK LN Local Concrete 73
CHINN LN DS@1000E EASTEX FWY LAWRENCE DR Local Concrete 73
CHINN LN EASTEX FWY DS@1000E EASTEX FWY Local Concrete 79
CHINN LN EASTEX FWY EASTEX FWY HWY Asphalt 95
CHINN LN EASTEX FWY EASTEX FWY HWY Asphalt 91
CHINN LN EASTEX FWY OLD VOTH RD Local Concrete 65
CHINN LN EAST END SAN DIEGO Local Asphalt 73
CHINN LN SAN DIEGO SAN CARLOS Local Asphalt 64
CHINN LN SAN CARLOS SAN BRUNO Local Asphalt 65
CHINN LN SAN BRUNO SAN ANSELMO Local Asphalt 92
CHINN LN SAN ANSELMO WALKER RD Local Asphalt 89
CHINQUAPIN LN YAUPON DR MAYHAW DR Local Concrete 59
CHISHOLM TRL DAKOTA DR 105 Local Concrete 57
CHIVAS PLACE DR MAJOR DR CORNERSTONE CT Local Concrete 80
CHRISTINA CT NW END BROWNSTONE DR Local Concrete 91
CHRISTINA LN EAST END AVENUE BELLE CHASE Local Concrete 81
CHRISTOPHER ST EAST END BIGNER RD Local Asphalt 30
CHURCH RD BROUSSARD RD SOUTH END Local Asphalt 37
CHURCH ST EAST END REED ST Local Asphalt 25
CHURCH ST REED ST SMYTHE ST Local Asphalt 30
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CHURCH ST SMYTHE ST HIGHLAND AVE Local Asphalt 61
CHURCH ST HIGHLAND AVE IRVING AVE Local Asphalt 34
CHURCH ST IRVING AVE BRANDON AVE Local Asphalt 25
CHURCH ST BRANDON AVE KENNETH AVE Local Asphalt 40
CHURCH ST KENNETH AVE OGDEN AVE Local Asphalt 46
CHURCH ST OGDEN AVE FONVILLE AVE Local Asphalt 66
CHURCH ST FONVILLE AVE PARK ST Local Asphalt 47
CHURCH ST PARK ST ECTOR AVE Local Asphalt 48
CHURCH ST ECTOR AVE CHAISON AVE Local Asphalt 73
CHURCH ST CHAISON AVE AVENUE A Local Asphalt 40
CHURCH ST AVENUE A AVENUE B Local Asphalt 89
CHURCH ST AVENUE B RAILROAD Local Asphalt 79
CHURCH ST RAILROAD SP RD Local Asphalt 34
CIRCUIT DR EDSON DR RIDGELAND AVE Local Asphalt 43
CIRCUIT DR RIDGELAND AVE W CIRCUIT DR Local Asphalt 51
CIRCUIT DR W CIRCUIT DR MANOR ST Local Asphalt 40
CIRCUIT DR MANOR ST YOUNT ST Local Concrete 36
CIRCUIT DR YOUNT ST HOWELL ST Local Concrete 71
CIRCUIT DR HOWELL ST WADE ST Local Concrete 58
CIRCUIT DR WADE ST RANKIN DR Local Concrete 65
CIRCUIT DR RANKIN DR BELVEDERE DR Local Concrete 67
CLARA ST CASE ST TEXAS AVE Local Asphalt 34
CLARK ST SULLIVAN ST HIGHLAND AVE Local Asphalt 55
CLAY CIR EAST END SCENIC DR Local Asphalt 58
CLAYBOURN DR CHARLESTON LN BARRINGTON AVE Local Concrete 86
CLAYBOURN DR BARRINGTON AVE WHITTAKER LN Local Concrete 78
CLAYBOURN DR WHITTAKER LN HEIGHTS AVE Local Concrete 81
CLAYBOURN DR HEIGHTS AVE PRESCOTT DR Local Concrete 86
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CLAYBOURN DR PRESCOTT DR WINDROSE DR Local Concrete 89
CLAYBOURN DR WINDROSE DR CAFFIN DR Local Concrete 91
CLAYBOURN DR CAFFIN DR WEST END Local Concrete 85
CLEARVIEW ST BLANCHETTE ST 8TH ST Local Asphalt 53
CLEARWATER CT IH 10 SE END Local Concrete 65
CLEMMONS ST GREEVES ST STEDMAN ST Local Asphalt 39
CLEMMONS ST STEDMAN ST SOUTH END Local Asphalt 39
CLEO ST SCHWARNER ST DEVILLENEUVE ST Local Asphalt 38
CLEVELAND ST LUCAS DR MONROE ST Local Asphalt 46
CLEVELAND ST MONROE ST TYLER ST Local Asphalt 96
CLEVELAND ST TYLER ST TAYLOR ST Local Asphalt 21
CLEVELAND ST TAYLOR ST WILSON ST Local Asphalt 58
CLEVELAND ST WILSON ST FILLMORE ST Local Asphalt 58
CLEVELAND ST FILLMORE ST PIERCE ST Local Asphalt 36
CLEVELAND ST PIERCE ST BUCHANAN ST Local Asphalt 15
CLEVELAND ST BUCHANAN ST JOHNSON ST Local Asphalt 20
CLEVELAND ST JOHNSON ST HAYES LN Local Asphalt 14
CLEVELAND ST HAYES LN UTICA ST Local Asphalt 15
CLEVELAND ST UTICA ST TOLEDO ST Local Asphalt 27
CLEVELAND ST TOLEDO ST ARTHUR ST Local Asphalt 44
CLEVELAND ST ARTHUR ST LEIGHT ST Local Asphalt 25
CLEVELAND ST LEIGHT ST IVES ST Local Asphalt 20
CLEVELAND ST IVES ST TAFT ST Local Asphalt 10
CLEVELAND ST TAFT ST EARL ST Local Asphalt 14
CLEVELAND ST EARL ST PRIMROSE ST Local Asphalt 11
CLEVELAND ST PRIMROSE ST NORTH PRIMROSE ST SOUTH Local Asphalt 4
CLEVELAND ST PRIMROSE ST COUSINS Local Asphalt 16
CLEVELAND ST COUSINS POPE ST Local Asphalt 14
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CLEVELAND ST POPE ST TULANE ST Local Asphalt 19
CLEVELAND ST TULANE ST NORTH TULANE ST SOUTH Local Asphalt 11
CLEVELAND ST TULANE ST DELAWARE ST Local Asphalt 10
CLICK DR EAST END BORDAGES LN Local Asphalt 22
CLICK DR BORDAGES LN WEST END Local Asphalt 15
CLIFTON ST MARCUS DR RICKI LN Local Asphalt 72
CLINT LN TOLIVAR RD JULIE LN Local Concrete 76
CLINT LN JULIE LN SOUTH END Local Concrete 78
CLINTON ST CIRCUIT DR RIDGELAND AVE Local Concrete 95
CLINTON ST RIDGELAND AVE CIRCUIT DR Local Concrete 95
CLINTON ST CIRCUIT DR MANOR ST Local Concrete 94
CLINTON ST MANOR ST YOUNT ST Local Concrete 93
CLINTON ST YOUNT ST SUE LN Local Concrete 91
CLINTON ST SUE LN HOWELL ST Local Concrete 92
CLINTON ST HOWELL ST WADE ST Local Concrete 93
CLINTON ST WADE ST BELVEDERE DR Local Concrete 91
CLOVER CIR PINEY POINT LN SOUTH END Local Asphalt 64
COAST ST SIMMONS ST PLUM ST Local Asphalt 86
COAST ST PLUM ST COTTONWOOD ST Local Asphalt 84
COAST ST COTTONWOOD ST LIVE OAK ST Local Asphalt 86
COATSVILLE ST LUCAS DR MONROE ST Local Asphalt 82
COATSVILLE ST MONROE ST TYLER ST Local Asphalt 49
COATSVILLE ST TYLER ST TAYLOR ST Local Asphalt 74
COATSVILLE ST TAYLOR ST WILSON ST Local Asphalt 56
COATSVILLE ST WILSON ST FILLMORE ST Local Asphalt 43
COATSVILLE ST FILLMORE ST PIERCE ST Local Asphalt 18
COATSVILLE ST PIERCE ST BUCHANAN ST Local Asphalt 19
COBBLESTONE CT AMBERWOOD DR SUNFLOWER LN Local Concrete 87
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COBURN DR SHAKESPEARE DR POTTER DR Local Asphalt 69
COBURN DR POTTER DR MASTERSON DR Local Asphalt i
COBURN DR MASTERSON DR ARMSTRONG DR Local Asphalt 47
COBURN DR ARMSTRONG DR BRADFORD DR Local Asphalt 75
COBURN DR ELDRIDGE DR BRADFORD DR Local Asphalt 58
COCHRAN ST COLORADO AVE ALABAMA AVE Local Asphalt 37
COCHRAN ST ALABAMA AVE GEORGIA AVE Local Asphalt 54
COCHRAN ST GEORGIA AVE IOWA ST Local Asphalt 30
COCHRAN ST IOWA ST OREGON AVE Local Asphalt 16
COCHRAN ST OREGON AVE VERMONT ST Local Asphalt 14
COCHRAN ST VERMONT ST FLORIDA AVE Local Asphalt 21
COFFEY DR BARTON LN REGINA LN Local Concrete 60
COLE ST CONCORD RD ROSEDALE DR Local Asphalt 19
COLE ST ROSEDALE DR EASTEX FWY Local Asphalt 14
COLE ST EASTEX FWY DOWLEN OLD RD Local Asphalt 74
COLEMAN ST LUCAS DR TRINIDAD ST Local Asphalt 73
COLEMAN ST TRINIDAD ST PARRY ST Local Asphalt 71
COLEMAN ST PARRY ST PINE ST Local Asphalt 83
COLLEGE ST MAIN ST PEARL ST Arterial Concrete 81
COLLEGE ST PEARL ST ORLEANS ST Arterial Concrete 82
COLLEGE ST ORLEANS ST PARK ST Arterial Concrete 78
COLLEGE ST PARK ST NECHES ST Arterial Concrete 78
COLLEGE ST NECHES ST JEFFERSON ST Arterial Concrete 85
COLLEGE ST NECHES ST TRINITY ST Arterial Concrete 79
COLLEGE ST TRINITY ST JEFFERSON ST Arterial Concrete 81
COLLEGE ST JEFFERSON ST ARCHIE ST Arterial Concrete 78
COLLEGE ST ARCHIE ST HOLMES ST Arterial Concrete 84
COLLEGE ST HOLMES ST MARTIN LUTHER KING PKWY Arterial Concrete 82
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COLLEGE ST MARTIN LUTHER KING PKWY NE MARTIN LUTHER KING PKWY SW Arterial Concrete 76
COLLEGE ST MARTIN LUTHER KING PKWY ORANGE AVE Arterial Concrete 78
COLLEGE ST ORANGE AVE AVENUE A Arterial Concrete 83
COLLEGE ST AVENUE A AVENUE B Arterial Concrete 81
COLLEGE ST ORANGE AVE AVENUE A Arterial Concrete 80
COLLEGE ST AVENUE B AVENUE C Arterial Concrete 81
COLLEGE ST RAILROAD ORANGE AVE Arterial Concrete 81
COLLEGE ST AVENUE C AVENUE D Arterial Concrete 83
COLLEGE ST AVENUE D AVENUE E Arterial Concrete 81
COLLEGE ST AVENUE E AVENUE F Arterial Concrete 79
COLLEGE ST AVENUE F AVENUE G Arterial Concrete 80
COLLEGE ST AVENUE G RAILROAD Arterial Concrete 79
COLLEGE ST RAILROAD AMARILLO ST Arterial Concrete 79
COLLEGE ST AMARILLO ST GOLIAD ST Arterial Concrete 84
COLLEGE ST GOLIAD ST SAN JACINTO ST Arterial Asphalt 78
COLLEGE ST SAN JACINTO ST 4TH ST Arterial Asphalt 80
COLLEGE ST 4TH ST RAILROAD Arterial Asphalt 66
COLLEGE ST RAILROAD HOSPITAL DR Arterial Asphalt 84
COLLEGE ST HOSPITAL DR (PRIVATE) Arterial Asphalt 87
COLLEGE ST (PRIVATE) MEDICAL CENTER DR Arterial Asphalt 86
COLLEGE ST MEDICAL CENTER DR 8TH ST Arterial Asphalt 89
COLLEGE ST 8TH ST EAST 8TH ST WEST Arterial Asphalt 84
COLLEGE ST 8TH ST Ramp Arterial Asphalt 73
COLLEGE ST Ramp 11TH ST Arterial Concrete 73
COLLEGE ST 11TH ST Ramp Arterial Concrete 73
COLLEGE ST Ramp COLLEGE ST @WYE Arterial Asphalt 70
COLLEGE ST COLLEGE ST @WYE IH 10 Arterial Asphalt 60
COLLIER RD SHAKESPEARE DR FENWAY PARK Local Concrete 73
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COLLIER RD FENWAY PARK NANTUCKET DR Local Concrete 73
COLLIER RD NANTUCKET DR SHIRE LN Local Concrete 71
COLLIER RD SHIRE LN BERRY RD Local Concrete 69
COLLIER RD BERRY RD MAJOR DR Local Asphalt 96
COLLIER ST TREADWAY RD DS@1000W TREADWAY RD Collector Asphalt 43
COLLIER ST DS@1000W TREADWAY RD CROW RD Collector Asphalt 47
COLONIAL DR CYPRESS PT WILLOW BEND DR Local Concrete 72
COLONIAL DR CYPRESS PT CHAMPIONS DR Local Concrete 74
COLONIAL DR CHAMPIONS DR BAY HILL CIR Local Concrete 68
COLONIAL DR BAY HILL CIR SOUTH END Local Concrete 74
COLORADO AVE MARTIN LUTHER KING PKWY COCHRAN ST Local Asphalt 80
COLORADO AVE COCHRAN ST ROLFE CHRISTOPHER DR Local Asphalt 58
COLTON LN HEIGHTS AVE WEST END Local Concrete 84
COLUMBIA ST BLANCHETTE ST CORLEY AVE Local Asphalt 53
COMBS DR TYRRELL PARK RD WEST END Local Asphalt 60
COMMERCE PKWY WASHINGTON BLVD SOUTH END Local Concrete 93
COMMERCE ST FINGER ST 10TH ST Local Concrete 74
COMSTOCK RD HELBIG RD REBECCA LN Local Asphalt 96
COMSTOCK RD REBECCA LN DORIS LN Local Asphalt 96
COMSTOCK RD DORIS LN LARRY LN Local Asphalt 96
COMSTOCK RD LARRY LN JANCAR DR Local Asphalt 96
COMSTOCK RD JANCAR DR CALUMET DR Local Asphalt 96
COMSTOCK RD CALUMET DR GLEN OAKS CIR Local Asphalt 96
COMSTOCK RD GLEN OAKS CIR BECK DR Local Asphalt 96
COMSTOCK RD BECK DR ADA AVE Local Asphalt 19
COMSTOCK RD ADA AVE DS@1000S ADA AVE Local Asphalt 15
COMSTOCK RD DS@1000S ADA AVE GARNER RD Local Asphalt 16
CONCORD RD GULF ST LIVE OAK ST Arterial Concrete 84
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CONCORD RD LIVE OAK ST VALENTINE ST Arterial Concrete 80
CONCORD RD COTTONWOOD ST VALENTINE ST Arterial Concrete 83
CONCORD RD COTTONWOOD ST NW COTTONWOOD ST SE Arterial Concrete 83
CONCORD RD PLUM ST COTTONWOOD ST Arterial Concrete 82
CONCORD RD ST HELENA ST PLUM ST Arterial Concrete 84
CONCORD RD ST HELENA ST DENVER ST Arterial Concrete 82
CONCORD RD ST HELENA ST DENVER ST Arterial Concrete 85
CONCORD RD DENVER ST BRICKYARD RD Arterial Concrete 86
CONCORD RD RATCLIFF ST BRICKYARD RD Arterial Concrete 82
CONCORD RD RENAUD ST RATCLIFF ST Arterial Concrete 83
CONCORD RD BEATRICE ST RENAUD ST Arterial Concrete 83
CONCORD RD DELAWARE ST BEATRICE ST Arterial Concrete 81
CONCORD RD POPE ST DELAWARE ST Arterial Concrete 81
CONCORD RD DOGWOOD LN POPE ST Arterial Concrete 83
CONCORD RD STEELTON ST DOGWOOD LN Arterial Concrete e
CONCORD RD IRONTON AVE STEELTON ST Arterial Concrete 81
CONCORD RD IRONTON AVE DETROIT AVE Arterial Concrete 78
CONCORD RD DETROIT AVE RAILROAD Arterial Concrete 78
CONCORD RD RAILROAD BEARD ST Arterial Concrete 81
CONCORD RD OAKWOOD LN BEARD ST Arterial Concrete 84
CONCORD RD FRENCH RD OAKWOOD LN Arterial Concrete 85
CONCORD RD WOODLAWN ST FRENCH RD Arterial Concrete 82
CONCORD RD REDWOOD DR WOODLAWN ST Arterial Concrete 84
CONCORD RD REDWOOD DR CARLISLE DR Arterial Concrete 86
CONCORD RD CARLISLE DR ERNESTINE DR Arterial Concrete 81
CONCORD RD TRAVIS DR ERNESTINE DR Arterial Concrete 88
CONCORD RD PINKSTON DR TRAVIS DR Arterial Concrete 86
CONCORD RD RUSSELL DR PINKSTON DR Arterial Concrete 82
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CONCORD RD BALDWIN DR RUSSELL DR Arterial Concrete 85
CONCORD RD LUCAS DR BALDWIN DR Arterial Concrete 82
CONCORD RD PRIVATE LUCAS DR Collector Asphalt 71
CONCORD RD HADEN RD PRIVATE Collector Asphalt 24
CONCORD RD ALLEN DR HADEN RD Collector Asphalt 52
CONCORD RD PINE BURR BLVD ALLEN DR Collector Asphalt 54
CONCORD RD SINGLETON RD PINE BURR BLVD Collector Asphalt 60
CONCORD RD BEAUMONT DR SINGLETON RD Collector Asphalt 65
CONCORD RD TREADWAY RD BEAUMONT DR Collector Asphalt 59
CONCORD RD TREADWAY RD GOBER RD Collector Asphalt 62
CONCORD RD DOWLEN RD GOBER RD Collector Asphalt 37
CONCORD RD GARNER RD DOWLEN RD Collector Asphalt 22
CONCORD RD SIENNA TRAILS GARNER RD Collector Asphalt 62
CONCORD RD SIENNA TRAILS JUDY LN Collector Asphalt 53
CONCORD RD 105 JUDY LN Collector Asphalt 32
CONCORD RD COWART LN 105 Collector Asphalt 39
CONCORD RD HAYWOOD DR COWART LN Collector Asphalt 36
CONCORD RD DS@1000E CASWELL RD HAYWOOD DR Collector Asphalt 38
CONCORD RD CASWELL RD DS@1000E CASWELL RD Collector Asphalt 50
CONCORD RD CASWELL RD EASTEX FWY Collector Asphalt 58
CONCORD RD ISLA ST MARTIN LUTHER KING PKWY Local Asphalt 23
CONCORD RD OAKLAND ST ISLA ST Local Asphalt 40
CONCORD RD IH 10 OAKLAND ST Local Asphalt 47
CONCORD RD GRAND ST MAGNOLIA AVE Local Asphalt 17
CONCORD RD WILLOW ST GRAND ST Local Asphalt 23
CONDON ST MILAM ST BLANCHETTE ST Local Asphalt 57
CONGRESS AVE HARRIOT ST ALMA ST Local Asphalt 6
CONGRESS AVE BROCKMAN ST LAVACA ST Local Asphalt 68
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CONGRESS AVE LAVACA ST ESSEX ST Local Asphalt 61
CONGRESS AVE ESSEX ST WOODROW AVE Local Asphalt 59
Connector EASTEX FWY LUCAS DR Local Concrete 57
Connector EASTEX FWY OLD VOTH RD Local Asphalt 39
Connector PEARL ST WILLOW ST Collector Concrete 81
CONRAD ST BLANCHETTE ST NW END Local Asphalt 93
CONRAD ST ROYAL ST BLANCHETTE ST Local Asphalt 67
CONRAD ST ROYAL ST CRAIG ST Local Asphalt 38
CONTINENTAL LN ZENITH LN VENTURA LN Local Concrete 76
COOKE ST RHONE ST DELAWARE ST Local Asphalt 56
COOLIDGE ST LUCAS DR WEST END Local Concrete 75
COOLIDGE ST RIDGELAND AVE CROW RD Local Concrete 65
COOLIDGE ST CROW RD WEST END Local Concrete 63
CORAL CREEK APREMONT CIR WEST END Local Concrete 84
CORDOVA ST TULANE ST NORMANDY ST Local Asphalt 31
CORDOVA ST NORMANDY ST DELAWARE ST Local Asphalt 37
CORDOVA ST DELAWARE ST CAROLINE ST Local Asphalt 68
CORDOVA ST CAROLINE ST BEATRICE ST Local Asphalt 52
CORKWOOD LN EDSON DR ACADEMY DR Local Concrete 67
CORLEY AVE CORLEY AVE @WYE CORLEY AVE Collector Concrete 86
CORLEY AVE BRIEN ATLANTA AVE Collector Asphalt 40
CORLEY AVE ATLANTA AVE PENNSYLVANIA ST Collector Asphalt 52
CORLEY AVE PENNSYLVANIA ST PARK ST Collector Asphalt 65
CORLEY AVE PARK ST NECHES ST Collector Asphalt 60
CORLEY AVE NECHES ST VICTORIA ST Collector Asphalt 58
CORLEY AVE VICTORIA ST ORANGE AVE Collector Asphalt 57
CORLEY AVE ORANGE AVE AVENUE A Collector Asphalt 58
CORLEY AVE AVENUE A AVENUE B Collector Asphalt 70
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CORLEY AVE AVENUE B AVENUE C Collector Asphalt 70
CORLEY AVE AVENUE C AVENUE D Collector Asphalt 72
CORLEY AVE AVENUE D AVENUE E Collector Asphalt 49
CORLEY AVE AVENUE E EMILE ST Collector Asphalt 51
CORLEY AVE EMILE ST AVENUE F Collector Asphalt 69
CORLEY AVE AVENUE F AVENUE G Collector Asphalt 69
CORLEY AVE AVENUE G AVENUE H Collector Asphalt 72
CORLEY AVE AVENUE H AVENUE | Collector Asphalt 65
CORLEY AVE AVENUE | RAILROAD Collector Asphalt 53
CORLEY AVE RAILROAD SAN ANTONIO ST Collector Asphalt 62
CORLEY AVE SAN ANTONIO ST HOUSTON ST Collector Asphalt 68
CORLEY AVE HOUSTON ST AMARILLO ST Collector Concrete 87
CORLEY AVE AMARILLO ST GOLIAD ST Collector Concrete 80
CORLEY AVE GOLIAD ST SAN JACINTO ST Collector Concrete 81
CORLEY AVE SAN JACINTO ST 4TH ST Collector Concrete 80
CORLEY AVE 4TH ST 5TH ST Collector Concrete 85
CORLEY AVE 5TH ST 6TH ST Collector Concrete 87
CORLEY AVE 6TH ST 7TTH ST Collector Concrete 89
CORLEY AVE 7TH ST RAILROAD Collector Concrete 90
CORLEY AVE RAILROAD 8TH ST Collector Concrete 73
CORLEY AVE 8TH ST COLUMBIA ST Collector Concrete 60
CORLEY AVE COLUMBIA ST 9TH ST Collector Concrete 79
CORLEY AVE 9TH ST RANIER ST Collector Concrete 78
CORLEY AVE RANIER ST 11TH ST Collector Concrete 80
CORLEY AVE 11TH ST 12TH ST Collector Concrete 71
CORLEY AVE 12TH ST EAST 12TH ST WEST Collector Concrete 66
CORLEY AVE 12TH ST IH 10 Collector Concrete 69
CORLEY AVE EAST END RAINBOW ST Local Concrete 33
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CORLEY AVE RAINBOW ST OCEAN ST Local Concrete 72
CORLEY AVE OCEAN ST 23RD ST Local Concrete 74
CORLEY AVE 23RD ST WEST END Local Concrete 74
CORNELL DR AUBURN DR HIGHLAND DR Local Concrete 78
CORNERSTONE CT NORTH END GLADYS AVE Local Concrete 75
CORNERSTONE CT GLADYS AVE CHIVAS PLACE DR Local Concrete 83
CORONADO CIR NORTH END WILDER DR Local Concrete 45
CORPORATE DR WASHINGTON BLVD EXECUTIVE BLVD Collector Concrete 61
COTTAGE GROVE CT NE END MAJOR DR Local Concrete 93
COTTONWOOD ST EAST END PINE ST Local Asphalt 62
COTTONWOOD ST PINE ST TEXAS AVE Local Asphalt 54
COTTONWOOD ST TEXAS AVE GRAND ST Local Asphalt 30
COTTONWOOD ST GRAND ST MAGNOLIA AVE Local Asphalt 33
COTTONWOOD ST MAGNOLIA AVE CABLE AVE Local Asphalt 30
COTTONWOOD ST CABLE AVE FORREST ST Local Asphalt 28
COTTONWOOD ST FORREST ST LINSON ST Local Asphalt 23
COTTONWOOD ST LINSON ST COAST ST Local Asphalt 24
COTTONWOOD ST COAST ST GULF ST Local Asphalt 31
COTTONWOOD ST JIROU ST CONCORD RD Local Asphalt 20
COTTONWOOD ST CONCORD RD ST HELENA ST Collector Concrete 76
COTTONWOOD ST ST HELENA ST OMAHA ST Collector Asphalt 47
COTTONWOOD ST OMAHA ST CDSST Collector Asphalt 40
COTTONWOOD ST CDSST DOLLINGER RD Collector Asphalt 48
COUNTRY CLUB BLVD LUCAS DR PINE ST Local Asphalt 51
COUSINS CLEVELAND ST WEST END Local Asphalt 19
COWART LN NE END CONCORD RD Local Asphalt 10
COX ST BRICKYARD RD ROMAN ST Local Asphalt 17
CRAIG ST PENNSYLVANIA ST PARK ST Local Asphalt 74
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CRAIG ST PARK ST NECHES ST Local Asphalt 37
CRAIG ST NECHES ST GRAY ST Local Asphalt 20
CRAIG ST GRAY ST CONRAD ST Local Asphalt 35
CRAIG ST CONRAD ST JOHNS ST Local Asphalt 31
CRAIG ST JOHNS ST MARTIN LUTHER KING PKWY Local Asphalt 52
CRAIG ST MARTIN LUTHER KING PKWY VICTORIA ST Local Asphalt 80
CRAIG ST VICTORIA ST ORANGE AVE Local Asphalt 62
CRAIG ST ORANGE AVE AVENUE A Local Asphalt 34
CRAIG ST AVENUE A AVENUE B Local Asphalt 41
CRAIG ST AVENUE B AVENUE C Local Asphalt 43
CRAIG ST AVENUE C AVENUE D Local Asphalt 28
CRAIG ST AVENUE D AVENUE E Local Asphalt 5
CRAWFORD ST NORTH END WHEAT DR Local Concrete 74
CRAWFORD ST WHEAT DR KENWOOD DR Local Concrete 69
CRAWFORD ST KENWOOD DR DURWOOD DR Local Concrete 66
CRAWFORD ST DURWOOD DR CRESTWOOD DR Local Concrete 75
CRESCENT DR NORTH END GLADYS AVE Local Concrete 74
CRESTLAND LOOP CRESTLAND LOOP @TEE FANNETT RD Local Asphalt 54
CRESTLAND LOOP CRESTLAND LOOP EAST CRESTLAND LOOP @TEE Local Asphalt 33
CRESTVIEW CIR CRESTVIEW LN SOUTH END Local Concrete i
CRESTVIEW LN CHATEAU LN CRESTVIEW CIR Local Concrete 78
CRESTVIEW LN CRESTVIEW CIR FERNDALE LN Local Concrete i
CRESTWOOD DR LONGFELLOW DR 19TH ST Local Concrete 74
CRESTWOOD DR 19TH ST CRAWFORD ST Local Concrete 60
CRESTWOOD DR CRAWFORD ST SANDWOOD LN Local Concrete 73
CROCKETT ST PINE ST MAIN ST Collector Concrete 82
CROCKETT ST PEARL ST CROCKETT ST @WYE Collector Concrete 83
CROCKETT ST CROCKETT ST @WYE ORLEANS ST Collector Concrete 79
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CROCKETT ST NECHES ST JEFFERSON ST Local Concrete 93
CROCKETT ST JEFFERSON ST ARCHIE ST Local Concrete 94
CROCKETT ST ARCHIE ST HOLMES ST Local Concrete 94
CROCKETT ST HOLMES ST MARTIN LUTHER KING PKWY Local Concrete 91
CROCKETT ST MARTIN LUTHER KING PKWY VICTORIA ST Collector Asphalt 45
CROCKETT ST VICTORIA ST ORANGE AVE Collector Asphalt 59
CROCKETT ST ORANGE AVE RAILROAD Collector Asphalt 49
CROCKETT ST RAILROAD NE RAILROAD SW Collector Asphalt 87
CROCKETT ST RAILROAD EAST RAILROAD WEST Collector Asphalt e
CROCKETT ST RAILROAD WINFIELD DR Collector Asphalt 87
CROCKETT ST WINFIELD DR GOLIAD ST Collector Asphalt 95
CROCKETT ST GOLIAD ST SAN JACINTO ST Collector Asphalt 93
CROCKETT ST SAN JACINTO ST 4TH ST Collector Asphalt 87
CROCKETT ST 4TH ST 6TH ST Collector Asphalt 61
CROCKETT ST 6TH ST CALIFORNIA ST Local Asphalt 38
CROCKETT ST CALIFORNIA ST CANAL ST Local Asphalt 29
CROSS DR CALDWOOD DR CROSS DR @WYE Local Asphalt 88
CROSS DR CROSS DR @WYE CALDWOOD DR Local Asphalt 90
CROSS DR CROSS DR @WYE CENTRAL CALDWOOD DR Local Asphalt 96
CROSS DR CENTRAL CALDWOOD DR CROSS DR @WYE Local Asphalt 66
CROSS DR CROSS DR @WYE CROSS DR @WYE Local Asphalt 90
CROSSMEADOW DR MEADOWRIDGE DR MANION DR Local Concrete 80
CROW RD DOWLEN RD ODOM RD Collector Concrete 71
CROW RD ODOM RD COLLIER ST Collector Concrete 72
CROW RD ODOM RD DOWLEN RD Collector Concrete 76
CROW RD COLLIER ST DS@1000S COLLIER ST Collector Concrete 69
CROW RD DS@1000S COLLIER ST FOLSOM DR Collector Concrete 68
CROW RD FOLSOM DR ARTHUR ST Local Concrete 74
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CROW RD ARTHUR ST COOLIDGE ST Local Concrete 73
CROW RD COOLIDGE ST TAFT ST Local Concrete 7
CROW RD TAFT ST SOUTH END Local Concrete 80
CUCHIA EAST END MALLETT ST Local Asphalt 46
CUCHIA MALLETT ST ELBA ST Local Asphalt 27
CUMBERLAND DR PINEY POINT LN STANFORD DR Local Asphalt 56
CUMBERLAND DR STANFORD DR ACADIA LN Local Asphalt 55
CUMBERLAND DR ACADIA LN SOUTH END Local Asphalt 84
CUNIFF AVE STEWART ST IRVING AVE Local Concrete 67
CUNNINGHAM ST GEORGIA AVE IOWA ST Local Asphalt 60
CUNNINGHAM ST IOWA ST FLORIDA AVE Local Asphalt 53
CURTIS CT KINGSWOOD DR SOUTH END Local Concrete 93
CYPRESS PT SAWGRASS CIR MYRTLE BEACH DR Local Concrete 76
CYPRESS PT MYRTLE BEACH DR COLONIAL DR Local Concrete 73
CYPRESS PT COLONIAL DR SOUTH END Local Concrete 78
CYPRESS ST ELIZABETH ST MULBERRY Local Asphalt 13
CYPRESS ST MULBERRY TEVIS ST Local Asphalt 21
CYPRESS ST TEVIS ST SOUTH END Local Asphalt 26
DAISY DR LILAC LN IRIS LN Local Concrete 71
DAISY DR IRIS LN DOWLEN RD Local Concrete 56
DAISY DR DOWLEN RD RANDOLPH CIR Local Concrete 54
DAISY DR RANDOLPH CIR ELAINE DR Local Concrete 59
DAISY DR ELAINE DR NORWOOD DR Local Concrete 57
DAKOTA DR NAVAJO TRL CHISHOLM TRL Local Concrete 46
DALLAS AVE LUCAS DR PARIS ST Local Asphalt 16
DALLAS AVE PARIS ST LUFKIN ST Local Asphalt 20
DALLAS AVE LUFKIN ST WILSON ST Local Asphalt 19
DALLAS AVE WILSON ST FILLMORE ST Local Asphalt 22
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DALLAS AVE FILLMORE ST BUFFALO ST Local Asphalt 31
DAUPHINE PL EAST END MERCANTILE ST Local Concrete 70
DAWN DR KIPLING DR MOONMIST DR Local Concrete 60
DAWN DR MOONMIST DR SUNBURST DR Local Concrete 59
DAWN DR SUNBURST DR HEATHERWOOD DR Local Concrete 66
DEER CHASE DR EAST END WHISPER WIND DR Local Concrete 95
DEER CHASE DR WHISPER WIND DR SUNFLOWER LN Local Concrete 93
DEERFIELD DR CARRIE LN 105 Local Concrete 93
DEL MONTE LN FERNDALE LN ENFIELD LN Local Concrete 82
DEL PL BLOSSOM DR SE END Local Concrete 67
DELAWARE ST ASTOR ST TALIAFERRO ST Local Asphalt 12
DELAWARE ST TALIAFERRO ST KENT ST Local Asphalt 55
DELAWARE ST KENT ST PINE ST Local Asphalt 31
DELAWARE ST PINE ST CASE ST Local Concrete 95
DELAWARE ST CASE ST EAST CASE ST WEST Local Concrete 82
DELAWARE ST CASE ST COOKE ST Local Concrete 96
DELAWARE ST COOKE ST TEXAS AVE Local Concrete 85
DELAWARE ST TEXAS AVE GRAND ST Local Concrete 89
DELAWARE ST GRAND ST MAGNOLIA AVE Local Concrete 87
DELAWARE ST MAGNOLIA AVE TRACY ST Collector Concrete 89
DELAWARE ST TRACY ST SILVER ST Collector Concrete 82
DELAWARE ST SILVER ST GULF ST Collector Concrete 89
DELAWARE ST GULF ST JIROU ST Collector Concrete 89
DELAWARE ST JIROU ST AVERILL ST Collector Concrete 90
DELAWARE ST AVERILL ST ST HELENA ST Collector Concrete 90
DELAWARE ST ST HELENA ST RENAUD ST Collector Concrete 83
DELAWARE ST RENAUD ST CORDOVA ST Collector Concrete 81
DELAWARE ST CORDOVA ST CLEVELAND ST Collector Concrete 81
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DELAWARE ST CLEVELAND ST CONCORD RD Collector Concrete 81
DELAWARE ST CONCORD RD RAILROAD Collector Asphalt 72
DELAWARE ST RAILROAD 10TH ST Collector Asphalt 57
DELAWARE ST 10TH ST ROBINHOOD LN Collector Asphalt 74
DELAWARE ST ROBINHOOD LN MINGLEWOOD DR Collector Asphalt 79
DELAWARE ST MINGLEWOOD DR LIGHTFOOT ST Collector Asphalt 49
DELAWARE ST LIGHTFOOT ST ROBINHOOD LN Collector Asphalt 38
DELAWARE ST ROBINHOOD LN 11TH ST Collector Asphalt 23
DELAWARE ST 11TH ST LAKEVIEW CIR Arterial Asphalt 60
DELAWARE ST LAKEVIEW CIR 16TH ST Arterial Asphalt 58
DELAWARE ST 16TH ST EASTEX FWY Arterial Asphalt 73
DELAWARE ST EASTEX FWY EASTEX FWY HWY Concrete 81
DELAWARE ST EASTEX FWY EASTEX FWY HWY Concrete 71
DELAWARE ST EASTEX FWY EASTEX FWY HWY Concrete 74
DELAWARE ST EASTEX FWY 19TH ST Arterial Asphalt 57
DELAWARE ST 19TH ST ACADIANA CT Arterial Asphalt 65
DELAWARE ST ACADIANA CT 21ST ST Arterial Asphalt 65
DELAWARE ST 21ST ST Unknown Arterial Asphalt 70
DELAWARE ST Unknown FRENCH RD Arterial Asphalt 73
DELAWARE ST FRENCH RD BRIARCLIFF DR Arterial Asphalt 67
DELAWARE ST BRIARCLIFF DR CENTRAL DR Arterial Asphalt 74
DELAWARE ST CENTRAL DR SANDLEWOOD Arterial Asphalt 54
DELAWARE ST SANDLEWOOD LUCAS DR Arterial Asphalt 61
DELAWARE ST LUCAS DR THOMAS RD Arterial Concrete 79
DELAWARE ST THOMAS RD EDSON DR Arterial Concrete 81
DELAWARE ST EDSON DR SUMMERWOOD DR Arterial Concrete 80
DELAWARE ST SUMMERWOOD DR CHESKA DR Arterial Concrete 80
DELAWARE ST CHESKA DR AVENUE BELLE CHASE Arterial Concrete 78
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DELAWARE ST AVENUE BELLE CHASE SHADOW BEND AVE Arterial Concrete 79
DELAWARE ST SHADOW BEND AVE OAK TRACE DR Arterial Concrete 79
DELAWARE ST OAK TRACE DR AVENUE MONTCLAIRE Arterial Concrete 78
DELAWARE ST AVENUE MONTCLAIRE TURNINGLEAF DR Arterial Concrete 79
DELAWARE ST TURNINGLEAF DR DOWLEN RD Arterial Concrete 73
DELAWARE ST DOWLEN RD DS@1000W DOWLEN RD Arterial Concrete 92
DELAWARE ST DS@1000W DOWLEN RD DS@2000W DOWLEN RD Arterial Concrete 94
DELAWARE ST DS@2000W DOWLEN RD VALMONT AVE Arterial Concrete 94
DELAWARE ST VALMONT AVE DS@1000S VALMONT AVE Arterial Concrete 88
DELAWARE ST DS@1000S VALMONT AVE DS@2000S VALMONT AVE Arterial Concrete 93
DELAWARE ST DS@2000S VALMONT AVE DS@3000S VALMONT AVE Arterial Concrete 94
DELAWARE ST DS@3000S VALMONT AVE WILCOX LN Arterial Concrete 93
DELAWARE ST WILCOX LN BRYANT WAY Arterial Concrete 95
DELAWARE ST BRYANT WAY LINNS WAY Arterial Concrete 94
DELAWARE ST LINNS WAY CITY BOUNDARY Arterial Concrete 90
DELLWOOD LN EDSON DR DS@1000W EDSON DR Local Concrete 51
DELLWOOD LN DS@1000W EDSON DR RIKISHA LN Local Concrete 41
DELLWOOD LN RIKISHA LN WILLIAMSBURG LN Local Concrete 42
DELLWOOD LN WILLIAMSBURG LN HOWELL ST Local Concrete 50
DELLWOOD LN HOWELL ST INFINITY LN Local Concrete 48
DELMAR DR NORTH END FANNIN ST Local Asphalt 44
DELMAR DR FANNIN ST FORSYTHE ST Local Asphalt 58
DELMAR DR FORSYTHE ST WALL ST Local Asphalt 67
DELMAR DR WALL ST COLLEGE ST Local Asphalt 48
DELMAR DR COLLEGE ST BELMONT ST Local Asphalt 30
DENTON DR COLLEGE ST MILAM ST Local Concrete 44
DENVER ST CONCORD RD CDSST Local Asphalt 16
DERBY LN EAST END HOWELL ST Local Concrete 61
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DETROIT AVE LUCAS DR TYLER ST Local Asphalt 31
DETROIT AVE TYLER ST WILSON ST Local Asphalt 57
DETROIT AVE WILSON ST FILLMORE ST Local Asphalt 53
DETROIT AVE FILLMORE ST BUCHANAN ST Local Asphalt 93
DETROIT AVE BUCHANAN ST HAYES LN Local Asphalt 93
DETROIT AVE HAYES LN ARTHUR ST Local Asphalt 89
DETROIT AVE ARTHUR ST Ramp Local Asphalt 87
DETROIT AVE Ramp CONCORD RD Local Asphalt 65
DEVILLENEUVE ST EAST END CLEO ST Local Asphalt 70
DEVILLENEUVE ST CLEO ST PEAR ST Local Asphalt 31
DEVILLENEUVE ST PEAR ST BROOKLYN ST Local Asphalt 61
DEVILLENEUVE ST BROOKLYN ST IRVING AVE Local Concrete 79
DEVON DR STRATTON LN SW END Local Concrete 80
DEVONSHIRE DR EAST END AMBERWOOD DR Local Concrete 91
DEWBERRY LN THAMES DR BEAUMONT DR Local Concrete 57
DEWEY ST UNIVERSITY DR HARTEL ST Local Asphalt 82
DEWEY ST HARTEL ST MADDOX ST Local Asphalt 82
DEXTER ST MAPLE ST CONCORD RD Local Asphalt 14
DIAMOND ST RENA ST VIRGINIA ST Local Concrete 78
DIANE DR FRENCH RD WIER DR Local Concrete 57
DIANE DR WIER DR WESTMONT DR Local Concrete 71
DICKINSON ST NORTH END PRINCE ST Local Asphalt 60
DIRECTORS ROW EXECUTIVE BLVD CARDINAL DR Local Concrete 51
DISHMAN RD CITY BOUNDARY DS@1000W CITY BOUNDARY Collector Asphalt 40
DISHMAN RD DS@1000W CITY BOUNDARY DS@2000W CITY BOUNDARY Collector Asphalt 45
DISHMAN RD DS@2000W CITY BOUNDARY DS@3000W CITY BOUNDARY Collector Asphalt 45
DISHMAN RD DS@3000W CITY BOUNDARY DS@4000W CITY BOUNDARY Collector Asphalt 47
DISHMAN RD DS@4000W CITY BOUNDARY DS@5000W CITY BOUNDARY Collector Asphalt 54
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DISHMAN RD DS@5000W CITY BOUNDARY MEADOW RUN Collector Asphalt 53
DISHMAN RD MEADOW RUN KEITH RD Collector Asphalt 53
DIXIE DR NORTH END FANNIN ST Local Asphalt 89
DIXIE DR FANNIN ST FORSYTHE ST Local Asphalt 76
DIXIE DR FORSYTHE ST WALL ST Local Asphalt 93
DIXIE DR WALL ST COLLEGE ST Local Asphalt 92
DIXIE DR COLLEGE ST BELMONT ST Local Asphalt 31
DOBSON RD BIGNER RD WEST END Local Asphalt 16
DOCTORS DR 15TH ST IH 10 Local Concrete 82
DOGWOOD LN CONCORD RD RAILROAD Local Asphalt 30
DOGWOOD LN RAILROAD 10TH ST Local Asphalt 49
DOGWOOD LN 10TH ST CHERRY DR Local Asphalt 66
DOGWOOD LN CHERRY DR EAST CHERRY DR WEST Local Asphalt 43
DOGWOOD LN CHERRY DR WILLOWOOD DR Local Asphalt 62
DOGWOOD LN WILLOWOOD DR MINGLEWOOD DR Local Asphalt 59
DOGWOOD LN MINGLEWOOD DR REDWOOD DR Local Asphalt 56
DOLLINGER RD COTTONWOOD ST SANTA FE ST Collector Asphalt 38
DOLLINGER RD SANTA FE ST 7TH ST Collector Asphalt 57
DOLLINGER RD 7TH ST DS@1000W 7TH ST Collector Asphalt 55
DOLLINGER RD DS@1000W 7TH ST 9TH ST Collector Asphalt 90
DOLORES ST FANNETT RD ELMIRA ST Local Asphalt 52
DONNA LN ROSE LN MARGARET LN Local Asphalt 73
DONNA LN MARGARET LN AVIE LN Local Asphalt 33
DONNA LN AVIE LN WILDWOOD DR Local Asphalt 30
DONNA LN WILDWOOD DR HARMONY LN Local Concrete 67
DONNA LN HARMONY LN ADA AVE Local Concrete 69
DONOHUE ST WASHINGTON BLVD ELINOR ST Local Asphalt 55
DORAL DR WILLOW BEND DR SEMINOLE DR Local Concrete 78



City of Beaumont
Street Condition Summary

a
() ) =
E 5 2
From Street To Street S S 3
DORIS LN REBECCA LN COMSTOCK RD Local Concrete 47
DOROTHY AVE EAST END 6TH ST Local Asphalt 52
DOROTHY AVE 6TH ST IOLA ST Local Asphalt 74
DOTY ST RIGGS ST GREEVES ST Local Asphalt i
DOTY ST JOSEY ST RIGGS ST Local Asphalt 68
DOTY ST JOSEY ST SHELBY ST Local Asphalt 38
DOTY ST SHELBY ST CALHOUN AVE Local Asphalt 21
DOTY ST CALHOUN AVE RIGGS ST Collector Asphalt 42
DOTY ST RIGGS ST NORVELL ST Collector Asphalt 36
DOTY ST NORVELL ST GROSS ST Collector Asphalt 29
DOTY ST GROSS ST TODD ST Collector Asphalt 19
DOUCETTE AVE SYCAMORE ST HEMLOCK ST Local Asphalt 47
DOUCETTE AVE HEMLOCK ST POPLAR ST Local Asphalt 54
DOUCETTE AVE POPLAR ST PEAR ST Local Asphalt 38
DOUCETTE AVE PEAR ST BROOKLYN ST Local Asphalt 31
DOUCETTE AVE BROOKLYN ST IRVING AVE Local Asphalt 31
DOUCETTE AVE IRVING AVE ST ANTHONY ST Local Asphalt 59
DOUCETTE AVE ST ANTHONY ST MARTIN LUTHER KING PKWY Local Concrete 85
DOVER DR LANCASTER LN SURRY CIR Local Concrete 71
DOVER DR SURRY CIR PICADILLY LN Local Concrete 76
DOWLEN OLD RD 105 ROSEDALE DR Arterial Asphalt 46
DOWLEN OLD RD ROSEDALE DR COLE ST Arterial Asphalt 33
DOWLEN OLD RD COLE ST DS@1000S COLE ST Arterial Asphalt 35
DOWLEN OLD RD DS@1000S COLE ST DS@2000S COLE ST Arterial Asphalt 26
DOWLEN OLD RD DS@2000S COLE ST (PRIVATE) Arterial Asphalt 26
DOWLEN OLD RD (PRIVATE) WALMART (PRIVATE) Arterial Asphalt 29
DOWLEN OLD RD WALMART (PRIVATE) MUELA CREEK DR Arterial Asphalt 29
DOWLEN OLD RD MUELA CREEK DR WALMART (PRIVATE) Arterial Asphalt 39
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DOWLEN OLD RD WALMART (PRIVATE) DOWLEN RD Arterial Asphalt 23
DOWLEN PL DOWLEN PL @TEE DOWLEN RD Local Concrete 81
DOWLEN PL DOWLEN PL EAST DOWLEN PL @TEE Local Concrete 73
DOWLEN RD CONCORD RD EASTEX FWY Arterial Concrete 73
DOWLEN RD CONCORD RD EASTEX FWY Arterial Concrete 71
DOWLEN RD EASTEX FWY EASTEX FWY HWY Concrete 71
DOWLEN RD EASTEX FWY EASTEX FWY HWY Concrete 74
DOWLEN RD EASTEX FWY MALL ACCESS (PRIVATE) Arterial Asphalt 76
DOWLEN RD MALL ACCESS (PRIVATE) NORTH MALL ACCESS (PRIVATE) SOUTH Arterial Asphalt 90
DOWLEN RD DS@1000W MALL ACCESS (PRIVATE) EAST MALL ACCESS (PRIVATE) WEST Arterial Concrete 89
DOWLEN RD MALL ACCESS (PRIVATE) EAST MALL ACCESS (PRIVATE) WEST Arterial Concrete 81
DOWLEN RD MALL ACCESS (PRIVATE) WALMART (PRIVATE) Arterial Concrete 81
DOWLEN RD WALMART (PRIVATE) NE WALMART (PRIVATE) SW Arterial Concrete 80
DOWLEN RD WALMART (PRIVATE) DOWLEN OLD RD Arterial Concrete 75
DOWLEN RD DOWLEN OLD RD DS@1000S DOWLEN OLD RD Arterial Concrete 80
DOWLEN RD DS@1000S DOWLEN OLD RD FOLSOM DR Arterial Concrete 79
DOWLEN RD FOLSOM DR METROPOLITAN DR Arterial Concrete 74
DOWLEN RD METROPOLITAN DR BARRINGTON AVE Arterial Concrete 79
DOWLEN RD BARRINGTON AVE DS@1000S BARRINGTON AVE Arterial Concrete e
DOWLEN RD DS@1000S BARRINGTON AVE DELAWARE ST Arterial Concrete 76
DOWLEN RD DELAWARE ST DS@1000S DELAWARE ST Arterial Concrete 78
DOWLEN RD DS@1000S DELAWARE ST DS@2000S DELAWARE ST Arterial Concrete 82
DOWLEN RD DS@2000S DELAWARE ST WINCHESTER PLZ Arterial Concrete 84
DOWLEN RD WELLINGTON PL WINCHESTER PLZ Arterial Concrete 79
DOWLEN RD WINCHESTER PLZ (PRIVATE) Arterial Concrete 83
DOWLEN RD (PRIVATE) BELL POINTE Arterial Concrete 83
DOWLEN RD BELL POINTE WELLINGTON PL Arterial Concrete 83
DOWLEN RD WELLINGTON PL DOWLEN PL Arterial Concrete 83
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DOWLEN RD PARK WEST DR WELLINGTON PL Arterial Concrete 79
DOWLEN RD DOWLEN PL WINDSOR PKWY Arterial Concrete 81
DOWLEN RD WINDSOR PKWY GLADYS AVE Arterial Concrete 81
DOWLEN RD DELAWARE ST PARK WEST DR Arterial Concrete 81
DOWLEN RD GLADYS AVE WILDER DR Arterial Concrete e
DOWLEN RD DS@1000S BARRINGTON AVE DELAWARE ST Arterial Concrete 80
DOWLEN RD BARRINGTON AVE DS@1000S BARRINGTON AVE Arterial Concrete 78
DOWLEN RD WILDER DR WESTGATE DR Arterial Concrete 82
DOWLEN RD WESTGATE DR DS@1000S WESTGATE DR Arterial Concrete 82
DOWLEN RD DS@1000S WESTGATE DR DAISY DR Arterial Concrete 81
DOWLEN RD METROPOLITAN DR BARRINGTON AVE Arterial Concrete 79
DOWLEN RD FOLSOM DR METROPOLITAN DR Arterial Concrete 78
DOWLEN RD DAISY DR IVANHOE LN Arterial Concrete 82
DOWLEN RD IVANHOE LN LEXINGTON DR Arterial Concrete 78
DOWLEN RD LEXINGTON DR PHELAN BLVD Arterial Concrete 70
DOWLEN RD DS@1000S DOWLEN OLD RD FOLSOM DR Arterial Concrete 81
DOWLEN RD DOWLEN OLD RD DS@1000S DOWLEN OLD RD Arterial Concrete 83
DOWLEN RD PHELAN BLVD NORTH PHELAN BLVD SOUTH Arterial Concrete 51
DOWLEN RD PHELAN BLVD PRUTZMAN ST Arterial Concrete 56
DOWLEN RD PRUTZMAN ST CALDER AVE Arterial Concrete 69
DOWLEN RD (PRIVATE) DOWLEN OLD RD Arterial Concrete 80
DOWLEN RD CALDER AVE DS@1000S CALDER AVE Arterial Concrete 80
DOWLEN RD DS@1000S CALDER AVE WESTWOOD BLVD Arterial Concrete 82
DOWLEN RD (PRIVATE) EAST (PRIVATE) WEST Arterial Concrete 83
DOWLEN RD WESTRIDGE LN (PRIVATE) Arterial Concrete 82
DOWLEN RD WESTWOOD BLVD COLLEGE ST Arterial Concrete 81
DOWLEN RD DS@1000W CROW RD WESTRIDGE LN Arterial Concrete 79
DOWLEN RD CROW RD DS@1000W CROW RD Arterial Concrete 73
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DOWLEN RD CROW RD NE CROW RD SW Arterial Concrete 68
DOWLEN RD EASTEX FWY CROW RD Arterial Concrete 60
DOWLEN RD EASTEX FWY EASTEX FWY HWY Concrete 75
DOWLEN RD EASTEX FWY EASTEX FWY HWY Concrete 73
DOWNS RD TYRRELL PARK RD DS@1000W TYRRELL PARK RD Local Asphalt 48
DOWNS RD DS@1000W TYRRELL PARK RD DS@2000W TYRRELL PARK RD Local Asphalt 59
DOWNS RD DS@2000W TYRRELL PARK RD GREENMOOR LN Local Asphalt 51
DOWNS RD GREENMOOR LN CHANDLER DR Local Asphalt 71
DOWNS RD CHANDLER DR FANNETT RD Local Asphalt 83
DRAWHORN DR WESTGATE DR SOUTH END Local Concrete 88
DRENNAN DR TROJAN DR MAJOR DR Local Asphalt 21
DREXEL DR NORTH END SCENIC DR Local Asphalt 30
DRIFTWOOD LN EAST END CHERRY DR Local Asphalt 34
DRISKILL ST AUSTIN ST KENWOOD DR Local Concrete 69
DRUMMOND ST LANARK LN GLADYS AVE Local Asphalt 42
DUCOTE ST NORTH END SUNBURY DR Local Concrete 70
DUFF ST YOUNT ST KENNEDY DR Local Asphalt 58
DUFF ST KENNEDY DR JAY DR Local Asphalt 42
DUKE ST NORTH END TEXAS AVE Local Asphalt 23
DUNCAN DR NORTH END CASEY DR Local Concrete 83
DUNLEITH DR EAST END TARA DR Local Concrete 71
DUNLEITH DR TARA DR WEST END Local Concrete 75
DUPERIER ST LAUREL ST SOUTH ST Local Asphalt 32
DUPERIER ST SOUTH ST PECOS ST Local Asphalt 21
DUPERIER ST PECOS ST ANGELINA ST Local Asphalt 34
DUPERIER ST ANGELINA ST RUSK ST Local Asphalt 11
DUPERIER ST RUSK ST SMART ST Local Asphalt 13
DURANGO CIR NE END DURANGO DR Local Concrete 89
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DURANGO DR NORTH END SALIDA LN Local Concrete 73
DURANGO DR SALIDA LN DURANGO CIR Local Concrete 80
DURANGO DR DURANGO CIR VEGAS LN Local Concrete 79
DURANGO DR VEGAS LN SIERRA CIR Local Concrete 80
DURANGO DR SIERRA CIR RFD RD Local Concrete 82
DURDEN ST SANTA FE ST CAMPBELL ST Local Asphalt 70
DURWOOD DR LONGFELLOW DR CRAWFORD ST Local Concrete 70
DURWOOD DR CRAWFORD ST SANDWOOD LN Local Concrete 60
DURWOOD DR SANDWOOD LN WEST END Local Concrete 56
DUSTY LN BLACK LN VINSON ST Local Asphalt 37
DYLAN DR NORTH END ELK RUN CIR Local Concrete 94
DYLAN DR ELK RUN CIR WOLF CREEK DR Local Concrete 91
DYLAN DR WOLF CREEK DR RIDGELINE CIR Local Concrete 89
DYLAN DR RIDGELINE CIR CANYON CIR Local Concrete 91
E CIRCUIT DR CIRCUIT DR CLINTON ST Local Asphalt i
E CIRCUIT DR CLINTON ST CALDER AVE Local Asphalt 44
EAHEART CIR EAST END SHADOW BEND AVE Local Concrete e
EAHEART CIR SHADOW BEND AVE WEST END Local Concrete 85
EARL ST MAGNOLIA AVE WEST ST Local Asphalt 23
EARL ST WEST ST QUINN ST Local Asphalt 38
EARL ST QUINN ST BETTY LN Local Asphalt 60
EARL ST BETTY LN ELDER ST Local Asphalt 61
EARL ST ELDER ST ST HELENA ST Local Asphalt 19
EARL ST ST HELENA ST RENAUD ST Local Concrete 72
EARL ST RENAUD ST CLEVELAND ST Local Concrete 69
EASLEY DR NW END GREENFIELD DR Local Concrete 73
EASLEY DR GREENFIELD DR SE END Local Concrete 76
EAST DR LUCAS DR CENTRAL DR Local Asphalt 31
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EAST DR CENTRAL DR DS@1000S CENTRAL DR Local Asphalt 33
EAST DR DS@1000S CENTRAL DR GLADYS AVE Local Asphalt 53
EAST DR GLADYS AVE HARRISON AVE Local Asphalt 41
EAST DR HARRISON AVE CENTRAL DR Local Asphalt 56
EAST DR CENTRAL DR LUCAS DR Local Asphalt 49
EAST DR LUCAS DR EAST LUCAS DR WEST Local Concrete 89
EAST POINTE DR POINTE PARK DR PRIVATE Local Concrete 95
EASTEX PLAZA DR NE END EASTEX FWY Local Concrete 82
EASY ST MARTIN LUTHER KING PKWY VICTORIA ST Local Concrete 94
EASY ST VICTORIA ST ORANGE AVE Local Asphalt 72
EASY ST ORANGE AVE AVENUE A Local Asphalt 39
EASY ST AVENUE A AVENUE B Local Asphalt 39
EASY ST AVENUE B NE AVENUE B SW Local Asphalt 50
EBONWOOD LN EDSON DR BANDERA DR Local Concrete 47
ECTOR AVE HARRIOT ST ALMA ST Local Asphalt 51
ECTOR AVE ALMA ST THREADNEEDLE ST Local Asphalt 37
ECTOR AVE THREADNEEDLE ST ELGIE ST Local Asphalt 35
ECTOR AVE ELGIE ST CHURCH ST Local Asphalt 27
ECTOR AVE CHURCH ST PIPKIN ST Local Asphalt 26
ECTOR AVE PIPKIN ST BROCKMAN ST Local Asphalt 22
ECTOR AVE BROCKMAN ST LAVACA ST Local Asphalt 22
ECTOR AVE LAVACA ST ESSEX ST Local Asphalt 16
ECTOR AVE ESSEX ST VIRGINIA ST Local Asphalt 22
ECTOR AVE VIRGINIA ST CAMPUS ST Local Asphalt 21
ECTOR AVE CAMPUS ST SOUTH END Local Asphalt 8
EDGEMORE DR NORTH END FANNIN ST Local Asphalt 36
EDGEMORE DR FANNIN ST FORSYTHE ST Local Asphalt 21
EDGEMORE DR FORSYTHE ST WALL ST Local Asphalt 29
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EDGEMORE DR WALL ST COLLEGE ST Local Asphalt 63
EDGEMORE DR COLLEGE ST BELMONT ST Local Asphalt 40
EDGEWATER DR BROAD OAK ST EAST END Local Asphalt 40
EDGEWOOD LN EAST END AVENUE BELLE CHASE Local Concrete 79
EDMONDS AVE GOLIAD ST 4TH ST Local Asphalt 36
EDMONDS AVE ATH ST 5TH ST Local Asphalt 41
EDMONDS AVE 5TH ST WEST END Local Asphalt 42
EDMONDS AVE FANNETT RD ETHEL ST Local Asphalt 14
EDMONDS AVE ETHEL ST ADILADE ST Local Asphalt 16
EDMONDS AVE ADILADE ST ESTELLE ST Local Asphalt 40
EDMONDS AVE ESTELLE ST 11TH ST Local Asphalt 28
EDMONDS AVE 11TH ST ANITA ST Local Asphalt 24
EDMONDS AVE ANITA ST LYDIA ST Local Asphalt 24
EDMONDS AVE LYDIA ST OCTAVIA ST Local Asphalt 28
EDSON DR DELAWARE ST BARTON LN Collector Asphalt 76
EDSON DR BARTON LN REGINA LN Collector Asphalt 71
EDSON DR REGINA LN HARDWOOD LN Collector Asphalt 76
EDSON DR HARDWOOD LN GALEWOOD LN Collector Asphalt 78
EDSON DR GALEWOOD LN FIELDWOOD LN Collector Asphalt 72
EDSON DR FIELDWOOD LN EBONWOOD LN Collector Asphalt 72
EDSON DR EBONWOOD LN DELLWOOD LN Collector Asphalt 73
EDSON DR DELLWOOD LN CORKWOOD LN Collector Asphalt 76
EDSON DR CORKWOOD LN BAYWOOD LN Collector Asphalt 79
EDSON DR BAYWOOD LN LANARK LN Collector Asphalt 73
EDSON DR LANARK LN GLADYS AVE Collector Asphalt 81
EDSON DR GLADYS AVE VANCE ST Collector Concrete 72
EDSON DR VANCE ST CIRCUIT DR Collector Concrete 81
EDWIN ST CHAISON AVE AVENUE A Local Asphalt 36
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EDWIN ST AVENUE A AVENUE B Local Asphalt 39
EIGHTY-EIGHT CIR WASHINGTON BLVD SOUTH END Local Concrete 81
EL PASO ST LUCAS DR WILSON ST Local Asphalt 69
EL PASO ST WILSON ST FILLMORE ST Local Asphalt 35
EL PASO ST FILLMORE ST HAYES LN Local Asphalt 30
EL PASO ST HAYES LN BUFFALO ST Local Asphalt 16
ELAINE DR NORTH END WILDER DR Local Concrete 57
ELAINE DR WILDER DR WESTGATE DR Local Concrete 79
ELAINE DR WESTGATE DR WEDGEWOOD DR Local Concrete 72
ELAINE DR WEDGEWOOD DR LANSING DR Local Concrete 60
ELAINE DR LANSING DR DAISY DR Local Concrete 54
ELBA ST CUCHIA GENOA ST Local Asphalt 35
ELBA ST GENOA ST FLORIDA AVE Local Asphalt 33
ELDER ST NORTH END EARL ST Local Asphalt 54
ELDRIDGE DR MCLEAN DR COBURN DR Local Asphalt 29
ELDRIDGE DR COBURN DR FOREST PARK DR Local Asphalt 34
ELDRIDGE DR FOREST PARK DR SOUTH END Local Asphalt 21
ELGIE ST MARTIN LUTHER KING PKWY REED ST Local Asphalt 70
ELGIE ST REED ST HIGHLAND AVE Local Asphalt 70
ELGIE ST HIGHLAND AVE IRVING AVE Local Asphalt 66
ELGIE ST IRVING AVE BRANDON AVE Local Asphalt 75
ELGIE ST BRANDON AVE KENNETH AVE Local Asphalt 44
ELGIE ST KENNETH AVE OGDEN AVE Local Asphalt 58
ELGIE ST OGDEN AVE FONVILLE AVE Local Asphalt 50
ELGIE ST FONVILLE AVE PARK ST Local Asphalt 40
ELGIE ST PARK ST ECTOR AVE Local Asphalt 46
ELGIE ST ECTOR AVE CHAISON AVE Local Asphalt 62
ELGIE ST CHAISON AVE AVENUE A Local Asphalt 65
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ELGIE ST AVENUE A AVENUE B Local Asphalt 46
ELGIE ST EAST END THREADNEEDLE ALY Local Asphalt 72
ELGIE ST THREADNEEDLE ALY AVENUE C Local Asphalt 41
ELGIE ST AVENUE C AVENUE E Local Asphalt 46
ELGIE ST AVENUE E WEST END Local Asphalt 64
ELINOR ST DONOHUE ST 5TH ST Local Asphalt 43
ELINOR ST 5TH ST 6TH ST Local Asphalt 23
ELINOR ST 6TH ST IOLA ST Local Asphalt 29
ELINOR ST IOLA ST PRIVATE Local Concrete 60
ELINOR ST PRIVATE 8TH ST Local Concrete 59
ELINOR ST 8TH ST ETHEL ST Local Concrete 74
ELINOR ST ETHEL ST 11TH ST Local Concrete 74
ELIZABETH ST CYPRESS ST PINE ST Local Concrete 89
ELIZABETH ST PINE ST WALNUT ST Local Concrete 89
ELIZABETH ST WALNUT ST MAIN ST Local Asphalt 51
ELK RUN CIR DYLAN DR WEST END Local Concrete 93
ELLEN LN RICHARD DR LINDA LN Local Asphalt 65
ELLEN LN LINDA LN CATHERINE LN Local Asphalt 64
ELLEN LN CATHERINE LN GAIL DR Local Asphalt 74
ELLEN LN GAIL DR ROSE LN Local Asphalt 76
ELLEN LN ROSE LN MARGARET LN Local Asphalt 80
ELLEN LN MARGARET LN AVIE LN Local Asphalt 83
ELLINGTON LN HEIGHTS AVE PRESCOTT DR Local Concrete 92
ELLINGTON LN PRESCOTT DR WINDROSE DR Local Concrete 92
ELLINGTON LN WINDROSE DR CAFFIN DR Local Concrete 90
ELLINGTON LN CAFFIN DR VALMONT AVE Local Concrete 94
ELM ST EAST END PINE ST Local Asphalt 8
ELM ST PINE ST TEXAS AVE Local Asphalt 26
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ELM ST TEXAS AVE GRAND ST Local Asphalt 17
ELM ST GRAND ST MAGNOLIA AVE Local Asphalt 34
ELMHURST DR EAST END TARA DR Local Concrete 59
ELMHURST DR TARA DR WEST END Local Concrete 58
ELMIRA ST FATIMA ST DOLORES ST Local Asphalt 71
ELMWOOD LN EAST END AVENUE BELLE CHASE Local Concrete 78
ELOISE ST BAYOU RD 23RD ST Local Concrete 75
ELOISE ST 23RD ST RUTH DR Local Concrete 77
EMBER LN NORTH END MERILEE LN Local Concrete 82
EMBER LN MERILEE LN BAKER RD Local Concrete 93
EMERALD DR TYRRELL PARK RD WEST END Local Asphalt 44
EMILE ST AVENUE E ROYAL ST Local Asphalt 78
EMILE ST ROYAL ST JOACHIMI ST Local Asphalt 94
EMILE ST JOACHIMI ST BOLIVAR ST Local Asphalt 82
EMILE ST BOLIVAR ST CORLEY AVE Local Asphalt 83
EMILE ST CORLEY AVE CARTWRIGHT ST Local Asphalt 40
EMILE ST CARTWRIGHT ST ROBERTS ST Local Asphalt 13
EMILE ST ROBERTS ST PRAIRIE ST Local Asphalt 15
EMILE ST PRAIRIE ST TERRELL AVE Local Asphalt 26
EMILE ST TERRELL AVE WASHINGTON BLVD Local Asphalt 38
EMILY LN TOLIVAR RD SHEILA LN Local Concrete 87
EMMA ST EAST END NECHES ST Local Asphalt 53
EMMA ST NECHES ST VICTORIA ST Local Asphalt 83
EMMA ST VICTORIA ST ORANGE AVE Local Asphalt 90
EMMA ST ORANGE AVE AVENUE A Local Asphalt 90
EMMA ST AVENUE A EASY ST Local Asphalt 47
EMMA ST EASY ST AVENUE C Local Asphalt 12
EMMETT AVE SABINE PASS AVE PENNSYLVANIA ST Local Asphalt 59
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EMMETT AVE PENNSYLVANIA ST PARK ST Local Asphalt 68
EMMETT AVE PARK ST NECHES ST Local Asphalt 10
EMMETT AVE NECHES ST GRAY ST Local Asphalt 10
EMMETT AVE GRAY ST LAND ST Local Asphalt 12
EMMETT AVE LAND ST BLANCHETTE ST Local Asphalt 19
EMPIRE ROW 21ST ST 23RD ST Local Asphalt 56
ENCHANTED AVE NORTH END HIDDEN VALLEY DR Local Concrete 81
ENCHANTED AVE HIDDEN VALLEY DR PLEASANT BEND DR Local Concrete 81
ENFIELD LN MCLEAN DR OVERHILL LN Local Concrete 71
ENFIELD LN OVERHILL LN DEL MONTE LN Local Concrete 70
ENFIELD LN DEL MONTE LN NEWFIELD LN Local Concrete 74
ENFIELD LN NEWFIELD LN SKYVIEW DR Local Concrete 75
ENFIELD LN SKYVIEW DR KIMBERLY DR Local Concrete 71
ENFIELD LN KIMBERLY DR LANDIS DR Local Concrete 77
ENGELBRECHT DR COLLEGE ST DS@1000S COLLEGE ST Local Asphalt 67
ENGELBRECHT DR DS@1000S COLLEGE ST LANGHAM RD Local Asphalt 70
ERIE ST FLORIDA AVE CARDINAL DR Collector Concrete 94
ERIE ST CARDINAL DR DS@1000S CARDINAL DR Local Asphalt 50
ERIE ST DS@1000S CARDINAL DR CHAMBLESS DR Local Asphalt 46
ERIE ST CHAMBLESS DR CITY BOUNDARY Local Asphalt 54
ERNESTINE DR HORN ST JERRY DR Local Asphalt 28
ERNESTINE DR JERRY DR CONCORD RD Local Asphalt 42
ESPAR ST HILLEBRANDT NW END Local Asphalt 58
ESPAR ST SE END HILLEBRANDT Local Asphalt 37
ESSEX ST BRANDON AVE KENNETH AVE Local Asphalt 47
ESSEX ST KENNETH AVE OGDEN AVE Local Asphalt 22
ESSEX ST OGDEN AVE FONVILLE AVE Local Asphalt 20
ESSEX ST FONVILLE AVE PARK ST Local Asphalt 17
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ESSEX ST PARK ST ECTOR AVE Local Asphalt 20
ESSEX ST ECTOR AVE CHAISON AVE Local Asphalt 20
ESSEX ST CHAISON AVE CONGRESS AVE Local Asphalt 8
ESSEX ST CONGRESS AVE AVENUE A Local Asphalt 18
ESSEX ST AVENUE A INEZ ST Local Asphalt 24
ESTATE DR NICHOLS DR VANCE ST Local Concrete 69
ESTELLE ST ST JAMES BLVD GLENWOOD AVE Local Asphalt 56
ESTELLE ST GLENWOOD AVE EDMONDS AVE Local Asphalt 32
ESTELLE ST EDMONDS AVE SOUTH END Local Asphalt 44
ETHAN SYMONE ST YASMINE DIOR ST GAURSEN ST Local Concrete 95
ETHEL ST ELINOR ST WAVERLY ST Local Asphalt 56
ETHEL ST WAVERLY ST WESTMORELAND ST Local Asphalt 70
ETHEL ST WESTMORELAND ST ST JAMES BLVD Local Asphalt 40
ETHEL ST ST JAMES BLVD GLENWOOD AVE Local Asphalt 37
ETHEL ST GLENWOOD AVE EDMONDS AVE Local Asphalt 37
ETHEL ST EDMONDS AVE FANNETT RD Local Asphalt 45
ETTA LN CALUMET DR SOUTH END Local Concrete 71
EUCLID ST MARTIN LUTHER KING PKWY HIGHLAND AVE Local Asphalt 82
EUCLID ST HIGHLAND AVE IRVING AVE Local Asphalt 81
EUCLID ST IRVING AVE SABINE PASS AVE Local Asphalt 7
EUCLID ST SABINE PASS AVE PARK ST Local Asphalt 75
EUCLID ST PARK ST VICTORIA ST Local Asphalt 71
EUCLID ST VICTORIA ST AVENUE A Local Asphalt 81
EUCLID ST AVENUE A AVENUE B Local Asphalt 60
EUCLID ST AVENUE B AVENUE C Local Asphalt 47
EUCLID ST AVENUE C AVENUE E Local Asphalt 79
EUCLID ST AVENUE E RAILROAD Local Asphalt 68
EUCLID ST RAILROAD SP RD Local Asphalt 62
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EUCLID ST SP RD WACO ST Local Asphalt 45
EUCLID ST WACO ST HOUSTON ST Local Asphalt 56
EUCLID ST HOUSTON ST GOLIAD ST Local Asphalt 49
EUCLID ST GOLIAD ST 4TH ST Local Asphalt 58
EUCLID ST IOLA ST 8TH ST Local Asphalt 47
EUCLID ST 8TH ST 11TH ST Local Asphalt 31
EUCLID ST 11TH ST RAILROAD Local Asphalt 24
EVALON AVE EAST END STEPHENSON ST Local Asphalt 79
EVALON AVE STEPHENSON ST FORREST ST Local Asphalt 68
EVALON AVE FORREST ST CENTER ST Local Asphalt 71
EVALON AVE CENTER ST EWING ST Local Asphalt 15
EVALON AVE EWING ST OAKLAND ST Local Asphalt 9
EVALON AVE OAKLAND ST MARTIN LUTHER KING PKWY Local Asphalt 55
EVALON AVE MARTIN LUTHER KING PKWY GULF ST Local Asphalt 19
EVALON AVE GULF ST JIROU ST Local Asphalt 13
EVALON AVE 1ST ST 5TH ST Local Asphalt 56
EVALON AVE 5TH ST 6TH ST Local Asphalt 86
EVALON AVE 6TH ST 7TH ST Local Asphalt 78
EVALON AVE 7TH ST 8TH ST Local Asphalt 72
EVALON AVE 8TH ST 9TH ST Local Asphalt 39
EVALON AVE 9TH ST 10TH ST Local Asphalt 21
EVALON AVE 10TH ST WEST END Local Concrete 84
EVALON AVE LONGFELLOW DR 19TH ST Local Concrete 76
EVALON AVE 19TH ST 20TH ST Local Concrete 73
EVALON AVE 20TH ST 21ST ST Local Concrete 76
EVALON AVE 21ST ST 22ND ST Local Concrete 70
EVALON AVE 22ND ST 23RD ST Local Concrete 68
EVANGELINE DR NORTH END EVANGELINE LN Local Concrete 80
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EVANGELINE DR EVANGELINE LN SW END Local Concrete 7
EVANGELINE LN BANCROFT DR HERITAGE LN Local Concrete 67
EVANGELINE LN HERITAGE LN DS@1000W HERITAGE LN Local Concrete 68
EVANGELINE LN DS@1000W HERITAGE LN MAJOR DR Local Concrete 7
EVANGELINE LN MAJOR DR EVANGELINE DR Local Concrete 81
EVANS ST EAST END AGNES ST Local Asphalt 46
EVENINGVIEW LN NEWFIELD LN SKYVIEW DR Local Concrete 58
EVENINGVIEW LN SKYVIEW DR KIMBERLY DR Local Concrete 76
EVENINGVIEW LN KIMBERLY DR LANDIS DR Local Concrete 83
EVERGREEN LN AZALEA DR VANCE ST Local Concrete 24
EVERGREEN LN VANCE ST CAMELLIA DR Local Concrete 19
EWING ST IH 10 LOUISIANA ST Local Asphalt 72
EWING ST LOUISIANA ST GLADYS AVE Local Asphalt 76
EWING ST GLADYS AVE EVALON AVE Local Asphalt 68
EWING ST EVALON AVE ASHLEY AVE Local Asphalt 78
EWING ST ASHLEY AVE LONG AVE Local Asphalt 73
EWING ST LONG AVE HARRISON AVE Local Asphalt 65
EWING ST HARRISON AVE HAZEL AVE Local Asphalt 74
EWING ST HAZEL AVE NORTH ST Local Asphalt 80
EWING ST NORTH ST MCFADDIN AVE Local Asphalt 65
EWING ST MCFADDIN AVE CALDER AVE Local Asphalt 41
EWING ST CALDER AVE BROADWAY ST Local Asphalt 22
EWING ST BROADWAY ST LIBERTY AVE Local Asphalt 11
EWING ST LIBERTY AVE LAUREL ST Local Asphalt 34
EWING ST LAUREL ST CARABINE Local Asphalt 69
EWING ST CARABINE SOUTH ST Local Asphalt 15
EWING ST SOUTH ST MARTIN LUTHER KING PKWY Local Asphalt 57
EXECUTIVE BLVD CORPORATE DR IH 10 Local Concrete 24
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EXECUTIVE BLVD CORPORATE DR DIRECTORS ROW Collector Concrete 39
EXECUTIVE BLVD DIRECTORS ROW CARDINAL DR Collector Concrete 24
FAGGARD RD REYNOLDS RD WEST END Local Asphalt 45
FAIRFIELD ST BROAD OAK ST HOLIDAY ST Local Asphalt 81
FAIRFIELD ST HOLIDAY ST OAKCREST DR Local Asphalt 65
FAIRFIELD ST OAKCREST DR SE END Local Asphalt 72
FAIRMEADOW ST LONGMEADOW ST LANGHAM RD Local Concrete 73
FAIRMONT DR EAST END AVENUE MONTCLAIRE Local Concrete 94
FAIRMONT DR Alley AVENUE MONTCLAIRE BERWICK DR Alley Local Concrete 92
FAIRMONT DR Alley South BERWICK DR Alley AVENUE MONTCLAIRE Local Concrete 91
FAIRVIEW AVE PARKWAY DR SE PARKWAY DR NW Local Asphalt 19
FAIRWAY ST EAST END OSBORN ST Local Asphalt 47
FAIRWAY ST OSBORN ST DS@1000W OSBORN ST Local Asphalt 16
FAIRWAY ST DS@1000W OSBORN ST WINDSOR DR Local Asphalt 18
FAIRWAY ST WINDSOR DR MAGNOLIA AVE Local Asphalt 30
FAITH CHARITY SARAH ST Local Concrete 7
FALCON LN EAST END PARK NORTH DR Local Concrete 73
FALCON LN PARK NORTH DR WEST END Local Concrete 66
FALSWORTH DR LITTLEJOHN DR JUNKER RD Local Concrete 55
FANG CIR NORTH END BICENTENNIAL LN Local Concrete 70
FANNETT RD WASHINGTON BLVD 4TH ST Local Asphalt 19
FANNETT RD ATH ST DONOHUE ST Arterial Asphalt 37
FANNETT RD 4TH ST HARRIOT ST Arterial Asphalt 37
FANNETT RD DONOHUE ST 5TH ST Arterial Asphalt 29
FANNETT RD HARRIOT ST SOUTHERLAND ST Arterial Asphalt 49
FANNETT RD 5TH ST WESTMORELAND ST Arterial Asphalt 30
FANNETT RD WESTMORELAND ST 6TH ST Arterial Asphalt 31
FANNETT RD 6TH ST ST JAMES BLVD Arterial Asphalt 42
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FANNETT RD 6TH ST ST JAMES BLVD Arterial Asphalt 14
FANNETT RD WESTMORELAND ST 6TH ST Arterial Asphalt 49
FANNETT RD ST JAMES BLVD GLENWOOD AVE Arterial Asphalt 32
FANNETT RD GLENWOOD AVE DOLORES ST Arterial Asphalt 31
FANNETT RD ST JAMES BLVD GLENWOOD AVE Arterial Asphalt 32
FANNETT RD GLENWOOD AVE EDMONDS AVE Arterial Asphalt 32
FANNETT RD DOLORES ST ETHEL ST Arterial Asphalt 42
FANNETT RD EDMONDS AVE ETHEL ST Arterial Asphalt 39
FANNETT RD ETHEL ST FANNETT RD @WYE Arterial Asphalt 52
FANNETT RD ETHEL ST FANNETT RD @WYE Arterial Asphalt 87
FANNETT RD FANNETT RD @WYE SARAH ST Arterial Asphalt 46
FANNETT RD SARAH ST 11TH ST Arterial Asphalt 58
FANNETT RD 11TH ST FANNETT RD @WYE Arterial Asphalt 56
FANNETT RD FANNETT RD @WYE CARDINAL DR Arterial Asphalt 54
FANNIN ST PEARL ST ORLEANS ST Local Asphalt 69
FANNIN ST ORLEANS ST PARK ST Local Asphalt 85
FANNIN ST PARK ST NECHES ST Local Asphalt 82
FANNIN ST NECHES ST TRINITY ST Local Asphalt 40
FANNIN ST TRINITY ST JEFFERSON ST Local Asphalt 69
FANNIN ST JEFFERSON ST ARCHIE ST Local Asphalt 66
FANNIN ST ARCHIE ST HOLMES ST Local Asphalt 72
FANNIN ST HOLMES ST MARTIN LUTHER KING PKWY Local Asphalt 73
FANNIN ST MARTIN LUTHER KING PKWY VICTORIA ST Local Concrete 83
FANNIN ST VICTORIA ST ORANGE AVE Local Asphalt 71
FANNIN ST AVENUE A AVENUE B Local Asphalt 54
FANNIN ST AVENUE B AVENUE C Local Asphalt 33
FANNIN ST AVENUE C AVENUE D Local Asphalt 53
FANNIN ST AVENUE D AVENUE E Local Asphalt 63
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FANNIN ST EAST END GOLIAD ST Local Concrete 68
FANNIN ST GOLIAD ST RAILROAD Local Asphalt 91
FANNIN ST RAILROAD SAN JACINTO ST Local Asphalt 39
FANNIN ST SAN JACINTO ST 4TH ST Local Asphalt 39
FANNIN ST 4TH ST DS@1000W 4TH ST Collector Concrete 89
FANNIN ST DS@1000W 4TH ST HOSPITAL DR Collector Concrete 91
FANNIN ST HOSPITAL DR 8TH ST Collector Concrete 90
FANNIN ST 8TH ST 10TH ST Collector Concrete 88
FANNIN ST 10TH ST 11TH ST Collector Concrete 87
FANNIN ST DIXIE DR SUNNYSIDE DR Local Asphalt 29
FANNIN ST SUNNYSIDE DR EDGEMORE DR Local Asphalt 38
FANNIN ST EDGEMORE DR DELMAR DR Local Asphalt 15
FATIMA ST ELMIRA ST CHARITY Local Asphalt 59
FATIMA ST CHARITY SARAH ST Local Asphalt 74
FAY ST PARK ST NECHES ST Local Asphalt 35
FAY ST NECHES ST WEST END Local Asphalt 49
FENWAY PARK AUTUMN DR COLLIER RD Local Concrete 71
FENWICK CIR NORTH END GLADYS AVE Local Concrete 60
FERNDALE LN OVERHILL LN BRAEBURN LN Local Concrete 72
FERNDALE LN BRAEBURN LN CRESTVIEW LN Local Concrete 70
FERNDALE LN CRESTVIEW LN DEL MONTE LN Local Concrete 73
FERNDALE LN DEL MONTE LN GREENRIDGE LN Local Concrete 46
FIELDWOOD LN EDSON DR BANDERA DR Local Concrete 52
FILLMORE ST MAGNOLIA AVE CARNEGIE ST Local Asphalt 65
FILLMORE ST CARNEGIE ST SHEFFIELD ST Local Asphalt 60
FILLMORE ST SHEFFIELD ST BESSEMER AVE Local Asphalt 56
FILLMORE ST BESSEMER AVE BETHLEHEM AVE Local Asphalt 70
FILLMORE ST BETHLEHEM AVE CLEVELAND ST Local Asphalt 72
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FILLMORE ST CLEVELAND ST BIRMINGHAM ST Local Asphalt 65
FILLMORE ST BIRMINGHAM ST PITTSBURGH ST Local Asphalt 54
FILLMORE ST PITTSBURGH ST COATSVILLE ST Local Asphalt 66
FILLMORE ST COATSVILLE ST STEELTON ST Local Asphalt 71
FILLMORE ST STEELTON ST IRONTON AVE Local Asphalt 42
FILLMORE ST IRONTON AVE DETROIT AVE Local Asphalt 62
FILLMORE ST DETROIT AVE BUFFALO ST Local Asphalt 55
FILLMORE ST BUFFALO ST GALVESTON AVE Local Asphalt 38
FILLMORE ST GALVESTON AVE DALLAS AVE Local Asphalt 24
FILLMORE ST DALLAS AVE EL PASO ST Local Asphalt 30
FILLMORE ST EL PASO ST HARDING DR Local Asphalt 30
FINGER ST COMMERCE ST IH 10 RAMP Local Concrete 73
FIRETHORN DR BIRCH DR HACKBERRY DR Local Concrete 74
FIRETHORN DR GRIFFING BLVD BIRCH DR Local Concrete 72
FIRETHORN DR NORTH END GRIFFING BLVD Local Concrete 78
FLAMINGO LN RENA ST CADILLAC LN Local Concrete 78
FLAMINGO LN RENA ST VIRGINIA ST Local Concrete 82
FLEETWOOD LN WILLIAMSBURG LN HOWELL ST Local Concrete 65
FLEMING LN BROUSSARD RD SOUTH END Local Asphalt 25
FLETCHER ST EAST END TENAHA ST Local Asphalt 14
FLETCHER ST TENAHA ST TANNIS ST Local Asphalt 39
FLETCHER ST TANNIS ST ASTOR ST Local Asphalt 72
FLETCHER ST ASTOR ST PRIMER ST Local Concrete 75
FLETCHER ST PRIMER ST TALIAFERRO ST Local Concrete 80
FLETCHER ST TALIAFERRO ST PRISCILLA ST Local Concrete 80
FLETCHER ST PRISCILLA ST VIRGIL ST Local Concrete 82
FLETCHER ST VIRGIL ST PINE ST Local Concrete 85
FLORIDA AVE MARTIN LUTHER KING PKWY HUNTER ST Arterial Concrete 75
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FLORIDA AVE HUNTER ST HEISIG ST Arterial Concrete 72
FLORIDA AVE HEISIG ST COCHRAN ST Arterial Concrete 68
FLORIDA AVE COCHRAN ST FLORIDA AVE @WYE Arterial Concrete 74
FLORIDA AVE FLORIDA AVE @WYE ROLFE CHRISTOPHER DR Arterial Concrete 70
FLORIDA AVE FLORIDA AVE @WYE ROLFE CHRISTOPHER DR Arterial Concrete 74
FLORIDA AVE ROLFE CHRISTOPHER DR EAST ROLFE CHRISTOPHER DR WEST Arterial Concrete 84
FLORIDA AVE ROLFE CHRISTOPHER DR CUNNINGHAM ST Arterial Concrete 76
FLORIDA AVE CUNNINGHAM ST CHEEK ST Arterial Concrete 67
FLORIDA AVE ROLFE CHRISTOPHER DR DS@1000W ROLFE CHRISTOPHER DR Arterial Concrete 76
FLORIDA AVE DS@1000W ROLFE CHRISTOPHER DR UNIVERSITY DR Arterial Concrete 78
FLORIDA AVE CHEEK ST UNIVERSITY DR Arterial Concrete 68
FLORIDA AVE UNIVERSITY DR EAST UNIVERSITY DR WEST Arterial Concrete 68
FLORIDA AVE UNIVERSITY DR EAST UNIVERSITY DR WEST Arterial Concrete 68
FLORIDA AVE UNIVERSITY DR CHAMBERS ST Arterial Concrete 73
FLORIDA AVE UNIVERSITY DR FLORIDA AVE @WYE Arterial Concrete 78
FLORIDA AVE CHAMBERS ST FLORIDA AVE @WYE Arterial Concrete 62
FLORIDA AVE FLORIDA AVE @WYE MADDOX ST Arterial Concrete 73
FLORIDA AVE MADDOX ST PARKWAY DR Arterial Concrete 80
FLORIDA AVE PARKWAY DR MAZzU ST Arterial Concrete 79
FLORIDA AVE MAZZU ST HIGHLAND AVE Arterial Concrete 84
FLORIDA AVE HIGHLAND AVE WILBUR BLVD Collector Concrete 82
FLORIDA AVE WILBUR BLVD IRVING AVE Collector Asphalt 57
FLORIDA AVE IRVING AVE ELBA ST Collector Asphalt 35
FLORIDA AVE ELBA ST PRIVATE Collector Asphalt 56
FLORIDA AVE PRIVATE KENNETH AVE Collector Asphalt 53
FLORIDA AVE KENNETH AVE EAST KENNETH AVE WEST Collector Asphalt 48
FLORIDA AVE KENNETH AVE PARK ST Collector Asphalt 20
FLORIDA AVE PARK ST RAILROAD Collector Asphalt 15
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FLORIDA AVE RAILROAD AVENUE A Collector Asphalt 43
FLORIDA AVE AVENUE A HAGNER RD Collector Concrete 94
FLORIDA AVE HAGNER RD ERIE ST Collector Concrete 94
FLOWERS ST ST ANTHONY ST KINGS CT Local Concrete 87
FLOWERS ST KINGS CT SABINE PASS AVE Local Concrete 80
FLOWERS ST SABINE PASS AVE WEST END Local Asphalt 24
FOCH ST AVENUE F AVENUE G Local Asphalt 40
FOCH ST AVENUE G AVENUE H Local Asphalt 28
FOCH ST AVENUE H AVENUE | Local Asphalt 16
FOCH ST AVENUE | BLANCHETTE ST Local Asphalt 13
FOLSOM DR EAST END LUCAS DR Local Asphalt 54
FOLSOM DR LUCAS DR DS@1000W LUCAS DR Arterial Concrete 72
FOLSOM DR DS@1000W LUCAS DR RIDGELAND AVE Arterial Concrete 76
FOLSOM DR RIDGELAND AVE TREADWAY RD Arterial Concrete 73
FOLSOM DR TREADWAY RD CROW RD Arterial Concrete 69
FOLSOM DR CROW RD KIPLING DR Arterial Concrete 72
FOLSOM DR KIPLING DR CECIL DR Arterial Concrete 80
FOLSOM DR CECIL DR HEATHERWOOD DR Arterial Concrete 80
FOLSOM DR HEATHERWOOD DR LIVE OAK TRL Arterial Concrete 81
FOLSOM DR LIVE OAK TRL (PRIVATE) Arterial Concrete 81
FOLSOM DR (PRIVATE) BRIAR CREEK DR Arterial Concrete 83
FOLSOM DR BRIAR CREEK DR (PRIVATE) Arterial Concrete 80
FOLSOM DR (PRIVATE) BAYOU BRANDT ST Arterial Concrete 83
FOLSOM DR BAYOU BRANDT ST DOWLEN RD Arterial Concrete 81
FOLSOM DR DOWLEN RD EAST DOWLEN RD WEST Arterial Concrete 74
FOLSOM DR POINTE PKWY DS@1000W POINTE PKWY Arterial Concrete 81
FOLSOM DR DS@1000W POINTE PKWY MAJOR DR Arterial Concrete 88
FONVILLE AVE HARRIOT ST ALMA ST Local Asphalt 39
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FONVILLE AVE ALMA ST THREADNEEDLE ST Local Asphalt 34
FONVILLE AVE THREADNEEDLE ST ELGIE ST Local Asphalt 59
FONVILLE AVE ELGIE ST CHURCH ST Local Asphalt 56
FONVILLE AVE CHURCH ST PIPKIN ST Local Asphalt 25
FONVILLE AVE PIPKIN ST BROCKMAN ST Local Asphalt 55
FONVILLE AVE BROCKMAN ST NOLAN ST Local Asphalt 57
FONVILLE AVE NOLAN ST LAVACA ST Local Asphalt 45
FONVILLE AVE LAVACA ST ESSEX ST Local Asphalt 57
FONVILLE AVE ESSEX ST WOODROW AVE Local Asphalt 46
FORD ST EAST END RIDGELAND AVE Local Concrete 68
FORD ST RIDGELAND AVE WEST END Local Concrete 64
FOREST GLN EDGEWATER DR HOLIDAY ST Local Asphalt 66
FOREST GLN HOLIDAY ST SE END Local Asphalt 61
FOREST HOLW NW END QUARTERSTAFF RD Local Concrete 73
FOREST HOLW QUARTERSTAFF RD KIRKSLEY Local Concrete 73
FOREST HOLW KIRKSLEY NOTTINGHAM Local Concrete 30
FOREST HOLW NOTTINGHAM LOCKSLEY RD Local Concrete 80
FOREST HOLW LOCKSLEY RD BROAD OAK ST Local Concrete 80
FOREST PARK DR POTTER DR WEATHERFORD PL Local Asphalt 57
FOREST PARK DR WEATHERFORD PL MUNSTERMAN PL Local Asphalt 46
FOREST PARK DR MUNSTERMAN PL CARNAHAN PL Local Asphalt 54
FOREST PARK DR CARNAHAN PL BLANTON PL Local Asphalt 62
FOREST PARK DR BLANTON PL ELDRIDGE DR Local Asphalt 58
FORREST GLADE ST TALL PINE ST RIDGEOAK ST Local Concrete 73
FORREST ST WIESS ST SIMMONS ST Local Asphalt 86
FORREST ST SIMMONS ST PLUM ST Local Asphalt 74
FORREST ST PLUM ST COTTONWOOD ST Local Asphalt 75
FORREST ST COTTONWOOD ST LIVE OAK ST Local Asphalt 74
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FORREST ST LIVE OAK ST SPRUCE ST Local Asphalt 53
FORREST ST SPRUCE ST CALDWELL AVE Local Asphalt 70
FORREST ST CALDWELL AVE MAPLE ST Local Asphalt 71
FORREST ST MAPLE ST ISLA ST Local Asphalt 74
FORREST ST ISLA ST ST CHARLES Local Asphalt 76
FORREST ST ST CHARLES IH 10 Local Asphalt 68
FORREST ST IH 10 BEECH AVE Local Asphalt 74
FORREST ST BEECH AVE GLADYS AVE Local Asphalt 45
FORREST ST GLADYS AVE EVALON AVE Local Asphalt 65
FORREST ST EVALON AVE MILLER ST Local Asphalt 66
FORREST ST MILLER ST ASHLEY AVE Local Asphalt 72
FORREST ST ASHLEY AVE LONG AVE Local Asphalt 58
FORREST ST LONG AVE HARRISON AVE Local Asphalt 47
FORREST ST HARRISON AVE HAZEL AVE Local Asphalt 64
FORREST ST HAZEL AVE NORTH ST Local Asphalt 22
FORREST ST NORTH ST MCFADDIN AVE Local Asphalt 23
FORREST ST MCFADDIN AVE CALDER AVE Local Asphalt 23
FORREST ST CALDER AVE BROADWAY ST Local Asphalt 73
FORREST ST BROADWAY ST LIBERTY AVE Local Asphalt 33
FORREST ST LIBERTY AVE LAUREL ST Local Asphalt 37
FORREST ST LAUREL ST SOUTH ST Local Asphalt 18
FORSYTHE ST MAIN ST PEARL ST Local Asphalt 76
FORSYTHE ST PEARL ST ORLEANS ST Local Asphalt 83
FORSYTHE ST ORLEANS ST PARK ST Local Asphalt 83
FORSYTHE ST PARK ST NECHES ST Local Asphalt 89
FORSYTHE ST NECHES ST TRINITY ST Local Asphalt 72
FORSYTHE ST TRINITY ST JEFFERSON ST Local Asphalt 60
FORSYTHE ST JEFFERSON ST ARCHIE ST Local Asphalt 58
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FORSYTHE ST ARCHIE ST HOLMES ST Local Asphalt 74
FORSYTHE ST HOLMES ST SW END Local Asphalt 42
FORSYTHE ST ORANGE AVE AVENUE A Local Asphalt 72
FORSYTHE ST AVENUE A AVENUE B Local Asphalt 76
FORSYTHE ST AVENUE B AVENUE C Local Asphalt 52
FORSYTHE ST AVENUE C AVENUE D Local Asphalt 42
FORSYTHE ST AVENUE D AVENUE E Local Asphalt 39
FORSYTHE ST AVENUE E AVENUE F Local Asphalt 50
FORSYTHE ST EAST END AMARILLO ST Local Asphalt 23
FORSYTHE ST AMARILLO ST GOLIAD ST Local Asphalt 14
FORSYTHE ST RAILROAD 4TH ST Local Asphalt 12
FORSYTHE ST DIXIE DR SUNNYSIDE DR Local Asphalt 37
FORSYTHE ST SUNNYSIDE DR EDGEMORE DR Local Asphalt 16
FORSYTHE ST EDGEMORE DR DELMAR DR Local Asphalt 39
FORT DR NORTH END LUCAS DR Local Asphalt 10
FORTUNE LN NORTH END VIRGINIA ST Local Concrete 66
FOX CV NORTH END GREENFIELD DR Local Concrete 83
FOXBRIAR LN ROLLINGBROOK LN ARBOR WOOD LN Local Concrete 73
FRANCES PL 7TH ST WEST END Local Asphalt 20
FRANKLIN ST MAIN ST PEARL ST Collector Asphalt 56
FRANKLIN ST PEARL ST ORLEANS ST Collector Asphalt 51
FRANKLIN ST ORLEANS ST PARK ST Collector Asphalt 38
FRANKLIN ST PARK ST NECHES ST Collector Asphalt 27
FRANKLIN ST NECHES ST TRINITY ST Collector Concrete 87
FRANKLIN ST TRINITY ST ARCHIE ST Collector Concrete 88
FRANKLIN ST ARCHIE ST JOHNS ST Collector Concrete 86
FRANKLIN ST JOHNS ST MARTIN LUTHER KING PKWY Collector Concrete 83
FRANKLIN ST MARTIN LUTHER KING PKWY NE MARTIN LUTHER KING PKWY SW Collector Concrete 83
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FRANKLIN ST MARTIN LUTHER KING PKWY ORANGE AVE Collector Concrete 82
FRANKLIN ST ORANGE AVE AVENUE A Collector Asphalt 46
FRANKLIN ST AVENUE A AVENUE B Collector Asphalt 49
FRANKLIN ST AVENUE B AVENUE C Collector Asphalt 46
FRANKLIN ST AVENUE C AVENUE D Collector Asphalt 49
FRANKLIN ST AVENUE D AVENUE E Collector Asphalt 47
FRANKLIN ST AVENUE E AVENUE F Collector Asphalt 46
FRANKLIN ST AVENUE F AVENUE G Collector Asphalt 48
FRANKLIN ST AVENUE G AVENUE H Collector Asphalt 50
FRANKLIN ST AVENUE H AVENUE | Collector Asphalt 45
FRANKLIN ST AVENUE | RAILROAD Collector Asphalt 50
FRANKLIN ST RAILROAD HOUSTON ST Collector Asphalt 56
FRANKLIN ST HOUSTON ST AMARILLO ST Collector Asphalt 32
FRANKLIN ST AMARILLO ST GOLIAD ST Collector Asphalt 50
FRANKLIN ST GOLIAD ST SAN JACINTO ST Collector Asphalt 66
FRANKLIN ST SAN JACINTO ST 4TH ST Collector Asphalt 77
FRAZIER DR MAJOR DR WEST END Local Asphalt 93
FREDERICK ST SABINE PASS AVE PENNSYLVANIA ST Local Asphalt 52
FREDERICK ST PENNSYLVANIA ST SW END Local Concrete 90
FRENCH RD NE END WOODLAWN ST Local Asphalt 74
FRENCH RD WOODLAWN ST CONCORD RD Local Asphalt 61
FRENCH RD CONCORD RD LORELOCK LN Collector Asphalt 57
FRENCH RD LORELOCK LN REDWOOD DR Collector Asphalt 74
FRENCH RD REDWOOD DR CARLISLE DR Collector Asphalt 50
FRENCH RD CARLISLE DR ANDERSON ST Collector Asphalt 64
FRENCH RD ANDERSON ST EASTEX FWY Collector Asphalt 45
FRENCH RD EASTEX FWY ARBOR LN Local Asphalt 44
FRENCH RD ARBOR LN DIANE DR Local Asphalt 46
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FRENCH RD DIANE DR BLACKMON LN Local Asphalt 80
FRENCH RD BLACKMON LN Unknown Local Asphalt 83
FRENCH RD Unknown DELAWARE ST Local Asphalt 82
FRIAR TUCK LN LITTLEJOHN DR JUNKER RD Local Concrete 61
FRIAR TUCK LN JUNKER RD WEST END Local Concrete 58
FRINT DR TYRRELL PARK RD DS@1000W TYRRELL PARK RD Local Asphalt 71
FRINT DR DS@1000W TYRRELL PARK RD DS@2000W TYRRELL PARK RD Local Asphalt 69
FRINT DR DS@2000W TYRRELL PARK RD DS@3000W TYRRELL PARK RD Local Asphalt 63
FRINT DR DS@3000W TYRRELL PARK RD LABELLE RD Local Asphalt 71
FRINT DR LABELLE RD DS@1000W LABELLE RD Local Asphalt 47
FRINT DR DS@1000W LABELLE RD DS@2000W LABELLE RD Local Asphalt 74
FRINT DR DS@2000W LABELLE RD DS@3000W LABELLE RD Local Asphalt 60
FRINT DR DS@3000W LABELLE RD DS@4000W LABELLE RD Local Asphalt 59
FRINT DR DS@4000W LABELLE RD MAJOR DR Local Asphalt 71
FROST ST YOUNT ST HOWELL ST Local Concrete 73
FULTON AVE SYCAMORE ST HEMLOCK ST Local Asphalt 96
FULTON AVE HEMLOCK ST POPLAR ST Local Asphalt 93
FULTON AVE POPLAR ST BROOKLYN ST Local Asphalt 92
FULTON AVE BROOKLYN ST WEST END Local Asphalt 94
FULTON AVE MARTIN LUTHER KING PKWY FULTON AVE @QWYE Local Concrete 87
FULTON AVE MARTIN LUTHER KING PKWY FULTON AVE @WYE Local Concrete 86
FULTON AVE FULTON AVE @WYE SABINE PASS AVE Local Asphalt 63
FUTURA ST PAN ST VENTURA LN Local Concrete 74
GAGE TRAM RD SOUTH END Local Asphalt 6
GAGER AVE BRIAR ST PIN OAK Local Asphalt 17
GAGER AVE PIN OAK MELROSE ST Local Asphalt 13
GAGER AVE MELROSE ST HELBIG RD Local Asphalt 19
GAIL DR EAST END DS@1000W EAST END Local Asphalt 61
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GAIL DR DS@1000W EAST END ELLEN LN Local Asphalt 64
GAIL DR ELLEN LN PLANT RD Local Asphalt 50
GALEWOOD LN EDSON DR CARSON DR Local Concrete 61
GALVESTON AVE LUCAS DR WILSON ST Local Asphalt 77
GALVESTON AVE WILSON ST FILLMORE ST Local Asphalt 48
GALVESTON AVE FILLMORE ST BUFFALO ST Local Asphalt 21
GALWAY DR GLADYS AVE LIMERICK DR Local Concrete 81
GALWAY DR LIMERICK DR SHANAHAN DR Local Concrete 79
GALWAY DR SHANAHAN DR GLEN WILLOW DR Local Concrete 7
GALWAY DR GLEN WILLOW DR WESTGATE DR Local Concrete 80
GALWAY DR WESTGATE DR BURLINGTON DR Local Concrete 67
GALWAY DR BURLINGTON DR KILLARNEY DR Local Concrete 72
GALWAY DR KILLARNEY DR BLARNEY ST Local Concrete 72
GARDEN OAKS DR MAJOR DR SOUTH OAKS DR Local Concrete 89
GARDEN OAKS DR OAK MEADOW DR SOUTH OAKS DR Local Concrete 87
GARDEN ST HEBERT ST NORA ST Local Asphalt 25
GARDEN ST NORA ST LELA ST Local Asphalt 16
GARDEN ST SARAH ST SOUTH END Local Asphalt 72
GARDNER ST JOSEY ST SHELBY ST Local Asphalt 24
GARDNER ST SHELBY ST CALHOUN AVE Local Asphalt 45
GARLAND AVE EAST END MADDOX ST Local Asphalt 7
GARLAND AVE MADDOX ST HIGHLAND AVE Local Asphalt 66
GARNER RD HELBIG RD RAILROAD Collector Asphalt 59
GARNER RD RAILROAD MINNER DR Collector Asphalt 55
GARNER RD MINNER DR KINGSWOOD DR Collector Asphalt 62
GARNER RD KINGSWOOD DR BRUCE DR Collector Asphalt 90
GARNER RD BRUCE DR GOBER RD Collector Asphalt 81
GARNER RD GOBER RD COMSTOCK RD Collector Asphalt 66
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GARNER RD COMSTOCK RD CONCORD RD Collector Asphalt 24
GARWOOD LN KAREN LN RIKISHA LN Local Concrete 46
GAURSEN ST YASMINE DIOR ST ETHAN SYMONE ST Local Concrete 93
GENERAL DR TRINIDAD ST SOUTH END Local Asphalt 67
GENEVIEVE ST CALDER AVE SOUTH END Local Concrete 84
GENOA ST EAST END ELBA ST Local Asphalt 81
GEORGETOWN DR NORTH END TOWNHOUSE LN Local Concrete 73
GEORGETOWN DR TOWNHOUSE LN MEADOW WAY Local Concrete 75
GEORGETOWN DR MEADOW WAY SOUTH END Local Concrete 69
GEORGIA AVE MARTIN LUTHER KING PKWY COCHRAN ST Local Asphalt 34
GEORGIA AVE COCHRAN ST ROLFE CHRISTOPHER DR Local Asphalt 26
GEORGIA AVE ROLFE CHRISTOPHER DR CUNNINGHAM ST Local Asphalt 49
GERALD ST WESCALDER RD KATY DR Local Asphalt 58
GILBERT ST PEARL ST ORLEANS ST Local Concrete 59
GILBERT ST PEARL ST ORLEANS ST Local Concrete 63
GILBERT ST PARK ST NECHES ST Local Concrete 71
GILBERT ST VICTORIA ST ORANGE AVE Local Asphalt 27
GILBERT ST ORANGE AVE AVENUE A Local Asphalt 37
GILBERT ST AVENUE A AVENUE B Local Asphalt 45
GILBERT ST AVENUE B AVENUE C Local Asphalt 10
GILBERT ST AVENUE C AVENUE D Local Asphalt 38
GILBERT ST AVENUE D AVENUE E Local Asphalt 23
GILBERT ST AVENUE E AVENUE F Local Asphalt 14
GILBERT ST AVENUE F AVENUE G Local Asphalt 20
GILBERT ST AVENUE G AVENUE H Local Asphalt 34
GILBERT ST AVENUE H RAILROAD Local Asphalt 10
GILBERT ST RAILROAD AMARILLO ST Local Asphalt 20
GILBERT ST AMARILLO ST GOLIAD ST Local Asphalt 13
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GILBERT ST GOLIAD ST SAN JACINTO ST Local Asphalt 13
GILBERT ST SAN JACINTO ST 4TH ST Local Asphalt 30
GILBERT ST 4TH ST QUINCY ST Local Asphalt 11
GILBERT ST QUINCY ST WEST END Local Asphalt 18
GILES ST MADDOX ST MAZzU ST Local Asphalt 76
GILES ST MAZZU ST HIGHLAND AVE Local Asphalt 83
GILL ST EAST END BLANCH ST Local Asphalt 76
GILL ST BLANCH ST VESTAL ST Local Asphalt 75
GILL ST VESTAL ST EAST VESTAL ST WEST Local Asphalt 80
GILL ST VESTAL ST PINE ST Local Asphalt 91
GILL ST PINE ST HESTER ST Collector Concrete 94
GILL ST HESTER ST WILLIE MAE ST Collector Concrete 94
GILL ST WILLIE MAE ST AGNES ST Collector Concrete 94
GILL ST AGNES ST GRAND ST Collector Concrete 93
GILL ST GRAND ST WITHERS LN Collector Concrete 94
GILL ST WITHERS LN MAGNOLIA AVE Collector Concrete 95
GILL ST MAGNOLIA AVE YOUNGSTOWN ST Local Asphalt 91
GILL ST YOUNGSTOWN ST JOHNSTOWN AVE Local Asphalt 91
GILL ST JOHNSTOWN AVE PRIVATE Local Asphalt 86
GILL ST PRIVATE EAST PRIVATE WEST Local Asphalt 87
GILL ST PRIVATE SCRANTON ST Local Asphalt 87
GILL ST SCRANTON ST ST HELENA ST Local Asphalt 96
GILL ST ST HELENA ST RENAUD ST Local Asphalt 93
GIROLAMO ST BRICKYARD RD SOUTH END Local Asphalt 14
GLADYS AVE WILLOW ST GRAND ST Local Asphalt 42
GLADYS AVE GRAND ST MAGNOLIA AVE Local Asphalt 12
GLADYS AVE MAGNOLIA AVE CABLE AVE Local Asphalt 29
GLADYS AVE CABLE AVE FORREST ST Local Asphalt 32
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GLADYS AVE FORREST ST CENTER ST Local Asphalt 24
GLADYS AVE CENTER ST EWING ST Local Asphalt 32
GLADYS AVE EWING ST OAKLAND ST Local Asphalt 38
GLADYS AVE OAKLAND ST MARTIN LUTHER KING PKWY Local Asphalt 48
GLADYS AVE MARTIN LUTHER KING PKWY EAST MARTIN LUTHER KING PKWY WEST Local Concrete 87
GLADYS AVE MARTIN LUTHER KING PKWY GULF ST Local Concrete 88
GLADYS AVE GULF ST JIROU ST Local Asphalt 30
GLADYS AVE JIROU ST VALENTINE ST Local Asphalt 57
GLADYS AVE VALENTINE ST AVERILL ST Local Asphalt 47
GLADYS AVE EAST END 7TH ST Local Asphalt 28
GLADYS AVE 7TH ST 8TH ST Local Asphalt 62
GLADYS AVE 8TH ST 9TH ST Local Asphalt 36
GLADYS AVE 9TH ST 10TH ST Local Asphalt 61
GLADYS AVE 10TH ST 11TH ST Local Asphalt 62
GLADYS AVE IH 10 LONGFELLOW DR Arterial Concrete 75
GLADYS AVE LONGFELLOW DR 19TH ST Arterial Concrete 7
GLADYS AVE 19TH ST 23RD ST Arterial Concrete 74
GLADYS AVE 23RD ST EAST DR Arterial Concrete 76
GLADYS AVE EAST DR CENTRAL DR Arterial Concrete i
GLADYS AVE CENTRAL DR LUCAS DR Arterial Concrete 74
GLADYS AVE LUCAS DR THOMAS RD Arterial Concrete 72
GLADYS AVE THOMAS RD EDSON DR Arterial Concrete 75
GLADYS AVE EDSON DR DRUMMOND ST Collector Asphalt 69
GLADYS AVE DRUMMOND ST RIKISHA LN Collector Asphalt 69
GLADYS AVE RIKISHA LN CRESCENT DR Collector Asphalt 82
GLADYS AVE CRESCENT DR HOWELL ST Collector Asphalt 78
GLADYS AVE HOWELL ST BELVEDERE DR Collector Asphalt 53
GLADYS AVE BELVEDERE DR FENWICK CIR Collector Asphalt 80
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GLADYS AVE FENWICK CIR NOTTINGHAM LN Collector Asphalt 96
GLADYS AVE NOTTINGHAM LN CANDLESTICK CIR Collector Asphalt 96
GLADYS AVE CANDLESTICK CIR SHERIDAN LN Collector Asphalt 96
GLADYS AVE SHERIDAN LN AUDUBON PL Collector Asphalt 96
GLADYS AVE AUDUBON PL DOWLEN RD Collector Asphalt 95
GLADYS AVE DOWLEN RD WOOD PARK ST Arterial Concrete 83
GLADYS AVE WOOD PARK ST MARSHALL PLACE DR Arterial Concrete 86
GLADYS AVE MARSHALL PLACE DR NORWOOD DR Arterial Concrete 89
GLADYS AVE NORWOOD DR STACEWOOD DR Arterial Concrete 93
GLADYS AVE STACEWOOD DR SHAKESPEARE DR Arterial Concrete 91
GLADYS AVE SHAKESPEARE DR BRYANT WAY Arterial Concrete 83
GLADYS AVE BRYANT WAY GALWAY DR Arterial Concrete 87
GLADYS AVE GALWAY DR HEARTFIELD LN Arterial Concrete 95
GLADYS AVE HEARTFIELD LN MAJOR DR Arterial Concrete 82
GLADYS AVE MAJOR DR CORNERSTONE CT Collector Concrete 87
GLASGOW LN EAST END HOWELL ST Local Concrete 54
GLASSHOUSE ST MAGNOLIA AVE SILVER ST Local Asphalt 96
GLASSHOUSE ST SILVER ST GULF ST Local Asphalt 95
GLASSHOUSE ST GULF ST JIROU ST Local Asphalt 62
GLASSHOUSE ST JIROU ST AVERILL ST Local Asphalt 66
GLASSHOUSE ST AVERILL ST ST HELENA ST Local Asphalt 75
GLASSHOUSE ST ST HELENA ST RENAUD ST Local Asphalt 66
GLEN MEADOW LN MAJOR DR PARK MEADOW DR Local Concrete 76
GLEN MEADOW LN PARK MEADOW DR SUN MEADOW DR Local Concrete 76
GLEN MEADOW LN SUN MEADOW DR GREEN MEADOW Local Concrete 78
GLEN MEADOW LN NORTH END GREEN MEADOW Local Concrete 81
GLEN MEADOW LN GREEN MEADOW GLEN MEADOW LN @TEE Local Concrete 83
GLEN MEADOW LN GLEN MEADOW LN @TEE MEADOWLAND DR Local Concrete 83
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GLEN MEADOW LN NORTH END GLEN MEADOW LN @TEE Local Concrete 83
GLEN OAKS CIR COMSTOCK RD SE END Local Concrete 67
GLEN ROSE CIR BONNER DR WEST END Local Concrete 94
GLEN WILLOW DR EAST END SHAKESPEARE DR Local Concrete 78
GLEN WILLOW DR SHAKESPEARE DR DS@1000W SHAKESPEARE DR Local Concrete 71
GLEN WILLOW DR DS@1000W SHAKESPEARE DR GALWAY DR Local Concrete 78
GLENBROOK ST BROAD OAK ST HOLIDAY ST Local Asphalt 54
GLENBROOK ST HOLIDAY ST OAKCREST DR Local Asphalt 72
GLENBROOK ST OAKCREST DR SE END Local Asphalt 74
GLENDALE ST COLLEGE ST BRIGHTON DR Local Asphalt 64
GLENDALE ST BRIGHTON DR DS@1000S BRIGHTON DR Local Asphalt 58
GLENDALE ST DS@1000S BRIGHTON DR DS@2000S BRIGHTON DR Local Asphalt 40
GLENDALE ST DS@2000S BRIGHTON DR WASHINGTON BLVD Local Asphalt 39
GLENDALE ST WASHINGTON BLVD PEVITOT RD Local Asphalt 50
GLENEAGLES DR CHAMPIONS DR ST ANDREWS DR Local Concrete 77
GLENEAGLES DR ST ANDREWS DR AUGUSTA DR Local Concrete 73
GLENEAGLES DR AUGUSTA DR INNISBROOK DR Local Concrete 59
GLENEAGLES DR INNISBROOK DR WINGED FOOT DR Local Concrete 62
GLENEAGLES DR WINGED FOOT DR WILLOW BEND DR Local Concrete 78
GLENWOOD AVE GOLIAD ST 4TH ST Local Asphalt 38
GLENWOOD AVE ATH ST 5TH ST Local Asphalt 56
GLENWOOD AVE 5TH ST WEST END Local Asphalt 83
GLENWOOD AVE FANNETT RD ETHEL ST Local Asphalt 44
GLENWOOD AVE ETHEL ST ESTELLE ST Local Asphalt 38
GLENWOOD AVE ESTELLE ST 11TH ST Local Asphalt 56
GLENWOOD AVE 11TH ST ANITA ST Local Asphalt 67
GLENWOOD AVE ANITA ST WEST END Local Asphalt 53
GLOVER ST AVENUE B BURTON ST Local Asphalt 63
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GLYNN LN WOOTEN RD WEST END Local Concrete 87
GOBER RD GARNER RD PICADILLY LN Local Asphalt 28
GOBER RD PICADILLY LN CONCORD RD Local Asphalt 58
GOLDENGLADE LN HOMER DR SE END Local Concrete 76
GOLDSBOROUGH DR BYRD ST SOUTH END Local Asphalt 18
GOLDSBOROUGH DR BROCK ST SOUTH END Local Asphalt 20
GOLDSBOROUGH DR NORTH END WASHINGTON BLVD Local Asphalt 39
GOLIAD ST CROCKETT ST RAILROAD Local Asphalt 40
GOLIAD ST RAILROAD FANNIN ST Local Asphalt 28
GOLIAD ST FANNIN ST FORSYTHE ST Local Asphalt 71
GOLIAD ST FORSYTHE ST WALL ST Local Asphalt 49
GOLIAD ST WALL ST COLLEGE ST Local Asphalt 41
GOLIAD ST COLLEGE ST GILBERT ST Local Asphalt 20
GOLIAD ST GILBERT ST MILAM ST Local Asphalt 31
GOLIAD ST MILAM ST FRANKLIN ST Local Asphalt 62
GOLIAD ST FRANKLIN ST BLANCHETTE ST Local Asphalt 68
GOLIAD ST BLANCHETTE ST BOLIVAR ST Local Asphalt 53
GOLIAD ST BOLIVAR ST CORLEY AVE Local Asphalt 80
GOLIAD ST CORLEY AVE CARTWRIGHT ST Local Asphalt 56
GOLIAD ST CARTWRIGHT ST ROBERTS ST Local Asphalt 51
GOLIAD ST ROBERTS ST PRAIRIE ST Local Asphalt 50
GOLIAD ST PRAIRIE ST TERRELL AVE Local Asphalt 33
GOLIAD ST TERRELL AVE ROCKWELL ST Local Asphalt 65
GOLIAD ST ROCKWELL ST WASHINGTON BLVD Local Asphalt 66
GOLIAD ST WASHINGTON BLVD EUCLID ST Local Asphalt 41
GOLIAD ST EUCLID ST HARRIOT ST Local Asphalt 46
GOLIAD ST HARRIOT ST SOUTHERLAND ST Local Asphalt 78
GOLIAD ST SOUTHERLAND ST POTTS ST Local Asphalt 53
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GOLIAD ST POTTS ST MOSS ST Local Asphalt 56
GOLIAD ST MOSS ST HEGELE ST Local Asphalt 47
GOLIAD ST HEGELE ST GLENWOOD AVE Local Asphalt 7
GOLIAD ST GLENWOOD AVE LEON ST Local Asphalt 89
GOLIAD ST LEON ST EDMONDS AVE Local Asphalt 68
GOLIAD ST EDMONDS AVE HEBERT ST Local Asphalt 67
GOLIAD ST HEBERT ST NORA ST Local Asphalt 32
GOLIAD ST NORA ST LELA ST Local Asphalt 59
GOLIAD ST LELA ST SARAH ST Local Asphalt 67
GOLIAD ST SARAH ST CARVER Local Asphalt 39
GOLIAD ST CARVER VIRGINIA ST Local Asphalt 38
GOODHUE RD SALLIE ST DS@1000S SALLIE ST Local Concrete 72
GOODHUE RD DS@1000S SALLIE ST PHELAN BLVD Local Concrete 74
GOODHUE RD PHELAN BLVD PHELAN BLVD Local Concrete 79
GOODHUE RD PHELAN BLVD CALDER AVE Local Asphalt 92
GORMAN RD DS@1000N SE END CARDINAL DR Local Asphalt 17
GORMAN RD SE END DS@1000N SE END Local Asphalt 36
GRACEMOUNT LN EAST END HEIGHTS AVE Local Concrete 83
GRAND ST GILL ST HALE LN Local Concrete 79
GRAND ST HALE LN PRINCE ST Local Asphalt 17
GRAND ST PRINCE ST POPE ST Local Asphalt 54
GRAND ST POPE ST DELAWARE ST Local Asphalt 40
GRAND ST DELAWARE ST WIESS ST Local Asphalt 29
GRAND ST WIESS ST SIMMONS ST Local Asphalt 57
GRAND ST SIMMONS ST PLUM ST Local Asphalt 63
GRAND ST PLUM ST COTTONWOOD ST Local Asphalt 55
GRAND ST COTTONWOOD ST LIVE OAK ST Local Asphalt 58
GRAND ST LIVE OAK ST SPRUCE ST Local Asphalt 46
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GRAND ST SPRUCE ST CALDWELL AVE Local Asphalt 55
GRAND ST CALDWELL AVE MAPLE ST Local Asphalt 47
GRAND ST MAPLE ST ISLA ST Local Asphalt 57
GRAND ST ISLA ST ELM ST Local Asphalt 56
GRAND ST ELM ST PEACH ST Local Asphalt 19
GRAND ST PEACH ST CATALPA ST Local Asphalt 21
GRAND ST CATALPA ST IH 10 Local Asphalt 65
GRAND ST IH 10 IH 10 HWY Concrete 43
GRAND ST IH 10 IH 10 HWY Concrete 40
GRAND ST IH 10 LOUISIANA ST Local Concrete 45
GRAND ST LOUISIANA ST GLADYS AVE Local Asphalt 58
GRAND ST GLADYS AVE CONCORD RD Local Asphalt 43
GRAND ST CONCORD RD MILLER ST Local Asphalt 38
GRAND ST MILLER ST LONG AVE Local Asphalt 42
GRAND ST LONG AVE HARRISON AVE Local Asphalt 51
GRAND ST HARRISON AVE HAZEL AVE Local Asphalt 29
GRAND ST HAZEL AVE NORTH ST Local Asphalt 71
GRANDBERRY ST LAVACA ST IRBY ST Local Asphalt 48
GRANDBERRY ST IRBY ST CASTON ST Local Asphalt 73
GRANDBERRY ST CASTON ST WOODROW AVE Local Asphalt 68
GRANT ST GROVE ST CARROLL ST Local Asphalt 59
GRANT ST CARROLL ST HEMLOCK ST Local Concrete 70
GRANT ST HEMLOCK ST LEIPER ST Local Concrete 67
GRANT ST LEIPER ST POPLAR ST Local Concrete 70
GRANT ST POPLAR ST PEAR ST Local Concrete 69
GRANT ST PEAR ST BROOKLYN ST Local Concrete 71
GRANT ST BROOKLYN ST PECAN ST Local Concrete e
GRANT ST PECAN ST IRVING AVE Local Concrete 82
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GRAY ST BLANCHETTE ST EMMETT AVE Local Asphalt 14
GRAY ST EMMETT AVE LANGHAM ST Local Asphalt 18
GRAY ST LANGHAM ST ROYAL ST Local Asphalt 3
GRAY ST ROYAL ST CRAIG ST Local Asphalt 22
GRAY ST CRAIG ST IRMA ST Local Asphalt 12
GRAYSON LN NORTH END WESTFIELD AVE Local Concrete 92
GRAYSON LN WESTFIELD AVE SOUTH END Local Concrete 93
GREEN MEADOW GLEN MEADOW LN MANION DR Local Concrete 83
GREENBRIAR LN EAST END LIVE OAK TRL Local Concrete 80
GREENBRIAR LN LIVE OAK TRL WEST END Local Concrete 80
GREENFIELD DR MAJOR DR QUAIL CT Local Concrete 90
GREENFIELD DR QUAILCT EASLEY DR Local Concrete 84
GREENFIELD DR EASLEY DR FOX CV Local Concrete 81
GREENFIELD DR FOX CV WEST END Local Concrete 83
GREENMOOR LN PHELPS RD DOWNS RD Local Asphalt 20
GREENRIDGE LN NORWALK LN CHATEAU LN Local Concrete i
GREENRIDGE LN CHATEAU LN FERNDALE LN Local Concrete 74
GREENWOOD DR NORWOOD DR STACEWOOD DR Local Concrete '
GREEVES ST MCLEAN DR CLEMMONS ST Collector Asphalt 80
GREEVES ST CLEMMONS ST BROUN ST Collector Asphalt 78
GREEVES ST BROUN ST SHEPHERD DR Collector Asphalt 81
GREEVES ST SHEPHERD DR JOSEY ST Collector Asphalt 94
GREEVES ST JOSEY ST STEDMAN ST Collector Asphalt 93
GREEVES ST STEDMAN ST DOTY ST Collector Asphalt 86
GREEVES ST DOTY ST GROSS ST Collector Asphalt 74
GREEVES ST GROSS ST LANDIS DR Collector Asphalt 76
GREY HAWK NORTH END QUAIL HOLLOW DR Local Concrete 82
GRIFFING BLVD EAST END BROADLEAF DR Collector Concrete 72
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GRIFFING BLVD BROADLEAF DR FIRETHORN DR Collector Concrete 73
GRIFFING BLVD FIRETHORN DR MAJOR DR Collector Concrete 79
GRIFFING RD OLD VOTH RD DS@1000W OLD VOTH RD Local Asphalt 62
GRIFFING RD DS@1000W OLD VOTH RD SAN DIEGO Local Asphalt 40
GRIFFING RD SAN DIEGO BROADLEAF DR Local Asphalt 51
GRIFFING RD BROADLEAF DR SAN BRUNO Local Asphalt 55
GRIFFING RD SAN BRUNO MAJOR DR Local Asphalt 25
GROSS ST GREEVES ST SHELBY ST Local Concrete 72
GROSS ST SHELBY ST CALHOUN AVE Local Concrete i
GROSS ST CALHOUN AVE DOTY ST Local Asphalt 67
GUESS RD OLD VOTH RD SAN DIEGO Local Asphalt 53
GUESS RD SAN DIEGO SAN CARLOS Local Asphalt 68
GUESS RD SAN CARLOS SAN BRUNO Local Asphalt 58
GUESS RD SAN BRUNO SAN ANSELMO Local Asphalt 55
GUESS RD SAN ANSELMO WALKER RD Local Asphalt 67
GUFFEY ST LAUREL ST SOUTH ST Local Asphalt 9
GUFFEY ST SOUTH ST PECOS ST Local Asphalt 12
GUFFEY ST PECOS ST ANGELINA ST Local Asphalt 21
GUFFEY ST ANGELINA ST RUSK ST Local Asphalt 17
GULF ST POPE ST TULANE ST Local Asphalt 69
GULF ST TULANE ST DELAWARE ST Local Asphalt 62
GULF ST DELAWARE ST GLASSHOUSE ST Collector Asphalt 71
GULF ST GLASSHOUSE ST NORTH GLASSHOUSE ST SOUTH Collector Asphalt 52
GULF ST GLASSHOUSE ST REGENT Collector Asphalt 51
GULF ST REGENT WIESS ST Collector Asphalt 50
GULF ST WIESS ST SIMMONS ST Collector Asphalt 53
GULF ST SIMMONS ST PLUM ST Collector Asphalt 51
GULF ST PLUM ST COTTONWOOD ST Collector Asphalt 61
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GULF ST COTTONWOOD ST LIVE OAK ST Collector Concrete 67
GULF ST LIVE OAK ST MARTIN LUTHER KING PKWY Collector Concrete 90
GULF ST MARTIN LUTHER KING PKWY CONCORD RD Collector Concrete 81
GULF ST CONCORD RD MAPLE ST Arterial Concrete 83
GULF ST MAPLE ST ISLA ST Arterial Concrete 76
GULF ST ISLA ST IH 10 Arterial Concrete 72
GULF ST MARTIN LUTHER KING PKWY GLADYS AVE Local Concrete 82
GULF ST GLADYS AVE EVALON AVE Local Asphalt 66
GULF ST EVALON AVE ASHLEY AVE Local Asphalt 65
GULF ST ASHLEY AVE RAILROAD Local Asphalt 55
GULF ST RAILROAD HARRISON AVE Local Asphalt 65
GULF ST HARRISON AVE HAZEL AVE Local Asphalt 63
GULF ST HAZEL AVE NORTH ST Local Asphalt 67
GULF ST CALDER AVE BROADWAY ST Local Asphalt 96
GULF ST BROADWAY ST LIBERTY AVE Local Asphalt 49
GULF ST LIBERTY AVE LAUREL ST Local Asphalt 39
GULF ST LAUREL ST SOUTH ST Local Asphalt 35
GUNTER ST PARK ST WEST END Local Asphalt 24
GUY CIR NORTH END TERRY ST Local Concrete 69
HACKBERRY DR NW END BIRCH DR Local Concrete i
HACKBERRY DR BIRCH DR FIRETHORN DR Local Concrete 61
HADEN RD CONCORD RD OAK GROVE PL Local Asphalt 32
HADEN RD OAK GROVE PL HADEN RD @WYE Local Asphalt 35
HAGNER RD CARDINAL DR NW END Local Asphalt 5
HAGNER RD PRIVATE CARDINAL DR Local Asphalt 11
HALE LN PINE ST MORNINGSIDE ST Local Asphalt 20
HALE LN MORNINGSIDE ST GRAND ST Local Asphalt 23
HALE LN GRAND ST WITHERS LN Local Asphalt 20
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HALE LN WITHERS LN MAGNOLIA AVE Local Asphalt 24
HALE LN MAGNOLIA AVE WEST ST Local Asphalt 17
HALE LN WEST ST YOUNGSTOWN ST Local Asphalt 34
HALE LN YOUNGSTOWN ST JOHNSTOWN AVE Local Asphalt 52
HALE LN JOHNSTOWN AVE SCRANTON ST Local Asphalt 51
HALE LN SCRANTON ST ST HELENA ST Local Asphalt i
HALL ST MARTIN ST HILL ST Local Asphalt 31
HALL ST HILL ST PRINCE ST Local Asphalt 78
HALLIDAY LN EAST END DS@1000W EAST END Local Asphalt 49
HALLIDAY LN DS@1000W EAST END BERRY RD Local Asphalt 29
HAMILTON DR MARGO LN BEAUMONT DR Local Concrete 52
HAMPTON LN BRISTOL DR SUNBURY DR Local Asphalt 51
HANOVER CIR NORTH END REGINA LN Local Concrete 42
HARBOR OAK DR EAST END HARBOR OAK DR @TEE Local Concrete 90
HARBOR OAK DR HARBOR OAK DR @TEE WEST END Local Concrete 88
HARBOR OAK DR HARBOR OAK DR @TEE HARBOR OAK DR @TEE Local Concrete 88
HARBOR OAK DR HARBOR OAK DR @TEE OAK MEADOW DR Local Concrete e
HARBOR OAK DR HARBOR OAK DR @TEE WEST END Local Concrete 87
HARBOR OAK DR OAK MEADOW DR HARBOR OAK DR @TEE Local Concrete 79
HARBOR OAK DR HARBOR OAK DR @TEE OAK BROOK DR Local Concrete 83
HARBOR OAK DR HARBOR OAK DR @TEE WEST END Local Concrete 85
HARDING DR LUCAS DR DS@1000S LUCAS DR Local Asphalt 81
HARDING DR DS@1000S LUCAS DR WILSON ST Local Asphalt 67
HARDING DR WILSON ST WOODLAWN ST Local Concrete 29
HARDING DR WOODLAWN ST FILLMORE ST Local Asphalt 72
HARDING DR FILLMORE ST HAYES LN Local Asphalt 81
HARDING DR HAYES LN ARTHUR ST Local Asphalt 73
HARDWOOD LN EDSON DR CARSON DR Local Concrete 64
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HARMONY LN EAST END DONNA LN Local Concrete 66
HARMONY LN DONNA LN WEST END Local Concrete 71
HARRIOT ST HIGHLAND AVE IRVING AVE Local Asphalt 75
HARRIOT ST IRVING AVE BRANDON AVE Local Asphalt 73
HARRIOT ST BRANDON AVE KENNETH AVE Local Asphalt 70
HARRIOT ST KENNETH AVE SABINE PASS AVE Local Asphalt 73
HARRIOT ST SABINE PASS AVE OGDEN AVE Local Asphalt 65
HARRIOT ST OGDEN AVE FONVILLE AVE Local Asphalt 66
HARRIOT ST FONVILLE AVE PARK ST Local Asphalt 63
HARRIOT ST PARK ST EAST PARK ST WEST Local Asphalt 68
HARRIOT ST PARK ST ECTOR AVE Local Asphalt 55
HARRIOT ST ECTOR AVE CHAISON AVE Local Asphalt 57
HARRIOT ST CHAISON AVE VICTORIA ST Local Asphalt 52
HARRIOT ST VICTORIA ST CONGRESS AVE Local Asphalt 47
HARRIOT ST CONGRESS AVE AVENUE A Local Asphalt 38
HARRIOT ST AVENUE B AVENUE C Local Asphalt 38
HARRIOT ST AVENUE C EAST AVENUE C WEST Local Asphalt 30
HARRIOT ST AVENUE C AVENUE E Local Asphalt 42
HARRIOT ST AVENUE E RAILROAD Local Asphalt 52
HARRIOT ST RAILROAD SP RD Local Asphalt 74
HARRIOT ST SP RD WACO ST Local Asphalt 68
HARRIOT ST WACO ST HOUSTON ST Local Asphalt 60
HARRIOT ST HOUSTON ST GOLIAD ST Local Asphalt 19
HARRIOT ST GOLIAD ST 4TH ST Local Asphalt 23
HARRIOT ST ATH ST FANNETT RD Local Asphalt 19
HARRISON AVE PINE ST MAIN ST Local Asphalt 88
HARRISON AVE MAIN ST PEARL ST Local Concrete 30
HARRISON AVE PEARL ST WILLOW ST Local Asphalt 53
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HARRISON AVE WILLOW ST GRAND ST Local Concrete 74
HARRISON AVE GRAND ST MAGNOLIA AVE Local Concrete 71
HARRISON AVE MAGNOLIA AVE FORREST ST Local Asphalt 54
HARRISON AVE FORREST ST CENTER ST Local Asphalt 55
HARRISON AVE CENTER ST EWING ST Local Asphalt 52
HARRISON AVE EWING ST OAKLAND ST Local Asphalt 39
HARRISON AVE OAKLAND ST MARTIN LUTHER KING PKWY Local Asphalt 62
HARRISON AVE MARTIN LUTHER KING PKWY GULF ST Local Asphalt 30
HARRISON AVE 1ST ST 3RD ST Local Asphalt 72
HARRISON AVE 3RD ST 4TH ST Local Asphalt 81
HARRISON AVE 4TH ST 5TH ST Local Asphalt 82
HARRISON AVE 5TH ST 6TH ST Local Asphalt 71
HARRISON AVE 6TH ST 7TH ST Local Asphalt 66
HARRISON AVE 7TH ST 8TH ST Local Asphalt 40
HARRISON AVE 8TH ST 9TH ST Local Asphalt 31
HARRISON AVE 9TH ST 10TH ST Local Asphalt 76
HARRISON AVE 10TH ST 11TH ST Local Concrete 78
HARRISON AVE 11TH ST 14TH ST Collector Asphalt 55
HARRISON AVE 14TH ST 15TH ST Collector Asphalt 48
HARRISON AVE 15TH ST IH 10 Collector Asphalt 40
HARRISON AVE IH 10 IH 10 HWY Concrete 52
HARRISON AVE IH 10 IH 10 HWY Concrete 59
HARRISON AVE IH 10 LONGFELLOW DR Collector Asphalt 57
HARRISON AVE LONGFELLOW DR 19TH ST Collector Asphalt 36
HARRISON AVE 19TH ST 20TH ST Collector Asphalt 30
HARRISON AVE 20TH ST 21ST ST Collector Asphalt 21
HARRISON AVE 21ST ST 22ND ST Collector Asphalt 49

HARRISON AVE 22ND ST 23RD ST Collector Asphalt 42
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HARRISON AVE 23RD ST EAST DR Collector Asphalt 47
HARTEL ST UNIVERSITY DR LAVACA ST Local Asphalt 72
HARTEL ST NORTH END DEWEY ST Local Asphalt 81
HARTEL ST DEWEY ST WOODROW AVE Local Asphalt 85
HARTEL ST WOODROW AVE VIRGINIA ST Local Asphalt 55
HARTEL ST VIRGINIA ST ALABAMA AVE Local Asphalt 37
HAYES LN EAST END RENAUD ST Local Asphalt 15
HAYES LN RENAUD ST WEST END Local Asphalt 10
HAYES LN CLEVELAND ST LYNWOOD DR Local Asphalt 58
HAYES LN LYNWOOD DR EAST LYNWOOD DR WEST Local Asphalt 68
HAYES LN LYNWOOD DR STEELTON ST Local Asphalt 65
HAYES LN STEELTON ST IRONTON AVE Local Asphalt 51
HAYES LN IRONTON AVE DETROIT AVE Local Asphalt 72
HAYES LN DETROIT AVE BUFFALO ST Local Asphalt 69
HAYES LN BUFFALO ST EL PASO ST Local Asphalt 67
HAYES LN EL PASO ST HARDING DR Local Asphalt 47
HAYWOOD DR ADA AVE CONCORD RD Local Concrete 58
HAZEL AVE PINE ST MAIN ST Local Asphalt 36
HAZEL AVE MAIN ST PEARL ST Local Asphalt 66
HAZEL AVE WILLOW ST GRAND ST Local Asphalt 51
HAZEL AVE GRAND ST EAST GRAND ST WEST Local Asphalt 64
HAZEL AVE GRAND ST MAGNOLIA AVE Local Asphalt 56
HAZEL AVE MAGNOLIA AVE FORREST ST Local Asphalt 70
HAZEL AVE FORREST ST CENTER ST Local Asphalt 52
HAZEL AVE CENTER ST EWING ST Local Asphalt 60
HAZEL AVE EWING ST OAKLAND ST Local Asphalt 41
HAZEL AVE OAKLAND ST MARTIN LUTHER KING PKWY Local Asphalt 49
HAZEL AVE MARTIN LUTHER KING PKWY GULF ST Local Asphalt 58
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HAZEL AVE 1ST ST 2ND ST Local Asphalt 50
HAZEL AVE 2ND ST 3RD ST Local Asphalt 69
HAZEL AVE 3RD ST 4ATH ST Local Asphalt 68
HAZEL AVE 4TH ST 5TH ST Local Asphalt 67
HAZEL AVE 5TH ST 6TH ST Local Asphalt 51
HAZEL AVE 6TH ST 7TH ST Local Asphalt 67
HAZEL AVE 7TH ST 8TH ST Local Asphalt 49
HAZEL AVE 8TH ST 9TH ST Local Asphalt 48
HAZEL AVE 9TH ST 10TH ST Local Asphalt 69
HAZEL AVE 10TH ST 11TH ST Local Asphalt 38
HEARTFIELD LN BRYANT WAY GLADYS AVE Local Concrete 76
HEATHER LN AZALEA DR OLEANDER DR Local Concrete 49
HEATHER LN OLEANDER DR CAMELLIA DR Local Concrete 11
HEATHERWOOD DR DAWN DR FOLSOM DR Local Concrete 72
HEBERT ST BROCKMAN ST SP RD Local Asphalt 74
HEBERT ST SP RD MARIGOLD ST Local Asphalt 78
HEBERT ST MARIGOLD ST BOB ST Local Asphalt 78
HEBERT ST BOB ST INCA ST Local Asphalt 31
HEBERT ST INCA ST BROUSSARD ST Local Asphalt 26
HEBERT ST BROUSSARD ST MARIE ST Local Asphalt 16
HEBERT ST MARIE ST WACO ST Local Asphalt 16
HEBERT ST WACO ST LOU ST Local Asphalt 61
HEBERT ST LOU ST USAN ST Local Asphalt 49
HEBERT ST USAN ST HOUSTON ST Local Asphalt 43
HEBERT ST HOUSTON ST HEBERT ALY Local Asphalt 61
HEBERT ST HEBERT ALY GARDEN ST Local Asphalt 46
HEBERT ST GARDEN ST PRESTON ST Local Asphalt 30
HEBERT ST PRESTON ST GOLIAD ST Local Asphalt 12
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HEBERT ST GOLIAD ST EAST GOLIAD ST WEST Local Asphalt 18
HEBERT ST GOLIAD ST PRADICE ST Local Asphalt 24
HEBERT ST PRADICE ST ATH ST Local Asphalt 58
HEBERT ST 4TH ST 5TH ST Local Asphalt 34
HEBERT ST 5TH ST WEST END Local Asphalt 37
HEGELE ST CHURCH ST INCA ST Local Asphalt 69
HEGELE ST INCA ST BROUSSARD ST Local Asphalt 64
HEGELE ST BROUSSARD ST MARIE ST Local Asphalt 81
HEGELE ST MARIE ST WACO ST Local Asphalt 86
HEGELE ST WACO ST USAN ST Local Asphalt 48
HEGELE ST USAN ST HOUSTON ST Local Asphalt 29
HEGELE ST HOUSTON ST NELSON ST Local Asphalt 19
HEGELE ST NELSON ST PRESTON ST Local Asphalt 29
HEGELE ST PRESTON ST GOLIAD ST Local Asphalt 45
HEIGHTS AVE CLAYBOURN DR COLTON LN Local Concrete 89
HEIGHTS AVE COLTON LN MADERA LN Local Concrete 85
HEIGHTS AVE MADERA LN BANKSTON LN Local Concrete 82
HEIGHTS AVE BANKSTON LN BENTON LN Local Concrete 88
HEIGHTS AVE BENTON LN GRACEMOUNT LN Local Concrete 83
HEIGHTS AVE GRACEMOUNT LN ELLINGTON LN Local Concrete 81
HEIGHTS AVE ELLINGTON LN SOUTH END Local Concrete 85
HEISIG ST IOWA ST OREGON AVE Local Asphalt 58
HEISIG ST OREGON AVE VERMONT ST Local Asphalt 52
HEISIG ST VERMONT ST FLORIDA AVE Local Asphalt 62
HELBIG RD PINEY POINT LN HOLST ST Local Asphalt 58
HELBIG RD HOLST ST GAGER AVE Local Asphalt 61
HELBIG RD GAGER AVE PLANT RD Local Asphalt 67
HELBIG RD PLANT RD DS@1000S PLANT RD Collector Asphalt 50
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HELBIG RD DS@1000S PLANT RD DS@2000S PLANT RD Collector Asphalt 51
HELBIG RD DS@2000S PLANT RD DS@3000S PLANT RD Collector Asphalt 53
HELBIG RD DS@3000S PLANT RD COMSTOCK RD Collector Asphalt 37
HELBIG RD COMSTOCK RD DS@1000S COMSTOCK RD Collector Asphalt 56
HELBIG RD DS@1000S COMSTOCK RD SPEER RD Collector Asphalt 59
HELBIG RD SPEER RD MAIDA RD Collector Asphalt 56
HELBIG RD MAIDA RD GARNER RD Collector Asphalt 56
HELBIG RD GARNER RD BENNETT RD Collector Asphalt 56
HELBIG RD BENNETT RD NATHAN ST Collector Asphalt 53
HELBIG RD NATHAN ST AUDREE ST Collector Asphalt 51
HELBIG RD AUDREE ST ROBINSON ST Collector Asphalt 65
HELBIG RD ROBINSON ST BOWEN DR Collector Asphalt 66
HELBIG RD BOWEN DR LORILEE ST Collector Asphalt 53
HELBIG RD LORILEE ST MCHALE ST Collector Asphalt 59
HELBIG RD MCHALE ST DS@1000S MCHALE ST Collector Asphalt 41
HEMLOCK ST LINCOLN ST GRANT ST Local Concrete 45
HEMLOCK ST GRANT ST SHERMAN ST Local Concrete 76
HEMLOCK ST SHERMAN ST BRADLEY ST Local Concrete 72
HEMLOCK ST BRADLEY ST STANTON ST Local Concrete 74
HEMLOCK ST STANTON ST DOUCETTE AVE Local Concrete 51
HEMLOCK ST DOUCETTE AVE MADISON AVE Local Concrete 88
HEMLOCK ST MADISON AVE VAN BUREN ST Local Asphalt 55
HEMLOCK ST VAN BUREN ST FULTON AVE Local Asphalt 30
HEMLOCK ST FULTON AVE SOUTH END Local Asphalt 31
HERITAGE LN EVANGELINE LN SOUTH END Local Concrete e
HERRING ALY LAMAR ST SOUTH END Local Asphalt 12
HERRING ST STEWART ST LAMAR ST Local Concrete 81
HERRING ST LAMAR ST SOUTH END Local Asphalt 69
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HESTER ST LA SALLE ST GILL ST Local Asphalt 37
HIALEAH DR SARATOGA CIR ASCOT LN Local Concrete 74
HIALEAH DR ASCOT LN BRANDYWINE ST Local Concrete 75
HIBISCUS CIR NORTH END OLEANDER DR Local Concrete 44
HIDDEN VALLEY DR ENCHANTED AVE WOODED CREEK DR Local Concrete 85
HIDDEN VALLEY DR WOODED CREEK DR PLEASANT BEND DR Local Concrete 87
HIGGINS CIR NORTH END REGINA LN Local Concrete 73
HIGHLAND AVE EUCLID ST HARRIOT ST Local Asphalt 49
HIGHLAND AVE HARRIOT ST CHAPIN ST Local Asphalt 60
HIGHLAND AVE CHAPIN ST ALMA ST Local Asphalt 50
HIGHLAND AVE ALMA ST THREADNEEDLE ST Arterial Asphalt 41
HIGHLAND AVE THREADNEEDLE ST ELGIE ST Arterial Asphalt 45
HIGHLAND AVE ELGIE ST CHURCH ST Arterial Asphalt 48
HIGHLAND AVE CHURCH ST PIPKIN ST Arterial Asphalt 54
HIGHLAND AVE PIPKIN ST ADAMS ST Arterial Asphalt 50
HIGHLAND AVE ADAMS ST BROCKMAN ST Arterial Asphalt 51
HIGHLAND AVE BROCKMAN ST NOLAN ST Arterial Asphalt 49
HIGHLAND AVE NOLAN ST LAVACA ST Arterial Asphalt 41
HIGHLAND AVE LAVACA ST NORTH LAVACA ST SOUTH Arterial Asphalt 52
HIGHLAND AVE LAVACA ST IRBY ST Arterial Asphalt 53
HIGHLAND AVE IRBY ST CASTON ST Arterial Asphalt 43
HIGHLAND AVE CASTON ST ANCHOR ST Arterial Asphalt 37
HIGHLAND AVE ANCHOR ST WOODROW AVE Arterial Asphalt 32
HIGHLAND AVE WOODROW AVE PALM ST Arterial Asphalt 39
HIGHLAND AVE PALM ST VIRGINIA ST Arterial Asphalt 33
HIGHLAND AVE VIRGINIA ST CAMPUS ST Arterial Asphalt 41
HIGHLAND AVE CAMPUS ST CLARK ST Arterial Asphalt 41
HIGHLAND AVE CLARK ST ZAVALLA DR Arterial Asphalt 58
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HIGHLAND AVE ZAVALLA DR ALABAMA AVE Arterial Asphalt 52
HIGHLAND AVE ALABAMA AVE SHELL ST Arterial Asphalt 38
HIGHLAND AVE SHELL ST GARLAND AVE Arterial Asphalt 44
HIGHLAND AVE GARLAND AVE HIGHLAND DR Arterial Asphalt 60
HIGHLAND AVE HIGHLAND DR IOWA ST Arterial Asphalt 49
HIGHLAND AVE IOWA ST GILES ST Arterial Asphalt 59
HIGHLAND AVE GILES ST AUGUSTA ST Arterial Asphalt 53
HIGHLAND AVE AUGUSTA ST JOSEPH ST Arterial Asphalt 62
HIGHLAND AVE JOSEPH ST FLORIDA AVE Arterial Asphalt 50
HIGHLAND AVE PARKWAY DR FLORIDA AVE Arterial Concrete 72
HIGHLAND AVE HILLEBRANDT PARKWAY DR Arterial Concrete 75
HIGHLAND AVE PARKWAY DR HILLEBRANDT Arterial Concrete 70
HIGHLAND AVE MYRNA LOY DR PARKWAY DR Arterial Concrete 72
HIGHLAND AVE CHARLOTTE DR MYRNA LOY DR Arterial Concrete 73
HIGHLAND AVE CARDINAL DR CHARLOTTE DR Arterial Concrete 82
HIGHLAND DR HIGHLAND AVE IRVING AVE Local Asphalt 86
HIGHLAND DR IRVING AVE MALLETT ST Local Asphalt 64
HIGHLAND DR MALLETT ST METZ ST Local Asphalt 56
HIGHLAND DR METZ ST KENNETH AVE Local Asphalt 61
HIGHLAND DR AVENUE A CORNELL DR Local Asphalt 35
HIGHLAND DR CORNELL DR DS@1000W CORNELL DR Local Asphalt 36
HIGHLAND DR DS@1000W CORNELL DR BEALE ST Local Asphalt 52
HIGHLAND DR BEALE ST ST LOUIS ST Local Asphalt 70
HIGHLAND DR ST LOUIS ST WEST END Local Asphalt 72
HILL ST PINE ST HALL ST Local Asphalt 20
HILLCREST DR NE END DS@1000S NE END Local Asphalt 38
HILLCREST DR DS@1000S NE END BROUSSARD RD Local Asphalt 26
HILLEBRANDT HIGHLAND AVE ESPAR ST Local Asphalt 46
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HODGE RD BROUSSARD RD SOUTH END Local Asphalt 51
HOLIDAY ST PINE CV FOREST GLN Local Asphalt 13
HOLIDAY ST FOREST GLN PINE HAVEN ST Local Asphalt 17
HOLIDAY ST PINE HAVEN ST GLENBROOK ST Local Asphalt 13
HOLIDAY ST GLENBROOK ST FAIRFIELD ST Local Asphalt 26
HOLIDAY ST FAIRFIELD ST SHERWOOD DR Local Asphalt 34
HOLLAND DR EAST END BRYAN DR Local Asphalt 64
HOLLAND DR BRYAN DR 21ST ST Local Asphalt 52
HOLLAND DR 21ST ST BRYAN DR Local Asphalt 57
HOLLAND DR BRYAN DR 23RD ST Local Asphalt 46
HOLLYWOOD ST 6TH ST DS@1000W 6TH ST Collector Asphalt 57
HOLLYWOOD ST DS@1000W 6TH ST CANAL ST Collector Asphalt 64
HOLLYWOOD ST CANAL ST DS@1000W CANAL ST Collector Asphalt 62
HOLLYWOOD ST DS@1000W CANAL ST 10TH ST Collector Asphalt 46
HOLLYWOOD ST 10TH ST PRIVATE Collector Asphalt 29
HOLLYWOOD ST PRIVATE HOLLYWOOD ST @WYE Collector Asphalt 47
HOLLYWOOD ST HOLLYWOOD ST @WYE IH 10 Local Concrete 60
HOLLYWOOD ST INTERSTATE 10 INTERSTATE 10 HWY Concrete 75
HOLLYWOOD ST INTERSTATE 10 INTERSTATE 10 HWY Concrete 75
HOLLYWOOD ST HOLLYWOOD ST @WYE IH 10 Collector Asphalt 52
HOLLYWOOD ST IH 10 HOLLYWOOD ST @WYE Local Concrete 74
HOLLYWOOD ST HOLLYWOOD ST @WYE WEST END Local Concrete 84
HOLLYWOOD ST IH 10 HOLLYWOOD ST @WYE Local Concrete 88
HOLMES ST SE END FORSYTHE ST Local Asphalt 21
HOLMES ST FORSYTHE ST FANNIN ST Local Asphalt 95
HOLMES ST BOWIE ST FANNIN ST Local Concrete 78
HOLMES ST BOWIE ST CROCKETT ST Local Concrete 60
HOLMES ST SE END COLLEGE ST Local Concrete 42
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HOLST ST BRIAR ST PIN OAK Local Asphalt 53
HOLST ST PIN OAK MELROSE ST Local Asphalt 43
HOLST ST MELROSE ST HELBIG RD Local Asphalt 50
HOLTON RD BAKER RD HUMBLE RD Local Asphalt 87
HOME CENTER DR JESSICA BLVD WINDEMERE PKWY Local Concrete 92
HOME CENTER DR WINDEMERE PKWY WEST END Local Concrete 88
HOMER DR WHITE OAK LN POST OAK LN Local Concrete 73
HOMER DR POST OAK LN SPRINGDALE LN Local Concrete 69
HOMER DR SPRINGDALE LN HOUSE RD Local Concrete 71
HOMER DR HOUSE RD GOLDENGLADE LN Local Concrete 73
HOMER DR GOLDENGLADE LN MEADOWVIEW RD Local Concrete 70
HOMER DR MEADOWVIEW RD SUNNYDALE LN Local Concrete 69
HOMSAR POINTE BLVD EAST END MAJOR DR Collector Concrete 91
HONEYSUCKLE DR JASMINE DR BELVEDERE DR Local Concrete 59
HOOKS AVE HOOKS AVE @WYE W CIRCUIT DR Local Asphalt 39
HOOKS AVE HOOKS AVE @WYE MANOR ST Local Asphalt 31
HOOKS AVE MANOR ST YOUNT ST Local Asphalt 25
HOOKS AVE YOUNT ST KENNEDY DR Local Asphalt 41
HOOKS AVE KENNEDY DR JAY DR Local Asphalt 45
HOOVER RD 9TH ST 10TH ST Collector Asphalt 13
HOOVER RD 10TH ST EAST 10TH ST WEST Collector Asphalt 39
HOOVER RD 10TH ST 11TH ST Collector Asphalt 26
HOPE CHARITY SARAH ST Local Concrete 50
HORN ST JERRY DR ERNESTINE DR Local Asphalt 73
HORN ST ERNESTINE DR TRAVIS DR Local Asphalt 80
HORN ST ACORN CIRCUIT TRAVIS DR Local Asphalt 59
HOSPITAL DR FANNIN ST MEDICAL CENTER DR Collector Concrete 90
HOSPITAL DR MEDICAL CENTER DR COLLEGE ST Collector Concrete 87
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HOUSE RD LAWRENCE DR HOMER DR Local Asphalt 54
HOUSTON ST MILAM ST FRANKLIN ST Local Asphalt 38
HOUSTON ST FRANKLIN ST BLANCHETTE ST Local Asphalt 75
HOUSTON ST BLANCHETTE ST BOLIVAR ST Local Asphalt 83
HOUSTON ST BOLIVAR ST CORLEY AVE Local Asphalt 91
HOUSTON ST CORLEY AVE CARTWRIGHT ST Local Asphalt 63
HOUSTON ST CARTWRIGHT ST ROBERTS ST Local Asphalt 34
HOUSTON ST ROBERTS ST PRAIRIE ST Local Asphalt 61
HOUSTON ST PRAIRIE ST TERRELL AVE Local Asphalt 63
HOUSTON ST TERRELL AVE ROCKWELL ST Local Asphalt 22
HOUSTON ST ROCKWELL ST WASHINGTON BLVD Local Asphalt 39
HOUSTON ST WASHINGTON BLVD EUCLID ST Local Concrete 79
HOUSTON ST EUCLID ST HARRIOT ST Local Concrete 69
HOUSTON ST HARRIOT ST SOUTHERLAND ST Local Concrete 75
HOUSTON ST SOUTHERLAND ST POTTS ST Local Concrete 79
HOUSTON ST POTTS ST HEGELE ST Local Concrete 76
HOUSTON ST HEGELE ST OLLIE ST Local Concrete 70
HOUSTON ST OLLIE ST HEBERT ST Local Concrete 72
HOUSTON ST HEBERT ST NORA ST Local Concrete 70
HOUSTON ST NORA ST LELA ST Local Concrete 80
HOUSTON ST SARAH ST SOUTH END Local Asphalt 17
HOWARD ST ADAMS ST LAVACA ST Local Asphalt 50
HOWELL CT EAST END HOWELL ST Local Concrete 36
HOWELL ST HOWELL CT DERBY LN Local Concrete 70
HOWELL ST DERBY LN REGINA LN Local Concrete 62
HOWELL ST REGINA LN GLASGOW LN Local Concrete 66
HOWELL ST GLASGOW LN PICKWICK LN Local Concrete 67
HOWELL ST PICKWICK LN BELLAIRE LN Local Concrete 61
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HOWELL ST BELLAIRE LN FLEETWOOD LN Local Concrete 56
HOWELL ST FLEETWOOD LN DELLWOOD LN Local Concrete 57
HOWELL ST DELLWOOD LN SUL ROSS LN Local Concrete 44
HOWELL ST SUL ROSS LN SERENE DR Local Concrete 42
HOWELL ST SERENE DR VIKING DR Local Concrete 29
HOWELL ST VIKING DR GLADYS AVE Local Concrete 54
HOWELL ST GLADYS AVE OLEANDER DR Local Concrete 62
HOWELL ST OLEANDER DR CIRCUIT DR Local Concrete 26
HOWELL ST CIRCUIT DR FROST ST Local Concrete 51
HOWELL ST FROST ST CLINTON ST Local Concrete 57
HOWELL ST CLINTON ST SUE LN Local Concrete 71
HUMBLE RD MAJOR DR SANDLIN ST Local Asphalt 49
HUMBLE RD SANDLIN ST HOLTON RD Local Asphalt 87
HUMBLE RD HOLTON RD NORRIS ST Local Asphalt 64
HUMBLE RD NORRIS ST WESCALDER RD Local Asphalt 76
HUNTER ST OREGON AVE FLORIDA AVE Local Asphalt 49
HURLEY DR OLD VOTH RD BORDAGES LN Local Asphalt 52
HURLEY DR BORDAGES LN WEST END Local Asphalt 60
HYBROOK LN LYNWOOD DR EAST LYNWOOD DR WEST Local Asphalt 60
HYDE PARK ROW 21ST ST 23RD ST Local Asphalt 26
IDYLWOOD ST CHARLES ST DS@1000S CHARLES ST Local Asphalt 45
IDYLWOOD ST DS@1000S CHARLES ST LUCAS DR Local Asphalt 64
INCA ST HEGELE ST BARBARA LYNN/OLLIE ST Local Asphalt 47
INCA ST BARBARA LYNN/OLLIE ST MAY ST Local Asphalt 26
INCA ST MAY ST HEBERT ST Local Asphalt 18
INCA ST HEBERT ST NORA ST Local Asphalt 14
INDIAN BLANKET DR WILDFLOWER DR ROSEWOOD LN Local Concrete 82
INDIAN BLANKET DR ROSEWOOD LN INDIAN BLANKET DR @TEE Local Concrete 88
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INDIAN BLANKET DR INDIAN BLANKET DR @TEE INDIAN BLANKET DR @TEE Local Concrete 89
INDIAN BLANKET DR INDIAN BLANKET DR @TEE MAJOR DR Local Concrete 84
INDIAN TRL TOLIVAR RD TALL PINE ST Local Concrete 81
INDIAN TRL TALL PINE ST RIDGEOAK ST Local Concrete 76
INDIAN TRL RIDGEOAK ST SOUTH END Local Concrete 61
INEZ ST BROCKMAN ST LAVACA ST Local Asphalt 57
INEZ ST LAVACA ST ESSEX ST Local Asphalt 45
INFINITY LN ZENITH LN DELLWOOD LN Local Concrete 53
INFINITY LN DELLWOOD LN SERENE DR Local Concrete 72
INFINITY LN SERENE DR VENTURA LN Local Concrete 60
INNISBROOK DR NORTH END GLENEAGLES DR Local Concrete 79
INVERNESS DR MAHOGANY RUN RIVIERA CT Local Concrete 55
INVERNESS DR RIVIERA CT TROON Local Concrete 77
INVERNESS DR WILLOW BEND DR TROON Local Concrete 83
IOLA ST WASHINGTON BLVD DOROTHY AVE Local Asphalt 54
IOLA ST DOROTHY AVE EUCLID ST Local Asphalt 40
IOLA ST EUCLID ST ELINOR ST Local Asphalt 42
IOLA ST ELINOR ST WAVERLY ST Local Asphalt 17
IOLA ST WAVERLY ST WESTMORELAND ST Local Asphalt 35
IOLA ST WESTMORELAND ST ST JAMES BLVD Local Asphalt 50
IOWA ST MARTIN LUTHER KING PKWY HEISIG ST Local Asphalt 14
IOWA ST HEISIG ST COCHRAN ST Local Asphalt 27
IOWA ST COCHRAN ST ROLFE CHRISTOPHER DR Local Asphalt 32
IOWA ST ROLFE CHRISTOPHER DR CUNNINGHAM ST Local Asphalt 75
IOWA ST UNIVERSITY DR CHAMBERS ST Local Asphalt 40
IOWA ST CHAMBERS ST MADDOX ST Local Asphalt 48
IOWA ST MADDOX ST MAZzZU ST Local Asphalt 48
IOWA ST MAZzU ST HIGHLAND AVE Local Asphalt 56
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IRBY ST UNIVERSITY DR MADDOX ST Local Asphalt 27
IRBY ST SULLIVAN ST GRANDBERRY ST Local Asphalt 41
IRBY ST GRANDBERRY ST SPARKS ST Local Asphalt 62
IRBY ST SPARKS ST HIGHLAND AVE Local Asphalt 52
IRBY ST HIGHLAND AVE LAKNER ST Local Asphalt 44
IRBY ST LAKNER ST BRANDON AVE Local Asphalt 60
IRENE ST WORCESTER ST SOUTH END Local Concrete 76
IRIS LN PANSY DR TULIP DR Local Concrete 63
IRIS LN TULIP DR CARNATION DR Local Concrete 75
IRIS LN CARNATION DR DAISY DR Local Concrete 69
IRMA ST PENNSYLVANIA ST PARK ST Local Asphalt 66
IRMA ST PARK ST NECHES ST Local Asphalt 36
IRMA ST NECHES ST GRAY ST Local Asphalt 24
IRMA ST GRAY ST MARTIN LUTHER KING PKWY Local Asphalt 33
IRMA ST MARTIN LUTHER KING PKWY VICTORIA ST Local Asphalt 17
IRMA ST VICTORIA ST ORANGE AVE Local Asphalt 22
IRMA ST ORANGE AVE AVENUE A Local Asphalt 32
IRMA ST AVENUE A AVENUE B Local Asphalt 22
IRMA ST AVENUE B AVENUE C Local Asphalt 15
IRMA ST AVENUE C AVENUE D Local Asphalt 49
IRONTON AVE LUCAS DR MONROE ST Local Asphalt 40
IRONTON AVE MONROE ST TYLER ST Local Asphalt 33
IRONTON AVE TYLER ST TAYLOR ST Local Asphalt 51
IRONTON AVE TAYLOR ST WILSON ST Local Asphalt 22
IRONTON AVE WILSON ST FILLMORE ST Local Asphalt 16
IRONTON AVE FILLMORE ST PIERCE ST Local Asphalt 37
IRONTON AVE PIERCE ST BUCHANAN ST Local Asphalt 25
IRONTON AVE BUCHANAN ST JOHNSON ST Local Asphalt 43
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IRONTON AVE JOHNSON ST HAYES LN Local Asphalt 31
IRONTON AVE HAYES LN ARTHUR ST Local Asphalt 48
IRONTON AVE ARTHUR ST CONCORD RD Local Asphalt 47
IRVING AVE BUFORD ST CUNIFF AVE Collector Asphalt 49
IRVING AVE CUNIFF AVE SHAMROCK ST Collector Asphalt 35
IRVING AVE SHAMROCK ST JACKSON ST Collector Asphalt 42
IRVING AVE JACKSON ST POWELL ST Collector Asphalt 36
IRVING AVE POWELL ST SCHWARNER ST Collector Asphalt 39
IRVING AVE SCHWARNER ST DEVILLENEUVE ST Collector Asphalt 48
IRVING AVE DEVILLENEUVE ST MCGOVERN ST Collector Asphalt 40
IRVING AVE MCGOVERN ST LINCOLN ST Collector Asphalt 47
IRVING AVE LINCOLN ST GRANT ST Collector Asphalt 60
IRVING AVE GRANT ST SHERMAN ST Collector Asphalt 53
IRVING AVE SHERMAN ST PORTER ST Collector Asphalt 40
IRVING AVE PORTER ST STANTON ST Collector Asphalt 44
IRVING AVE STANTON ST DOUCETTE AVE Collector Asphalt 45
IRVING AVE DOUCETTE AVE VAN BUREN ST Collector Concrete e
IRVING AVE VAN BUREN ST MARTIN LUTHER KING PKWY Arterial Concrete 78
IRVING AVE MARTIN LUTHER KING PKWY WASHINGTON BLVD Arterial Concrete 79
IRVING AVE WASHINGTON BLVD EUCLID ST Arterial Concrete 81
IRVING AVE EUCLID ST HARRIOT ST Arterial Concrete 82
IRVING AVE CHAPIN ST HARRIOT ST Arterial Concrete 89
IRVING AVE CHAPIN ST ALMA ST Arterial Asphalt 46
IRVING AVE NORTH END CHAPIN ST Local Asphalt 13
IRVING AVE CHAPIN ST ALMA ST Local Asphalt 59
IRVING AVE ALMA ST THREADNEEDLE ST Local Asphalt 20
IRVING AVE THREADNEEDLE ST ELGIE ST Local Asphalt 32
IRVING AVE ELGIE ST CHURCH ST Local Asphalt 22
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IRVING AVE CHURCH ST PIPKIN ST Local Asphalt 34
IRVING AVE PIPKIN ST BROCKMAN ST Local Asphalt 62
IRVING AVE BROCKMAN ST NOLAN ST Local Asphalt 33
IRVING AVE NOLAN ST LAVACA ST Local Asphalt 68
IRVING AVE HIGHLAND DR AUGUSTA ST Local Asphalt 33
IRVING AVE AUGUSTA ST FLORIDA AVE Local Asphalt 53
ISLA ST PINE ST TEXAS AVE Local Asphalt 72
ISLA ST TEXAS AVE GRAND ST Local Asphalt 57
ISLA ST GRAND ST MAGNOLIA AVE Local Asphalt 40
ISLA ST MAGNOLIA AVE CABLE AVE Local Asphalt 59
ISLA ST CABLE AVE FORREST ST Local Asphalt 18
ISLA ST FORREST ST LINSON ST Local Asphalt 11
ISLA ST LINSON ST ALVOID Local Asphalt 31
ISLA ST CONCORD RD MARTIN LUTHER KING PKWY Local Asphalt 33
ISLA ST MARTIN LUTHER KING PKWY GULF ST Local Concrete 81
IVANHOE LN EAST END AFTON LN Local Concrete 49
IVANHOE LN AFTON LN DOWLEN RD Local Concrete 58
IVES ST WEST ST QUINN ST Local Asphalt 39
IVES ST QUINN ST BETTY LN Local Asphalt 53
IVES ST BETTY LN ST HELENA ST Local Asphalt 45
IVES ST ST HELENA ST RENAUD ST Local Asphalt 51
IVES ST RENAUD ST CLEVELAND ST Local Asphalt 38
IVY LN WILCHESTER LN WESTGATE DR Local Concrete 68
IVY LN WESTGATE DR PANSY DR Local Concrete 74
JHOOD ST SOMERSET ST MONICA ST Local Concrete 68
JACKIE LN TOLIVAR RD SHEILA LN Local Concrete 89
JACKSON RD ARLINGTON DR DS@1000W ARLINGTON DR Local Asphalt 49
JACKSON RD DS@1000W ARLINGTON DR BERRY RD Local Asphalt 57



City of Beaumont
Street Condition Summary

a
() ) =
E 5 2
From Street To Street S S 3
JACKSON ST BROOKLYN ST IRVING AVE Local Concrete 67
JACKSON ST IRVING AVE TILSON ST Local Asphalt 61
JACKSON ST TILSON ST ST ANTHONY ST Local Asphalt 22
JACKSON ST ST ANTHONY ST SABINE PASS AVE Local Asphalt 38
JACKSON ST SABINE PASS AVE PENNSYLVANIA ST Local Asphalt 20
JACOBS ST SHERMAN ST STANTON ST Local Asphalt 24
JAGUAR DR SOUTH ST PECOS ST Local Asphalt 75
JAGUAR DR PECOS ST NORTH PECOS ST SOUTH Local Asphalt 67
JAGUAR DR PECOS ST ANGELINA ST Local Asphalt 75
JAGUAR DR ANGELINA ST RUSK ST Local Asphalt 88
JAGUAR DR RUSK ST SMART ST Local Asphalt 80
JAMESTOWN OAK RDG PINE RIDGE Local Asphalt 38
JANCAR DR CALUMET DR COMSTOCK RD Local Concrete 68
JAPONICA DR EAST END BROADLEAF DR Local Concrete 85
JASMINE DR NORTH END OLEANDER DR Local Concrete 61
JASMINE DR OLEANDER DR HONEYSUCKLE DR Local Concrete 57
JAY DR HOOKS AVE DUFF ST Local Asphalt 21
JAY DR DUFF ST KOHLER ST Local Asphalt 33
JEAN DR WESCALDER RD KATY DR Local Asphalt 59
JEANETTE ST EAST END DS@1000W EAST END Local Asphalt 52
JEANETTE ST DS@1000W EAST END JEANETTE ST @TEE Local Asphalt 42
JEANETTE ST JEANETTE ST @TEE PINE ST Local Asphalt 9
JEANETTE ST JEANETTE ST @TEE LA SALLE ST Local Asphalt 16
JEFFERSON ST BONHAM ST LAUREL ST Local Concrete 92
JEFFERSON ST CROCKETT ST BONHAM ST Local Concrete 94
JEFFERSON ST BOWIE ST CROCKETT ST Local Concrete 92
JEFFERSON ST FANNIN ST BOWIE ST Local Asphalt 31
JEFFERSON ST FORSYTHE ST FANNIN ST Local Asphalt 21
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JEFFERSON ST COLLEGE ST SE COLLEGE ST NwW Local Asphalt 32
JEFFERSON ST COLLEGE ST KCS ST Local Asphalt 26
JENARD LN NE END NELKIN LN Local Concrete 91
JENARD LN NELKIN LN SW END Local Concrete 90
JENNIFER LN EAST END WOOTEN RD Local Concrete 84
JENY LN NORTH END TENA LN Local Asphalt 57
JENY LN TENA LN WALL ST Local Asphalt 76
JERRY DR HORN ST ERNESTINE DR Local Asphalt 72
JESSICA BLVD WINDCASTLE DR HOME CENTER DR Local Concrete 92
JESSICA BLVD HOME CENTER DR 105 Local Concrete 92
JEWEL ST 9TH ST 10TH ST Local Asphalt 21
JILL LN BRETT LN PHYLLIS LN Local Concrete 86
JILL LN PHYLLIS LN ALECE LN Local Concrete 81
JIROU ST POPE ST TULANE ST Local Asphalt 37
JIROU ST TULANE ST DELAWARE ST Local Asphalt 44
JIROU ST DELAWARE ST GLASSHOUSE ST Local Asphalt 35
JIROU ST GLASSHOUSE ST REGENT Local Asphalt 33
JIROU ST REGENT MAIME ST Local Concrete 85
JIROU ST PLUM ST COTTONWOOD ST Local Asphalt 50
JIROU ST COTTONWOOD ST LIVE OAK ST Local Asphalt 50
JIROU ST LOUISIANA ST GLADYS AVE Local Asphalt 21
JIROU ST GLADYS AVE EVALON AVE Local Asphalt 31
JIROU ST EVALON AVE ASHLEY AVE Local Asphalt 19
JOACHIMI ST EMILE ST AVENUE F Local Asphalt 54
JOACHIMI ST AVENUE F AVENUE G Local Asphalt 20
JOACHIMI ST AVENUE G AVENUE H Local Asphalt 15
JOACHIMI ST AVENUE H BLANCHETTE ST Local Asphalt 32
JODY LN OLD VOTH RD WEST END Local Concrete 80
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JOESAM LN NW END SCENIC DR Local Asphalt 75
JOHNS ST BLANCHETTE ST FRANKLIN ST Local Asphalt 65
JOHNS ST ROYAL ST BLANCHETTE ST Local Asphalt 66
JOHNS ST CRAIG ST ROYAL ST Local Asphalt 50
JOHNS ST IRMA ST CRAIG ST Local Asphalt 53
JOHNS ST MILAM ST SE END Local Asphalt 41
JOHNSON ST RENAUD ST BETHLEHEM AVE Local Asphalt 96
JOHNSON ST BETHLEHEM AVE CLEVELAND ST Local Asphalt 96
JOHNSON ST STEELTON ST IRONTON AVE Local Asphalt 69
JOHNSTOWN AVE GILL ST WALTON ST Local Asphalt 61
JOHNSTOWN AVE WALTON ST HALE LN Local Asphalt 26
JOHNSTOWN AVE HALE LN LEIGHT ST Local Asphalt 46
JORDAN AVE NORTH END TRAM RD Local Concrete 93
JOSEPH ST MADDOX ST MAZZU ST Local Asphalt 17
JOSEPH ST MAZZzZU ST HIGHLAND AVE Local Asphalt 9
JOSEY ST GREEVES ST GARDNER ST Local Asphalt 29
JOSEY ST GARDNER ST DOTY ST Local Asphalt 32
JOSEY ST DOTY ST SHELBY ST Local Asphalt 25
JOSEY ST SHELBY ST CALHOUN AVE Local Asphalt 31
JOSEY ST ADSIT ST CALHOUN AVE Local Asphalt 48
JOSEY ST NORVELL ST ADSIT ST Local Asphalt 42
JOSEY ST SHEPHERD DR NORVELL ST Local Asphalt 36
JOSEY ST TODD ST SHEPHERD DR Local Asphalt 24
JOYCE LN BRETT LN PHYLLIS LN Local Concrete 80
JOYCE LN PHYLLIS LN ALECE LN Local Concrete 81
JUDY LN CONCORD RD EASTEX FWY Collector Asphalt 69
JULIE LN KRISTIN LN CLINT LN Local Concrete 65
JUNKER RD CALDER AVE WAYSIDE DR Local Asphalt 53
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JUNKER RD WAYSIDE DR JUNKER RD @WYE Local Asphalt 71
JUNKER RD JUNKER RD @WYE FALSWORTH DR Local Concrete 73
JUNKER RD JUNKER RD @WYE SOUTH END Local Asphalt 54
JUNKER RD FALSWORTH DR ARROWHEAD DR Local Concrete 70
JUNKER RD ARROWHEAD DR FRIAR TUCK LN Local Concrete 62
KAREN LN TEAKWOOD LN GARWOOD LN Local Concrete 63
KARLETTE LN AUDREE ST ROBINSON ST Local Concrete 94
KARLETTE LN ROBINSON ST BOWEN DR Local Concrete 93
KATHY LN TOLIVAR RD SHEILA LN Local Concrete 91
KATY DR MOSES ST GERALD ST Local Asphalt 41
KATY DR GERALD ST JEAN DR Local Asphalt 62
KCS ST JEFFERSON ST ARCHIE ST Local Asphalt 10
KEITH RD NORTH END PERL RD Local Asphalt 19
KEITH RD PERL RD DS@1000S PERL RD Local Asphalt 33
KEITH RD DS@1000S PERL RD SPURLOCK RD Local Asphalt 47
KEITH RD SPURLOCK RD DS@1000S SPURLOCK RD Local Asphalt 43
KEITH RD DS@1000S SPURLOCK RD DS@2000S SPURLOCK RD Local Asphalt 23
KEITH RD DS@2000S SPURLOCK RD 105 Local Asphalt 41
KEITH RD 105 CITY BOUNDARY Local Asphalt 54
KEITH RD CITY BOUNDARY DS@1000S CITY BOUNDARY Local Asphalt 22
KEITH RD DS@1000S CITY BOUNDARY DS@2000S CITY BOUNDARY Local Asphalt 25
KEITH RD DS@2000S CITY BOUNDARY DS@3000S CITY BOUNDARY Local Asphalt 39
KEITH RD DS@3000S CITY BOUNDARY DS@4000S CITY BOUNDARY Local Asphalt 39
KEITH RD DS@4000S CITY BOUNDARY DS@5000S CITY BOUNDARY Local Asphalt 38
KEITH RD DS@5000S CITY BOUNDARY Pavement Change Local Asphalt 31
KEITH RD KEITH RD KEITH RD Local Asphalt 36
KEITH RD DISHMAN RD KEITH RD Local Asphalt 53
KEITH RD KEITH RD DISHMAN RD Collector Asphalt 79
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KEITH RD KEITH RD KEITH RD Collector Asphalt 69
KEITH RD PHELAN BLVD KEITH RD Collector Asphalt 67
KEITH RD PHELAN BLVD RAILROAD Collector Asphalt 45
KEITH RD RAILROAD NORTH DS@1000S RAILROAD NORTH Collector Asphalt 33
KEITH RD DS@1000S RAILROAD NORTH DS@2000S RAILROAD NORTH Collector Asphalt 72
KEITH RD DS@2000S RAILROAD NORTH DS@3000S RAILROAD NORTH Collector Asphalt 67
KEITH RD DS@3000S RAILROAD NORTH RAILROAD SOUTH Collector Asphalt 59
KEITH RD COLLEGE ST KEITH RD Collector Asphalt 44
KELLY DR WENDELIN DR DS@1000W WENDELIN DR Local Concrete 82
KELLY DR DS@1000W WENDELIN DR LANGHAM RD Local Concrete 85
KEMPER CIR EAST END CHAMPIONS DR Local Concrete 81
KENMORE ST WOODSIDE DR MONICA ST Local Concrete 83
KENNEDY DR NORTH END HOOKS AVE Local Asphalt 27
KENNEDY DR HOOKS AVE DUFF ST Local Asphalt 35
KENNEDY DR DUFF ST KOHLER ST Local Asphalt 55
KENNEDY DR KOHLER ST PHELAN BLVD Local Asphalt 62
KENNEDY DR PHELAN BLVD PHELAN BLVD Collector Concrete 67
KENNETH AVE HARRIOT ST SABINE PASS AVE Local Asphalt 53
KENNETH AVE SABINE PASS AVE ALMA ST Local Asphalt 51
KENNETH AVE ALMA ST THREADNEEDLE ST Local Asphalt 37
KENNETH AVE THREADNEEDLE ST ELGIE ST Local Asphalt 53
KENNETH AVE ELGIE ST CHURCH ST Local Asphalt 35
KENNETH AVE CHURCH ST PIPKIN ST Local Asphalt 72
KENNETH AVE PIPKIN ST BROCKMAN ST Local Asphalt 60
KENNETH AVE BROCKMAN ST NOLAN ST Local Asphalt 52
KENNETH AVE NOLAN ST LAVACA ST Local Asphalt 59
KENNETH AVE LAVACA ST ESSEX ST Local Asphalt 75
KENNETH AVE ESSEX ST WOODROW AVE Local Asphalt 66
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KENNETH AVE WOODROW AVE PALM ST Local Asphalt 67
KENNETH AVE PALM ST VIRGINIA ST Local Asphalt 61
KENNETH AVE VIRGINIA ST CAMPUS ST Local Asphalt 59
KENNETH AVE CAMPUS ST LEGION ST Local Asphalt 66
KENNETH AVE LEGION ST ZAVALLA DR Local Asphalt 75
KENNETH AVE ZAVALLA DR BOYD ST Local Asphalt 92
KENNETH AVE BOYD ST SHELL ST Local Asphalt 95
KENNETH AVE SHELL ST SAXE ST Local Asphalt 94
KENNETH AVE SAXE ST HIGHLAND DR Local Asphalt 81
KENNETH AVE HIGHLAND DR FLORIDA AVE Local Asphalt 1
KENNETH AVE PRIVATE FLORIDA AVE Local Asphalt 37
KENNETH AVE PALERMO DR PRIVATE Local Asphalt 75
KENNETH AVE BINGMAN DR PALERMO DR Local Asphalt 57
KENNETH AVE WINFREE ST BINGMAN DR Local Asphalt 56
KENNETH AVE CARDINAL DR WINFREE ST Local Asphalt 26
KENT ST NORTH END DELAWARE ST Local Asphalt 29
KENWOOD DR EASTEX FWY LONGFELLOW DR Local Concrete 35
KENWOOD DR LONGFELLOW DR DRISKILL ST Local Concrete 54
KENWOOD DR DRISKILL ST CRAWFORD ST Local Concrete 71
KENWOOD DR CRAWFORD ST SANDWOOD LN Local Concrete 53
KENWOOD DR SANDWOOD LN 23RD ST Local Concrete 54
KILLARNEY DR SHAKESPEARE DR GALWAY DR Local Concrete 73
KILLIAN LN VANS WAY LINNS WAY Local Concrete 83
KIMBERLY DR EVENINGVIEW LN LEE ANN LN Local Concrete 76
KIMBERLY DR LEE ANN LN ENFIELD LN Local Concrete e
KINGS CT FLOWERS ST SOUTH END Local Concrete 81
KINGS ROW 21ST ST 23RD ST Local Asphalt 61
KINGSLEY DR NE END OHIO ST Local Concrete 7
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KINGSWOOD DR EAST END CURTIS CT Local Concrete 87
KINGSWOOD DR CURTIS CT BRITTINI CT Local Concrete 88
KINGSWOOD DR BRITTINI CT GARNER RD Local Concrete 91
KIPLING DR NORTH END DAWN DR Local Concrete 76
KIPLING DR DAWN DR MOONMIST DR Local Concrete 40
KIPLING DR MOONMIST DR STARDUST DR Local Concrete 45
KIPLING DR STARDUST DR TWILIGHT DR Local Concrete 31
KIPLING DR TWILIGHT DR FOLSOM DR Local Concrete 50
KIPLING DR FOLSOM DR TENNYSON DR Local Concrete 37
KIPLING DR TENNYSON DR RALEIGH DR Local Concrete 42
KIPLING DR RALEIGH DR BROWNING DR Local Concrete 39
KIPLING DR BROWNING DR MILTON DR Local Concrete 44
KIPLING DR MILTON DR SOUTH END Local Concrete 43
KIRKSLEY FOREST HOLW KIRKSLEY @TEE Local Concrete 26
KITCHNER ST RENAUD ST RATCLIFF ST Local Asphalt 59
KITCHNER ST RATCLIFF ST SOUTH END Local Asphalt 37
KNOLLWOOD DR NORWOOD DR CHATWOOD DR Local Concrete 67
KNOLLWOOD DR CHATWOOD DR STACEWOOD DR Local Concrete 71
KOHLER ST YOUNT ST KENNEDY DR Local Asphalt 50
KOHLER ST KENNEDY DR JAY DR Local Asphalt 62
KRISTIN LN TOLIVAR RD JULIE LN Local Concrete 80
LA SALLE ST EAST END BLANCH ST Local Asphalt 52
LA SALLE ST BLANCH ST JEANETTE ST Local Asphalt 43
LA SALLE ST JEANETTE ST STEVE DR Local Asphalt 56
LA SALLE ST PINE ST OSBORN ST Local Asphalt 53
LA SALLE ST OSBORN ST STEVE DR Local Asphalt 26
LA SALLE ST STEVE DR HESTER ST Local Asphalt 20
LA SALLE ST HESTER ST WILLIE MAE ST Local Asphalt 33
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LA SALLE ST WILLIE MAE ST AGNES ST Local Asphalt 28
LA SALLE ST AGNES ST EAST AGNES ST WEST Local Asphalt 12
LA SALLE ST AGNES ST BEVERLY AVE Local Asphalt 17
LA SALLE ST BEVERLY AVE BERKLEY ST Local Asphalt 64
LA SALLE ST BERKLEY ST MAGNOLIA AVE Local Asphalt 21
LABELLE RD FRINT DR DS@1000W FRINT DR Local Asphalt 70
LABELLE RD DS@1000W FRINT DR DS@2000W FRINT DR Local Asphalt 84
LABELLE RD DS@2000W FRINT DR FANNETT RD Local Asphalt 59
LAFAYETTE LN MANION DR BIENVILLE DR Local Concrete 79
LAFAYETTE LN BIENVILLE DR SW END Local Concrete '
LAFIN DR DS@3000N SE END FANNETT RD Local Concrete 81
LAFIN DR DS@2000N SE END DS@3000N SE END Local Concrete 82
LAFIN DR DS@1000N SE END DS@2000N SE END Local Concrete 84
LAFIN DR SE END DS@1000N SE END Local Concrete 85
LAKEVIEW CIR DELAWARE ST LAKEVIEW CIR @WYE Local Concrete 74
LAKEVIEW CIR LAKEVIEW CIR @WYE LAKEVIEW CIR @WYE Local Concrete 74
LAKEVIEW CIR LAKEVIEW CIR @WYE LAKEVIEW CIR @WYE Local Concrete 53
LAKEVIEW CIR LAKEVIEW CIR @WYE LAKEVIEW CIR @WYE Local Concrete 54
LAKEVIEW CIR LAKEVIEW CIR EAST LAKEVIEW CIR @WYE Local Concrete 50
LAKEWAY DR SE END IH 10 Local Concrete 85
LAKNER ST LAVACA ST IRBY ST Local Asphalt 56
LAMAR ST CARROLL ST HERRING ST Local Concrete 48
LAMAR ST HERRING ST HERRING ALY Local Concrete 42
LAMAR ST HERRING ALY VERONE ST Local Concrete 55
LAMAR ST VERONE ST LEIPER ST Local Concrete 58
LAMAR ST LEIPER ST PORT ST Local Concrete 61
LAMAR ST PORT ST LEVY ST Local Concrete 74
LAMAR ST LEVY ST BROOKLYN ST Local Concrete 73
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LAMPASSAS ST PRIMROSE ST POPE ST Local Asphalt 70
LAMPASSAS ST POPE ST SOUTH END Local Asphalt 39
LAMPMAN DR 105 SOUTH END Local Asphalt 20
LANARK LN EDSON DR DRUMMOND ST Local Asphalt 29
LANCASTER LN BEAUMONT DR WALES DR Local Concrete 59
LANCASTER LN WALES DR DOVER DR Local Concrete i
LAND ST EMMETT AVE LANGHAM ST Local Asphalt 12
LAND ST LANGHAM ST ROYAL ST Local Asphalt 10
LANDIS DR MAJOR DR Private Dr Collector Asphalt 55
LANDIS DR Private Dr EVENINGVIEW LN Collector Asphalt 96
LANDIS DR EVENINGVIEW LN ENFIELD LN Collector Asphalt 58
LANDIS DR ENFIELD LN SMELKER ST Collector Asphalt 66
LANDIS DR SMELKER ST GREEVES ST Collector Asphalt 75
LANDIS DR GREEVES ST Private Dr Collector Concrete 78
LANDIS DR Private Dr WOOTEN RD Collector Concrete 77
LANDIS DR WOOTEN RD SHELBY ST Collector Concrete 73
LANDIS DR SHELBY ST CALHOUN AVE Local Concrete 82
LANDIS DR CALHOUN AVE TODD ST Local Concrete 70
LANDRY LN SPENCER DR DS@1000W SPENCER DR Local Asphalt 55
LANDRY LN DS@1000W SPENCER DR BEAUMONT DR Local Asphalt 35
LANDRY LN BLUEBERRY LN BEAUMONT DR Local Asphalt 68
LANDRY LN NORTH END BLUEBERRY LN Local Asphalt 59
LANGHAM RD CALDER AVE LONGWOOD ST Collector Asphalt 96
LANGHAM RD LONGWOOD ST WOODWAY DR Collector Asphalt 93
LANGHAM RD WOODWAY DR TOWNHOUSE LN Collector Asphalt 80
LANGHAM RD TOWNHOUSE LN MEADOW WAY Collector Asphalt 76
LANGHAM RD MEADOW WAY FAIRMEADOW ST Collector Asphalt 70
LANGHAM RD FAIRMEADOW ST RAILROAD Collector Asphalt 42
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LANGHAM RD RAILROAD WESTWOOD BLVD Collector Asphalt 28
LANGHAM RD WESTWOOD BLVD COLLEGE ST Collector Asphalt 26
LANGHAM RD COLLEGE ST DS@1000S COLLEGE ST Collector Concrete 88
LANGHAM RD DS@1000S COLLEGE ST ENGELBRECHT DR Collector Concrete 94
LANGHAM RD ENGELBRECHT DR KELLY DR Collector Concrete 92
LANGHAM RD KELLY DR DS@1000S KELLY DR Collector Concrete 92
LANGHAM RD DS@1000S KELLY DR WASHINGTON BLVD Collector Concrete 91
LANGHAM ST PENNSYLVANIA ST PARK ST Local Asphalt 30
LANGHAM ST PARK ST NECHES ST Local Asphalt 31
LANGHAM ST NECHES ST GRAY ST Local Asphalt 61
LANGHAM ST GRAY ST LAND ST Local Asphalt 65
LANSING DR LOCKWOOD DR ELAINE DR Local Concrete 78
LANSING DR ELAINE DR WISTERIA DR Local Concrete 66
LANTANA LN WILDFLOWER DR ROSEWOOD LN Local Concrete 79
LAREDO ST LUCAS DR WILSON ST Local Asphalt 88
LARKSPUR LN AZALEA DR CAMELLIA DR Local Concrete 73
LARRY LN EAST END COMSTOCK RD Local Concrete 74
LAURA LN WESCALDER RD WEST END Local Concrete 81
LAUREL ST ORLEANS ST PARK ST Collector Concrete 80
LAUREL ST PARK ST WILLOW ST Local Concrete 82
LAUREL ST WILLOW ST LAUREL ST @WYE Local Concrete 82
LAUREL ST LAUREL ST @WYE NECHES ST Local Concrete 81
LAUREL ST LAUREL ST @WYE NECHES ST Local Concrete 71
LAUREL ST NECHES ST EAST NECHES ST WEST Local Concrete 81
LAUREL ST NECHES ST MAGNOLIA AVE Local Concrete 81
LAUREL ST MAGNOLIA AVE FORREST ST Local Concrete 83
LAUREL ST FORREST ST CENTER ST Local Concrete 81
LAUREL ST CENTER ST EWING ST Local Concrete 82
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LAUREL ST EWING ST OAKLAND ST Local Concrete 78
LAUREL ST OAKLAND ST MARTIN LUTHER KING PKWY Local Concrete 80
LAUREL ST MARTIN LUTHER KING PKWY MARIPOSA ST Local Concrete 78
LAUREL ST MARIPOSA ST GULF ST Local Concrete 82
LAUREL ST GULF ST RAILROAD Local Concrete 78
LAUREL ST RAILROAD 1ST ST Local Concrete 66
LAUREL ST 1ST ST 2ND ST Local Concrete 79
LAUREL ST 2ND ST 3RD ST Local Concrete 83
LAUREL ST 3RD ST 4TH ST Local Concrete 80
LAUREL ST 4TH ST 5TH ST Local Concrete 81
LAUREL ST 5TH ST 6TH ST Local Concrete 83
LAUREL ST 6TH ST GUFFEY ST Local Concrete 82
LAUREL ST GUFFEY ST 7TH ST Local Concrete 75
LAUREL ST 7TH ST MINOR ST Local Concrete 81
LAUREL ST MINOR ST 8TH ST Local Concrete s
LAUREL ST 8TH ST DUPERIER ST Local Concrete 78
LAUREL ST DUPERIER ST 9TH ST Local Concrete 79
LAUREL ST 9TH ST 10TH ST Local Concrete 81
LAUREL ST 10TH ST EAST 10TH ST WEST Local Concrete e
LAUREL ST 10TH ST OXFORD ST Local Concrete 80
LAUREL ST OXFORD ST 11TH ST Local Concrete 82
LAUREL ST 11TH ST 12TH ST Collector Concrete 89
LAUREL ST 12TH ST LAUREL ST @WYE Collector Concrete 91
LAUREL ST LAUREL ST @WYE 15TH ST Collector Concrete 91
LAUREL ST LAUREL ST @WYE 13TH ST Local Concrete 78
LAUREL ST SAWYER ST 13TH ST Local Concrete 87
LAUREL ST 11TH ST SAWYER ST Local Concrete 81
LAUREL ST 13TH ST 14TH ST Local Concrete 81
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LAUREL ST 14TH ST Private Dr Local Concrete 81
LAUREL ST 12TH ST 15TH ST Arterial Concrete 82
LAUREL ST 15TH ST INTERSTATE 10 Arterial Concrete 88
LAUREL ST Private Dr IH 10 Local Concrete 82
LAUREL ST INTERSTATE 10 LAUREL ST @WYE Arterial Concrete 87
LAUREL ST LAUREL ST @WYE PHELAN BLVD Arterial Concrete 87
LAUREL ST LAUREL ST @WYE PHELAN BLVD Arterial Concrete 84
LAUREL ST IH 10 18TH ST Collector Asphalt 57
LAUREL ST 18TH ST 21ST ST Collector Asphalt 80
LAUREL ST 21ST ST 23RD ST Collector Asphalt 94
LAUREL ST 23RD ST OFFICE PARK DR Collector Concrete 64
LAUREL ST OFFICE PARK DR SPARROW WAY Collector Concrete 46
LAUREL ST SPARROW WAY CANARY LN Local Concrete 47
LAUREL ST CANARY LN WREN WAY Local Concrete 68
LAUREL ST WREN WAY CALDWOOD DR Local Concrete 74
LAURELWOOD ST CHAMPIONS DR THOREAU ST Local Concrete 96
LAURELWOOD ST THOREAU ST WEST END Local Concrete 89
LAVACA ST EAST END MARTIN LUTHER KING PKWY Local Asphalt 51
LAVACA ST MARTIN LUTHER KING PKWY EAST MARTIN LUTHER KING PKWY WEST Arterial Concrete 82
LAVACA ST MARTIN LUTHER KING PKWY EAST MARTIN LUTHER KING PKWY WEST Arterial Concrete 78
LAVACA ST MARTIN LUTHER KING PKWY LAVACA ST @WYE Arterial Concrete 76
LAVACA ST LAVACA ST @WYE UNIVERSITY DR Arterial Concrete 74
LAVACA ST UNIVERSITY DR EAST UNIVERSITY DR WEST Arterial Concrete 92
LAVACA ST UNIVERSITY DR HARTEL ST Arterial Concrete 75
LAVACA ST HARTEL ST HOWARD ST Arterial Concrete 71
LAVACA ST HOWARD ST MADDOX ST Arterial Concrete 64
LAVACA ST MADDOX ST ROTHWELL ST Arterial Concrete 74
LAVACA ST ROTHWELL ST SULLIVAN ST Arterial Concrete 79
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LAVACA ST SULLIVAN ST REED ST Arterial Concrete e
LAVACA ST REED ST GRANDBERRY ST Arterial Concrete 75
LAVACA ST GRANDBERRY ST SPARKS ST Arterial Concrete 73
LAVACA ST SPARKS ST HIGHLAND AVE Arterial Concrete 74
LAVACA ST HIGHLAND AVE LAKNER ST Arterial Concrete 76
LAVACA ST HIGHLAND AVE LAKNER ST Local Concrete 67
LAVACA ST LAKNER ST IRVING AVE Arterial Concrete 73
LAVACA ST IRVING AVE BRANDON AVE Arterial Concrete 75
LAVACA ST BRANDON AVE KENNETH AVE Arterial Concrete e
LAVACA ST KENNETH AVE OGDEN AVE Arterial Concrete 76
LAVACA ST OGDEN AVE FONVILLE AVE Arterial Concrete 74
LAVACA ST FONVILLE AVE PARK ST Arterial Concrete 72
LAVACA ST PARK ST ECTOR AVE Arterial Concrete 72
LAVACA ST ECTOR AVE CHAISON AVE Arterial Concrete 75
LAVACA ST CHAISON AVE CONGRESS AVE Arterial Concrete 75
LAVACA ST CONGRESS AVE AVENUE A Arterial Concrete 72
LAVACA ST AVENUE A INEZ ST Arterial Concrete 73
LAVACA ST INEZ ST AVENUE B Arterial Concrete 74
LAVACA ST AVENUE B RAILROAD Arterial Concrete 72
LAVACA ST RAILROAD CADILLAC LN Arterial Concrete 72
LAVERNA DR PARKVIEW DR SOUTH END Local Asphalt 78
LAWRENCE DR NORTH END PINEY POINT LN Local Asphalt 44
LAWRENCE DR PINEY POINT LN WHITE OAK LN Local Asphalt 88
LAWRENCE DR WHITE OAK LN POST OAK LN Local Asphalt 95
LAWRENCE DR POST OAK LN HOUSE RD Local Asphalt 90
LAWRENCE DR HOUSE RD CHINN LN Local Asphalt 94
LAWRENCE DR SUNNYDALE LN NE SUNNYDALE LN SW Local Asphalt 96
LAWRENCE DR EASTEX FWY OLD VOTH RD Local Asphalt 27
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LAWSON ST SABINE PASS AVE WEST END Local Asphalt 51
LAZY LN EAST END SHADY LN Local Concrete 60
LE BLEU BAYOU RD 23RD ST Local Concrete 76
LEDET RD EAST END BIGNER RD Local Asphalt 86
LEE ANN LN SKYVIEW DR KIMBERLY DR Local Concrete 78
LEE ST POPLAR ST BROOKLYN ST Local Asphalt 24
LEE ST BROOKLYN ST WEST END Local Asphalt 15
LEE ST MARTIN LUTHER KING PKWY SABINE PASS AVE Local Asphalt 74
LEGION ST KENNETH AVE FONVILLE AVE Local Asphalt 22
LEGION ST FONVILLE AVE PARK ST Local Asphalt 21
LEIGHT ST MAGNOLIA AVE WEST ST Local Asphalt 77
LEIGHT ST WEST ST EAST WEST ST WEST Local Asphalt 66
LEIGHT ST WEST ST QUINN ST Local Asphalt 44
LEIGHT ST QUINN ST YOUNGSTOWN ST Local Asphalt 64
LEIGHT ST YOUNGSTOWN ST BETTY LN Local Asphalt 76
LEIGHT ST BETTY LN JOHNSTOWN AVE Local Asphalt 68
LEIGHT ST JOHNSTOWN AVE SCRANTON ST Local Asphalt 67
LEIGHT ST SCRANTON ST ST HELENA ST Local Asphalt 28
LEIGHT ST ST HELENA ST EAST ST HELENA ST WEST Local Asphalt 76
LEIGHT ST ST HELENA ST RENAUD ST Local Asphalt 72
LEIGHT ST RENAUD ST CLEVELAND ST Local Asphalt 44
LEIPER ST BUFORD ST STEWART ST Local Asphalt 53
LEIPER ST STEWART ST LAMAR ST Local Asphalt 40
LEIPER ST LAMAR ST POWELL ST Local Asphalt 63
LEIPER ST POWELL ST SCHWARNER ST Local Asphalt 54
LEIPER ST SCHWARNER ST LINCOLN ST Local Asphalt 48
LEIPER ST LINCOLN ST GRANT ST Local Asphalt 61
LELA ST BOB ST BROUSSARD ST Local Asphalt 61
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LELA ST BROUSSARD ST MARIE ST Local Asphalt 61
LELA ST MARIE ST LOU ST Local Asphalt 96
LELA ST LOU ST USAN ST Local Asphalt 95
LELA ST USAN ST HOUSTON ST Local Asphalt 26
LELA ST HOUSTON ST GARDEN ST Local Asphalt 56
LELA ST GARDEN ST GOLIAD ST Local Asphalt 56
LELA ST GOLIAD ST PRADICE ST Local Asphalt 28
LELA ST 4TH ST WEST END Local Asphalt 44
LEON ST PRESTON ST GOLIAD ST Local Asphalt 18
LETHIA ST TENAHA ST TANNIS ST Local Asphalt 24
LETHIA ST TANNIS ST PRIMER ST Local Concrete 68
LETHIA ST PRIMER ST PRISCILLA ST Local Concrete 61
LETHIA ST PRISCILLA ST VIRGIL ST Local Concrete 71
LETHIA ST VIRGIL ST PINE ST Local Concrete 76
LEVY ST BUFORD ST STEWART ST Local Asphalt 47
LEVY ST STEWART ST LAMAR ST Local Asphalt 55
LEVY ST LAMAR ST POWELL ST Local Asphalt 40
LEWIS DR OLD VOTH RD BORDAGES LN Local Asphalt 62
LEWIS DR BORDAGES LN WEST END Local Asphalt 60
LEXINGTON DR DOWLEN RD DS@1000W DOWLEN RD Local Concrete 70
LEXINGTON DR DS@1000W DOWLEN RD LEXINGTON CT Local Concrete 61
LIBBY LN BENNETT RD NATHAN ST Local Asphalt 80
LIBERTY AVE MAIN ST PEARL ST Local Asphalt 83
LIBERTY AVE PEARL ST ORLEANS ST Local Asphalt 81
LIBERTY AVE ORLEANS ST WILLOW ST Local Asphalt 85
LIBERTY AVE WILLOW ST NECHES ST Local Asphalt 82
LIBERTY AVE NECHES ST MAGNOLIA AVE Local Concrete 83
LIBERTY AVE MAGNOLIA AVE FORREST ST Local Concrete 83
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LIBERTY AVE FORREST ST CENTER ST Local Concrete 83
LIBERTY AVE CENTER ST EWING ST Local Concrete 88
LIBERTY AVE EWING ST OAKLAND ST Local Concrete 85
LIBERTY AVE OAKLAND ST MARTIN LUTHER KING PKWY Local Concrete 82
LIBERTY AVE MARTIN LUTHER KING PKWY GULF ST Local Concrete 82
LIBERTY AVE GULF ST RAILROAD Local Concrete 83
LIBERTY AVE RAILROAD 1ST ST Local Concrete 75
LIBERTY AVE 1ST ST 2ND ST Local Concrete 82
LIBERTY AVE 2ND ST 3RD ST Local Concrete 83
LIBERTY AVE 3RD ST 4TH ST Local Concrete 83
LIBERTY AVE 4TH ST 5TH ST Local Concrete 84
LIBERTY AVE 5TH ST 6TH ST Local Concrete 83
LIBERTY AVE 6TH ST 7TH ST Local Concrete 82
LIBERTY AVE 7TH ST 8TH ST Local Concrete 83
LIBERTY AVE 8TH ST 9TH ST Local Concrete 85
LIBERTY AVE 9TH ST 10TH ST Local Concrete 83
LIBERTY AVE 10TH ST 11TH ST Local Concrete 80
LIBERTY AVE 11TH ST 12TH ST Arterial Concrete 82
LIBERTY AVE 13TH ST 14TH ST Local Concrete 86
LIBERTY AVE 14TH ST 15TH ST Local Concrete 83
LIBERTY AVE 15TH ST IH 10 Local Concrete 82
LIBERTY AVE IH 10 18TH ST Collector Concrete 79
LIBERTY AVE 18TH ST LIBERTY AVE @WYE Collector Concrete e
LIGGETT ST NATHAN ST AUDREE ST Local Concrete 93
LIGGETT ST AUDREE ST ROBINSON ST Local Concrete 92
LIGHTFOOT ST 11TH ST DELAWARE ST Local Concrete 74
LIGHTFOOT ST 11TH ST 16TH ST Local Asphalt 61
LILAC LN PANSY DR CARNATION DR Local Concrete 71
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LILAC LN CARNATION DR DAISY DR Local Concrete 63
LIMERICK DR SHAKESPEARE DR DS@1000W SHAKESPEARE DR Local Concrete 84
LIMERICK DR DS@1000W SHAKESPEARE DR GALWAY DR Local Concrete 82
LINCOLN DR PRADICE ST 4TH ST Local Concrete 15
LINCOLN ST CARROLL ST VERONE ST Local Asphalt 27
LINCOLN ST VERONE ST LEIPER ST Local Asphalt 50
LINCOLN ST LEIPER ST POPLAR ST Local Asphalt 66
LINCOLN ST POPLAR ST PEAR ST Local Asphalt 35
LINCOLN ST PEAR ST BROOKLYN ST Local Asphalt 29
LINCOLN ST BROOKLYN ST EAST BROOKLYN ST WEST Local Asphalt 64
LINCOLN ST BROOKLYN ST PECAN ST Local Asphalt 26
LINCOLN ST PECAN ST IRVING AVE Local Asphalt 33
LINDA LN OAKS LN DS@1000W OAKS LN Local Asphalt 40
LINDA LN DS@1000W OAKS LN ELLEN LN Local Asphalt 45
LINDA LN ELLEN LN EAST ELLEN LN WEST Local Asphalt 67
LINDA LN ELLEN LN PLANT RD Local Asphalt 54
LINDBERGH DR CALDWOOD DR MAITLAND ST Collector Concrete 68
LINDBERGH DR MAITLAND ST WALL ST Collector Concrete 73
LINDBERGH DR WALL ST COLLEGE ST Collector Concrete 62
LINDBERGH DR COLLEGE ST BYRD ST Collector Asphalt 74
LINDBERGH DR BYRD ST DS@1000S BYRD ST Collector Asphalt 92
LINDBERGH DR DS@1000S BYRD ST DS@2000S BYRD ST Collector Asphalt 82
LINDBERGH DR DS@2000S BYRD ST WASHINGTON BLVD Collector Asphalt 90
LINKWOOD DR NORWOOD DR STACEWOOD DR Local Concrete 75
LINNS WAY DELAWARE ST KILLIAN LN Local Concrete e
LINNS WAY KILLIAN LN WEBB LN Local Concrete 78
LINNS WAY WEBB LN THAD LN Local Concrete i
LINSON ST WIESS ST SIMMONS ST Local Asphalt 15
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LINSON ST SIMMONS ST PLUM ST Local Asphalt 15
LINSON ST PLUM ST COTTONWOOD ST Local Asphalt 18
LINSON ST COTTONWOOD ST LIVE OAK ST Local Asphalt 23
LINSON ST LIVE OAK ST SPRUCE ST Local Asphalt 15
LINSON ST SPRUCE ST CALDWELL AVE Local Asphalt 22
LINSON ST CALDWELL AVE MAPLE ST Local Asphalt 41
LINSON ST MAPLE ST ISLA ST Local Asphalt 28
LINSON ST ISLA ST IH 10 Local Asphalt 13
LITTLECHASE DR EAST END NORTHCHASE AVE Local Concrete 89
LITTLECHASE DR NORTHCHASE AVE WEST END Local Concrete 86
LITTLEFIELD ST EAST END TARA DR Local Concrete 74
LITTLEFIELD ST TARA DR WEST END Local Concrete 68
LITTLEJOHN DR FALSWORTH DR ARROWHEAD DR Local Concrete 45
LITTLEJOHN DR ARROWHEAD DR FRIAR TUCK LN Local Concrete 50
LITTLEWOOD DR EAST END AVENUE BELLE CHASE Local Concrete 86
LITTLEWOOD DR AVENUE BELLE CHASE SHADOW BEND AVE Local Concrete 75
LITTLEWOOD DR SHADOW BEND AVE WEST END Local Concrete 71
LIVE OAK ST PINE ST TEXAS AVE Local Asphalt 49
LIVE OAK ST TEXAS AVE GRAND ST Local Asphalt 53
LIVE OAK ST GRAND ST MAGNOLIA AVE Local Asphalt 42
LIVE OAK ST MAGNOLIA AVE CABLE AVE Collector Asphalt 61
LIVE OAK ST CABLE AVE FORREST ST Collector Asphalt 51
LIVE OAK ST FORREST ST LINSON ST Collector Asphalt 56
LIVE OAK ST LINSON ST COAST ST Collector Asphalt 47
LIVE OAK ST COAST ST GULF ST Collector Asphalt 49
LIVE OAK ST GULF ST LIVE OAK ST @WYE Collector Concrete 93
LIVE OAK ST LIVE OAK ST @WYE JIROU ST Collector Concrete 86
LIVE OAK ST LIVE OAK ST @WYE MARTIN LUTHER KING PKWY Collector Concrete 90
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LIVE OAK ST JIROU ST CONCORD RD Collector Concrete 90
LIVE OAK ST ST HELENA ST OMAHA ST Local Asphalt 55
LIVE OAK ST OMAHA ST WEST END Local Asphalt 66
LIVE OAK TRL FOLSOM DR GREENBRIAR LN Local Concrete 81
LIVE OAK TRL GREENBRIAR LN TIMBERLINE LN Local Concrete 74
LIVE OAK TRL TIMBERLINE LN ROLLINGBROOK LN Local Concrete 71
LOCKSLEY RD FOREST HOLW WEST END Local Concrete 79
LOCKWOOD DR WEDGEWOOD DR SALEM CIR Local Concrete 75
LOCKWOOD DR SALEM CIR LANSING DR Local Concrete 75
LOLA LN MORROGH ST RUTH DR Local Concrete 73
LOMBARD ST SOMERSET ST MONICA ST Local Concrete 79
LONG AVE PINE ST PEARL ST Local Concrete 46
LONG AVE PEARL ST WILLOW ST Local Concrete 68
LONG AVE WILLOW ST GRAND ST Local Asphalt 46
LONG AVE GRAND ST MAGNOLIA AVE Local Asphalt 56
LONG AVE MAGNOLIA AVE STEPHENSON ST Local Asphalt 49
LONG AVE STEPHENSON ST FORREST ST Local Asphalt 40
LONG AVE FORREST ST CENTER ST Local Asphalt 53
LONG AVE CENTER ST EWING ST Local Asphalt 35
LONG AVE EWING ST OAKLAND ST Local Asphalt 23
LONG AVE OAKLAND ST RAILROAD Local Asphalt 20
LONG AVE 1ST ST 3RD ST Local Asphalt 76
LONG AVE 3RD ST 4TH ST Local Asphalt 61
LONG AVE ATH ST 5TH ST Local Asphalt 43
LONG AVE 5TH ST 6TH ST Local Asphalt 29
LONG AVE 6TH ST 7TH ST Local Asphalt 34
LONG AVE 7TH ST 8TH ST Local Asphalt 32
LONG AVE 8TH ST 9TH ST Local Asphalt 38
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LONG AVE 9TH ST 10TH ST Local Asphalt 51
LONG AVE 10TH ST 11TH ST Local Asphalt 53
LONG AVE 19TH ST 20TH ST Local Asphalt 68
LONG AVE 20TH ST 21ST ST Local Asphalt 63
LONG AVE 21ST ST 22ND ST Local Asphalt 75
LONG RD CALDER AVE SOUTH END Local Asphalt 48
LONGFELLOW DR AUSTIN ST KENWOOD DR Collector Concrete 72
LONGFELLOW DR KENWOOD DR DURWOOD DR Collector Concrete 65
LONGFELLOW DR DURWOOD DR CRESTWOOD DR Collector Concrete 43
LONGFELLOW DR CRESTWOOD DR BRENTWOOD DR Collector Concrete 40
LONGFELLOW DR BRENTWOOD DR GLADYS AVE Collector Concrete 49
LONGFELLOW DR GLADYS AVE EVALON AVE Collector Concrete 39
LONGFELLOW DR EVALON AVE HARRISON AVE Collector Concrete 61
LONGMEADOW ST LONGWOOD ST WOODWAY DR Local Concrete 69
LONGMEADOW ST WOODWAY DR TOWNHOUSE LN Local Concrete 62
LONGMEADOW ST TOWNHOUSE LN MEADOW WAY Local Concrete 69
LONGMEADOW ST MEADOW WAY FAIRMEADOW ST Local Concrete 70
LONGWOOD ST EAST END OAKHURST LN Local Concrete 54
LONGWOOD ST OAKHURST LN LONGMEADOW ST Local Concrete 72
LONGWOOD ST LONGMEADOW ST LANGHAM RD Local Concrete 7
LOOP RD STONETOWN RD DS@1000S STONETOWN RD Local Asphalt 36
LOOP RD DS@1000S STONETOWN RD MITCHELL RD Local Asphalt 26
LOOP RD MITCHELL RD OAK RDG Local Asphalt 44
LOOP RD OAK RDG DS@1000S OAK RDG Local Asphalt 39
LOOP RD DS@1000S OAK RDG BROUSSARD RD Local Asphalt 24
LORELOCK LN REDWOOD DR FRENCH RD Local Asphalt 24
LORI LN TOLIVAR RD SHEILA LN Local Concrete 93
LORILEE ST BIGNER RD WEST END Local Asphalt 8
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LORILEE ST EAST END HELBIG RD Local Asphalt 17
LOU ST MAY ST HEBERT ST Local Asphalt 75
LOU ST HEBERT ST NORA ST Local Asphalt 50
LOU ST NORA ST LELA ST Local Asphalt 60
LOU ST LELA ST SARAH ST Local Asphalt 75
LOU ST SARAH ST SOUTH END Local Asphalt 64
LOUISIANA ST WILLOW ST GRAND ST Local Asphalt 74
LOUISIANA ST GRAND ST MAGNOLIA AVE Local Asphalt 85
LOUISIANA ST EWING ST OAKLAND ST Local Asphalt 75
LOUISIANA ST OAKLAND ST MARTIN LUTHER KING PKWY Local Asphalt 75
LOUISIANA ST MARTIN LUTHER KING PKWY EAST MARTIN LUTHER KING PKWY WEST Local Concrete 83
LOUISIANA ST MARTIN LUTHER KING PKWY JIROU ST Local Asphalt 79
LOUISIANA ST JIROU ST VALENTINE ST Local Asphalt 70
LOUISIANA ST VALENTINE ST AVERILL ST Local Asphalt 78
LOUISIANA ST IH 10 7TH ST Local Concrete 48
LOUISIANA ST 7TH ST 8TH ST Local Asphalt 64
LOUISIANA ST 8TH ST 9TH ST Local Asphalt 48
LOUISIANA ST 9TH ST 10TH ST Local Asphalt 49
LOUISIANA ST 10TH ST 11TH ST Local Asphalt 41
LOUISIANA ST 11TH ST IH 10 Local Asphalt 43
LUCAS DR PINE ST COUNTRY CLUB BLVD Collector Asphalt 80
LUCAS DR COUNTRY CLUB BLVD COLEMAN ST Collector Asphalt 88
LUCAS DR COLEMAN ST DS@1000W COLEMAN ST Collector Asphalt 44
LUCAS DR DS@1000W COLEMAN ST DS@2000W COLEMAN ST Collector Asphalt 56
LUCAS DR DS@2000W COLEMAN ST WINDSOR DR Collector Asphalt 46
LUCAS DR WINDSOR DR PENNOCK ST Collector Asphalt 61
LUCAS DR PENNOCK ST SUTHERLAND ST Collector Asphalt 60
LUCAS DR SUTHERLAND ST MAGNOLIA AVE Collector Asphalt 56
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LUCAS DR MAGNOLIA AVE CLEVELAND ST Arterial Asphalt 51
LUCAS DR CLEVELAND ST BIRMINGHAM ST Arterial Asphalt 46
LUCAS DR BIRMINGHAM ST PITTSBURGH ST Arterial Asphalt 41
LUCAS DR PITTSBURGH ST COATSVILLE ST Arterial Asphalt 54
LUCAS DR COATSVILLE ST STEELTON ST Arterial Asphalt 49
LUCAS DR STEELTON ST FORT DR Arterial Asphalt 38
LUCAS DR FORT DR IRONTON AVE Arterial Asphalt 51
LUCAS DR IRONTON AVE DETROIT AVE Arterial Asphalt 43
LUCAS DR DETROIT AVE IDYLWOOD ST Arterial Asphalt 44
LUCAS DR IDYLWOOD ST BUFFALO ST Arterial Asphalt 53
LUCAS DR BUFFALO ST ABILENE AVE Arterial Asphalt 46
LUCAS DR ABILENE AVE GALVESTON AVE Arterial Asphalt 50
LUCAS DR GALVESTON AVE WILSHIRE DR Arterial Asphalt 38
LUCAS DR WILSHIRE DR LAREDO ST Arterial Asphalt 30
LUCAS DR LAREDO ST LUFKIN ST Arterial Asphalt 40
LUCAS DR LUFKIN ST BIGNER RD Arterial Asphalt 48
LUCAS DR BIGNER RD DALLAS AVE Arterial Asphalt 41
LUCAS DR DALLAS AVE EL PASO ST Arterial Asphalt 42
LUCAS DR EL PASO ST HARDING DR Arterial Asphalt 39
LUCAS DR HARDING DR HELBIG RD Arterial Asphalt 48
LUCAS DR HELBIG RD RAILROAD Arterial Asphalt 56
LUCAS DR RAILROAD PINE BURR BLVD Arterial Asphalt 53
LUCAS DR PINE BURR BLVD CONCORD RD Arterial Asphalt 44
LUCAS DR CONCORD RD DS@1000S CONCORD RD Arterial Asphalt 45
LUCAS DR DS@1000S CONCORD RD LUCAS DR @WYE Arterial Asphalt 47
LUCAS DR LUCAS DR @WYE EASTEX FWY Arterial Concrete 68
LUCAS DR EASTEX FWY EASTEX FWY HWY Concrete 67
LUCAS DR EASTEX FWY EASTEX FWY HWY Concrete 63
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LUCAS DR EASTEX FWY EASTEX FWY HWY Concrete 67
LUCAS DR LUCAS DR @WYE Connector Arterial Concrete 66
LUCAS DR EASTEX FWY LUCAS DR @WYE Arterial Concrete 67
LUCAS DR Connector FOLSOM DR Arterial Concrete 72
LUCAS DR FOLSOM DR ARTHUR ST Arterial Concrete 76
LUCAS DR ARTHUR ST COOLIDGE ST Arterial Concrete 81
LUCAS DR COOLIDGE ST STONE BROOK CT Arterial Concrete 82
LUCAS DR STONE BROOK CT BROWNSTONE DR Arterial Concrete 85
LUCAS DR BROWNSTONE DR SANDLEWOOD Arterial Concrete 81
LUCAS DR PARK LN DS@1000S PARK LN Arterial Concrete 82
LUCAS DR DS@1000S PARK LN DS@2000S PARK LN Arterial Concrete 83
LUCAS DR DS@2000S PARK LN DELAWARE ST Arterial Concrete 80
LUCAS DR DELAWARE ST DS@1000S DELAWARE ST Arterial Concrete 86
LUCAS DR DS@1000S DELAWARE ST EAST DR Arterial Concrete 82
LUCAS DR EAST DR DS@1000S EAST DR Arterial Concrete 87
LUCAS DR DS@1000S EAST DR GLADYS AVE Arterial Concrete 83
LUCAS DR GLADYS AVE DS@1000S GLADYS AVE Arterial Concrete 83
LUCAS DR DS@1000S GLADYS AVE EAST DR Arterial Concrete 81
LUCAS DR EAST DR CALDER AVE Arterial Concrete 83
LUCAS DR CALDER AVE BROADWAY ST Arterial Concrete 81
LUCAS DR BROADWAY ST PHELAN BLVD Arterial Concrete 83
LUCAS DR PHELAN BLVD NORTH PHELAN BLVD SOUTH Arterial Concrete 80
LUCAS DR NORTH END CALDER AVE Local Concrete 91
LUCAS DR EAST DR SOUTH END Local Concrete 87
LUCILLE ST EAST END BOB ST Local Asphalt 28
LUCILLE ST BOB ST WEST END Local Concrete 81
LUFKIN ST LUCAS DR PARIS ST Local Asphalt 40
LUFKIN ST PARIS ST DALLAS AVE Local Asphalt 61
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LYDIA ST EDMONDS AVE SOUTH END Local Asphalt 59
LYLE ST EAST END NECHES ST Local Asphalt 52
LYLE ST NECHES ST VICTORIA ST Local Asphalt 72
LYLE ST VICTORIA ST ORANGE AVE Local Asphalt 68
LYLE ST ORANGE AVE AVENUE A Local Asphalt 72
LYLE ST AVENUE A AVENUE B Local Asphalt 52
LYLE ST AVENUE B AVENUE C Local Asphalt 59
LYLE ST AVENUE C AVENUE D Local Asphalt 41
LYLE ST AVENUE D AVENUE E Local Asphalt 25
LYNWOOD DR HYBROOK LN ARTHUR ST Local Asphalt 25
LYNWOOD DR HAYES LN HYBROOK LN Local Asphalt 35
LYNWOOD DR HAYES LN EAST HAYES LN WEST Local Asphalt 41
LYNWOOD DR HAYES LN HYBROOK LN Local Asphalt 61
LYNWOOD DR HYBROOK LN ARTHUR ST Local Asphalt 72
LYNWOOD DR ARTHUR ST TAFT ST Local Asphalt 42
MADDOX ST LAVACA ST IRBY ST Local Asphalt 41
MADDOX ST IRBY ST CASTON ST Local Asphalt 46
MADDOX ST CASTON ST DEWEY ST Local Asphalt 27
MADDOX ST DEWEY ST WOODROW AVE Local Asphalt 35
MADDOX ST WOODROW AVE VIRGINIA ST Local Asphalt 38
MADDOX ST VIRGINIA ST ALABAMA AVE Local Asphalt 38
MADDOX ST ALABAMA AVE GARLAND AVE Local Asphalt 41
MADDOX ST GARLAND AVE IOWA ST Local Asphalt 29
MADDOX ST GILES ST IOWA ST Local Asphalt 49
MADDOX ST GILES ST JOSEPH ST Local Asphalt 44
MADDOX ST JOSEPH ST FLORIDA AVE Local Asphalt 33
MADDOX ST FLORIDA AVE MADDOX CIR Local Asphalt 96
MADERA LN HEIGHTS AVE WEST END Local Concrete 90
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MADISON AVE SYCAMORE ST HEMLOCK ST Local Concrete 62
MADISON AVE HEMLOCK ST POPLAR ST Local Concrete 45
MADISON AVE POPLAR ST BROOKLYN ST Local Concrete 37
MADISON AVE BROOKLYN ST VAN BUREN ST Local Concrete 75
MADISON AVE VAN BUREN ST MARTIN LUTHER KING PKWY Local Concrete 80
MADISON RIDGE EAST END WELLINGTON PL Local Concrete 94
MADRID DR NORWOOD DR CHATWOOD DR Local Concrete 72
MADRID DR CHATWOOD DR STACEWOOD DR Local Concrete 69
MADRID DR STACEWOOD DR BRANDYWINE ST Local Concrete 73
MADRID DR BRANDYWINE ST MONTERREY DR Local Concrete 74
MADRID DR MONTERREY DR SHAKESPEARE DR Local Concrete 75
MAGAZINE ST PINE ST WALNUT ST Local Concrete 85
MAGAZINE ST WALNUT ST MAIN ST Local Concrete 81
MAGAZINE ST MAIN ST PEARL ST Local Concrete 78
MAGNOLIA AVE LUCAS DR TYLER ST Arterial Asphalt 54
MAGNOLIA AVE TYLER ST RIVERCREST ST Arterial Asphalt 58
MAGNOLIA AVE RIVERCREST ST TAYLOR ST Arterial Asphalt 54
MAGNOLIA AVE TAYLOR ST TRINIDAD ST Arterial Asphalt 42
MAGNOLIA AVE TRINIDAD ST WILSON ST Arterial Asphalt 43
MAGNOLIA AVE WILSON ST PARRY ST Arterial Asphalt 38
MAGNOLIA AVE PARRY ST FILLMORE ST Arterial Asphalt 44
MAGNOLIA AVE FILLMORE ST PIERCE ST Arterial Asphalt 33
MAGNOLIA AVE PIERCE ST BUCHANAN ST Arterial Asphalt 33
MAGNOLIA AVE BUCHANAN ST LA SALLE ST Arterial Asphalt 43
MAGNOLIA AVE LA SALLE ST GILL ST Arterial Asphalt 43
MAGNOLIA AVE GILL ST WALTON ST Arterial Asphalt 44
MAGNOLIA AVE WALTON ST HALE LN Arterial Asphalt 28
MAGNOLIA AVE HALE LN LEIGHT ST Arterial Asphalt 39
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MAGNOLIA AVE LEIGHT ST EARL ST Arterial Asphalt 34
MAGNOLIA AVE EARL ST PRINCE ST Arterial Asphalt 34
MAGNOLIA AVE PRINCE ST POPE ST Arterial Asphalt 36
MAGNOLIA AVE POPE ST DELAWARE ST Arterial Asphalt 33
MAGNOLIA AVE DELAWARE ST GLASSHOUSE ST Arterial Asphalt 51
MAGNOLIA AVE GLASSHOUSE ST WIESS ST Arterial Asphalt 37
MAGNOLIA AVE WIESS ST SIMMONS ST Arterial Asphalt 31
MAGNOLIA AVE SIMMONS ST PLUM ST Arterial Asphalt 32
MAGNOLIA AVE PLUM ST COTTONWOOD ST Arterial Asphalt 29
MAGNOLIA AVE COTTONWOOD ST LIVE OAK ST Arterial Asphalt 20
MAGNOLIA AVE LIVE OAK ST SPRUCE ST Arterial Asphalt 29
MAGNOLIA AVE SPRUCE ST CALDWELL AVE Arterial Asphalt 29
MAGNOLIA AVE CALDWELL AVE MAPLE ST Arterial Asphalt 24
MAGNOLIA AVE MAPLE ST ISLA ST Arterial Asphalt 26
MAGNOLIA AVE ISLA ST ELM ST Arterial Asphalt 39
MAGNOLIA AVE ELM ST PEACH ST Arterial Asphalt 44
MAGNOLIA AVE PEACH ST CATALPA ST Arterial Asphalt 38
MAGNOLIA AVE CATALPA ST IH 10 Arterial Asphalt 31
MAGNOLIA AVE IH 10 IH 10 HWY Concrete 73
MAGNOLIA AVE IH 10 IH 10 HWY Concrete 72
MAGNOLIA AVE IH 10 LOUISIANA ST Collector Asphalt 43
MAGNOLIA AVE LOUISIANA ST GLADYS AVE Collector Asphalt 43
MAGNOLIA AVE GLADYS AVE CONCORD RD Collector Asphalt 29
MAGNOLIA AVE CONCORD RD MILLER ST Collector Asphalt 26
MAGNOLIA AVE MILLER ST ASHLEY AVE Collector Asphalt 32
MAGNOLIA AVE ASHLEY AVE LONG AVE Collector Asphalt 14
MAGNOLIA AVE LONG AVE HARRISON AVE Collector Asphalt 14
MAGNOLIA AVE HARRISON AVE HAZEL AVE Collector Asphalt 19
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MAGNOLIA AVE HAZEL AVE NORTH ST Collector Asphalt 20
MAGNOLIA AVE NORTH ST MCFADDIN AVE Collector Asphalt 13
MAGNOLIA AVE MCFADDIN AVE CALDER AVE Collector Asphalt 24
MAGNOLIA AVE CALDER AVE BROADWAY ST Local Asphalt 23
MAGNOLIA AVE BROADWAY ST LIBERTY AVE Local Asphalt 56
MAGNOLIA AVE LIBERTY AVE LAUREL ST Local Asphalt 23
MAHAN DR NORTH END CASEY DR Local Concrete 81
MAHOGANY RUN WILLOW BEND DR INVERNESS DR Local Concrete 74
MAIDA RD EAST END BIGNER RD Local Asphalt 12
MAIDA RD BIGNER RD DS@1000W BIGNER RD Local Asphalt 42
MAIDA RD DS@1000W BIGNER RD DS@2000W BIGNER RD Local Asphalt 43
MAIDA RD DS@2000W BIGNER RD BARRETT RD Local Asphalt 35
MAIDA RD BARRETT RD MAZZOLA DR Local Asphalt 56
MAIDA RD MAZZOLA DR HELBIG RD Local Asphalt 48
MAIME ST JIROU ST AVERILL ST Local Concrete 78
MAIME ST AVERILL ST WEST END Local Concrete 78
MAIN ST PINE ST HARRISON AVE Local Asphalt 36
MAIN ST HARRISON AVE HAZEL AVE Local Asphalt 46
MAIN ST HAZEL AVE NORTH ST Local Asphalt 45
MAIN ST NORTH ST MAGAZINE ST Local Asphalt 69
MAIN ST MAGAZINE ST ELIZABETH ST Local Asphalt 27
MAIN ST ELIZABETH ST CALDER AVE Local Asphalt 64
MAIN ST MULBERRY ST CALDER AVE Collector Concrete 81
MAIN ST LIBERTY AVE MULBERRY ST Collector Concrete 81
MAIN ST CROCKETT ST LIBERTY AVE Collector Concrete 84
MAIN ST PINE ST CROCKETT ST Collector Concrete 83
MAIN ST BOWIE ST PINE ST Collector Concrete 83
MAIN ST Private Dr BOWIE ST Collector Concrete 86
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MAIN ST FORSYTHE ST Private Dr Collector Concrete 82
MAIN ST COLLEGE ST FORSYTHE ST Collector Concrete 83
MAIN ST RAILROAD COLLEGE ST Collector Concrete 91
MAIN ST FRANKLIN ST RAILROAD Collector Concrete 90
MAIN ST BLANCHETTE ST FRANKLIN ST Local Concrete 81
MAITLAND ST CHAMBERLIN DR LINDBERGH DR Local Asphalt 20
MAJOR DR TRAM RD DS@1000S TRAM RD Collector Asphalt 79
MAJOR DR DS@1000S TRAM RD DS@2000S TRAM RD Collector Asphalt 68
MAJOR DR DS@2000S TRAM RD DS@3000S TRAM RD Collector Asphalt 54
MAJOR DR DS@3000S TRAM RD DS@4000S TRAM RD Collector Asphalt 65
MAJOR DR DS@4000S TRAM RD DS@5000S TRAM RD Collector Asphalt 46
MAJOR DR DS@5000S TRAM RD Canal Crossing Collector Asphalt 65
MAJOR DR Canal Crossing DS@1000S Canal Crossing Collector Asphalt 61
MAJOR DR DS@1000S Canal Crossing GREENFIELD DR Collector Asphalt 63
MAJOR DR GREENFIELD DR WALKER RD Collector Asphalt 57
MAJOR DR WALKER RD PEPPERWOOD LN Collector Asphalt 58
MAJOR DR PEPPERWOOD LN SILVERWOOD LN Collector Asphalt 71
MAJOR DR SILVERWOOD LN GRIFFING RD Collector Asphalt 64
MAJOR DR GRIFFING RD PERL RD Collector Asphalt 71
MAJOR DR PERL RD DS@1000S PERL RD Collector Asphalt 81
MAJOR DR DS@1000S PERL RD SPURLOCK RD Collector Asphalt 83
MAJOR DR SPURLOCK RD GRIFFING BLVD Collector Asphalt 82
MAJOR DR GRIFFING BLVD NEW Collector Asphalt 78
MAJOR DR NEW PINDO CIR Collector Asphalt 80
MAJOR DR PINDO CIR WINDCASTLE DR Collector Asphalt 78
MAJOR DR WINDCASTLE DR 105 Collector Asphalt 59
MAJOR DR DS@3000W 105 SW END Collector Asphalt 23
MAJOR DR DS@2000W 105 DS@3000W 105 Collector Asphalt 36
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MAJOR DR DS@1000W 105 DS@2000W 105 Collector Asphalt 60
MAJOR DR 105 DS@1000W 105 Collector Asphalt 35
MALLETT ST HIGHLAND DR CUCHIA Local Asphalt 46
MANCHESTER CT WINDSOR PKWY SOUTH END Local Concrete 84
MANION DR MAJOR DR PARK MEADOW DR Collector Asphalt 90
MANION DR PARK MEADOW DR LAFAYETTE LN Collector Asphalt 96
MANION DR LAFAYETTE LN SUN MEADOW DR Collector Asphalt 54
MANION DR SUN MEADOW DR BRUIN BLVD Collector Asphalt 43
MANION DR BRUIN BLVD GREEN MEADOW Collector Asphalt 44
MANION DR GREEN MEADOW MEADOWLAND DR Collector Concrete i
MANION DR MEADOWLAND DR CROSSMEADOW DR Collector Concrete 75
MANION DR CROSSMEADOW DR Private Dr Collector Concrete 73
MANION DR Private Dr MEADOWRIDGE DR Collector Concrete 73
MANION DR MEADOWRIDGE DR PRIVATE Collector Concrete 76
MANION DR PRIVATE EAST PRIVATE WEST Collector Concrete 72
MANION DR PRIVATE SPRINGMEADOW DR Collector Concrete 74
MANNING ST ASTOR ST TALIAFERRO ST Local Concrete 88
MANNING ST TALIAFERRO ST PINE ST Local Concrete 86
MANOR ST CIRCUIT DR CLINTON ST Local Asphalt 28
MANOR ST CLINTON ST HOOKS AVE Local Asphalt 25
MAPES ST EAST END SHELBY ST Local Concrete i
MAPES ST SHELBY ST CALHOUN AVE Local Concrete 76
MAPES ST CALHOUN AVE WEST END Local Concrete 80
MAPLE ST PINE ST TEXAS AVE Local Asphalt 36
MAPLE ST TEXAS AVE GRAND ST Local Asphalt 37
MAPLE ST GRAND ST MAGNOLIA AVE Local Asphalt 20
MAPLE ST MAGNOLIA AVE CABLE AVE Local Asphalt 29
MAPLE ST CABLE AVE FORREST ST Local Asphalt 15
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MAPLE ST FORREST ST LINSON ST Local Asphalt 48
MAPLE ST LINSON ST OAKLAND ST Local Asphalt 61
MAPLE ST OAKLAND ST DEXTER ST Local Asphalt 63
MAPLE ST DEXTER ST MARTIN LUTHER KING PKWY Local Asphalt 71
MAPLE ST MARTIN LUTHER KING PKWY GULF ST Local Concrete 83
MAPLEWOOD LN MINGLEWOOD DR REDWOOD DR Local Asphalt 53
MARCELINE BLVD CALDER AVE SOUTH END Local Asphalt 82
MARCUS DR CLIFTON ST 105 Local Asphalt 74
MARGARET LN EAST END DONNA LN Local Asphalt 8
MARGARET LN DONNA LN DS@1000W DONNA LN Local Asphalt 21
MARGARET LN DS@1000W DONNA LN ELLEN LN Local Asphalt 19
MARGARET LN ELLEN LN AVIE LN Local Asphalt 29
MARGO LN SPENCER DR THAMES DR Local Asphalt 84
MARGO LN THAMES DR HAMILTON DR Local Asphalt 74
MARGO LN HAMILTON DR BEAUMONT DR Local Asphalt 40
MARIE ST SOUTHERLAND ST POTTS ST Local Asphalt 16
MARIE ST POTTS ST HEGELE ST Local Asphalt 49
MARIE ST HEGELE ST BARBARA LYNN/OLLIE ST Local Asphalt 57
MARIE ST BARBARA LYNN/OLLIE ST MAY ST Local Asphalt 79
MARIE ST MAY ST HEBERT ST Local Asphalt 70
MARIE ST HEBERT ST NORA ST Local Asphalt 52
MARIE ST NORA ST LELA ST Local Asphalt 36
MARIE ST LELA ST SARAH ST Local Asphalt 47
MARIE ST SARAH ST SOUTH END Local Asphalt 42
MARIGOLD ST HEBERT ST BURTON ST Local Asphalt 36
MARINA DR Private Dr SOUTH END Local Asphalt 88
MARINA DR Private Dr DS@1000W Private Dr Local Asphalt 78
MARINA DR DS@1000W Private Dr DS@2000W Private Dr Local Asphalt 71
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MARINA DR DS@2000W Private Dr NEW Local Asphalt 43
MARIPOSA ST MARTIN LUTHER KING PKWY LAUREL ST Local Concrete 81
MARIPOSA ST LAUREL ST SOUTH ST Local Asphalt 54
MARIPOSA ST SOUTH ST COLLIS ST Local Asphalt 35
MARSHALL PLACE CT NORTH END MARSHALL PLACE DR Local Concrete 78
MARSHALL PLACE DR MARSHALL PLACE CT GLADYS AVE Local Concrete i
MARSHALL PLACE DR MARSHALL PLACE CT MARSHALL WOODS DR Local Concrete e
MARSHALL PLACE DR MARSHALL WOODS DR STACEWOOD DR Local Concrete 70
MARSHALL PLACE DR NORTH END STACEWOOD DR Local Concrete 75
MARSHALL WOODS DR NORTH END MARSHALL PLACE DR Local Concrete 79
MARTHA LN MARTHA LN MARTHA LN @WYE Local Asphalt 16
MARTHA LN MARTHA LN @WYE TRAM RD Local Asphalt 37
MARTIN LUTHER KING PKWY VAN BUREN ST MADISON AVE Local Concrete 84
MARTIN LUTHER KING PKWY MADISON AVE DOUCETTE AVE Collector Concrete 85
MARTIN LUTHER KING PKWY DOUCETTE AVE SABINE PASS AVE Collector Concrete 86
MARTIN LUTHER KING PKWY SABINE PASS AVE PENNSYLVANIA ST Collector Concrete 74
MARTIN LUTHER KING PKWY PENNSYLVANIA ST PARK ST Collector Concrete 81
MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY PARK ST Collector Concrete 81
MARTIN LUTHER KING PKWY PARK ST NECHES ST Collector Concrete 81
MARTIN LUTHER KING PKWY NECHES ST UNDERHILL AVE Collector Concrete 79
MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY @WYE EASY ST Collector Concrete 79
MARTIN LUTHER KING PKWY PARK ST EASY ST Collector Concrete 83
MARTIN LUTHER KING PKWY LAVACA ST MARTIN LUTHER KING PKWY @WYE Local Concrete 67
MARTIN LUTHER KING PKWY PENNSYLVANIA ST PARK ST Collector Concrete 80
MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY @WYE PENNSYLVANIA ST NW Collector Concrete 81
MARTIN LUTHER KING PKWY LAVACA ST SE LAVACA ST NW Local Concrete 46
MARTIN LUTHER KING PKWY DS@1000N VIRGINIA ST LAVACA ST Local Concrete 58
MARTIN LUTHER KING PKWY VIRGINIA ST DS@1000N VIRGINIA ST Local Concrete 49
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MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY @WYE MARTIN LUTHER KING PKWY @WYE Collector Concrete 80
MARTIN LUTHER KING PKWY VAN BUREN ST CORLEY AVE Local Concrete 83
MARTIN LUTHER KING PKWY FULTON AVE VAN BUREN ST Local Concrete 84
MARTIN LUTHER KING PKWY FULTON AVE SE FULTON AVE NW Local Concrete 86
MARTIN LUTHER KING PKWY FULTON AVE LEE ST Local Concrete 79
MARTIN LUTHER KING PKWY VIRGINIA ST SE VIRGINIA ST NW Local Concrete 46
MARTIN LUTHER KING PKWY COLORADO AVE VIRGINIA ST Local Concrete 52
MARTIN LUTHER KING PKWY ALABAMA AVE COLORADO AVE Local Concrete 53
MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY @WYE VIRGINIA ST Local Concrete 70
MARTIN LUTHER KING PKWY GEORGIA AVE MARTIN LUTHER KING PKWY @WYE Arterial Concrete 88
MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY @WYE ALABAMA AVE Local Asphalt 75
MARTIN LUTHER KING PKWY VIRGINIA ST DS@1000N VIRGINIA ST Local Concrete 65
MARTIN LUTHER KING PKWY DS@21000N VIRGINIA ST LAVACA ST Local Concrete 57
MARTIN LUTHER KING PKWY LAVACA ST VILLIVA LN Local Concrete 52
MARTIN LUTHER KING PKWY ISLA ST IH 10 HWY Concrete 81
MARTIN LUTHER KING PKWY CONCORD RD ISLA ST HWY Concrete 82
MARTIN LUTHER KING PKWY MAPLE ST CONCORD RD HWY Concrete 82
MARTIN LUTHER KING PKWY CALDWELL AVE MAPLE ST HWY Concrete 83
MARTIN LUTHER KING PKWY CALDWELL AVE GULF ST HWY Concrete 80
MARTIN LUTHER KING PKWY GULF ST LIVE OAK ST HWY Concrete 90
MARTIN LUTHER KING PKWY LIVE OAK ST CONCORD RD HWY Concrete 87
MARTIN ST TALIAFERRO ST PINE ST Local Asphalt 29
MARTIN ST PINE ST HALL ST Local Asphalt 58
MARY ST ST ANTHONY ST SABINE PASS AVE Local Concrete 82
MASHED O ST BRICKYARD RD SOUTH END Local Asphalt 76
MASTERSON DR NORTH END POTTER DR Local Asphalt 24
MASTERSON DR POTTER DR COBURN DR Local Asphalt 24
MATTHEWS RD PRUTZMAN ST PHELAN BLVD Local Asphalt 76
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MAXWELL DR SPARROW WAY CAMBRIDGE LN Local Concrete 72
MAY ST SP RD BOB ST Local Asphalt 73
MAY ST BOB ST INCA ST Local Asphalt 44
MAY ST INCA ST BROUSSARD ST Local Asphalt 71
MAY ST BROUSSARD ST MARIE ST Local Asphalt 39
MAY ST MARIE ST WACO ST Local Asphalt 85
MAY ST WACO ST LOU ST Local Asphalt 52
MAY ST LOU ST USAN ST Local Asphalt 51
MAYHAW DR WOODLAND PARK DR AVIE LN Local Concrete e
MAYHAW DR AVIE LN SASSAFRAS LN Local Concrete 60
MAYHAW DR SASSAFRAS LN WILDWOOD DR Local Concrete 54
MAYHAW DR WILDWOOD DR TUPELO LN Local Concrete 57
MAYHAW DR TUPELO LN CHINQUAPIN LN Local Concrete 55
MAYHAW DR CHINQUAPIN LN ADA AVE Local Concrete 52
MAZZOLA DR MAZZOLA DR @WYE MAIDA RD Local Concrete 70
MAZZOLA DR MAZZOLA DR EAST MAZZOLA DR @WYE Local Concrete 82
MAZzU ST IOWA ST GILES ST Local Asphalt 31
MAZZU ST GILES ST JOSEPH ST Local Asphalt 43
MAZzU ST JOSEPH ST FLORIDA AVE Local Asphalt 30
MCANELLY DR EAST END OAKS LN Local Concrete 80
MCANELLY DR EAST END MULDOON LN Local Asphalt 23
MCANELLY DR MULDOON LN PLANT RD Local Asphalt 37
MCFADDIN AVE WILLOW ST MAGNOLIA AVE Local Asphalt 52
MCFADDIN AVE MAGNOLIA AVE FORREST ST Local Asphalt 37
MCFADDIN AVE FORREST ST CENTER ST Local Asphalt 32
MCFADDIN AVE CENTER ST EWING ST Local Asphalt 20
MCFADDIN AVE EWING ST OAKLAND ST Local Asphalt 13
MCFADDIN AVE OAKLAND ST MARTIN LUTHER KING PKWY Local Asphalt 24
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MCFADDIN AVE MARTIN LUTHER KING PKWY RAILROAD Local Asphalt 50
MCFADDIN AVE RAILROAD 1ST ST Local Asphalt 63
MCFADDIN AVE 1ST ST 2ND ST Local Asphalt 56
MCFADDIN AVE 2ND ST 3RD ST Local Asphalt 48
MCFADDIN AVE 3RD ST 4TH ST Local Asphalt 42
MCFADDIN AVE 4TH ST 5TH ST Local Asphalt 25
MCFADDIN AVE 5TH ST 6TH ST Local Asphalt 38
MCFADDIN AVE 6TH ST 7TH ST Local Asphalt 37
MCFADDIN AVE 7TH ST 8TH ST Local Asphalt 40
MCFADDIN AVE 8TH ST 9TH ST Local Asphalt 33
MCFADDIN AVE 9TH ST 10TH ST Local Asphalt 31
MCFADDIN AVE 10TH ST 11TH ST Local Asphalt 45
MCFADDIN AVE 14TH ST 15TH ST Local Concrete 17
MCFADDIN AVE 15TH ST IH 10 Local Asphalt 39
MCFADDIN AVE IH 10 18TH ST Local Asphalt 94
MCGOVERN ST IRVING AVE TILSON ST Local Asphalt 93
MCGOVERN ST TILSON ST ST ANTHONY ST Local Asphalt 94
MCGOVERN ST ST ANTHONY ST TURON ST Local Asphalt 92
MCGOVERN ST TURON ST SABINE PASS AVE Local Asphalt 94
MCHALE ST BIGNER RD DS@1000W BIGNER RD Local Asphalt 59
MCHALE ST DS@1000W BIGNER RD HELBIG RD Local Asphalt 21
MCLEAN DR ARMSTRONG DR BRADFORD DR Local Asphalt 23
MCLEAN DR BRADFORD DR ELDRIDGE DR Local Asphalt 48
MCLEAN DR ELDRIDGE DR TROJAN DR Local Asphalt 46
MCLEAN DR TROJAN DR MAJOR DR Local Asphalt 60
MCLEAN DR MAJOR DR DS@1000W MAJOR DR Collector Asphalt 68
MCLEAN DR DS@1000W MAJOR DR ENFIELD LN Collector Asphalt 81
MCLEAN DR ENFIELD LN SMELKER ST Collector Asphalt 95
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MCLEAN DR SMELKER ST GREEVES ST Collector Asphalt 81
MCLEAN DR GREEVES ST DS@1000W GREEVES ST Local Asphalt 27
MCLEAN DR DS@1000W GREEVES ST SHELBY ST Local Asphalt 27
MCLEAN DR SHELBY ST CALHOUN AVE Local Asphalt 33
MEADOW RUN DISHMAN RD BLUE STEM Local Concrete 87
MEADOW RUN BLUE STEM SOUTH END Local Concrete 86
MEADOW WAY YORKTOWN LN GEORGETOWN DR Collector Concrete 59
MEADOW WAY GEORGETOWN DR LONGMEADOW ST Collector Concrete 60
MEADOW WAY LONGMEADOW ST LANGHAM RD Collector Concrete 56
MEADOWBEND DR WILDEMEADOW DR MEADOWLAND DR Local Concrete 82
MEADOWBEND DR MEADOWRIDGE DR WILDEMEADOW DR Local Concrete 82
MEADOWBROOK DR WESTMEADOW DR SPRINGMEADOW DR Local Concrete 80
MEADOWCREEK DR WESTMEADOW DR SPRINGMEADOW DR Local Concrete 83
MEADOWICK DR MEADOWVALE DR SPRINGMEADOW DR Local Concrete 83
MEADOWICK DR WESTMEADOW DR MEADOWVALE DR Local Concrete 81
MEADOWLAND DR NORTHMEADOW DR GLEN MEADOW LN Local Concrete 80
MEADOWLAND DR GLEN MEADOW LN BRIARMEADOW DR Local Concrete 78
MEADOWLAND DR BRIARMEADOW DR MEADOWBEND DR Local Concrete 78
MEADOWLAND DR MEADOWBEND DR MANION DR Local Concrete 78
MEADOWRIDGE DR NORTHMEADOW DR MEADOWBEND DR Local Concrete 81
MEADOWRIDGE DR MEADOWBEND DR CROSSMEADOW DR Local Concrete 76
MEADOWRIDGE DR CROSSMEADOW DR MANION DR Local Concrete 79
MEADOWVALE DR MEADOWICK DR SOUTHMEADOW DR Local Concrete 82
MEADOWVIEW RD EAST END PARK NORTH DR Local Concrete 61
MEADOWVIEW RD HOMER DR PARK NORTH DR Local Concrete 56
MEADOWVIEW RD CHINN LN HOMER DR Local Concrete 74
MEDICAL CENTER DR HOSPITAL DR MEDICAL CENTER DR @WYE Local Concrete 54
MEDICAL CENTER DR MEDICAL CENTER DR @WYE NW END Local Concrete 74
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MEDICAL CENTER DR MEDICAL CENTER DR @WYE COLLEGE ST Local Concrete 80
MEDINAH DR SEMINOLE DR WEST END Local Concrete 81
MEL SHA LN ROBERTS RD DS@1000S ROBERTS RD Local Asphalt 53
MEL SHA LN DS@1000S ROBERTS RD SEALE RD Local Asphalt 51
MELROSE ST HOLST ST RIDGEWOOD ST Local Asphalt 67
MELROSE ST RIDGEWOOD ST GAGER AVE Local Asphalt 45
MERCANTILE ST VIRGINIA ST BURGUNDY PL Local Asphalt 48
MERCANTILE ST BURGUNDY PL DAUPHINE PL Local Asphalt 44
MERCANTILE ST DAUPHINE PL CARDINAL DR Local Asphalt 53
MERILEE LN EAST END EMBER LN Local Concrete 76
MERION DR SAWGRASS CIR MYRTLE BEACH DR Local Concrete 79
MERLOT DR EAST END AVENUE MONTCLAIRE Local Concrete 91
METROPOLITAN CT METROPOLITAN DR SOUTH END Local Concrete 90
METROPOLITAN DR DOWLEN RD UNKNOWN Local Concrete 81
METROPOLITAN DR UNKNOWN METROPOLITAN CT Local Concrete 74
METROPOLITAN DR METROPOLITAN CT DS@1000W METROPOLITAN CT Local Concrete 82
METROPOLITAN DR DS@1000W METROPOLITAN CT WEST END Local Concrete 91
METZ ST HIGHLAND DR SOUTH END Local Asphalt 39
MICHELLE CV TANGLEDAHL LN PINKSTAFF LN Local Concrete 74
MIDFORD DR CANTERBURY DR CALDWOOD DR Local Asphalt 50
MILAM ST PEARL ST ORLEANS ST Local Asphalt 43
MILAM ST ORLEANS ST PARK ST Local Asphalt 61
MILAM ST PARK ST NECHES ST Local Asphalt 59
MILAM ST NECHES ST TRINITY ST Local Asphalt 42
MILAM ST TRINITY ST ARCHIE ST Local Asphalt 40
MILAM ST ARCHIE ST JOHNS ST Local Concrete 21
MILAM ST JOHNS ST SW END Local Concrete 41
MILAM ST VICTORIA ST ORANGE AVE Local Asphalt 20
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MILAM ST ORANGE AVE AVENUE A Local Asphalt 44
MILAM ST AVENUE A AVENUE B Local Asphalt 28
MILAM ST AVENUE B AVENUE C Local Asphalt 47
MILAM ST AVENUE C AVENUE D Local Asphalt 56
MILAM ST AVENUE D AVENUE E Local Asphalt 24
MILAM ST AVENUE F AVENUE G Local Asphalt 24
MILAM ST AVENUE G AVENUE H Local Asphalt 54
MILAM ST AVENUE H AVENUE | Local Asphalt 33
MILAM ST AVENUE | RAILROAD Local Asphalt 29
MILAM ST RAILROAD HOUSTON ST Local Asphalt 45
MILAM ST HOUSTON ST AMARILLO ST Local Asphalt 16
MILAM ST AMARILLO ST GOLIAD ST Local Asphalt 20
MILAM ST GOLIAD ST SAN JACINTO ST Local Asphalt 15
MILAM ST SAN JACINTO ST 4TH ST Local Asphalt 54
MILAM ST ATH ST QUINCY ST Local Asphalt 56
MILAM ST QUINCY ST WEST END Local Asphalt 22
MILAM ST EAST END PRIVATE Local Asphalt 60
MILAM ST PRIVATE 7TH ST Local Asphalt 72
MILAM ST 7TH ST 8TH ST Local Asphalt 75
MILAM ST 8TH ST SKIPWITH ST Local Asphalt 68
MILAM ST SKIPWITH ST CONDON ST Local Asphalt 48
MILAM ST CONDON ST 11TH ST Local Asphalt 64
MILAM ST 11TH ST 12TH ST Local Asphalt 68
MILAM ST 12TH ST IH 10 Local Asphalt 79
MILAM ST IH 10 WEST END Local Concrete 94
MILAM ST EAST END DENTON DR Local Asphalt 15
MILAM ST DENTON DR 23RD ST Local Asphalt 12
MILLER ST PINE ST EAST PINE ST WEST Collector Asphalt 33
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MILLER ST PINE ST PEARL ST Collector Asphalt 31
MILLER ST WILLOW ST GRAND ST Local Asphalt 96
MILLER ST GRAND ST MAGNOLIA AVE Local Asphalt 70
MILLER ST MAGNOLIA AVE STEPHENSON ST Local Asphalt 33
MILLER ST STEPHENSON ST FORREST ST Local Asphalt 60
MILTON DR KIPLING DR CECIL DR Local Concrete 52
MIMOSA LN RIKISHA LN SOUTH END Local Concrete 48
MINGLEWOOD DR OAKWOOD LN ASHWOOD LN Local Asphalt 46
MINGLEWOOD DR ASHWOOD LN MAPLEWOOD LN Local Asphalt 78
MINGLEWOOD DR MAPLEWOOD LN WILLOWOOD LN Local Asphalt 32
MINGLEWOOD DR WILLOWOOD LN TIMBERWOOD LN Local Asphalt 44
MINGLEWOOD DR TIMBERWOOD LN DOGWOOD LN Local Asphalt 62
MINGLEWOOD DR DOGWOOD LN BLACKMON LN Local Asphalt 62
MINGLEWOOD DR BLACKMON LN WILLOWOOD LN Local Asphalt 64
MINGLEWOOD DR WILLOWOOD LN DELAWARE ST Local Asphalt 43
MINNER DR EAST END GARNER RD Local Concrete 70
MINNIE DR EAST END SIGNORA ST Local Concrete 82
MINNIE DR SIGNORA ST WEST END Local Concrete 91
MINOR ST LAUREL ST SOUTH ST Local Asphalt 47
MINOR ST SOUTH ST PECOS ST Local Asphalt 50
MINOR ST PECOS ST ANGELINA ST Local Concrete 68
MINOR ST ANGELINA ST RUSK ST Local Asphalt 26
MINOR ST RUSK ST SMART ST Local Asphalt 20
MISSISSIPPI NEVADA NEW YORK BLVD Local Concrete 91
MISSISSIPPI NEW YORK BLVD OKLAHOMA Local Concrete 87
MISTLETOE DR CALDWOOD DR CALDER AVE Local Concrete i
MITCHELL RD LOOP RD SE END Local Asphalt 38
MOCKINGBIRD LN WILLOWGLEN DR WEST END Local Concrete 79
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MONICA ST WILLOWGLEN DR SOMERSET ST Local Concrete 78
MONICA ST SOMERSET ST WOODSIDE DR Local Concrete 78
MONICA ST KENMORE ST WOODSIDE DR Local Concrete 83
MONICA ST LOMBARD ST KENMORE ST Local Concrete 7
MONICA ST JHOOD ST LOMBARD ST Local Concrete 75
MONICA ST WASHINGTON BLVD J HOOD ST Local Concrete 82
MONROE ST EAST END CLEVELAND ST Local Asphalt 20
MONROE ST CLEVELAND ST BIRMINGHAM ST Local Asphalt 71
MONROE ST BIRMINGHAM ST PITTSBURGH ST Local Asphalt 53
MONROE ST PITTSBURGH ST COATSVILLE ST Local Asphalt 65
MONROE ST COATSVILLE ST STEELTON ST Local Asphalt 84
MONROE ST STEELTON ST IRONTON AVE Local Asphalt 78
MONTANA AVE NEVADA NEW YORK BLVD Local Concrete 94
MONTANA AVE NEW YORK BLVD WEST END Local Concrete 92
MONTCLAIR DR CAMBRIDGE LN SE CAMBRIDGE LN NW Local Concrete 73
MONTERREY DR WESTGATE DR MADRID DR Local Concrete 73
MONTERREY DR MADRID DR DS@1000S MADRID DR Local Concrete 72
MONTERREY DR DS@1000S MADRID DR SHAKESPEARE DR Local Concrete 71
MONTICELLO ST EAST END TARA DR Local Concrete 80
MONTICELLO ST TARA DR WEST END Local Concrete 73
MONTROSE ST COLLEGE ST BRIGHTON DR Local Asphalt 52
MONTROSE ST BRIGHTON DR DS@1000S BRIGHTON DR Local Asphalt 29
MONTROSE ST DS@1000S BRIGHTON DR DS@2000S BRIGHTON DR Local Asphalt 31
MONTROSE ST DS@2000S BRIGHTON DR WASHINGTON BLVD Local Asphalt 21
MOONMIST DR KIPLING DR DAWN DR Local Concrete 68
MOORE DR EAST END MAJOR DR Local Concrete 91
MORGAN LN EAST END MAJOR DR Collector Asphalt 66
MORNINGSIDE ST NE END MORNINGSIDE ST @WYE Local Asphalt 62
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MORNINGSIDE ST MORNINGSIDE ST @WYE HALE LN Local Asphalt 72
MORNINGSIDE ST MORNINGSIDE ST @WYE NW END Local Asphalt 80
MORROGH ST BAYOU RD LOLA LN Local Concrete 65
MOSES ST WESCALDER RD KATY DR Local Asphalt 52
MOSS ST GOLIAD ST PRADICE ST Local Asphalt 78
MOUTON ST NORTH END SARAH ST Local Asphalt 13
MUELA CREEK DR DOWLEN OLD RD WEST END Local Concrete 93
MUELLER ST EAST END PINE ST Local Asphalt 85
MULBERRY CYPRESS ST WEST END Local Asphalt 63
MULBERRY ST PINE ST WALNUT ST Local Asphalt 43
MULBERRY ST WALNUT ST MAIN ST Local Asphalt 42
MULDOON LN NORTH END ROSEMARY DR Local Asphalt 8
MULDOON LN ROSEMARY DR MCANELLY DR Local Asphalt 40
MUNICIPAL DR WASHINGTON BLVD WAVERLY ST Local Asphalt 36
MUNSTERMAN PL FOREST PARK DR SOUTH END Local Asphalt 69
MYRNA LOY DR BONNIE LEE LN HIGHLAND AVE Local Concrete 68
MYRTLE BEACH DR CYPRESS PT MERION DR Local Concrete 82
MYRTLE BEACH DR MERION DR MAHOGANY RUN Local Concrete 82
N CALDWOOD DR EAST END BERKSHIRE LN Local Asphalt 56
N CALDWOOD DR BERKSHIRE LN CALDWOOD DR Local Concrete 61
N CALDWOOD DR CALDWOOD DR N CALDWOOD DR @WYE Local Asphalt 83
N CALDWOOD DR N CALDWOOD DR @WYE CALDWOOD DR Local Asphalt 92
N CALDWOOD DR N CALDWOOD DR @WYE CENTRAL CALDWOOD DR Local Asphalt 95
N CALDWOOD DR CENTRAL CALDWOOD DR CALDWOOD DR Local Asphalt 87
NANTUCKET DR AUTUMN DR COLLIER RD Local Concrete 62
NATALIE ST PIPKIN ST NW END Local Asphalt 66
NATALIE ST ADAMS ST PIPKIN ST Local Asphalt 83
NATCHEZ TRCE EAST END SAVANNAH TRCE Local Concrete 83
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NATHAN ST EAST END LIBBY LN Local Concrete 70
NATHAN ST LIBBY LN LIGGETT ST Local Concrete 77
NATHAN ST LIGGETT ST HELBIG RD Local Concrete 93
NAVAJO TRL DAKOTA DR DS@1000S DAKOTA DR Local Concrete 52
NAVAJO TRL DS@1000S DAKOTA DR 105 Local Concrete 61
NECHES ST LIBERTY AVE LAUREL ST Local Concrete 94
NECHES ST LAUREL ST CROCKETT ST Local Asphalt 86
NECHES ST BOWIE ST CROCKETT ST Local Asphalt 92
NECHES ST FANNIN ST BOWIE ST Local Asphalt 83
NECHES ST FORSYTHE ST FANNIN ST Local Asphalt 86
NECHES ST WALL ST FORSYTHE ST Local Asphalt 91
NECHES ST COLLEGE ST WALL ST Local Asphalt 92
NECHES ST GILBERT ST COLLEGE ST Local Asphalt 64
NECHES ST MILAM ST GILBERT ST Local Asphalt 42
NECHES ST FRANKLIN ST MILAM ST Local Asphalt 40
NECHES ST FRANKLIN ST BLANCHETTE ST Local Asphalt 40
NECHES ST BLANCHETTE ST EMMETT AVE Local Asphalt 46
NECHES ST EMMETT AVE LANGHAM ST Local Asphalt 49
NECHES ST LANGHAM ST ROYAL ST Local Asphalt 50
NECHES ST ROYAL ST CRAIG ST Local Asphalt 45
NECHES ST CRAIG ST IRMA ST Local Asphalt 31
NECHES ST IRMA ST FAY ST Local Asphalt 27
NECHES ST FAY ST UNDERHILL AVE Local Asphalt 41
NECHES ST UNDERHILL AVE MARTIN LUTHER KING PKWY Local Asphalt 57
NECHES ST NORTH END EMMA ST Local Asphalt 52
NECHES ST EMMA ST LYLE ST Local Asphalt 45
NECHES ST LYLE ST BOLIVAR ST Local Asphalt 64
NECHES ST BOLIVAR ST NORTH BOLIVAR ST SOUTH Local Asphalt 65
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NECHES ST BOLIVAR ST CORLEY AVE Local Asphalt 69
NECHES ST CORLEY AVE CARTWRIGHT ST Local Asphalt 41
NECHES ST CARTWRIGHT ST ROBERTS ST Local Asphalt 55
NECHES ST ROBERTS ST PRAIRIE ST Local Asphalt 65
NECHES ST PRAIRIE ST WASHINGTON BLVD Local Asphalt 57
NEICY ST ST ANTHONY ST SABINE PASS AVE Local Asphalt 62
NELKIN LN BIGNER RD ROSLYN CT Local Concrete 71
NELKIN LN ROSLYN CT JENARD LN Local Concrete 60
NELSON ST SOUTHERLAND ST POTTS ST Local Asphalt 7
NELSON ST POTTS ST HEGELE ST Local Asphalt 10
NEUMANN LN NORTH END WESTHAVEN DR Local Concrete 75
NEVADA MONTANA AVE SE END Local Concrete 85
NEVADA MISSISSIPPI MONTANA AVE Local Concrete 86
NEVADA NEW YORK BLVD MISSISSIPPI Local Concrete 86
NEVADA NEW YORK BLVD OKLAHOMA Local Concrete 86
NEW YORK BLVD WASHINGTON BLVD ARKANSAS Collector Concrete 82
NEW YORK BLVD ARKANSAS NEVADA Collector Concrete 78
NEW YORK BLVD NEVADA MISSISSIPPI Collector Concrete 81
NEW YORK BLVD MISSISSIPPI MONTANA AVE Collector Concrete 81
NEW YORK BLVD MONTANA AVE SOUTH END Collector Concrete 89
NEWFIELD LN MAJOR DR Private Dr Local Concrete 82
NEWFIELD LN Private Dr NORWALK LN Local Concrete 52
NEWFIELD LN NORWALK LN EVENINGVIEW LN Local Concrete 39
NEWFIELD LN EVENINGVIEW LN ENFIELD LN Local Concrete 69
NEY ST EAST END NORVELL ST Local Concrete 80
NEY ST NORVELL ST WEST END Local Concrete 81
NICHOLS DR NORTH END VANCE ST Local Concrete 62
NICHOLS DR VANCE ST ESTATE DR Local Concrete 68
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NICOLE LN TOLIVAR RD SHEILA LN Local Concrete 94
NISSI ST NORTH END SHALOM Local Concrete 84
NOLAN ST HIGHLAND AVE IRVING AVE Local Asphalt 36
NOLAN ST IRVING AVE BRANDON AVE Local Asphalt 43
NOLAN ST BRANDON AVE KENNETH AVE Local Asphalt 43
NOLAN ST KENNETH AVE OGDEN AVE Local Asphalt 18
NOLAN ST OGDEN AVE FONVILLE AVE Local Asphalt 30
NOLAN ST FONVILLE AVE PARK ST Local Asphalt 23
NORA ST BOB ST INCA ST Local Asphalt 88
NORA ST INCA ST BROUSSARD ST Local Asphalt 82
NORA ST BROUSSARD ST MARIE ST Local Asphalt 96
NORA ST MARIE ST LOU ST Local Asphalt 83
NORA ST LOU ST USAN ST Local Asphalt 86
NORA ST USAN ST HOUSTON ST Local Asphalt 53
NORA ST HOUSTON ST GARDEN ST Local Asphalt 51
NORA ST GARDEN ST GOLIAD ST Local Asphalt 58
NORA ST GOLIAD ST PRADICE ST Local Asphalt 40
NORA ST EAST END 4TH ST Local Asphalt 71
NORA ST 4TH ST WEST END Local Asphalt 76
NORMANDY ST CORDOVA ST WEST END Local Asphalt 48
NORRIS ST BAKER RD HUMBLE RD Local Asphalt 92
NORTH ST MAIN ST PEARL ST Local Asphalt 42
NORTH ST PEARL ST WILLOW ST Local Concrete 81
NORTH ST WILLOW ST GRAND ST Local Concrete 79
NORTH ST GRAND ST MAGNOLIA AVE Local Concrete 86
NORTH ST MAGNOLIA AVE FORREST ST Local Concrete 91
NORTH ST FORREST ST EAST FORREST ST WEST Local Concrete 93
NORTH ST FORREST ST CENTER ST Local Concrete 89
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NORTH ST CENTER ST EWING ST Local Concrete 90
NORTH ST EWING ST OAKLAND ST Local Concrete 91
NORTH ST OAKLAND ST MARTIN LUTHER KING PKWY Local Asphalt 86
NORTH ST MARTIN LUTHER KING PKWY GULF ST Local Asphalt 51
NORTH ST GULF ST RAILROAD Local Asphalt 37
NORTH ST RAILROAD 1ST ST Local Asphalt 39
NORTH ST 1ST ST 2ND ST Local Asphalt 66
NORTH ST 2ND ST 3RD ST Local Asphalt 70
NORTH ST 3RD ST 4TH ST Local Asphalt 59
NORTH ST ATH ST 5TH ST Local Asphalt 55
NORTH ST 5TH ST 6TH ST Local Asphalt 65
NORTH ST 6TH ST 7TH ST Local Asphalt 57
NORTH ST 7TH ST 8TH ST Local Asphalt 49
NORTH ST 8TH ST 9TH ST Local Asphalt 56
NORTH ST 9TH ST 10TH ST Local Asphalt 64
NORTH ST 10TH ST 11TH ST Local Asphalt 54
NORTH ST 11TH ST 14TH ST Collector Asphalt 46
NORTH ST 14TH ST 15TH ST Collector Asphalt 78
NORTH ST 15TH ST EAST 15TH ST WEST Collector Asphalt 92
NORTH ST 15TH ST IH 10 Collector Asphalt 66
NORTH ST IH 10 IH 10 HWY Concrete 73
NORTH ST IH 10 IH 10 HWY Concrete 69
NORTH ST IH 10 18TH ST Collector Asphalt 71
NORTH ST 18TH ST 19TH ST Collector Asphalt 91
NORTH ST 19TH ST 20TH ST Collector Asphalt 96
NORTH ST 20TH ST 21ST ST Collector Asphalt 95
NORTH ST 21ST ST 22ND ST Collector Asphalt 96
NORTH ST 22ND ST 23RD ST Collector Asphalt 96
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NORTH ST 23RD ST CENTRAL DR Local Concrete 79
NORTHCHASE AVE NORTH END LITTLECHASE DR Local Concrete 83
NORTHCHASE AVE LITTLECHASE DR OAKMONT DR Local Concrete 85
NORTHMEADOW DR MEADOWLAND DR BRIARMEADOW DR Local Concrete 76
NORTHMEADOW DR BRIARMEADOW DR WILDEMEADOW DR Local Concrete 80
NORTHMEADOW DR WILDEMEADOW DR MEADOWRIDGE DR Local Concrete 78
NORTHMEADOW DR SPRINGMEADOW DR MEADOWRIDGE DR Local Concrete 75
NORVELL ST JOSEY ST NEY ST Local Concrete 69
NORVELL ST NEY ST DOTY ST Local Concrete 50
NORWALK LN NORTH END GREENRIDGE LN Local Concrete 72
NORWALK LN GREENRIDGE LN NEWFIELD LN Local Concrete 49
NORWOOD DR GLADYS AVE GREENWOOD DR Local Concrete 74
NORWOOD DR GREENWOOD DR LINKWOOD DR Local Concrete 70
NORWOOD DR LINKWOOD DR CHERRYWOOD DR Local Concrete 70
NORWOOD DR CHERRYWOOD DR WESTGATE DR Local Concrete 72
NORWOOD DR WESTGATE DR MADRID DR Local Concrete 60
NORWOOD DR MADRID DR DAISY DR Local Concrete 58
NORWOOD DR DAISY DR KNOLLWOOD DR Local Concrete 69
NOTTINGHAM EAST END FOREST HOLW Local Asphalt 61
NOTTINGHAM LN GLADYS AVE WILCHESTER LN Local Concrete 71
OAK BROOK DR SOUTH OAKS DR HARBOR OAK DR Local Concrete 93
OAK BROOK DR HARBOR OAK DR WEST END Local Concrete 94
OAK GROVE PL HADEN RD WEST END Local Asphalt 45
OAK MEADOW DR GARDEN OAKS DR HARBOR OAK DR Local Concrete 85
OAK POINTE WILLOWGLEN DR WOOTEN RD Local Concrete 95
OAK RDG JAMESTOWN LOOP RD Local Asphalt 56
OAK RDG CARPENTER RD JAMESTOWN Local Asphalt 43
OAKCREST CIR BRENTWOOD DR OAKCREST CIR @WYE Local Concrete 79
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OAKCREST DR PINE HAVEN ST GLENBROOK ST Local Asphalt 40
OAKCREST DR GLENBROOK ST FAIRFIELD ST Local Asphalt 37
OAKCREST DR FAIRFIELD ST SHERWOOD DR Local Asphalt 23
OAKHURST LN AVENUE OF THE OAKS LONGWOOD ST Local Concrete 72
OAKLAND ST MAPLE ST CONCORD RD Local Asphalt 29
OAKLAND ST IH 10 RAMP LOUISIANA ST Local Asphalt 48
OAKLAND ST LOUISIANA ST GLADYS AVE Local Asphalt 74
OAKLAND ST GLADYS AVE EVALON AVE Local Asphalt 49
OAKLAND ST EVALON AVE ASHLEY AVE Local Asphalt 54
OAKLAND ST ASHLEY AVE LONG AVE Local Asphalt 19
OAKLAND ST LONG AVE HARRISON AVE Local Asphalt 69
OAKLAND ST HARRISON AVE HAZEL AVE Local Asphalt 18
OAKLAND ST HAZEL AVE NORTH ST Local Asphalt 10
OAKLAND ST NORTH ST MCFADDIN AVE Local Asphalt 13
OAKLAND ST MCFADDIN AVE CALDER AVE Local Asphalt 21
OAKLAND ST CALDER AVE BROADWAY ST Local Asphalt 21
OAKLAND ST BROADWAY ST LIBERTY AVE Local Asphalt 38
OAKLAND ST LIBERTY AVE LAUREL ST Local Asphalt 26
OAKLAND ST LAUREL ST CARABINE Local Asphalt 94
OAKLAND ST CARABINE SOUTH END Local Asphalt 32
OAKLAND ST MARTIN LUTHER KING PKWY SOUTH END Local Asphalt 63
OAKLEY LN EAST END AVENUE BELLE CHASE Local Concrete 85
OAKMONT DR EAST END SHADOW BEND AVE Local Concrete 78
OAKMONT DR SHADOW BEND AVE EAST SHADOW BEND AVE WEST Local Concrete 82
OAKMONT DR SHADOW BEND AVE NORTHCHASE AVE Local Concrete 82
OAKMONT DR NORTHCHASE AVE WEST END Local Concrete 81
OAKS LN ROSEMARY DR NORTH ROSEMARY DR SOUTH Local Concrete 75
OAKS LN ROSEMARY DR MCANELLY DR Local Concrete 81
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OAKS LN MCANELLY DR RICHARD DR Local Concrete 80
OAKS LN RUE LN LINDA LN Local Concrete 78
OAKS LN LINDA LN BRACE LN Local Concrete 78
OAKS LN BRACE LN SOUTH END Local Concrete 79
OAKWOOD LN CONCORD RD MINGLEWOOD DR Local Asphalt 41
OAKWOOD LN MINGLEWOOD DR REDWOOD DR Local Concrete 58
OCEAN ST CORLEY AVE CARTWRIGHT ST Local Concrete 78
OCTAVIA ST EDMONDS AVE SOUTH END Local Asphalt 17
ODOM RD EASTEX FWY CROW RD Collector Asphalt 42
OFFICE PARK DR LUCAS DR LAUREL ST Collector Concrete 89
OGDEN AVE HARRIOT ST ALMA ST Local Asphalt 32
OGDEN AVE ALMA ST THREADNEEDLE ST Local Asphalt 72
OGDEN AVE THREADNEEDLE ST ELGIE ST Local Asphalt 72
OGDEN AVE ELGIE ST CHURCH ST Local Asphalt 82
OGDEN AVE CHURCH ST PIPKIN ST Local Asphalt 76
OGDEN AVE PIPKIN ST BROCKMAN ST Local Asphalt 20
OGDEN AVE BROCKMAN ST NOLAN ST Local Asphalt 30
OGDEN AVE NOLAN ST LAVACA ST Local Asphalt 29
OGDEN AVE LAVACA ST ESSEX ST Local Asphalt 24
OGDEN AVE ESSEX ST WOODROW AVE Local Asphalt 20
OHIO ST AMOCO RD DS@1000N AMOCO RD Collector Asphalt 82
OHIO ST DS@1000N AMOCO RD DS@2000N AMOCO RD Collector Asphalt 85
OHIO ST DS@2000N AMOCO RD DS@3000N AMOCO RD Collector Asphalt 79
OHIO ST DS@3000N AMOCO RD SULPHUR PLANT RD Collector Asphalt 83
OHIO ST SULPHUR PLANT RD DS@1000W SULPHUR PLANT RD Collector Concrete 73
OHIO ST DS@1000W SULPHUR PLANT RD SPINDLETOP AVE Collector Concrete 43
OHIO ST SPINDLETOP AVE KINGSLEY DR Collector Concrete 41
OHIO ST KINGSLEY DR DS@1000W KINGSLEY DR Collector Concrete 48
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OHIO ST DS@1000W KINGSLEY DR FLORIDA AVE Collector Concrete 57
OKLAHOMA NEVADA MISSISSIPPI Local Concrete 92
OLD VOTH RD NORTH END BEST RD Local Asphalt 11
OLD VOTH RD BEST RD BROAD OAK ST Local Asphalt 13
OLD VOTH RD BROAD OAK ST DS@1000S BROAD OAK ST Local Asphalt 63
OLD VOTH RD DS@1000S BROAD OAK ST TRAM RD Local Asphalt 49
OLD VOTH RD TRAM RD BYTHEWOOD RD Local Asphalt 33
OLD VOTH RD BYTHEWOOD RD LEWIS DR Local Asphalt 41
OLD VOTH RD LEWIS DR SCOTTS DR Local Asphalt 56
OLD VOTH RD SCOTTS DR HURLEY DR Local Asphalt 58
OLD VOTH RD HURLEY DR DS@1000S HURLEY DR Local Asphalt 52
OLD VOTH RD DS@1000S HURLEY DR DS@2000S HURLEY DR Local Asphalt 44
OLD VOTH RD DS@2000S HURLEY DR GUESS RD Local Asphalt 51
OLD VOTH RD GUESS RD JODY LN Local Asphalt 63
OLD VOTH RD JODY LN CHINN LN Local Asphalt 39
OLD VOTH RD CHINN LN DS@1000S CHINN LN Local Asphalt 74
OLD VOTH RD DS@1000S CHINN LN LAWRENCE DR Local Asphalt 54
OLD VOTH RD LAWRENCE DR GRIFFING RD Local Asphalt 37
OLD VOTH RD GRIFFING RD Connector Local Asphalt 38
OLD VOTH RD Connector RFD RD Local Asphalt 41
OLEANDER DR HEATHER LN HOWELL ST Local Concrete 54
OLEANDER DR HOWELL ST JASMINE DR Local Concrete 69
OLEANDER DR JASMINE DR HIBISCUS CIR Local Concrete 66
OLEANDER DR HIBISCUS CIR BELVEDERE DR Local Concrete 48
OLIN RD NORTH END DS@1000S NORTH END Local Asphalt 37
OLIN RD DS@1000S NORTH END DS@2000S NORTH END Local Asphalt 50
OLIN RD DS@2000S NORTH END DS@3000S NORTH END Local Asphalt 44
OLIN RD DS@3000S NORTH END DS@4000S NORTH END Local Asphalt 41
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OLIN RD DS@4000S NORTH END MARTIN LUTHER KING PKWY Local Asphalt 43
OMAHA ST COTTONWOOD ST LIVE OAK ST Local Asphalt 19
OMAHA ST LIVE OAK ST CALDWELL AVE Local Asphalt 32
OPAL ST RENA ST VIRGINIA ST Local Concrete 78
ORANGE AVE GILBERT ST COLLEGE ST Local Asphalt 53
ORANGE AVE MILAM ST GILBERT ST Local Asphalt 61
ORANGE AVE FRANKLIN ST MILAM ST Local Asphalt 62
ORANGE AVE BLANCHETTE ST FRANKLIN ST Local Asphalt 54
ORANGE AVE ROYAL ST BLANCHETTE ST Local Asphalt 61
ORANGE AVE CRAIG ST ROYAL ST Local Asphalt 45
ORANGE AVE IRMA ST CRAIG ST Local Asphalt 45
ORANGE AVE EASY ST IRMA ST Local Asphalt 21
ORANGE AVE EASY ST EMMA ST Local Asphalt 52
ORANGE AVE EMMA ST LYLE ST Local Asphalt 65
ORANGE AVE LYLE ST BOLIVAR ST Local Asphalt 51
ORANGE AVE BOLIVAR ST CORLEY AVE Local Asphalt 64
ORANGE AVE CORLEY AVE CARTWRIGHT ST Local Asphalt 53
ORANGE AVE CARTWRIGHT ST ROBERTS ST Local Asphalt 43
ORANGE AVE ROBERTS ST PRAIRIE ST Local Asphalt 64
ORANGE AVE PRAIRIE ST WASHINGTON BLVD Local Asphalt 63
ORANGE AVE COLLEGE ST WALL ST Local Asphalt 85
ORANGE AVE WALL ST FORSYTHE ST Local Asphalt 17
ORANGE AVE FANNIN ST BOWIE ST Local Asphalt 70
ORANGE AVE BOWIE ST CROCKETT ST Local Asphalt 77
ORANGE AVE CROCKETT ST CEDAR ST Local Asphalt 39
ORANGE AVE CEDAR ST COLLIS ST Local Asphalt 35
ORCHID LN SUNFLOWER LN SW END Local Concrete 69
OREGON AVE HUNTER ST HEISIG ST Local Asphalt 16
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OREGON AVE HEISIG ST COCHRAN ST Local Asphalt 23
OREGON AVE COCHRAN ST ROLFE CHRISTOPHER DR Local Asphalt 19
OREGON AVE UNIVERSITY DR CHAMBERS ST Local Asphalt 35
ORGAIN ST NORTH END BAYOU RD Local Concrete 71
ORGAIN ST BAYOU RD DS@1000S BAYOU RD Local Concrete 66
ORGAIN ST DS@1000S BAYOU RD BRISTOL DR Local Concrete 74
ORIOLE DR SPARROW WAY CANARY LN Local Concrete 75
ORIOLE DR CANARY LN WREN WAY Local Concrete 73
ORLEANS ST PEARL ST ORLEANS ST @WYE Arterial Concrete 79
ORLEANS ST COLLEGE ST ORLEANS ST @WYE Arterial Asphalt 60
ORLEANS ST ORLEANS ST @WYE WALL ST Local Asphalt 62
ORLEANS ST WALL ST FORSYTHE ST Local Asphalt 56
ORLEANS ST MILAM ST COLLEGE ST Arterial Concrete 76
ORLEANS ST GILBERT ST COLLEGE ST Local Asphalt 41
ORLEANS ST FORSYTHE ST FANNIN ST Local Asphalt 86
ORLEANS ST FANNIN ST BOWIE ST Local Asphalt 82
ORLEANS ST FRANKLIN ST MILAM ST Arterial Asphalt 88
ORLEANS ST MILAM ST GILBERT ST Local Asphalt 26
ORLEANS ST BOWIE ST CROCKETT ST Local Asphalt 83
ORLEANS ST BLANCHETTE ST FRANKLIN ST Arterial Asphalt 65
ORLEANS ST CROCKETT ST SE CROCKETT ST NW Local Concrete 82
ORLEANS ST CROCKETT ST LIBERTY AVE Local Asphalt 88
ORLEANS ST LIBERTY AVE BROADWAY ST Local Asphalt 94

OSBORN ST NORTH END FAIRWAY ST Local Asphalt
OSBORN ST FAIRWAY ST TRINIDAD ST Local Asphalt 4
OSBORN ST TRINIDAD ST PARRY ST Local Asphalt 67
OSBORN ST PARRY ST LA SALLE ST Local Asphalt 33
OVERBROOK LN ARTHUR ST EAST ARTHUR ST WEST Local Concrete 23
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OVERHILL LN FERNDALE LN BRAEBURN LN Local Concrete 72
OVERHILL LN FERNDALE LN ENFIELD LN Local Concrete 62
OXFORD CT WINDSOR PKWY SOUTH END Local Concrete 87
OXFORD ST LAUREL ST SOUTH ST Local Asphalt 56
OXFORD ST SOUTH ST SMART ST Local Asphalt 60
PALERMO DR KENNETH AVE SW END Local Asphalt 46
PALESTINE ST ROBERTS ST PRAIRIE ST Local Asphalt 15
PALESTINE ST PRAIRIE ST TERRELL AVE Local Asphalt 35
PALESTINE ST TERRELL AVE ROCKWELL ST Local Asphalt 17
PALESTINE ST ROCKWELL ST WASHINGTON BLVD Local Asphalt 12
PALM ST HIGHLAND AVE PERSHING DR Local Asphalt 54
PALM ST PERSHING DR BRANDON AVE Local Asphalt 38
PALM ST BRANDON AVE KENNETH AVE Local Asphalt 66
PALMETTO DR EAST END BROADLEAF DR Local Concrete 91
PALMETTO DUNES CIR EAST END WILLOW BEND DR Local Concrete 74
PAMPAS NW END SAGE Local Concrete 92
PAN ST BELVEDERE DR FUTURA ST Local Concrete 67
PANSY DR LILAC LN IVY LN Local Concrete 72
PANSY DR IVY LN IRIS LN Local Concrete 71
PARIS ST LUFKIN ST DALLAS AVE Local Asphalt 69
PARISH ST EAST END BLOSSOM DR Local Concrete 46
PARK LN LUCAS DR PARK LN @TEE Local Concrete 50
PARK LN PARK LN @TEE WEST END Local Concrete 74
PARK LN PARK LN @TEE SOUTH END Local Concrete 69
PARK MEADOW DR GLEN MEADOW LN MANION DR Local Concrete 70
PARK NORTH DR NE END SPRINGDALE LN Local Concrete 56
PARK NORTH DR SPRINGDALE LN ROADRUNNER LN Local Concrete 59
PARK NORTH DR ROADRUNNER LN MEADOWVIEW RD Local Concrete 67
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PARK NORTH DR MEADOWVIEW RD FALCON LN Local Concrete 72
PARK NORTH DR FALCON LN SUNBIRD LN Local Concrete 60
PARK NORTH DR SUNBIRD LN DS@1000W SUNBIRD LN Local Concrete 62
PARK NORTH DR DS@1000W SUNBIRD LN DS@2000W SUNBIRD LN Local Concrete 58
PARK NORTH DR DS@2000W SUNBIRD LN EASTEX FWY Local Concrete 57
PARK ST MILAM ST GILBERT ST Local Asphalt 29
PARK ST FRANKLIN ST MILAM ST Arterial Asphalt 44
PARK ST MILAM ST COLLEGE ST Arterial Concrete 76
PARK ST BLANCHETTE ST FRANKLIN ST Arterial Asphalt 53
PARK ST BLANCHETTE ST EMMETT AVE Arterial Asphalt 39
PARK ST GILBERT ST COLLEGE ST Local Asphalt 19
PARK ST COLLEGE ST WALL ST Arterial Asphalt 50
PARK ST WALL ST FORSYTHE ST Arterial Asphalt 49
PARK ST FORSYTHE ST FANNIN ST Arterial Asphalt 62
PARK ST EMMETT AVE LANGHAM ST Arterial Asphalt 51
PARK ST LANGHAM ST ROYAL ST Arterial Asphalt 55
PARK ST FANNIN ST BOWIE ST Arterial Asphalt 69
PARK ST ROYAL ST CRAIG ST Arterial Asphalt 54
PARK ST BOWIE ST CROCKETT ST Arterial Asphalt 78
PARK ST CRAIG ST IRMA ST Arterial Asphalt 52
PARK ST CROCKETT ST LAUREL ST Arterial Asphalt 74
PARK ST IRMA ST FAY ST Arterial Asphalt 51
PARK ST FAY ST UNDERHILL AVE Arterial Asphalt 29
PARK ST UNDERHILL AVE PARK ST @WYE Arterial Concrete 67
PARK ST PARK ST @WYE MARTIN LUTHER KING PKWY Arterial Concrete 80
PARK ST MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY HWY Concrete 82
PARK ST MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY HWY Concrete 82
PARK ST MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY HWY Concrete 77
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PARK ST MARTIN LUTHER KING PKWY BOLIVAR ST Collector Concrete 75
PARK ST BOLIVAR ST CORLEY AVE Collector Asphalt 45
PARK ST CORLEY AVE CARTWRIGHT ST Collector Asphalt 45
PARK ST CARTWRIGHT ST ROBERTS ST Collector Asphalt 40
PARK ST ROBERTS ST PRAIRIE ST Collector Asphalt 40
PARK ST PRAIRIE ST WASHINGTON BLVD Collector Asphalt 35
PARK ST WASHINGTON BLVD EUCLID ST Local Asphalt 31
PARK ST EUCLID ST HARRIOT ST Local Asphalt 53
PARK ST HARRIOT ST ALMA ST Local Concrete 75
PARK ST ALMA ST THREADNEEDLE ST Local Concrete 73
PARK ST THREADNEEDLE ST ELGIE ST Local Concrete 72
PARK ST ELGIE ST CHURCH ST Local Concrete 62
PARK ST CHURCH ST PIPKIN ST Local Concrete 55
PARK ST PIPKIN ST BROCKMAN ST Local Concrete 62
PARK ST BROCKMAN ST NOLAN ST Local Concrete 61
PARK ST NOLAN ST LAVACA ST Local Concrete 58
PARK ST LAVACA ST ESSEX ST Local Concrete 62
PARK ST ESSEX ST WOODROW AVE Local Concrete 69
PARK ST WOODROW AVE VIRGINIA ST Local Concrete 60
PARK ST VIRGINIA ST CAMPUS ST Local Concrete 58
PARK ST CAMPUS ST LEGION ST Local Concrete 62
PARK ST LEGION ST BOYD ST Local Concrete 63
PARK ST BOYD ST SAXE ST Local Concrete 61
PARK ST SAXE ST GUNTER ST Local Concrete 52
PARK ST GUNTER ST FLORIDA AVE Local Concrete 64
PARK WEST DR EAST END SOUTH BEND Local Concrete 80
PARK WEST DR SOUTH BEND DOWLEN RD Local Concrete 83
PARKVIEW DR TYRRELL PARK RD ANNIE LOU DR Local Asphalt 59
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PARKVIEW DR ANNIE LOU DR LAVERNA DR Local Asphalt 68
PARKVIEW DR LAVERNA DR FANNETT RD Local Asphalt 69
PARKWAY DR FLORIDA AVE PARKWAY DR @TEE Local Asphalt 21
PARKWAY DR PARKWAY DR @TEE FAIRVIEW AVE Local Asphalt 52
PARKWAY DR PARKWAY DR @TEE FAIRVIEW AVE Local Asphalt 48
PARKWAY DR FAIRVIEW AVE SUNSET ST Local Asphalt 36
PARKWAY DR SUNSET ST HIGHLAND AVE Local Asphalt 32
PARKWAY DR FAIRVIEW AVE SUNSET ST Local Asphalt 81
PARKWAY DR SUNSET ST HIGHLAND AVE Local Asphalt 87
PARRY ST COLEMAN ST OSBORN ST Local Asphalt 29
PARRY ST BEVERLY AVE BERKLEY ST Local Asphalt 33
PARRY ST BERKLEY ST MAGNOLIA AVE Local Asphalt 22
PARSON DR PEYTON DR NORTH DS@1000S PEYTON DR NORTH Local Concrete 73
PARSON DR DS@1000S PEYTON DR NORTH PEYTON DR SOUTH Local Concrete 75
PATRICIA DR BROUSSARD RD SOUTH END Local Asphalt 78
PAULINE ST WEST ST QUINN ST Local Asphalt 83
PEACH ST NEW GRAND ST Local Asphalt 35
PEACH ST GRAND ST MAGNOLIA AVE Local Asphalt 47
PEAR ST DEVILLENEUVE ST LINCOLN ST Local Asphalt 68
PEAR ST LINCOLN ST GRANT ST Local Asphalt 75
PEAR ST SHERMAN ST PORTER ST Local Concrete i
PEAR ST PORTER ST DOUCETTE AVE Local Concrete 76
PEARL ST MILLER ST Connector Collector Asphalt a7
PEARL ST Connector LONG AVE Collector Asphalt 45
PEARL ST LONG AVE HARRISON AVE Collector Asphalt 42
PEARL ST HARRISON AVE HAZEL AVE Collector Asphalt 35
PEARL ST HAZEL AVE NORTH ST Collector Concrete 86
PEARL ST NORTH ST MAGAZINE ST Arterial Asphalt 62
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PEARL ST DS@1000S IH 10 RAMP NORTH ST Arterial Concrete 76
PEARL ST IH 10 RAMP DS@1000S IH 10 RAMP Arterial Concrete 77
PEARL ST MAGAZINE ST CALDER AVE Arterial Asphalt 70
PEARL ST CALDER AVE BROADWAY ST Arterial Asphalt 80
PEARL ST LIBERTY AVE BROADWAY ST Arterial Asphalt '
PEARL ST CROCKETT ST LIBERTY AVE Arterial Asphalt 72
PEARL ST BOWIE ST CROCKETT ST Arterial Asphalt 68
PEARL ST FANNIN ST BOWIE ST Arterial Asphalt 78
PEARL ST FORSYTHE ST FANNIN ST Arterial Asphalt 76
PEARL ST ORLEANS ST FORSYTHE ST Arterial Asphalt 81
PEARL ST COLLEGE ST NW END Local Asphalt 44
PEARL ST GILBERT ST COLLEGE ST Local Asphalt 60
PEARL ST GILBERT ST SE GILBERT ST NW Local Asphalt 50
PEARL ST MILAM ST GILBERT ST Local Asphalt 56
PEARL ST FRANKLIN ST MILAM ST Local Asphalt 52
PEARL ST BLANCHETTE ST FRANKLIN ST Local Asphalt 54
PEBBLE BEACH DR SE END CARMEL CIR Local Concrete 76
PEBBLE BEACH DR CARMEL CIR WILLOW BEND DR Local Concrete 75
PEBBLE BEACH DR WILLOW BEND DR NW WILLOW BEND DR SE Local Concrete e
PECAN DR NE END ROSEWOOD LN Local Concrete 81
PECAN DR ROSEWOOD LN CITY BOUNDARY Local Concrete 86
PECAN ST LINCOLN ST GRANT ST Local Asphalt 39
PECAN ST GRANT ST SHERMAN ST Local Asphalt 61
PECAN ST SHERMAN ST PORTER ST Local Asphalt 74
PECAN ST PORTER ST STANTON ST Local Asphalt 52
PECOS ST 3RD ST 4TH ST Local Asphalt 23
PECOS ST 4TH ST 5TH ST Local Asphalt 68
PECOS ST 5TH ST 6TH ST Local Asphalt 71
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PECOS ST 6TH ST GUFFEY ST Local Asphalt 72
PECOS ST GUFFEY ST 7TH ST Local Asphalt 51
PECOS ST 7TH ST MINOR ST Local Asphalt 44
PECOS ST MINOR ST 8TH ST Local Asphalt 42
PECOS ST 8TH ST DUPERIER ST Local Asphalt 41
PECOS ST DUPERIER ST JAGUAR DR Local Asphalt 32
PECOS ST DUPERIER ST JAGUAR DR Local Asphalt 20
PECOS ST 8TH ST DUPERIER ST Local Asphalt 46
PECOS ST MINOR ST 8TH ST Local Asphalt 46
PECOS ST 7TH ST MINOR ST Local Asphalt 48
PECOS ST 13TH ST WEST END Local Asphalt 24
PEMBROKE BEVERLY AVE BERKLEY ST Local Asphalt 58
PENNOCK ST NORTH END VAUGHN ST Local Asphalt 18
PENNOCK ST VAUGHN ST LUCAS DR Local Asphalt 61
PENNSYLVANIA ST BLANCHETTE ST EMMETT AVE Arterial Concrete 79
PENNSYLVANIA ST EMMETT AVE LANGHAM ST Arterial Concrete 93
PENNSYLVANIA ST LANGHAM ST BUFORD ST Arterial Concrete 91
PENNSYLVANIA ST BUFORD ST ROYAL ST Arterial Concrete 89
PENNSYLVANIA ST ROYAL ST CRAIG ST Arterial Concrete 80
PENNSYLVANIA ST CRAIG ST IRMA ST Arterial Concrete 90
PENNSYLVANIA ST IRMA ST JACKSON ST Arterial Concrete 87
PENNSYLVANIA ST JACKSON ST FREDERICK ST Arterial Concrete 92
PENNSYLVANIA ST FREDERICK ST Private Dr Arterial Concrete 89
PENNSYLVANIA ST Private Dr MARTIN LUTHER KING PKWY Arterial Concrete 84
PENNSYLVANIA ST MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY HWY Concrete 74
PENNSYLVANIA ST MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY HWY Concrete 82
PENNSYLVANIA ST MARTIN LUTHER KING PKWY MARTIN LUTHER KING PKWY HWY Concrete 80
PENNSYLVANIA ST MARTIN LUTHER KING PKWY PENNSYLVANIA ST @WYE Local Concrete 88
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PENNSYLVANIA ST PENNSYLVANIA ST @WYE ARABELLA ST Local Concrete 92
PENNSYLVANIA ST ARABELLA ST CORLEY AVE Local Asphalt 19
PENNSYLVANIA ST CORLEY AVE CARTWRIGHT ST Local Asphalt 21
PENNSYLVANIA ST CARTWRIGHT ST ROBERTS ST Local Asphalt 40
PENNSYLVANIA ST ROBERTS ST PRAIRIE ST Local Asphalt 40
PENNSYLVANIA ST PRAIRIE ST WASHINGTON BLVD Local Asphalt 48
PEPPERWOOD LN EAST END MAJOR DR Local Concrete 67
PERL RD MAJOR DR DS@1000W MAJOR DR Local Asphalt 64
PERL RD DS@1000W MAJOR DR DS@2000W MAJOR DR Local Asphalt 81
PERL RD DS@2000W MAJOR DR DS@3000W MAJOR DR Local Asphalt 66
PERL RD DS@3000W MAJOR DR DS@4000W MAJOR DR Local Asphalt 44
PERL RD DS@4000W MAJOR DR DS@5000W MAJOR DR Local Asphalt 62
PERL RD DS@5000W MAJOR DR DS@6000W MAJOR DR Local Asphalt 60
PERL RD DS@6000W MAJOR DR KEITH RD Local Asphalt 93
PERSHING DR NORTH END ANCHOR ST Local Asphalt 78
PERSHING DR ANCHOR ST WOODROW AVE Local Asphalt 57
PERSHING DR WOODROW AVE PALM ST Local Asphalt 39
PERSHING DR PALM ST SOUTH END Local Asphalt 43
PERTH PL EAST END BOWEN DR Local Concrete 77
PEVITOT RD BURBANK ST DS@1000W BURBANK ST Local Asphalt 58
PEVITOT RD DS@1000W BURBANK ST GLENDALE ST Local Asphalt 59
PEVITOT RD GLENDALE ST AVALON ST Local Asphalt 66
PEVITOT RD AVALON ST MAJOR DR Local Asphalt 62
PEYTON DR CIRCUIT DR WESTGATE DR Local Asphalt 18
PEYTON DR WESTGATE DR WYNDEN WAY Local Asphalt 40
PEYTON DR WYNDEN WAY SUZANNE CT Local Asphalt 44
PEYTON DR SUZANNE CT SALLIE ST Local Asphalt 43
PEYTON DR SALLIE ST PARSON DR Local Concrete 66
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PEYTON DR PARSON DR NORTH DS@1000S PARSON DR NORTH Local Concrete 68
PEYTON DR DS@1000S PARSON DR NORTH PARSON DR SOUTH Local Concrete 56
PEYTON DR PARSON DR PHELAN BLVD Local Concrete 70
PEYTON DR PHELAN BLVD PHELAN BLVD Collector Concrete 68
PEYTON DR PHELAN BLVD CALDER AVE Collector Concrete e
PHELAN BLVD CALDER AVE 18TH ST Arterial Concrete 94
PHELAN BLVD 18TH ST 19TH ST Arterial Concrete 88
PHELAN BLVD 19TH ST PHELAN BLVD @WYE Arterial Concrete 72
PHELAN BLVD PHELAN BLVD @WYE PHELAN BLVD @TEE Local Concrete 82
PHELAN BLVD PHELAN BLVD @WYE LAUREL ST Arterial Concrete 80
PHELAN BLVD PHELAN BLVD @WYE PHELAN BLVD @WYE Arterial Concrete 89
PHELAN BLVD LAUREL ST PHELAN BLVD @WYE Arterial Concrete 82
PHELAN BLVD PHELAN BLVD @WYE PHELAN BLVD @TEE Arterial Concrete 81
PHELAN BLVD PHELAN BLVD @TEE 23RD ST Arterial Concrete 79
PHELAN BLVD 23RD ST 24TH ST Arterial Concrete 59
PHELAN BLVD 24TH ST LUCAS DR Arterial Concrete 64
PHELAN BLVD LUCAS DR DS@1000W LUCAS DR Arterial Concrete 74
PHELAN BLVD DS@1000W LUCAS DR CALDER AVE Arterial Concrete 76
PHELAN BLVD CALDER AVE EAST CALDER AVE WEST Arterial Concrete 80
PHELAN BLVD CALDER AVE EAST CALDER AVE WEST Arterial Concrete 69
PHELAN BLVD CALDER AVE YOUNT ST Arterial Concrete e
PHELAN BLVD YOUNT ST KENNEDY DR Arterial Concrete 76
PHELAN BLVD KENNEDY DR DS@1000W KENNEDY DR Arterial Concrete 76
PHELAN BLVD DS@1000W KENNEDY DR BELVEDERE DR Arterial Concrete i
PHELAN BLVD BELVEDERE DR GOODHUE RD Arterial Concrete 76
PHELAN BLVD GOODHUE RD PEYTON DR Arterial Concrete 76
PHELAN BLVD PEYTON DR Private Dr Arterial Concrete 71
PHELAN BLVD Private Dr PLAZA DR Arterial Concrete 68



City of Beaumont

Street Condition Summary

a

() ) =

E 5 2

From Street To Street S S 3

PHELAN BLVD PLAZA DR Private Dr Arterial Concrete 75
PHELAN BLVD Private Dr DOWLEN RD Arterial Concrete 72
PHELAN BLVD DOWLEN RD PRUTZMAN ST Arterial Concrete 74
PHELAN BLVD PRUTZMAN ST MATTHEWS RD Arterial Concrete 73
PHELAN BLVD MATTHEWS RD SHAKESPEARE DR Arterial Concrete 74
PHELAN BLVD SHAKESPEARE DR ARLINGTON DR Arterial Concrete 83
PHELAN BLVD ARLINGTON DR DS@1000W ARLINGTON DR Arterial Concrete 82
PHELAN BLVD DS@1000W ARLINGTON DR BERRY RD Arterial Concrete 73
PHELAN BLVD BERRY RD PHELAN BLVD @WYE Arterial Concrete 74
PHELAN BLVD PHELAN BLVD @WYE MAJOR DR Arterial Concrete 78
PHELAN BLVD BERRY RD PHELAN BLVD @WYE Arterial Concrete 80
PHELAN BLVD CALDER AVE BERRY RD Arterial Concrete 80
PHELAN BLVD MAJOR DR DS@1000W MAJOR DR Arterial Concrete 81
PHELAN BLVD DS@1000W MAJOR DR BRUIN BLVD Arterial Concrete 87
PHELAN BLVD ARLINGTON DR CALDER AVE Arterial Concrete 74
PHELAN BLVD SHAKESPEARE DR ARLINGTON DR Arterial Concrete 85
PHELAN BLVD BRUIN BLVD Private Dr Arterial Concrete 90
PHELAN BLVD MATTHEWS RD SHAKESPEARE DR Arterial Concrete 80
PHELAN BLVD PRUTZMAN ST MATTHEWS RD Arterial Concrete 76
PHELAN BLVD Private Dr DS@1000W Private Dr Arterial Concrete 82
PHELAN BLVD DS@1000W Private Dr DS@2000W Private Dr Arterial Concrete 87
PHELAN BLVD DS@2000W Private Dr DS@3000W Private Dr Arterial Concrete 83
PHELAN BLVD DS@3000W Private Dr TODD ST Arterial Concrete 87
PHELAN BLVD DOWLEN RD PRUTZMAN ST Arterial Concrete 66
PHELAN BLVD Private Dr DOWLEN RD Arterial Concrete 71
PHELAN BLVD PLAZA DR Private Dr Arterial Concrete 71
PHELAN BLVD Private Dr PLAZA DR Arterial Concrete 72
PHELAN BLVD PEYTON DR Private Dr Arterial Concrete 71
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PHELAN BLVD GOODHUE RD PEYTON DR Arterial Concrete 72
PHELAN BLVD BELVEDERE DR GOODHUE RD Arterial Concrete 74
PHELAN BLVD DS@1000W KENNEDY DR BELVEDERE DR Arterial Concrete i
PHELAN BLVD KENNEDY DR DS@1000W KENNEDY DR Arterial Concrete 74
PHELAN BLVD YOUNT ST KENNEDY DR Arterial Concrete 67
PHELAN BLVD CALDER AVE YOUNT ST Arterial Concrete 72
PHELAN BLVD CALDER AVE EAST CALDER AVE WEST Arterial Concrete 69
PHELAN BLVD DS@1000W LUCAS DR CALDER AVE Arterial Concrete 75
PHELAN BLVD LUCAS DR DS@1000W LUCAS DR Arterial Concrete 70
PHELAN BLVD 23RD ST LUCAS DR Arterial Concrete 71
PHELAN BLVD PHELAN BLVD @TEE 23RD ST Arterial Concrete 63
PHELAN BLVD LAUREL ST PHELAN BLVD @TEE Arterial Concrete 84
PHELPS RD TYRRELL PARK RD DS@1000W TYRRELL PARK RD Local Asphalt 15
PHELPS RD DS@1000W TYRRELL PARK RD GREENMOOR LN Local Asphalt 21
PHELPS RD GREENMOOR LN DS@1000W GREENMOOR LN Local Asphalt 20
PHELPS RD DS@1000W GREENMOOR LN CHAPEL LN Local Asphalt 16
PHELPS RD CHAPEL LN FANNETT RD Local Asphalt 18
PHYLLIS LN JILL LN JOYCE LN Local Concrete 87
PICADILLY LN BEAUMONT DR WALES DR Local Concrete 54
PICADILLY LN WALES DR DOVER DR Local Concrete 57
PICADILLY LN DOVER DR BRUCE DR Local Concrete 56
PICADILLY LN BRUCE DR GOBER RD Local Concrete 75
PICKWICK LN CHEVY CHASE LN HOWELL ST Local Concrete 76
PIERCE ST MAGNOLIA AVE CARNEGIE ST Local Asphalt 68
PIERCE ST CARNEGIE ST SHEFFIELD ST Local Asphalt 86
PIERCE ST BESSEMER AVE BETHLEHEM AVE Local Asphalt 20
PIERCE ST BETHLEHEM AVE CLEVELAND ST Local Asphalt 24
PIERCE ST CLEVELAND ST BIRMINGHAM ST Local Asphalt 56
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PIERCE ST BIRMINGHAM ST PITTSBURGH ST Local Asphalt 47
PIERCE ST PITTSBURGH ST COATSVILLE ST Local Asphalt 40
PIERCE ST COATSVILLE ST STEELTON ST Local Asphalt 55
PIERCE ST STEELTON ST IRONTON AVE Local Asphalt 7
PIERRE DR BLOSSOM DR WEST END Local Concrete 62
PIN OAK HOLST ST RIDGEWOOD ST Local Asphalt 49
PIN OAK RIDGEWOOD ST GAGER AVE Local Asphalt 37
PINCHBACK RD CALDER AVE RAILROAD Local Asphalt 29
PINCHBACK RD RAILROAD NORTH RAILROAD SOUTH Local Asphalt 20
PINCHBACK RD RAILROAD WALL ST Local Asphalt 55
PINCHBACK RD WALL ST COLLEGE ST Local Asphalt 51
PINCHBACK RD COLLEGE ST SOUTH END Local Concrete 70
PINDO CIR NE END MAJOR DR Local Concrete 79
PINE BURR BLVD SPENCER DR LUCAS DR Local Asphalt 69
PINE BURR BLVD SPENCER DR JETT LN Local Asphalt 21
PINE BURR BLVD JETT LN CONCORD RD Local Asphalt 11
PINE CV NW END HOLIDAY ST Local Asphalt 57
PINE CV HOLIDAY ST SE END Local Asphalt 61
PINE HAVEN ST BROAD OAK ST HOLIDAY ST Local Asphalt 72
PINE HAVEN ST HOLIDAY ST OAKCREST DR Local Asphalt 73
PINE HAVEN ST OAKCREST DR SE END Local Asphalt 76
PINE RIDGE NW END JAMESTOWN Local Asphalt 28
PINE ST PRIVATE NE DS@1000S PRIVATE NE Collector Asphalt 40
PINE ST DS@1000S PRIVATE NE PRIVATE SW Collector Asphalt 41
PINE ST PRIVATE LUCAS DR Collector Asphalt 45
PINE ST LUCAS DR COUNTRY CLUB BLVD Collector Asphalt 39
PINE ST COUNTRY CLUB BLVD COLEMAN ST Collector Asphalt 31
PINE ST COLEMAN ST JEANETTE ST Collector Asphalt 32
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PINE ST JEANETTE ST LA SALLE ST Collector Asphalt 39
PINE ST LA SALLE ST NORTH LA SALLE ST SOUTH Collector Asphalt 60
PINE ST LA SALLE ST GILL ST Collector Asphalt i
PINE ST GILL ST POLLARD ST Collector Asphalt 66
PINE ST POLLARD ST HALE LN Collector Asphalt 71
PINE ST HALE LN MARTIN ST Collector Asphalt 55
PINE ST MARTIN ST HILL ST Collector Asphalt 56
PINE ST HILL ST PRINCE ST Collector Asphalt 28
PINE ST PRINCE ST DELAWARE ST Collector Asphalt 55
PINE ST DELAWARE ST NORTH DELAWARE ST SOUTH Collector Asphalt 45
PINE ST DELAWARE ST MANNING ST Collector Asphalt 46
PINE ST MANNING ST FLETCHER ST Collector Asphalt 56
PINE ST FLETCHER ST LETHIA ST Collector Asphalt 60
PINE ST LETHIA ST WIESS ST Collector Asphalt 56
PINE ST WIESS ST SIMMONS ST Collector Asphalt 48
PINE ST SIMMONS ST PLUM ST Collector Asphalt 60
PINE ST PLUM ST COTTONWOOD ST Collector Asphalt 54
PINE ST COTTONWOOD ST MUELLER ST Collector Asphalt 61
PINE ST MUELLER ST LIVE OAK ST Collector Asphalt 57
PINE ST LIVE OAK ST SPRUCE ST Collector Asphalt 58
PINE ST SPRUCE ST MAPLE ST Collector Asphalt 62
PINE ST MAPLE ST ISLA ST Collector Asphalt 58
PINE ST ISLA ST ELM ST Collector Asphalt 20
PINE ST ELM ST NEW Collector Asphalt 66
PINE ST NEW NwW NEW SE Collector Asphalt 40
PINE ST NEW PINE ST @QWYE Collector Asphalt 33
PINE ST PINE ST @WYE IH 10 Collector Concrete 88
PINE ST IH 10 RAMP IH 10 HWY Concrete 53
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PINE ST IH 10 IH 10 RAMP HWY Concrete 52
PINE ST IH 10 RAMP IH 10 HWY Concrete 47
PINE ST PINE ST @WYE IH 10 Collector Concrete 83
PINE ST IH 10 RAMP MILLER ST Collector Concrete 42
PINE ST PINE ST @WYE LONG AVE Collector Asphalt 44
PINE ST MILLER ST PINE ST @WYE Local Asphalt 66
PINE ST IH 10 MILLER ST Local Concrete 50
PINE ST LONG AVE MAIN ST Collector Asphalt 34
PINE ST MAIN ST HARRISON AVE Collector Asphalt 40
PINE ST HARRISON AVE PRIVATE Collector Asphalt 34
PINE ST PRIVATE HAZEL AVE Local Asphalt 54
PINE ST HAZEL AVE MAGAZINE ST Collector Asphalt 57
PINE ST MAGAZINE ST ELIZABETH ST Collector Asphalt 58
PINE ST ELIZABETH ST MULBERRY ST Collector Asphalt 41
PINE ST MULBERRY ST CROCKETT ST Collector Asphalt 56
PINE ST CROCKETT ST TEVIS ST Local Concrete 79
PINE ST TEVIS ST MAIN ST Local Concrete 74
PINEHURST DR NORTH END WILLOW CREEK DR Local Concrete 92
PINEY POINT LN HELBIG RD DS@1000W HELBIG RD Local Asphalt 27
PINEY POINT LN DS@1000W HELBIG RD DS@2000W HELBIG RD Local Asphalt 23
PINEY POINT LN DS@2000W HELBIG RD SHERWOOD DR Local Asphalt 20
PINEY POINT LN SHERWOOD DR RAILROAD Local Asphalt 43
PINEY POINT LN RAILROAD CUMBERLAND DR Local Asphalt 94
PINEY POINT LN CUMBERLAND DR STANFORD DR Local Asphalt 89
PINEY POINT LN STANFORD DR BAMBOO LN Local Asphalt 96
PINEY POINT LN BAMBOO LN CLOVER CIR Local Asphalt 91
PINEY POINT LN CLOVER CIR LAWRENCE DR Local Asphalt 94
PINKSTAFF LN RIKSAN CV BELVEDERE DR Local Concrete 76



City of Beaumont
Street Condition Summary

s
() ) =
E 5 2
From Street To Street S S 3
PINKSTAFF LN BELVEDERE DR MICHELLE CV Local Concrete 70
PINKSTON DR CONCORD RD DS@1000S CONCORD RD Local Asphalt 21
PIPKIN ST MARTIN LUTHER KING PKWY TEST Local Asphalt 50
PIPKIN ST TEST ROTHWELL ST Local Asphalt 49
PIPKIN ST ROTHWELL ST REED ST Local Asphalt 45
PIPKIN ST REED ST BLODGETT ST Local Asphalt 34
PIPKIN ST BLODGETT ST SMYTHE ST Local Asphalt 58
PIPKIN ST SMYTHE ST HIGHLAND AVE Local Asphalt 55
PIPKIN ST HIGHLAND AVE IRVING AVE Local Asphalt 82
PIPKIN ST IRVING AVE BRANDON AVE Local Asphalt 75
PIPKIN ST BRANDON AVE KENNETH AVE Local Asphalt 40
PIPKIN ST KENNETH AVE OGDEN AVE Local Asphalt 49
PIPKIN ST OGDEN AVE FONVILLE AVE Local Asphalt 39
PIPKIN ST FONVILLE AVE PARK ST Local Asphalt 20
PIPKIN ST PARK ST ECTOR AVE Local Asphalt 21
PIPKIN ST ECTOR AVE CHAISON AVE Local Asphalt 71
PIPKIN ST CHAISON AVE AVENUE A Local Asphalt 26
PIPKIN ST AVENUE A AVENUE B Local Asphalt 72
PIPKIN ST AVENUE B PIPKIN ST @WYE Local Asphalt 56
PITTSBURGH ST LUCAS DR MONROE ST Local Asphalt 70
PITTSBURGH ST MONROE ST TYLER ST Local Asphalt 75
PITTSBURGH ST TYLER ST TAYLOR ST Local Asphalt 73
PITTSBURGH ST TAYLOR ST WILSON ST Local Asphalt 61
PITTSBURGH ST WILSON ST FILLMORE ST Local Asphalt 16
PITTSBURGH ST FILLMORE ST PIERCE ST Local Asphalt 9
PITTSBURGH ST PIERCE ST BUCHANAN ST Local Asphalt 7
PLANT RD HELBIG RD DS@1000W HELBIG RD Collector Asphalt 75
PLANT RD DS@1000W HELBIG RD RAILROAD Collector Asphalt 78
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PLANT RD RAILROAD DS@1000W RAILROAD Collector Asphalt 78
PLANT RD DS@1000W RAILROAD ROSEMARY DR Collector Asphalt 81
PLANT RD ROSEMARY DR MCANELLY DR Collector Asphalt 89
PLANT RD MCANELLY DR RICHARD DR Collector Asphalt 89
PLANT RD RICHARD DR LINDA LN Collector Asphalt 85
PLANT RD LINDA LN CATHERINE LN Collector Asphalt 89
PLANT RD CATHERINE LN GAIL DR Collector Asphalt 89
PLANT RD GAIL DR AVIE LN Collector Asphalt 85
PLANT RD AVIE LN DS@1000S AVIE LN Collector Asphalt 87
PLANT RD DS@1000S AVIE LN EASTEX FWY Collector Asphalt 61
PLAZA 10 BLVD IH 10 PLAZA 10 LOOP Local Concrete 57
PLAZA 10 BLVD PLAZA 10 LOOP VETERANS CIR Local Concrete 38
PLAZA 10 LOOP IH 10 PLAZA 10 BLVD Local Concrete 66
PLAZA DR PHELAN BLVD CALDER AVE Collector Concrete 65
PLEASANT BEND DR ENCHANTED AVE HIDDEN VALLEY DR Local Concrete 87
PLEASANT BEND DR HIDDEN VALLEY DR WEST END Local Concrete 79
PLUM ST PRIMER ST PINE ST Local Asphalt 50
PLUM ST PINE ST TEXAS AVE Local Asphalt 74
PLUM ST TEXAS AVE GRAND ST Local Asphalt i
PLUM ST GRAND ST MAGNOLIA AVE Local Asphalt 13
PLUM ST MAGNOLIA AVE CABLE AVE Local Asphalt 49
PLUM ST CABLE AVE FORREST ST Local Asphalt 22
PLUM ST FORREST ST LINSON ST Local Asphalt 29
PLUM ST LINSON ST COAST ST Local Asphalt 45
PLUM ST COAST ST GULF ST Local Asphalt 45
PLUM ST GULF ST JIROU ST Collector Asphalt 68
PLUM ST JIROU ST PRIVATE FAIR GROUNDS Collector Asphalt 96
PLUM ST PRIVATE FAIR GROUNDS CONCORD RD Collector Asphalt 95
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POINTE PARK DR POINTE PKWY EAST POINTE DR Local Concrete 94
POINTE PARK DR EAST POINTE DR CENTRAL POINTE DR Local Concrete 95
POINTE PARK DR CENTRAL POINTE DR WEST POINTE DR Local Concrete 94
POINTE PARK DR WEST POINTE DR WEST END Local Concrete 94
POINTE PKWY NORTH END POINTE PARK DR Collector Concrete 94
POINTE PKWY POINTE PARK DR FOLSOM DR Collector Concrete 87
POLLARD ST EAST END DS@1000W EAST END Local Asphalt 13
POLLARD ST DS@1000W EAST END PINE ST Local Asphalt 35
POPE ST TEXAS AVE GRAND ST Local Asphalt 31
POPE ST GRAND ST MAGNOLIA AVE Local Asphalt 34
POPE ST MAGNOLIA AVE TRACY ST Local Asphalt 39
POPE ST TRACY ST GULF ST Local Asphalt 73
POPE ST GULF ST JIROU ST Local Asphalt 20
POPE ST JIROU ST QUINN ST Local Asphalt 39
POPE ST QUINN ST AVERILL ST Local Asphalt 26
POPE ST AVERILL ST ST HELENA ST Local Asphalt 50
POPE ST ST HELENA ST RENAUD ST Local Asphalt 51
POPE ST RENAUD ST CLEVELAND ST Local Asphalt 27
POPE ST CLEVELAND ST LAMPASSAS ST Local Asphalt 53
POPE ST LAMPASSAS ST CONCORD RD Local Asphalt 61
POPLAR ST SCHWARNER ST LINCOLN ST Local Asphalt 81
POPLAR ST LINCOLN ST GRANT ST Local Concrete 7
POPLAR ST GRANT ST SHERMAN ST Local Concrete 69
POPLAR ST SHERMAN ST BRADLEY ST Local Concrete 66
POPLAR ST BRADLEY ST PORTER ST Local Concrete 72
POPLAR ST PORTER ST STANTON ST Local Concrete 68
POPLAR ST STANTON ST DOUCETTE AVE Local Concrete 56
POPLAR ST DOUCETTE AVE MADISON AVE Local Concrete 56
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POPLAR ST MADISON AVE VAN BUREN ST Local Asphalt 48
POPLAR ST VAN BUREN ST FULTON AVE Local Asphalt 35
POPLAR ST FULTON AVE LEE ST Local Asphalt 41
POPLAR ST LEE ST SOUTH END Local Asphalt 44
PORT ST BUFORD ST STEWART ST Local Asphalt 50
PORT ST STEWART ST LAMAR ST Local Asphalt 45
PORT ST LAMAR ST POWELL ST Local Asphalt 59
PORTER ST POPLAR ST PEAR ST Local Concrete 85
PORTER ST PEAR ST BROOKLYN ST Local Concrete 75
PORTER ST BROOKLYN ST PECAN ST Local Concrete 78
PORTER ST PECAN ST IRVING AVE Local Concrete 78
POSEY ST WINSTON DR WARREN ST Local Concrete 77
POST OAK LN EAST END HOMER DR Local Concrete 79
POST OAK LN HOMER DR LAWRENCE DR Local Asphalt i
POTTER DR MASTERSON DR COBURN DR Local Asphalt 58
POTTER DR COBURN DR FOREST PARK DR Local Asphalt 65
POTTER DR FOREST PARK DR SOUTH END Local Asphalt 52
POTTS ST EAST END MARIE ST Local Asphalt 74
POTTS ST MARIE ST WACO ST Local Asphalt 92
POTTS ST WACO ST GEORGE Local Asphalt 85
POTTS ST GEORGE USAN ST Local Asphalt 90
POTTS ST USAN ST HOUSTON ST Local Asphalt 96
POTTS ST HOUSTON ST NELSON ST Local Asphalt 93
POTTS ST NELSON ST PRESTON ST Local Asphalt 84
POTTS ST PRESTON ST GOLIAD ST Local Asphalt 82
POWELL ST LEIPER ST PORT ST Local Asphalt 39
POWELL ST PORT ST LEVY ST Local Asphalt 35
POWELL ST LEVY ST BROOKLYN ST Local Asphalt 20
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POWELL ST BROOKLYN ST IRVING AVE Local Asphalt 61
PRADICE ST SOUTHERLAND ST MOSS ST Local Asphalt 86
PRADICE ST MOSS ST SOUTH END Local Asphalt 69
PRADICE ST HEBERT ST NORA ST Local Asphalt 45
PRADICE ST NORA ST LELA ST Local Asphalt 69
PRADICE ST LELA ST SARAH ST Local Asphalt 52
PRADICE ST SARAH ST BOOKER ST Local Asphalt 57
PRADICE ST BOOKER ST CARVER Local Asphalt 22
PRADICE ST CARVER LINCOLN DR Local Asphalt 20
PRAIRIE ST SABINE PASS AVE ATLANTA AVE Local Asphalt 57
PRAIRIE ST ATLANTA AVE PENNSYLVANIA ST Local Asphalt 47
PRAIRIE ST PARK ST NECHES ST Local Asphalt 61
PRAIRIE ST NECHES ST VICTORIA ST Local Asphalt 70
PRAIRIE ST VICTORIA ST ORANGE AVE Local Asphalt 84
PRAIRIE ST ORANGE AVE AVENUE A Local Asphalt 88
PRAIRIE ST AVENUE A AVENUE B Local Asphalt 83
PRAIRIE ST AVENUE B AVENUE C Local Asphalt 63
PRAIRIE ST AVENUE C AVENUE D Local Asphalt 59
PRAIRIE ST AVENUE D AVENUE E Local Asphalt 41
PRAIRIE ST AVENUE E EMILE ST Local Asphalt 24
PRAIRIE ST EMILE ST AVENUE F Local Asphalt 43
PRAIRIE ST AVENUE F AVENUE G Local Asphalt 59
PRAIRIE ST WACO ST PALESTINE ST Local Asphalt 64
PRAIRIE ST PALESTINE ST SAN ANTONIO ST Local Asphalt 69
PRAIRIE ST SAN ANTONIO ST HOUSTON ST Local Asphalt 57
PRAIRIE ST HOUSTON ST AMARILLO ST Local Asphalt 22
PRAIRIE ST AMARILLO ST GOLIAD ST Local Asphalt 35
PRAIRIE ST GOLIAD ST SAN JACINTO ST Local Asphalt 19
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PRAIRIE ST SAN JACINTO ST 4TH ST Local Asphalt 24
PRAIRIE ST 6TH ST 7TH ST Local Asphalt 17
PRAIRIE ST 23RD ST WEST END Local Concrete 93
PRESCOTT DR CLAYBOURN DR ELLINGTON LN Local Concrete 89
PRESTON ST POTTS ST HEGELE ST Local Asphalt 19
PRESTON ST HEGELE ST LEON ST Local Asphalt 17
PRESTON ST LEON ST HEBERT ST Local Asphalt 69
PRESTWICK CIR SE END WILLOW BEND DR Local Concrete 78
PRIMER ST FLETCHER ST LETHIA ST Local Asphalt 38
PRIMER ST LETHIA ST SIMMONS ST Local Asphalt 32
PRIMER ST SIMMONS ST PLUM ST Local Asphalt 23
PRIMROSE ST ST HELENA ST RENAUD ST Local Asphalt 60
PRIMROSE ST RENAUD ST CLEVELAND ST Local Asphalt 51
PRIMROSE ST CLEVELAND ST LAMPASSAS ST Local Asphalt 19
PRIMROSE ST LAMPASSAS ST STEELTON ST Local Asphalt 40
PRINCE ST PINE ST CASE ST Local Asphalt 71
PRINCE ST CASE ST HALL ST Local Asphalt 83
PRINCE ST HALL ST DICKINSON ST Local Asphalt 88
PRINCE ST DICKINSON ST TEXAS AVE Local Asphalt 78
PRINCE ST TEXAS AVE GRAND ST Local Asphalt 84
PRINCE ST GRAND ST MAGNOLIA AVE Local Asphalt 80
PRINCE ST MAGNOLIA AVE WEST ST Local Asphalt 56
PRINCE ST WEST ST QUINN ST Local Asphalt 53
PRISCILLA ST FLETCHER ST LETHIA ST Local Asphalt 52
PRISCILLA ST LETHIA ST SIMMONS ST Local Asphalt 37
PRIVATE WEST POINTE DR CENTRAL POINTE DR Local Concrete 93
PRIVATE CENTRAL POINTE DR. EAST POINTE DR Local Concrete 93
Private Dr NEWFIELD LN LANDIS DR Local Asphalt 75
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PROCTOR ST EAST END BLOSSOM DR Local Concrete 70
PRUTZMAN ST CALDER AVE DOWLEN RD Collector Concrete 79
PRUTZMAN ST PHELAN BLVD MATTHEWS RD Local Asphalt 85
PRUTZMAN ST MATTHEWS RD SHAKESPEARE DR Local Asphalt 68
PRUTZMAN ST SHAKESPEARE DR ARLINGTON DR Local Asphalt 63
QUAIL CT NW END GREENFIELD DR Local Concrete 89
QUAIL CT GREENFIELD DR SE END Local Concrete 93
QUAIL HOLLOW DR WILLOW BEND DR GREY HAWK Local Concrete 91
QUARTERSTAFF RD FOREST HOLW SW END Local Concrete 70
QUEENS ROW 21ST ST 23RD ST Local Asphalt 25
QUIET BND NORTH END WILLOW BEND DR Local Concrete 81
QUINCY ST GILBERT ST MILAM ST Local Asphalt 19
QUINN ST LEIGHT ST IVES ST Local Asphalt 75
QUINN ST IVES ST PAULINE ST Local Asphalt 76
QUINN ST PAULINE ST EARL ST Local Asphalt 40
QUINN ST EARL ST PRINCE ST Local Asphalt 26
QUINN ST PRINCE ST POPE ST Local Asphalt 57
QUITMAN ST EAST END RACHAEL ST Local Asphalt 63
QUITMAN ST RACHAEL ST WEST END Local Asphalt 47
RACHAEL ST BENNETT RD QUITMAN ST Local Asphalt 52
RAFES WAY WILCOX LN SAMS WAY Local Concrete 81
RAINBOW ST NORTH END CORLEY AVE Local Concrete 75
RAINBOW ST CORLEY AVE CARTWRIGHT ST Local Concrete 73
RALEIGH DR KIPLING DR CECIL DR Local Concrete 49
Ramp 11TH ST COLLEGE ST Arterial Concrete 63
Ramp COLLEGE ST 11TH ST Arterial Concrete 71
Ramp COLLEGE ST 11TH ST Arterial Concrete 55
Ramp ARTHUR ST DETROIT AVE Local Asphalt 92
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Ramp 11TH ST COLLEGE ST Arterial Concrete 69
RAMPART ST BEALE ST ST LOUIS ST Local Concrete 75
RANDOLPH CIR DAISY DR SW END Local Concrete 73
RANIER ST NORTH END BLANCHETTE ST Local Asphalt 75
RANIER ST BLANCHETTE ST CORLEY AVE Local Asphalt 70
RANKIN DR CIRCUIT DR BELVEDERE DR Local Concrete 53
RAPHA ST NORTH END SARAH ST Local Concrete 83
RATCLIFF ST KITCHNER ST CONCORD RD Local Asphalt 73
RATON CIR NW END SIERRA CIR Local Concrete 84
RAVEN ST RENA ST VIRGINIA ST Local Concrete 88
REAGAN ST EAST END RIDGELAND AVE Local Concrete 76
REAGAN ST RIDGELAND AVE WEST END Local Concrete 74
REBECCA LN COMSTOCK RD DORIS LN Local Concrete 64
REDBIRD LN PRIVATE VIRGINIA ST Local Concrete 92
REDWOOD DR WOODLAWN ST CONCORD RD Local Concrete 47
REDWOOD DR CONCORD RD LORELOCK LN Local Asphalt 56
REDWOOD DR LORELOCK LN FRENCH RD Local Asphalt 44
REDWOOD DR FRENCH RD OAKWOOD LN Local Asphalt 74
REDWOOD DR OAKWOOD LN ASHWOOD LN Local Asphalt 70
REDWOOD DR ASHWOOD LN MAPLEWOOD LN Local Asphalt 58
REDWOOD DR MAPLEWOOD LN WILLOWOOD LN Local Asphalt 52
REDWOOD DR WILLOWOOD LN TIMBERWOOD LN Local Asphalt 76
REDWOOD DR TIMBERWOOD LN DOGWOOD LN Local Asphalt 70
REDWOOD DR DOGWOOD LN BLACKMON LN Local Asphalt 45
REED ST THREADNEEDLE ST ELGIE ST Local Asphalt 40
REED ST ELGIE ST CHURCH ST Local Asphalt 42
REED ST CHURCH ST PIPKIN ST Local Asphalt 11
REED ST PIPKIN ST ADAMS ST Local Asphalt 68
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REED ST ADAMS ST LAVACA ST Local Asphalt 53
REESE ST NE END SPRINGVIEW ST Local Concrete 92
REESE ST SPRINGVIEW ST SW END Local Concrete 93
REGENT GULF ST JIROU ST Local Concrete 88
REGENT JIROU ST AVERILL ST Local Concrete 89
REGENT AVERILL ST WEST END Local Concrete 86
REGENT AVERILL ST ST HELENA ST Local Concrete 79
REGENT AVERILL ST ST HELENA ST Local Concrete 84
REGINA LN THOMAS RD EDSON DR Local Asphalt 66
REGINA LN EDSON DR COFFEY DR Local Asphalt 96
REGINA LN COFFEY DR HANOVER CIR Local Asphalt 92
REGINA LN HANOVER CIR HIGGINS CIR Local Asphalt 96
REGINA LN HIGGINS CIR RIKISHA LN Local Concrete 80
REGINA LN RIKISHA LN CHEVY CHASE LN Local Concrete 70
REGINA LN CHEVY CHASE LN HOWELL ST Local Concrete 67
REGINA LN HOWELL ST BREWTON CIR Collector Concrete 80
REGINA LN BREWTON CIR BELVEDERE DR Collector Concrete 82
REGINA LN BELVEDERE DR SAVANNAH TRCE Collector Concrete 81
REGINA LN SAVANNAH TRCE SW END Local Concrete 89
RENA ST FLAMINGO LN CADILLAC LN Local Concrete i
RENA ST CADILLAC LN BOB ST Local Concrete e
RENA ST BOB ST RAVEN ST Local Concrete 76
RENA ST RAVEN ST DIAMOND ST Local Concrete 76
RENA ST DIAMOND ST OPAL ST Local Concrete 78
RENA ST OPAL ST WEST END Local Concrete 78
RENAUD ST GILL ST JOHNSON ST Local Asphalt 96
RENAUD ST HAYES LN UTICA ST Local Asphalt 5
RENAUD ST UTICA ST TOLEDO ST Local Asphalt 28
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RENAUD ST TOLEDO ST LEIGHT ST Local Asphalt 27
RENAUD ST LEIGHT ST IVES ST Local Asphalt 13
RENAUD ST IVES ST EARL ST Local Asphalt 8
RENAUD ST EARL ST PRIMROSE ST Local Asphalt 10
RENAUD ST PRIMROSE ST POPE ST Local Asphalt 15
RENAUD ST POPE ST TULANE ST Local Asphalt 8
RENAUD ST TULANE ST DELAWARE ST Local Asphalt 19
RENAUD ST DELAWARE ST GLASSHOUSE ST Local Asphalt 38
RENAUD ST GLASSHOUSE ST KITCHNER ST Local Asphalt 32
RENAUD ST KITCHNER ST CONCORD RD Local Asphalt 50
RENO CIR NE END TAHOE DR Local Concrete 87
REXORA DR NW END IH 10 Local Concrete 80
REYNOLDS RD COLLEGE ST FAGGARD RD Local Asphalt 80
REYNOLDS RD FAGGARD RD TERRY ST Local Asphalt 82
REYNOLDS RD TERRY ST WASHINGTON BLVD Local Asphalt 96
RFD RD EASTEX FWY OLD VOTH RD Local Concrete 69
RFD RD OLD VOTH RD DS@1000S OLD VOTH RD Local Asphalt 80
RFD RD DS@1000S OLD VOTH RD SPRINGVIEW ST Local Asphalt 89
RFD RD SPRINGVIEW ST HIGHPOINT AVE Local Asphalt 72
RFD RD HIGHPOINT AVE DURANGO DR Local Asphalt 87
RFD RD DURANGO DR TAHOE DR Local Asphalt 71
RFD RD TAHOE DR 105 Local Asphalt 78
RHONE ST COOKE ST TEXAS AVE Local Asphalt 55
RICE CIR AUBURN DR SOUTH END Local Concrete 82
RICHARD DR EAST END OAKS LN Local Concrete 74
RICHARD DR OAKS LN DS@1000W OAKS LN Local Asphalt 47
RICHARD DR DS@1000W OAKS LN ELLEN LN Local Asphalt 33
RICHARD DR PLANT RD ELLEN LN Local Asphalt 14



City of Beaumont
Street Condition Summary

a
() ) =
E 5 2
From Street To Street S S 3
RICHARDSON DR EAST END SAN DIEGO Local Asphalt 92
RICHARDSON DR SAN DIEGO SAN CARLOS Local Asphalt 51
RICHARDSON DR SAN CARLOS SAN BRUNO Local Asphalt 81
RICHARDSON DR SAN BRUNO SAN ANSELMO Local Asphalt 67
RICKI LN NORTH END CLIFTON ST Local Asphalt 62
RICKI LN CLIFTON ST 105 Local Asphalt i
RIDGELAND AVE FOLSOM DR ARTHUR ST Local Concrete e
RIDGELAND AVE ARTHUR ST COOLIDGE ST Local Concrete i
RIDGELAND AVE COOLIDGE ST TAFT ST Local Concrete 74
RIDGELAND AVE TAFT ST FORD ST Local Concrete 73
RIDGELAND AVE FORD ST REAGAN ST Local Concrete 74
RIDGELAND AVE CIRCUIT DR CLINTON ST Local Asphalt 55
RIDGELAND AVE CLINTON ST CALDER AVE Local Asphalt 56
RIDGELINE CIR DYLAN DR WEST END Local Concrete 85
RIDGEOAK ST FORREST GLADE ST INDIAN TRL Local Concrete 82
RIDGEOAK ST INDIAN TRL WESTERN TRL Local Concrete 49
RIDGEWOOD ST PIN OAK MELROSE ST Local Asphalt 64
RIGGS ST DOTY ST WEST END Local Asphalt 81
RIGGS ST EAST END SHELBY ST Local Concrete 80
RIGGS ST SHELBY ST CALHOUN AVE Local Concrete 78
RIGGS ST CALHOUN AVE DOTY ST Local Asphalt 74
RIKISHA LN NORTH END REGINA LN Local Concrete 59
RIKISHA LN REGINA LN TEAKWOOD LN Local Concrete 44
RIKISHA LN TEAKWOOD LN GARWOOD LN Local Concrete 41
RIKISHA LN GARWOOD LN DELLWOOD LN Local Concrete 38
RIKISHA LN DELLWOOD LN MIMOSA LN Local Concrete 46
RIKISHA LN MIMOSA LN SCANTILLY DR Local Concrete 40
RIKISHA LN SCANTILLY DR GLADYS AVE Local Concrete 50
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RIKSAN CV TANGLEDAHL LN PINKSTAFF LN Local Concrete 69
RIVERCREST ST EAST END WINDSOR DR Local Asphalt 67
RIVERCREST ST WINDSOR DR MAGNOLIA AVE Local Asphalt 53
RIVERS RD BIGNER RD WEST END Local Asphalt 96
RIVIERA CT EAST END INVERNESS DR Local Concrete 83
ROADRUNNER LN PARK NORTH DR SEAGULL LN Local Concrete 72
ROBERTS AVE EAST END DS@1000W EAST END Local Concrete 82
ROBERTS AVE DS@1000W EAST END 23RD ST Local Concrete 87
ROBERTS AVE 23RD ST WEST END Local Concrete 82
ROBERTS RD TYRRELL PARK RD MEL SHA LN Local Asphalt 55
ROBERTS ST SABINE PASS AVE ATLANTA AVE Local Asphalt 45
ROBERTS ST ATLANTA AVE PENNSYLVANIA ST Local Asphalt 37
ROBERTS ST PENNSYLVANIA ST PARK ST Local Asphalt 54
ROBERTS ST PARK ST NECHES ST Local Asphalt 42
ROBERTS ST NECHES ST VICTORIA ST Local Asphalt 40
ROBERTS ST VICTORIA ST ORANGE AVE Local Concrete 87
ROBERTS ST ORANGE AVE AVENUE A Local Concrete 80
ROBERTS ST AVENUE A AVENUE B Local Concrete 80
ROBERTS ST AVENUE B AVENUE C Local Asphalt i
ROBERTS ST AVENUE C AVENUE D Local Asphalt 74
ROBERTS ST AVENUE D AVENUE E Local Asphalt 72
ROBERTS ST AVENUE E EMILE ST Local Asphalt 67
ROBERTS ST EMILE ST AVENUE F Local Asphalt 69
ROBERTS ST AVENUE F AVENUE G Local Asphalt 74
ROBERTS ST AVENUE G RAILROAD Local Asphalt 72
ROBERTS ST RAILROAD WACO ST Local Asphalt 72
ROBERTS ST WACO ST PALESTINE ST Local Asphalt 82
ROBERTS ST PALESTINE ST SAN ANTONIO ST Local Asphalt 76
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ROBERTS ST SAN ANTONIO ST HOUSTON ST Local Asphalt 81
ROBERTS ST HOUSTON ST AMARILLO ST Local Asphalt 78
ROBERTS ST AMARILLO ST GOLIAD ST Local Asphalt 69
ROBERTS ST GOLIAD ST SAN JACINTO ST Local Asphalt 78
ROBERTS ST SAN JACINTO ST 4TH ST Local Asphalt 48
ROBERTS ST 4TH ST 5TH ST Local Asphalt 13
ROBERTS ST 5TH ST 6TH ST Local Asphalt 32
ROBERTS ST 6TH ST 7TH ST Local Asphalt 29
ROBERTS ST 7TH ST 8TH ST Local Asphalt 10
ROBERTS ST EAST END 11TH ST Local Asphalt 74
ROBERTS ST 11TH ST WEST END Local Asphalt 85
ROBINHOOD LN DELAWARE ST EAST DELAWARE ST WEST Local Asphalt 21
ROBINSON ST KARLETTE LN LIGGETT ST Local Concrete 95
ROBINSON ST LIGGETT ST HELBIG RD Local Concrete 94
ROCKWELL ST SP RD WACO ST Local Asphalt 51
ROCKWELL ST WACO ST PALESTINE ST Local Asphalt 60
ROCKWELL ST PALESTINE ST SAN ANTONIO ST Local Asphalt 24
ROCKWELL ST SAN ANTONIO ST HOUSTON ST Local Asphalt 17
ROCKWELL ST HOUSTON ST AMARILLO ST Local Asphalt 25
ROCKWELL ST AMARILLO ST GOLIAD ST Local Asphalt 31
ROCKWELL ST GOLIAD ST SAN JACINTO ST Local Asphalt 11
ROCKWELL ST SAN JACINTO ST 4TH ST Local Asphalt 13
ROCKWELL ST 5TH ST 6TH ST Local Asphalt 86
ROHI SARAH ST SOUTH END Local Concrete 84
ROLAND RD EAST END BIGNER RD Local Asphalt 18
ROLAND RD BIGNER RD LEBLANC RD Local Asphalt 83
ROLAND RD LEBLANC RD DS@1000W LEBLANC RD Local Asphalt 52
ROLAND RD DS@1000W LEBLANC RD BARRETT RD Local Asphalt 22
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ROLAND RD BARRETT RD DS@1000W BARRETT RD Local Asphalt 29
ROLAND RD DS@1000W BARRETT RD SPEER RD Local Asphalt 19
ROLFE CHRISTOPHER DR VIRGINIA ST COLORADO AVE Arterial Concrete 92
ROLFE CHRISTOPHER DR COLORADO AVE ALABAMA AVE Arterial Concrete 87
ROLFE CHRISTOPHER DR ALABAMA AVE GEORGIA AVE Arterial Concrete 92
ROLFE CHRISTOPHER DR GEORGIA AVE IOWA ST Arterial Concrete 89
ROLFE CHRISTOPHER DR IOWA ST OREGON AVE Arterial Concrete 93
ROLFE CHRISTOPHER DR OREGON AVE VERMONT ST Arterial Concrete 93
ROLFE CHRISTOPHER DR VERMONT ST FLORIDA AVE Arterial Concrete 93
ROLFE CHRISTOPHER DR ROLFE CHRISTOPHER DR @WYE FLORIDA AVE Arterial Concrete 87
ROLFE CHRISTOPHER DR ROLFE CHRISTOPHER DR @WYE ROLFE CHRISTOPHER DR @WYE Arterial Concrete 90
ROLFE CHRISTOPHER DR ROLFE CHRISTOPHER DR @WYE CARDINAL DR Arterial Concrete 92
ROLFE CHRISTOPHER DR CARDINAL DR ROLFE CHRISTOPHER DR @WYE Arterial Concrete 93
ROLFE CHRISTOPHER DR ROLFE CHRISTOPHER DR @WYE CARDINAL DR Arterial Concrete 85
ROLLINGBROOK LN FOXBRIAR LN LIVE OAK TRL Local Concrete 77
ROLLINGBROOK LN LIVE OAK TRL SHADY HOLLOW LN Local Concrete 69
ROMAN ST SANTA FE ST CAMPBELL ST Local Asphalt 23
ROMAN ST CAMPBELL ST COX ST Local Asphalt 69
ROMEDA RD CARDINAL DR SOUTH END Local Concrete 87
ROSE LN DONNA LN ELLEN LN Local Asphalt 49
ROSEDALE DR COLE ST EASTEX FWY Local Asphalt 35
ROSEDALE DR EASTEX FWY DOWLEN OLD RD Collector Asphalt 19
ROSEMARY DR OAKS LN MULDOON LN Local Asphalt 50
ROSEMARY DR MULDOON LN PLANT RD Local Asphalt 39
ROSEMARY DR EAST END OAKS LN Local Concrete 75
ROSEWOOD LN BUTTERCUP DR INDIAN BLANKET DR Local Concrete 81
ROSEWOOD LN INDIAN BLANKET DR LANTANA LN Local Concrete 80
ROSEWOOD LN LANTANA LN PECAN DR Local Concrete 86
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ROSINE ST NORTH END BAYOU RD Local Asphalt 62
ROSINE ST BAYOU RD DS@1000S BAYOU RD Local Asphalt 79
ROSINE ST DS@1000S BAYOU RD BRISTOL DR Local Asphalt 74
ROSINE ST BRISTOL DR SUNBURY DR Local Concrete 61
ROSLYN CT NELKIN LN SE END Local Concrete 78
ROTHWELL ST PIPKIN ST ADAMS ST Local Asphalt 18
ROTHWELL ST ADAMS ST LAVACA ST Local Asphalt 41
ROXTON LN BRISTOL DR SUNBURY DR Local Asphalt 43
ROYAL ST SABINE PASS AVE PENNSYLVANIA ST Collector Concrete 69
ROYAL ST PENNSYLVANIA ST PARK ST Collector Concrete 89
ROYAL ST PARK ST NECHES ST Collector Concrete 92
ROYAL ST NECHES ST GRAY ST Collector Concrete 91
ROYAL ST GRAY ST LAND ST Collector Concrete 91
ROYAL ST LAND ST CONRAD ST Collector Concrete 90
ROYAL ST CONRAD ST JOHNS ST Collector Concrete 82
ROYAL ST JOHNS ST MARTIN LUTHER KING PKWY Collector Concrete 81
ROYAL ST MARTIN LUTHER KING PKWY VICTORIA ST Local Concrete 83
ROYAL ST VICTORIA ST ORANGE AVE Local Asphalt 17
ROYAL ST ORANGE AVE AVENUE A Local Asphalt 20
ROYAL ST AVENUE C AVENUE D Local Asphalt 74
ROYAL ST AVENUE D AVENUE E Local Asphalt 72
ROYAL ST AVENUE E EMILE ST Local Asphalt 69
ROYAL ST EMILE ST AVENUE F Local Asphalt 45
ROYAL ST AVENUE F NE AVENUE F SW Local Asphalt 70
ROYAL ST AVENUE F AVENUE G Local Asphalt 40
ROYAL ST AVENUE G BLANCHETTE ST Local Asphalt 21
RUE LN OAKS LN BRACE LN Local Concrete 75
RUSK ST 5TH ST 6TH ST Local Asphalt 11
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RUSK ST 6TH ST GUFFEY ST Local Asphalt 48
RUSK ST GUFFEY ST 7TH ST Local Asphalt 44
RUSK ST 7TH ST MINOR ST Local Asphalt 32
RUSK ST MINOR ST 8TH ST Local Asphalt 43
RUSK ST 8TH ST DUPERIER ST Local Asphalt 34
RUSK ST DUPERIER ST JAGUAR DR Local Asphalt 61
RUSK ST 13TH ST IH 10 Local Asphalt 74
RUSSELL DR BALDWIN DR RUSSELL DR @WYE Local Concrete 76
RUSSELL DR RUSSELL DR @WYE CONCORD RD Local Concrete 43
RUSSELL DR BALDWIN DR RUSSELL DR @WYE Local Concrete 35
RUTH ALY NORTH END THREADNEEDLE ST Local Asphalt 40
RUTH DR BAYOU RD LOLA LN Local Concrete 43
RUTH DR LOLA LN ELOISE ST Local Concrete 39
S CALDWOOD DR CALDWOOD DR CENTRAL CALDWOOD DR Local Concrete 82
S CALDWOOD DR CENTRAL CALDWOOD DR W CALDWOOD DR Local Asphalt 81
SABINE PASS AVE BLANCHETTE ST EMMETT AVE Local Concrete 51
SABINE PASS AVE EMMETT AVE BUFORD ST Collector Asphalt 40
SABINE PASS AVE BUFORD ST SHAMROCK ST Collector Asphalt 76
SABINE PASS AVE SHAMROCK ST JACKSON ST Collector Asphalt 74
SABINE PASS AVE JACKSON ST SCHWARNER ST Collector Asphalt 68
SABINE PASS AVE SCHWARNER ST MCGOVERN ST Collector Asphalt 75
SABINE PASS AVE MCGOVERN ST FREDERICK ST Collector Asphalt 73
SABINE PASS AVE FREDERICK ST MARY ST Collector Asphalt e
SABINE PASS AVE MARY ST LAWSON ST Collector Asphalt 75
SABINE PASS AVE LAWSON ST NEICY ST Collector Asphalt 75
SABINE PASS AVE NEICY ST FLOWERS ST Collector Asphalt 75
SABINE PASS AVE FLOWERS ST MARTIN LUTHER KING PKWY Collector Asphalt 85
SABINE PASS AVE NORTH END VAN BUREN ST Local Concrete 90
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SABINE PASS AVE VAN BUREN ST CARTWRIGHT ST Local Asphalt 64
SABINE PASS AVE CARTWRIGHT ST FULTON AVE Local Asphalt 47
SABINE PASS AVE FULTON AVE ROBERTS ST Local Asphalt 39
SABINE PASS AVE ROBERTS ST LEE ST Local Asphalt 32
SABINE PASS AVE LEE ST PRAIRIE ST Local Asphalt 19
SABINE PASS AVE PRAIRIE ST TERRELL AVE Local Asphalt 37
SABINE PASS AVE TERRELL AVE WASHINGTON BLVD Local Asphalt 29
SABINE PASS AVE WASHINGTON BLVD EUCLID ST Local Asphalt 58
SABINE PASS AVE EUCLID ST HARRIOT ST Local Asphalt 67
SABINE PASS AVE KENNETH AVE HARRIOT ST Local Asphalt 75
SABRINA LN ST HELENA ST WEST END Local Concrete 86
SAGE MEADOW RUN PAMPAS Local Concrete 86
SAGE PAMPAS SOUTH END Local Concrete 83
SALEM CIR LOCKWOOD DR WEST END Local Concrete 82
SALIDA LN DURANGO DR TAHOE DR Local Concrete 83
SALLIE ST GOODHUE RD CALLAWAY DR Local Concrete 69
SALLIE ST CALLAWAY DR PEYTON DR Local Concrete 76
SAMS WAY WILCOX LN WILLS LN Local Concrete 7
SAMS WAY WILLS LN RAFES WAY Local Concrete e
SAMS WAY RAFES WAY BRYANT WAY Local Concrete 75
SAN ANSELMO PLEASANT BEND DR GUESS RD Local Concrete 85
SAN ANSELMO GUESS RD CHINN LN Local Asphalt 39
SAN ANSELMO CHINN LN RICHARDSON DR Local Asphalt 30
SAN ANSELMO RICHARDSON DR WILLIS LN Local Asphalt 29
SAN ANTONIO ST CORLEY AVE CARTWRIGHT ST Local Asphalt 28
SAN ANTONIO ST CARTWRIGHT ST ROBERTS ST Local Concrete 85
SAN ANTONIO ST ROBERTS ST PRAIRIE ST Local Concrete 86
SAN ANTONIO ST PRAIRIE ST TERRELL AVE Local Concrete 87
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SAN ANTONIO ST TERRELL AVE ROCKWELL ST Local Asphalt 56
SAN ANTONIO ST ROCKWELL ST WASHINGTON BLVD Local Asphalt 26
SAN BRUNO GUESS RD CHINN LN Local Asphalt 38
SAN BRUNO CHINN LN RICHARDSON DR Local Asphalt 60
SAN BRUNO RICHARDSON DR WILLIS LN Local Asphalt 39
SAN BRUNO WILLIS LN GRIFFING RD Local Asphalt 82
SAN CARLOS GUESS RD CHINN LN Local Asphalt 35
SAN CARLOS CHINN LN RICHARDSON DR Local Asphalt 54
SAN CARLOS RICHARDSON DR WILLIS LN Local Asphalt 55
SAN CARLOS WILLIS LN SOUTH END Local Asphalt 16
SAN DIEGO GUESS RD CHINN LN Local Asphalt 86
SAN DIEGO CHINN LN RICHARDSON DR Local Asphalt 80
SAN DIEGO RICHARDSON DR WILLIS LN Local Asphalt 90
SAN DIEGO WILLIS LN GRIFFING RD Local Asphalt 80
SAN JACINTO ST CROCKETT ST BOWIE ST Local Asphalt 46
SAN JACINTO ST BOWIE ST FANNIN ST Local Asphalt 62
SAN JACINTO ST FANNIN ST RAILROAD Local Asphalt 18
SAN JACINTO ST RAILROAD WALL ST Local Asphalt 23
SAN JACINTO ST WALL ST COLLEGE ST Local Asphalt 26
SAN JACINTO ST COLLEGE ST GILBERT ST Local Asphalt 19
SAN JACINTO ST GILBERT ST MILAM ST Local Asphalt 17
SAN JACINTO ST MILAM ST FRANKLIN ST Local Asphalt 42
SAN JACINTO ST FRANKLIN ST BLANCHETTE ST Local Asphalt 64
SAN JACINTO ST BLANCHETTE ST BOLIVAR ST Local Asphalt 72
SAN JACINTO ST BOLIVAR ST CORLEY AVE Local Asphalt 46
SAN JACINTO ST CORLEY AVE CARTWRIGHT ST Local Asphalt 49
SAN JACINTO ST CARTWRIGHT ST ROBERTS ST Local Asphalt 58
SAN JACINTO ST ROBERTS ST PRAIRIE ST Local Asphalt 31



City of Beaumont
Street Condition Summary

a
() ) =
E 5 2
From Street To Street S S 3
SAN JACINTO ST PRAIRIE ST TERRELL AVE Local Asphalt 35
SAN JACINTO ST TERRELL AVE ROCKWELL ST Local Asphalt 47
SAN JACINTO ST ROCKWELL ST WASHINGTON BLVD Local Asphalt 15
SANDLIN ST BAKER RD HUMBLE RD Local Asphalt 87
SANDWOOD LN KENWOOD DR DURWOOD DR Local Concrete 78
SANDWOOD LN DURWOOD DR CRESTWOOD DR Local Concrete 68
SANDWOOD LN CRESTWOOD DR BRENTWOOD DR Local Concrete 67
SANDWOOD LN BRENTWOOD DR SE END Local Concrete 68
SANTA FE ST ROMAN ST DURDEN ST Local Asphalt 20
SANTA FE ST DURDEN ST DOLLINGER RD Local Asphalt 48
SARAH ST CADILLAC LN BOB ST Arterial Concrete 74
SARAH ST BOB ST MARIE ST Arterial Concrete 70
SARAH ST MARIE ST LOU ST Arterial Concrete 74
SARAH ST LOU ST USAN ST Arterial Concrete 76
SARAH ST USAN ST HOUSTON ST Arterial Concrete 54
SARAH ST HOUSTON ST GARDEN ST Arterial Concrete 68
SARAH ST GARDEN ST GOLIAD ST Arterial Concrete 71
SARAH ST GOLIAD ST PRADICE ST Arterial Concrete 76
SARAH ST PRADICE ST MOUTON ST Arterial Concrete 74
SARAH ST MOUTON ST 4TH ST Arterial Concrete 75
SARAH ST 4TH ST 5TH ST Arterial Concrete 73
SARAH ST 5TH ST WINSTON DR Arterial Concrete 75
SARAH ST WINSTON DR FAITH Arterial Concrete 80
SARAH ST FAITH HOPE Arterial Concrete 76
SARAH ST HOPE WARREN ST Arterial Concrete 74
SARAH ST WARREN ST FATIMA ST Arterial Concrete 74
SARAH ST FATIMA ST SHALOM Arterial Concrete 79
SARAH ST SHALOM RAPHA ST Arterial Concrete 82



City of Beaumont

Street Condition Summary

a
() ) =
E 5 2
From Street To Street S S 3
SARAH ST RAPHA ST ROHI Arterial Concrete 73
SARAH ST ROHI FANNETT RD Arterial Concrete 7
SARAH ST 11TH ST FANNETT RD Arterial Concrete 85
SARATOGA CIR HIALEAH DR BRANDYWINE ST Local Concrete 73
SASSAFRAS LN YAUPON DR MAYHAW DR Local Concrete e
SAVANNAH TRCE DELAWARE ST NATCHEZ TRCE Collector Concrete 90
SAVANNAH TRCE NATCHEZ TRCE CHATOM TRCE Collector Concrete 87
SAVANNAH TRCE CHATOM TRCE REGINA LN Collector Concrete 82
SAVANNAH TRCE REGINA LN SOUTH END Local Concrete 78
SAWGRASS CIR NE END CYPRESS PT Local Concrete 83
SAWYER ST LAUREL ST DS@1000S LAUREL ST Local Asphalt 30
SAWYER ST DS@1000S LAUREL ST SMART ST Local Asphalt 16
SAXE ST KENNETH AVE WYATT ST Local Asphalt 80
SAXE ST WYATT ST PARK ST Local Asphalt 81
SAXE ST PARK ST NW END Local Asphalt 74
SCANTILLY DR NORTH END RIKISHA LN Local Concrete 50
SCENIC DR 105 CLAY CIR Local Asphalt 53
SCENIC DR CLAY CIR JOESAM LN Local Asphalt 67
SCENIC DR JOESAM LN CANDY LN Local Asphalt 57
SCENIC DR CANDY LN DREXEL DR Local Asphalt 47
SCENIC DR DREXEL DR MAJOR DR Local Asphalt 61
SCHWARNER ST CARROLL ST VERONE ST Local Concrete 72
SCHWARNER ST VERONE ST LEIPER ST Local Concrete 68
SCHWARNER ST LEIPER ST POPLAR ST Local Concrete 62
SCHWARNER ST POPLAR ST CLEO ST Local Concrete 62
SCHWARNER ST CLEO ST BROOKLYN ST Local Concrete 62
SCHWARNER ST BROOKLYN ST IRVING AVE Local Concrete 72
SCHWARNER ST TILSON ST ST ANTHONY ST Local Asphalt 26
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SCHWARNER ST ST ANTHONY ST TURON ST Local Asphalt 35
SCHWARNER ST TURON ST SABINE PASS AVE Local Asphalt 55
SCOTCH 24TH ST 25TH ST Local Asphalt 40
SCOTTS DR OLD VOTH RD BORDAGES LN Local Asphalt 41
SCOTTS DR BORDAGES LN WEST END Local Asphalt 59
SCRANTON ST GILL ST WALTON ST Local Asphalt 39
SCRANTON ST WALTON ST HALE LN Local Asphalt 16
SCRANTON ST HALE LN LEIGHT ST Local Asphalt 36
SEAGULL LN SPRINGDALE LN ROADRUNNER LN Local Concrete 73
SEALE RD TYRRELL PARK RD DS@1000W TYRRELL PARK RD Local Asphalt 83
SEALE RD DS@1000W TYRRELL PARK RD DS@2000W TYRRELL PARK RD Local Asphalt 84
SEALE RD DS@2000W TYRRELL PARK RD MEL SHA LN Local Asphalt 86
SEALE RD MEL SHA LN CHAPEL LN Local Asphalt 96
SEALE RD CHAPEL LN FANNETT RD Local Asphalt 91
SEMINOLE DR NE END DORAL DR Local Concrete 79
SEMINOLE DR DORAL DR MEDINAH DR Local Concrete 79
SEMINOLE DR MEDINAH DR SOUTH END Local Concrete 77
SERENE DR CAPTAIN DR HOWELL ST Local Concrete 48
SERENE DR HOWELL ST INFINITY LN Local Concrete 56
SHADOW BEND AVE LITTLEWOOD DR SHADOW LN Local Concrete 78
SHADOW BEND AVE SHADOW LN EAHEART CIR Local Concrete 74
SHADOW BEND AVE EAHEART CIR OAKMONT DR Local Concrete 76
SHADOW BEND AVE OAKMONT DR OAKLEIGH BLVD Local Concrete 89
SHADOW BEND AVE OAKLEIGH BLVD NORTH OAKLEIGH BLVD SOUTH Local Concrete 83
SHADOW BEND AVE OAKLEIGH BLVD DELAWARE ST Local Concrete 84
SHADOW CREEK DR WILLOW BEND DR NW END Local Concrete 75
SHADOW LN EAST END SHADOW BEND AVE Local Concrete 82
SHADOW LN SHADOW BEND AVE WEST END Local Concrete 7
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SHADY HOLLOW LN ROLLINGBROOK LN ARBOR WOOD LN Local Concrete 76
SHADY LN SLEEPY LN LAZY LN Local Concrete 45
SHADY LN LAZY LN AUSTIN ST Local Concrete 41
SHADY LN AUSTIN ST WHEAT DR Local Concrete 69
SHAKESPEARE DR GLADYS AVE LIMERICK DR Local Concrete 75
SHAKESPEARE DR LIMERICK DR SHANAHAN DR Local Concrete 75
SHAKESPEARE DR SHANAHAN DR GLEN WILLOW DR Local Concrete 76
SHAKESPEARE DR GLEN WILLOW DR WESTGATE DR Local Concrete 74
SHAKESPEARE DR WESTGATE DR BURLINGTON DR Local Concrete 76
SHAKESPEARE DR BURLINGTON DR KILLARNEY DR Local Concrete 72
SHAKESPEARE DR KILLARNEY DR BLARNEY ST Local Concrete 75
SHAKESPEARE DR BLARNEY ST WEAVER DR Local Concrete 70
SHAKESPEARE DR WEAVER DR MADRID DR Local Concrete 71
SHAKESPEARE DR MADRID DR COLLIER RD Local Concrete 72
SHAKESPEARE DR COLLIER RD MONTERREY DR Local Concrete 78
SHAKESPEARE DR MONTERREY DR BRANDYWINE ST Local Concrete 72
SHAKESPEARE DR PRUTZMAN ST PHELAN BLVD Local Asphalt 92
SHAKESPEARE DR PHELAN BLVD PHELAN BLVD Local Asphalt 83
SHAKESPEARE DR PHELAN BLVD CALDER AVE Local Asphalt 58
SHALOM SARAH ST SOUTH END Local Concrete 85
SHAMROCK ST IRVING AVE TILSON ST Local Asphalt 16
SHAMROCK ST TILSON ST TURON ST Local Asphalt 19
SHAMROCK ST TURON ST SABINE PASS AVE Local Asphalt 14
SHANAHAN DR EAST END SHAKESPEARE DR Local Concrete 78
SHANAHAN DR SHAKESPEARE DR GALWAY DR Local Concrete 78
SHANNON AVE MARTIN LUTHER KING PKWY CHAPIN ST Local Asphalt 65
SHANNON AVE CHAPIN ST ALMA ST Local Asphalt 56
SHARON CIR STACEWOOD DR SW END Local Concrete 74
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SHEFFIELD ST TAYLOR ST WILSON ST Local Asphalt 60
SHEFFIELD ST WILSON ST FILLMORE ST Local Asphalt 74
SHEFFIELD ST FILLMORE ST PIERCE ST Local Asphalt 66
SHEFFIELD ST PIERCE ST BUCHANAN ST Local Asphalt 76
SHEILA LN EMILY LN JACKIE LN Local Concrete 92
SHEILA LN JACKIE LN LORI LN Local Concrete 88
SHEILA LN LORI LN KATHY LN Local Concrete 90
SHEILA LN KATHY LN NICOLE LN Local Concrete 94
SHEILA LN NICOLE LN WEST END Local Concrete 89
SHELBY ST MCLEAN DR BROUN ST Local Asphalt 62
SHELBY ST BROUN ST SHEPHERD DR Local Asphalt 26
SHELBY ST SHEPHERD DR GARDNER ST Local Asphalt 51
SHELBY ST GARDNER ST JOSEY ST Local Asphalt 22
SHELBY ST JOSEY ST DOTY ST Local Asphalt 22
SHELBY ST DOTY ST RIGGS ST Collector Concrete 78
SHELBY ST RIGGS ST GROSS ST Collector Concrete 82
SHELBY ST GROSS ST MAPES ST Collector Concrete 77
SHELBY ST MAPES ST Private Dr Collector Concrete 78
SHELBY ST Private Dr LANDIS DR Collector Concrete 75
SHELL ST HIGHLAND AVE KENNETH AVE Local Asphalt 81
SHELLEY DR NORTH END DUKE LN UNDEDICATED Local Asphalt 29
SHELLEY DR DUKE LN UNDEDICATED WALDEN RD Local Asphalt 63
SHENANDOAH DR SHILOH DR DS@1000W SHILOH DR Local Concrete 72
SHENANDOAH DR DS@1000W SHILOH DR MAJOR DR Local Concrete 78
SHEPHERD DR GREEVES ST SHELBY ST Local Asphalt 37
SHEPHERD DR SHELBY ST CALHOUN AVE Local Asphalt 41
SHEPHERD DR CALHOUN AVE JOSEY ST Local Asphalt 32
SHERIDAN LN SHERIDAN OAKS DR SHERIDAN PL Local Concrete 82
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SHERIDAN LN SHERIDAN PL GLADYS AVE Local Concrete 73
SHERIDAN LN GLADYS AVE WILCHESTER LN Local Concrete i
SHERIDAN OAKS DR SHERIDAN LN SE END Local Concrete 73
SHERIDAN OAKS DR SHERIDAN LN WELLINGTON PL Local Concrete 78
SHERIDAN PL NORTH END SHERIDAN LN Local Concrete 83
SHERMAN ST CARROLL ST HEMLOCK ST Local Concrete 70
SHERMAN ST HEMLOCK ST POPLAR ST Local Concrete 71
SHERMAN ST POPLAR ST PEAR ST Local Concrete 67
SHERMAN ST PEAR ST BROOKLYN ST Local Concrete 61
SHERMAN ST BROOKLYN ST PECAN ST Local Concrete 69
SHERMAN ST PECAN ST IRVING AVE Local Concrete 72
SHERMAN ST IRVING AVE JACOBS ST Local Asphalt 7
SHERWOOD DR BROAD OAK ST HOLIDAY ST Collector Asphalt 82
SHERWOOD DR HOLIDAY ST TRAM RD Collector Asphalt 60
SHERWOOD DR TRAM RD OAKCREST DR Collector Asphalt 57
SHERWOOD DR OAKCREST DR DS@1000S OAKCREST DR Collector Asphalt 49
SHERWOOD DR DS@1000S OAKCREST DR DS@2000S OAKCREST DR Collector Asphalt 56
SHERWOOD DR DS@2000S OAKCREST DR DS@3000S OAKCREST DR Collector Asphalt 78
SHERWOOD DR DS@3000S OAKCREST DR PINEY POINT LN Collector Asphalt 55
SHILOH DR SHENANDOAH DR MAJOR DR Local Concrete 75
SHIRE LN COLLIER RD SE END Local Concrete 83
SHIRLEY CIR NORTH END TERRY ST Local Concrete 78
SHIVERS DR BETTES LN BLUEBERRY LN Local Concrete 75
SHIVERS DR BLUEBERRY LN BEAUMONT DR Local Concrete 75
SIENNA TRAILS NORTH END TIMBER CREEK LOOP Collector Concrete 90
SIENNA TRAILS TIMBER CREEK LOOP NORTH TIMBER CREEK LOOP SOUTH Collector Concrete 87
SIENNA TRAILS TIMBER CREEK LOOP CONCORD RD Collector Concrete 89
SIERRA CIR VEGAS LN DURANGO DR Local Concrete 79
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SIERRA CIR DURANGO DR RATON CIR Local Concrete 81
SIERRA CIR RATON CIR TAHOE DR Local Concrete 82
SIGNORA ST BENNETT RD MINNIE DR Local Concrete 91
SIGNORA ST MINNIE DR SOUTH END Local Concrete 85
SILVER ST DELAWARE ST GLASSHOUSE ST Local Asphalt 96
SILVERLEAF ST CHAMPIONS DR THOREAU ST Local Concrete 86
SILVERLEAF ST THOREAU ST WEST END Local Concrete 82
SILVERWOOD LN EAST END MAJOR DR Local Concrete 78
SIMMONS ST EAST END TENAHA ST Local Concrete e
SIMMONS ST TENAHA ST TANNIS ST Local Concrete 76
SIMMONS ST TANNIS ST PRIMER ST Local Concrete 78
SIMMONS ST PRIMER ST PRISCILLA ST Local Concrete 78
SIMMONS ST PRISCILLA ST VIRGIL ST Local Concrete 79
SIMMONS ST VIRGIL ST PINE ST Local Concrete 81
SIMMONS ST PINE ST GRAND ST Local Asphalt 76
SIMMONS ST GRAND ST MAGNOLIA AVE Local Asphalt 49
SIMMONS ST MAGNOLIA AVE CABLE AVE Local Asphalt 61
SIMMONS ST CABLE AVE FORREST ST Local Asphalt 42
SIMMONS ST FORREST ST LINSON ST Local Asphalt 30
SIMMONS ST LINSON ST COAST ST Local Asphalt 73
SIMMONS ST COAST ST GULF ST Local Asphalt 56
SIMON DR BLOSSOM DR WEST END Local Concrete 74
SIMPSON DR BLOSSOM DR WEST END Local Concrete 58
SINGLETON RD CONCORD RD DS@1000S CONCORD RD Local Asphalt 36
SINGLETON RD DS@1000S CONCORD RD SINGLETON RD @WYE Local Asphalt 40
SKIPWITH ST MILAM ST BLANCHETTE ST Local Asphalt 64
SKYVIEW DR EVENINGVIEW LN LEE ANN LN Local Concrete 73
SKYVIEW DR LEE ANN LN ENFIELD LN Local Concrete 43
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SLEEPY LN EAST END SHADY LN Local Concrete 51
SMART ST 7TH ST MINOR ST Local Asphalt 20
SMART ST MINOR ST 8TH ST Local Asphalt 12
SMART ST 8TH ST DUPERIER ST Local Asphalt 11
SMART ST DUPERIER ST JAGUAR DR Local Asphalt 29
SMART ST JAGUAR DR OXFORD ST Local Asphalt 35
SMART ST OXFORD ST 11TH ST Local Asphalt 57
SMART ST 11TH ST SAWYER ST Local Asphalt 51
SMART ST 13TH ST WEST END Local Asphalt 19
SMELKER ST MCLEAN DR STEDMAN ST Local Asphalt 42
SMELKER ST STEDMAN ST LANDIS DR Local Asphalt 25
SMYTHE ST CHURCH ST PIPKIN ST Local Asphalt 46
SOMERSET ST WASHINGTON BLVD JHOOD ST Local Concrete 87
SOMERSET ST JHOOD ST LOMBARD ST Local Concrete 82
SOMERSET ST LOMBARD ST MONICA ST Local Concrete 72
SOMMERVILLE CIR BONNER DR WEST END Local Concrete 93
SONNY PERKINS ST BRADLEY ST STANTON ST Local Asphalt 49
SOUTH BEND PARK WEST DR WEST BEND Local Concrete 83
SOUTH OAKS DR GARDEN OAKS DR OAK BROOK DR Local Concrete 92
SOUTH ST FORREST ST CENTER ST Local Asphalt 54
SOUTH ST CENTER ST EWING ST Local Asphalt 58
SOUTH ST EWING ST WEST END Local Asphalt 10
SOUTH ST EAST END MARIPOSA ST Local Asphalt 13
SOUTH ST MARIPOSA ST GULF ST Local Asphalt 27
SOUTH ST GULF ST 1ST ST Local Asphalt 9
SOUTH ST 1ST ST 3RD ST Local Concrete 44
SOUTH ST 3RD ST 4TH ST Local Asphalt 32
SOUTH ST ATH ST 5TH ST Local Asphalt 52
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SOUTH ST 5TH ST 6TH ST Local Asphalt 47
SOUTH ST 6TH ST GUFFEY ST Local Asphalt 52
SOUTH ST GUFFEY ST 7TH ST Local Asphalt 51
SOUTH ST 7TH ST MINOR ST Local Asphalt 44
SOUTH ST MINOR ST 8TH ST Local Asphalt 49
SOUTH ST 8TH ST DUPERIER ST Local Asphalt 46
SOUTH ST DUPERIER ST JAGUAR DR Local Asphalt 39
SOUTH ST JAGUAR DR 10TH ST Local Asphalt 18
SOUTH ST 10TH ST OXFORD ST Local Asphalt 51
SOUTH ST OXFORD ST 11TH ST Local Asphalt 34
SOUTH ST 13TH ST WEST END Local Asphalt 19
SOUTHERLAND ST SP RD MARIE ST Local Asphalt 29
SOUTHERLAND ST MARIE ST WACO ST Local Asphalt 46
SOUTHERLAND ST WACO ST GEORGE Local Concrete 75
SOUTHERLAND ST GEORGE USAN ST Local Concrete 69
SOUTHERLAND ST USAN ST HOUSTON ST Local Concrete 65
SOUTHERLAND ST HOUSTON ST EAST HOUSTON ST WEST Local Concrete 58
SOUTHERLAND ST HOUSTON ST NELSON ST Local Concrete 66
SOUTHERLAND ST NELSON ST GOLIAD ST Local Concrete 68
SOUTHERLAND ST GOLIAD ST PRADICE ST Local Concrete 71
SOUTHERLAND ST PRADICE ST 4TH ST Local Concrete e
SOUTHERLAND ST 4TH ST FANNETT RD Local Asphalt 22
SOUTHMEADOW DR SPRINGMEADOW DR MEADOWVALE DR Local Concrete 83
SOUTHMEADOW DR MEADOWVALE DR WESTMEADOW DR Local Concrete 83
SP RD HARRIOT ST SOUTHERLAND ST Local Asphalt 32
SP RD EUCLID ST HARRIOT ST Local Asphalt 9
SP RD WASHINGTON BLVD EUCLID ST Local Asphalt 12
SP RD WASHINGTON BLVD ROCKWELL ST Local Asphalt 16



City of Beaumont
Street Condition Summary

a
() ) =
E 5 2
From Street To Street S S 3
SP RD CHURCH ST BARBARA LYNN/OLLIE ST Local Asphalt 35
SP RD MAY ST BARBARA LYNN/OLLIE ST Local Asphalt 66
SP RD HEBERT ST MAY ST Local Asphalt 74
SPACE ST SANTA FE ST CAMPBELL ST Local Asphalt 12
SPARKS ST LAVACA ST IRBY ST Local Asphalt 37
SPARKS ST IRBY ST CASTON ST Local Asphalt 23
SPARROW WAY SWALLOW DR LAUREL ST Local Concrete 57
SPARROW WAY LAUREL ST ORIOLE DR Local Concrete 59
SPARROW WAY ORIOLE DR BAYOU RD Local Concrete 68
SPARROW WAY BAYOU RD MAXWELL DR Local Concrete 68
SPEER RD ROLAND RD HELBIG RD Local Asphalt 22
SPENCER DR BETTES LN DS@1000E BETTES LN Local Concrete 45
SPENCER DR DS@1000E BETTES LN MARGO LN Local Concrete 38
SPENCER DR MARGO LN LANDRY LN Local Concrete 20
SPENCER DR LANDRY LN PINE BURR BLVD Local Asphalt 15
SPINDLETOP AVE NE END OHIO ST Local Asphalt 22
SPINDLETOP AVE CARDINAL DR MARTIN LUTHER KING PKWY Local Asphalt 26
SPINDLETOP AVE MARTIN LUTHER KING PKWY PRIVATE Local Asphalt 31
SPINDLETOP AVE PRIVATE Private Dr Local Asphalt 43
SPINDLETOP AVE Private Dr SULPHUR DR Local Asphalt 46
SPINDLETOP AVE SULPHUR DR SW END Local Asphalt 10
SPINDLETOP SQ 11TH ST WEST END Local Concrete 82
SPRINGDALE LN PARK NORTH DR SEAGULL LN Local Concrete 73
SPRINGDALE LN HOMER DR SE END Local Concrete 67
SPRINGMEADOW DR NE END MEADOWCREEK DR Local Concrete e
SPRINGMEADOW DR MEADOWCREEK DR NORTHMEADOW DR Local Concrete 68
SPRINGMEADOW DR NORTHMEADOW DR MEADOWBROOK DR Local Concrete 78
SPRINGMEADOW DR MEADOWBROOK DR MEADOWICK DR Local Concrete 76
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SPRINGMEADOW DR MEADOWICK DR SOUTHMEADOW DR Local Concrete 81
SPRINGMEADOW DR SOUTHMEADOW DR MANION DR Local Concrete 87
SPRINGVIEW ST CHASE ST REESE ST Local Concrete 94
SPRINGVIEW ST REESE ST RFD RD Local Concrete 92
SPRUCE ST PINE ST TEXAS AVE Local Asphalt 40
SPRUCE ST TEXAS AVE GRAND ST Local Asphalt 36
SPRUCE ST GRAND ST MAGNOLIA AVE Local Asphalt 38

SPRUCE ST MAGNOLIA AVE CABLE AVE Local Asphalt

SPRUCE ST CABLE AVE FORREST ST Local Asphalt

SPRUCE ST FORREST ST LINSON ST Local Asphalt
SPURLOCK RD MAJOR DR BEAU VIEW DR Local Asphalt 56
SPURLOCK RD BEAU VIEW DR DS@1000W BEAU VIEW DR Local Asphalt 47
SPURLOCK RD DS@1000W BEAU VIEW DR DS@2000W BEAU VIEW DR Local Asphalt 58
SPURLOCK RD DS@2000W BEAU VIEW DR DS@3000W BEAU VIEW DR Local Asphalt 23
SPURLOCK RD DS@3000W BEAU VIEW DR DS@4000W BEAU VIEW DR Local Asphalt 53
SPURLOCK RD DS@4000W BEAU VIEW DR DS@5000W BEAU VIEW DR Local Asphalt 62
SPURLOCK RD DS@5000W BEAU VIEW DR DS@6000W BEAU VIEW DR Local Asphalt 57
SPURLOCK RD DS@6000W BEAU VIEW DR KEITH RD Local Asphalt 47
ST ANDREWS DR NORTH END GLENEAGLES DR Local Concrete 75
ST ANTHONY ST JACKSON ST SCHWARNER ST Local Asphalt 55
ST ANTHONY ST SCHWARNER ST MCGOVERN ST Local Asphalt 78
ST ANTHONY ST MARY ST NEICY ST Local Asphalt 59
ST ANTHONY ST NEICY ST FLOWERS ST Local Asphalt 50
ST ANTHONY ST FLOWERS ST STANTON ST Local Asphalt 72
ST ANTHONY ST STANTON ST DOUCETTE AVE Local Asphalt 76
ST CHARLES CABLE AVE FORREST ST Local Asphalt 11
ST HELENA ST GILL ST ALBANY ST Local Asphalt 18
ST HELENA ST ALBANY ST WALTON ST Local Asphalt 34



City of Beaumont
Street Condition Summary

a

() ) =

E 5 2

From Street To Street S S 3

ST HELENA ST WALTON ST UTICA ST Local Asphalt 40
ST HELENA ST UTICA ST HALE LN Local Asphalt 37
ST HELENA ST HALE LN TOLEDO ST Local Asphalt 47
ST HELENA ST TOLEDO ST LEIGHT ST Local Asphalt 31
ST HELENA ST LEIGHT ST IVES ST Local Asphalt 30
ST HELENA ST IVES ST EARL ST Local Asphalt 30
ST HELENA ST EARL ST NORTH EARL ST SOUTH Local Asphalt 54
ST HELENA ST EARL ST PRIMROSE ST Local Asphalt 55
ST HELENA ST PRIMROSE ST POPE ST Local Asphalt 57
ST HELENA ST POPE ST TULANE ST Local Asphalt 43
ST HELENA ST TULANE ST DELAWARE ST Local Asphalt 33
ST HELENA ST DELAWARE ST GLASSHOUSE ST Local Asphalt 43
ST HELENA ST GLASSHOUSE ST REGENT Local Concrete 71
ST HELENA ST REGENT UNKNOWN Local Concrete 85
ST HELENA ST UNKNOWN SOUTH END Local Concrete 91
ST HELENA ST ST HELENA ST SABRINA LN Local Concrete 89
ST HELENA ST SABRINA LN CONCORD RD Local Concrete 86
ST HELENA ST CONCORD RD PLUM ST Collector Asphalt 41
ST HELENA ST PLUM ST CDSST Collector Concrete 61
ST HELENA ST CDSST COTTONWOOD ST Collector Concrete 74
ST HELENA ST COTTONWOOD ST LIVE OAK ST Collector Asphalt 50
ST HELENA ST LIVE OAK ST CALDWELL AVE Collector Asphalt 72
ST HELENA ST CALDWELL AVE IH 10 Local Asphalt 44
ST JAMES BLVD EAST END 4TH ST Local Asphalt 82
ST JAMES BLVD FANNETT RD IOLA ST Local Asphalt 39
ST JAMES BLVD IOLA ST ETHEL ST Local Asphalt 31
ST JAMES BLVD ETHEL ST ESTELLE ST Local Asphalt 29
ST JAMES BLVD ESTELLE ST 11TH ST Local Asphalt 57
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ST JAMES BLVD 11TH ST ANITA ST Local Asphalt 45
ST JAMES BLVD ANITA ST ABATTOIR ST Local Asphalt 35
ST LOUIS ST VIRGINIA ST BOURBON ST Local Concrete 93
ST LOUIS ST BOURBON ST BASIN ST Local Concrete 79
ST LOUIS ST BASIN ST RAMPART ST Local Concrete 74
ST LOUIS ST RAMPART ST HIGHLAND DR Local Concrete 74
STACEWOOD DR MARSHALL PLACE DR GLADYS AVE Local Concrete 68
STACEWOOD DR GLADYS AVE GREENWOOD DR Local Concrete 72
STACEWOOD DR GREENWOOD DR LINKWOOD DR Local Concrete 70
STACEWOOD DR LINKWOOD DR CHERRYWOOD DR Local Concrete 68
STACEWOOD DR CHERRYWOOD DR WESTGATE DR Local Concrete 70
STACEWOOD DR WESTGATE DR MADRID DR Local Concrete 61
STACEWOOD DR MADRID DR SHARON CIR Local Concrete 67
STACEWOOD DR SHARON CIR KNOLLWOOD DR Local Concrete 69
STACY DR WASHINGTON BLVD SOUTH END Local Concrete 86
STAGG DR 8TH ST DS@1000W 8TH ST Local Concrete 55
STAGG DR DS@1000W 8TH ST 11TH ST Local Concrete 68
STAGG DR 11TH ST DS@1000W 11TH ST Local Asphalt 32
STAGG DR DS@1000W 11TH ST IH 10 Local Asphalt 19
STANFORD DR CUMBERLAND DR PINEY POINT LN Local Asphalt 44
STANTON ST HEMLOCK ST SONNY PERKINS ST Local Asphalt 32
STANTON ST SONNY PERKINS ST POPLAR ST Local Asphalt 53
STANTON ST BROOKLYN ST PECAN ST Local Asphalt 10
STANTON ST PECAN ST IRVING AVE Local Asphalt 14
STANTON ST IRVING AVE JACOBS ST Local Asphalt 40
STANTON ST JACOBS ST ST ANTHONY ST Local Asphalt 45
STARDUST DR KIPLING DR CECIL DR Local Asphalt 80
STARDUST DR CECIL DR SUNBURST DR Local Asphalt 82



City of Beaumont

Street Condition Summary

a
() ) =
E 5 2
From Street To Street S S 3
STEDMAN ST SMELKER ST CLEMMONS ST Local Asphalt 20
STEDMAN ST CLEMMONS ST GREEVES ST Local Asphalt 20
STEELTON ST LUCAS DR MONROE ST Local Asphalt 55
STEELTON ST MONROE ST TYLER ST Local Asphalt 43
STEELTON ST TYLER ST TAYLOR ST Local Asphalt 40
STEELTON ST TAYLOR ST WILSON ST Local Asphalt 51
STEELTON ST WILSON ST FILLMORE ST Local Asphalt 91
STEELTON ST FILLMORE ST PIERCE ST Local Asphalt 93
STEELTON ST PIERCE ST BUCHANAN ST Local Asphalt 92
STEELTON ST BUCHANAN ST JOHNSON ST Local Asphalt 81
STEELTON ST JOHNSON ST HAYES LN Local Asphalt 91
STEELTON ST HAYES LN ARTHUR ST Local Asphalt 95
STEELTON ST ARTHUR ST PRIMROSE ST Local Asphalt 88
STEELTON ST PRIMROSE ST CONCORD RD Local Asphalt 91
STEPHEN LN BROWNSTONE PLACE WEST END Local Concrete 82
STEPHENSON ST EVALON AVE MILLER ST Local Asphalt 57
STEPHENSON ST MILLER ST ASHLEY AVE Local Asphalt 58
STEPHENSON ST ASHLEY AVE LONG AVE Local Asphalt 22
STERLING LN BROWNSTONE PLACE WEST END Local Concrete 82
STEVE DR LA SALLE ST EAST LA SALLE ST WEST Local Asphalt 11
STEWART ST CARROLL ST HERRING ST Local Concrete 76
STEWART ST HERRING ST VERONE ST Local Concrete i
STEWART ST VERONE ST LEIPER ST Local Concrete 71
STEWART ST LEIPER ST PORT ST Local Concrete 71
STEWART ST PORT ST LEVY ST Local Concrete 72
STEWART ST LEVY ST BROOKLYN ST Local Concrete 70
STIVERS DR FANNETT RD SE END Local Asphalt 15
STONE BROOK CT NORTH END LUCAS DR Local Concrete 90
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STONE CIR BANCROFT DR WEST END Local Concrete 75
STONE OAK DR CARDINAL DR SOUTH END Local Concrete 95
STONETOWN RD DS@4000E LOOP RD BEST RD Local Asphalt 91
STONETOWN RD DS@3000E LOOP RD DS@4000E LOOP RD Local Asphalt 87
STONETOWN RD DS@2000E LOOP RD DS@3000E LOOP RD Local Asphalt 43
STONETOWN RD DS@1000E LOOP RD DS@2000E LOOP RD Local Asphalt 25
STONETOWN RD LOOP RD DS@1000E LOOP RD Local Asphalt 29
STRATTON CIR STRATTON LN SW END Local Concrete 59
STRATTON LN CAMBRIDGE LN STRATTON LN @TEE Local Concrete 70
STRATTON LN STRATTON LN @TEE BERKSHIRE LN Local Concrete 72
STRATTON LN STRATTON LN @TEE SE END Local Concrete 59
STRATTON LN BERKSHIRE LN STRATTON CIR Local Concrete 54
STRATTON LN STRATTON CIR DEVON DR Local Concrete 56
STRATTON LN BERKSHIRE LN DEVON DR Local Concrete 43
SUE LN CLINTON ST HOWELL ST Local Concrete 79
SUE LN HOWELL ST WADE ST Local Concrete 79
SUL ROSS LN WILLIAMSBURG LN HOWELL ST Local Concrete 66
SULLIVAN ST LAVACA ST IRBY ST Local Asphalt 62
SULLIVAN ST IRBY ST WOODROW AVE Local Asphalt 86
SULLIVAN ST VIRGINIA ST CLARK ST Local Asphalt 32
SULLIVAN ST CLARK ST ALABAMA AVE Local Asphalt 52
SULPHUR DR SPINDLETOP AVE DS@1000W SPINDLETOP AVE Local Asphalt 61
SULPHUR DR DS@1000W SPINDLETOP AVE DS@2000W SPINDLETOP AVE Local Asphalt 94
SULPHUR DR DS@2000W SPINDLETOP AVE DS@3000W SPINDLETOP AVE Local Asphalt 95
SULPHUR DR DS@3000W SPINDLETOP AVE DS@4000W SPINDLETOP AVE Local Asphalt 91
SULPHUR DR DS@4000W SPINDLETOP AVE DS@5000W SPINDLETOP AVE Local Asphalt 92
SULPHUR DR DS@5000W SPINDLETOP AVE CARDINAL DR Local Asphalt 88
SULPHUR PLANT RD RAILROAD OHIO ST Local Concrete 78
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SULPHUR PLANT RD OHIO ST CARDINAL Local Concrete 76
SULPHUR PLANT RD CARDINAL CARDINAL HWY Concrete 75
SULPHUR PLANT RD CARDINAL CARDINAL DR Local Concrete 79
SULPHUR PLANT RD CARDINAL DR MARTIN LUTHER KING PKWY Local Concrete 79
SULPHUR PLANT RD MARTIN LUTHER KING PKWY Private Dr Local Concrete 76
SUMMER WIND DR EAST END WHISPER WIND DR Local Concrete 92
SUN MEADOW DR GLEN MEADOW LN MANION DR Local Concrete 80
SUNBIRD LN EAST END PARK NORTH DR Local Concrete 71
SUNBIRD LN PARK NORTH DR WEST END Local Concrete 71
SUNBURST DR DAWN DR STARDUST DR Local Concrete 70
SUNBURY DR EAST END BROADMOOR DR Local Concrete 69
SUNBURY DR BROADMOOR DR DUCOTE ST Local Concrete 23
SUNBURY DR DUCOTE ST BRIGGS ST Local Concrete 68
SUNBURY DR BRIGGS ST ROSINE ST Local Concrete 74
SUNBURY DR ROSINE ST HAMPTON LN Local Asphalt 64
SUNBURY DR HAMPTON LN BERKSHIRE LN Local Asphalt 39
SUNBURY DR BERKSHIRE LN ROXTON LN Local Asphalt 68
SUNBURY DR ROXTON LN CANTERBURY DR Local Asphalt 42
SUNBURY DR CANTERBURY DR CALDWOOD DR Local Asphalt 50
SUNFLOWER LN COBBLESTONE CT VILLAGE DR Local Concrete 90
SUNFLOWER LN VILLAGE DR WINDCHASE DR Local Concrete 90
SUNFLOWER LN WINDCHASE DR DEER CHASE DR Local Concrete 80
SUNFLOWER LN DEER CHASE DR ORCHID LN Local Concrete 87
SUNFLOWER LN ORCHID LN BLUE BONNET LN Local Concrete 83
SUNNYDALE LN HOMER DR SE END Local Concrete 47
SUNNYDALE LN SUNNYDALE LN @WYE HOMER DR Local Concrete 74
SUNNYDALE LN SUNNYDALE LN @WYE LAWRENCE DR Local Asphalt 83
SUNNYDALE LN LAWRENCE DR SUNNYDALE LN @WYE Local Asphalt 51
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SUNNYSIDE DR NORTH END FANNIN ST Local Asphalt 5
SUNNYSIDE DR FANNIN ST FORSYTHE ST Local Asphalt 15
SUNNYSIDE DR FORSYTHE ST WALL ST Local Asphalt 15
SUNNYSIDE DR WALL ST COLLEGE ST Local Asphalt 45
SUNNYSIDE DR COLLEGE ST BELMONT ST Local Asphalt 35
SUNSET ST PARKWAY DR SE PARKWAY DR NW Local Asphalt 26
SURRY CIR DOVER DR WEST END Local Concrete 72
SUTHERLAND ST PRIVATE VAUGHN ST Local Asphalt 31
SUTHERLAND ST VAUGHN ST LUCAS DR Local Asphalt 48
SUZANNE CT PEYTON DR SW END Local Concrete 78
SWALLOW DR SPARROW WAY CANARY LN Local Concrete 56
SWALLOW DR CANARY LN WREN WAY Local Concrete 67
SWEET GUM LN 10TH ST 11TH ST Local Asphalt 42
SWEETBAY ST THOREAU ST WEST END Local Concrete 83
SWIFT DR TRINIDAD ST SOUTH END Local Asphalt 56
SWING DR TRINIDAD ST SOUTH END Local Asphalt 57
SYCAMORE ST PRIVATE DOUCETTE AVE Collector Concrete 69
SYCAMORE ST DOUCETTE AVE MADISON AVE Collector Concrete 78
SYCAMORE ST MADISON AVE VAN BUREN ST Collector Concrete 23
SYCAMORE ST VAN BUREN ST FULTON AVE Collector Concrete 23
SYCAMORE ST FULTON AVE KCSRR Collector Concrete 19
TAFT ST CLEVELAND ST LYNWOOD DR Local Asphalt 43
TAFT ST RIDGELAND AVE WEST END Local Concrete 62
TAFT ST EAST END CROW RD Local Concrete 83
TAFT ST CROW RD WEST END Local Concrete 82
TAHOE DR NW END VERMEJO CIR Local Concrete 84
TAHOE DR VERMEJO CIR SALIDA LN Local Concrete 79
TAHOE DR SALIDA LN RENO CIR Local Concrete 80
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TAHOE DR RENO CIR SIERRA CIR Local Concrete 87
TAHOE DR SIERRA CIR RFD RD Local Concrete 91
TALIAFERRO ST MARTIN ST DELAWARE ST Local Asphalt 31
TALIAFERRO ST DELAWARE ST MANNING ST Local Asphalt 39
TALIAFERRO ST MANNING ST FLETCHER ST Local Asphalt 66
TALL PINE ST FORREST GLADE ST INDIAN TRL Local Concrete 61
TALL PINE ST INDIAN TRL WESTERN TRL Local Concrete 58
TANGLEDAHL LN RIKSAN CV BELVEDERE DR Local Concrete 73
TANGLEDAHL LN BELVEDERE DR MICHELLE CV Local Concrete 74
TANNIS ST FLETCHER ST LETHIA ST Local Asphalt 42
TANNIS ST LETHIA ST NORTH LETHIA ST SOUTH Local Asphalt 42
TANNIS ST LETHIA ST SIMMONS ST Local Asphalt 44
TARA DR LITTLEFIELD ST ASHDOWN DR Local Concrete 77
TARA DR ASHDOWN DR CHADWICK DR Local Concrete 7
TARA DR CHADWICK DR DUNLEITH DR Local Concrete 74
TARA DR DUNLEITH DR MONTICELLO ST Local Concrete 68
TARA DR MONTICELLO ST ELMHURST DR Local Concrete 59
TARA DR ELMHURST DR SUMMERWOOD DR Local Concrete 59
TAYLOR ST MAGNOLIA AVE CARNEGIE ST Local Asphalt 70
TAYLOR ST CARNEGIE ST SHEFFIELD ST Local Asphalt 83
TAYLOR ST SHEFFIELD ST BESSEMER AVE Local Asphalt 87
TAYLOR ST BESSEMER AVE BETHLEHEM AVE Local Asphalt 89
TAYLOR ST BETHLEHEM AVE CLEVELAND ST Local Asphalt 74
TAYLOR ST CLEVELAND ST BIRMINGHAM ST Local Asphalt 84
TAYLOR ST BIRMINGHAM ST PITTSBURGH ST Local Asphalt 84
TAYLOR ST PITTSBURGH ST COATSVILLE ST Local Asphalt 84
TAYLOR ST COATSVILLE ST STEELTON ST Local Asphalt 74
TAYLOR ST STEELTON ST IRONTON AVE Local Asphalt 83



City of Beaumont
Street Condition Summary

a
() ) =
E 5 2
From Street To Street S S 3
TEAKWOOD LN KAREN LN RIKISHA LN Local Concrete 49
TENA LN JENY LN WEST END Local Asphalt 88
TENAHA ST FLETCHER ST LETHIA ST Local Asphalt 21
TENAHA ST NORTH END SIMMONS ST Local Asphalt 52
TENNYSON DR KIPLING DR CECIL DR Local Concrete 44
TERRACE DR NW END VANCE ST Local Concrete 72
TERRELL AVE EAST END SABINE PASS AVE Local Asphalt 18
TERRELL AVE AVENUE A AVENUE B Local Concrete 83
TERRELL AVE AVENUE B AVENUE C Local Concrete 81
TERRELL AVE AVENUE C AVENUE D Local Concrete 84
TERRELL AVE AVENUE D AVENUE E Local Concrete 88
TERRELL AVE AVENUE E EMILE ST Local Concrete 83
TERRELL AVE EMILE ST AVENUE F Local Concrete 84
TERRELL AVE AVENUE F WEST END Local Concrete 82
TERRELL AVE EAST END WACO ST Local Concrete 85
TERRELL AVE WACO ST PALESTINE ST Local Concrete 78
TERRELL AVE PALESTINE ST SAN ANTONIO ST Local Concrete 82
TERRELL AVE SAN ANTONIO ST HOUSTON ST Local Concrete 79
TERRELL AVE HOUSTON ST AMARILLO ST Local Concrete 82
TERRELL AVE AMARILLO ST GOLIAD ST Local Concrete 82
TERRELL AVE GOLIAD ST SAN JACINTO ST Local Concrete 80
TERRELL AVE SAN JACINTO ST 4TH ST Local Concrete 82
TERRELL AVE 4TH ST 5TH ST Local Concrete 85
TERRELL AVE 5TH ST 6TH ST Local Concrete 84
TERRELL AVE 6TH ST 7TH ST Local Concrete 87
TERRY ST EAST END GUY CIR Local Concrete 73
TERRY ST GUY CIR SHIRLEY CIR Local Concrete 75
TERRY ST SHIRLEY CIR REYNOLDS RD Local Concrete 79
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TEST PIPKIN ST ADAMS ST Local Asphalt 40
TEVIS ST CYPRESS ST PINE ST Local Asphalt 44
TEVIS ST PINE ST CROCKETT ST Local Concrete 80
TEXAS AVE NW END DUKE ST Local Asphalt 49
TEXAS AVE DUKE ST PRINCE ST Local Asphalt 58
TEXAS AVE PRINCE ST RHONE ST Local Asphalt 44
TEXAS AVE RHONE ST POPE ST Local Asphalt 73
TEXAS AVE POPE ST DELAWARE ST Local Asphalt 59
TEXAS AVE DELAWARE ST CLARA ST Local Asphalt 78
TEXAS AVE CLARA ST WIESS ST Local Asphalt 41
TEXAS AVE PLUM ST COTTONWOOD ST Local Asphalt 75
TEXAS AVE COTTONWOOD ST LIVE OAK ST Local Asphalt 69
TEXAS AVE LIVE OAK ST SPRUCE ST Local Asphalt 37
TEXAS AVE SPRUCE ST CALDWELL AVE Local Asphalt 11
TEXAS AVE CALDWELL AVE MAPLE ST Local Asphalt 10
TEXAS AVE MAPLE ST ISLA ST Local Asphalt 43
TEXAS AVE ISLA ST ELM ST Local Asphalt 46
TEXAS AVE ELM ST NEW Local Asphalt 29
TEXAS AVE NEW CATALPA ST Local Asphalt 25
TEXAS AVE CATALPA ST IH 10 Local Asphalt 57
THAD LN VANS WAY LINNS WAY Local Concrete 79
THAMES DR SPENCER DR DEWBERRY LN Local Concrete 44
THAMES DR DEWBERRY LN MARGO LN Local Concrete 47
THERESA ST AMMIE ST BUN ST Local Asphalt 69
THERESA ST BUN ST CHAMBLESS DR Local Asphalt 62
THOMAS CT EAST END THOMAS RD Local Concrete 56
THOMAS CT THOMAS RD WEST END Local Concrete 60
THOMAS GLN EAST END THOMAS RD Local Concrete 46
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THOMAS GLN THOMAS RD WEST END Local Concrete 29
THOMAS LN EAST END THOMAS RD Local Concrete 73
THOMAS LN THOMAS RD ANNADALE ST Local Concrete 62
THOMAS PARK EAST END PRIVATE Local Concrete 61
THOMAS PARK PRIVATE WEST END Local Concrete 62
THOMAS RD THOMAS PARK PRIVATE Local Concrete 80
THOMAS RD PRIVATE THOMAS LN Local Concrete 79
THOMAS RD THOMAS LN THOMAS WOOD Local Concrete 79
THOMAS RD THOMAS WOOD PRIVATE Local Concrete 73
THOMAS RD PRIVATE THOMAS GLN Local Concrete 76
THOMAS RD THOMAS GLN PRIVATE Local Concrete 67
THOMAS RD PRIVATE THOMAS CT Local Concrete 68
THOMAS RD THOMAS CT DELAWARE ST Local Concrete 70
THOMAS RD DELAWARE ST REGINA LN Collector Asphalt 59
THOMAS RD REGINA LN DS@1000S REGINA LN Collector Asphalt 33
THOMAS RD DS@1000S REGINA LN DS@2000S REGINA LN Collector Asphalt 45
THOMAS RD DS@2000S REGINA LN GLADYS AVE Collector Asphalt 41
THOMAS RD GLADYS AVE DS@1000S GLADYS AVE Collector Asphalt 60
THOMAS RD DS@1000S GLADYS AVE DS@2000S GLADYS AVE Collector Asphalt 48
THOMAS RD DS@2000S GLADYS AVE CALDER AVE Collector Asphalt 54
THOREAU ST LAURELWOOD ST WINTERBERRY ST Local Concrete 88
THOREAU ST WINTERBERRY ST SILVERLEAF ST Local Concrete 83
THOREAU ST SILVERLEAF ST SWEETBAY ST Local Concrete 79
THREADNEEDLE ST MARTIN LUTHER KING PKWY REED ST Local Asphalt 50
THREADNEEDLE ST REED ST HIGHLAND AVE Local Asphalt 51
THREADNEEDLE ST HIGHLAND AVE IRVING AVE Local Asphalt 63
THREADNEEDLE ST IRVING AVE BRANDON AVE Local Asphalt 48
THREADNEEDLE ST BRANDON AVE KENNETH AVE Local Asphalt 22
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THREADNEEDLE ST KENNETH AVE OGDEN AVE Local Asphalt 49
THREADNEEDLE ST OGDEN AVE FONVILLE AVE Local Asphalt 70
THREADNEEDLE ST FONVILLE AVE PARK ST Local Asphalt 58
THREADNEEDLE ST PARK ST ECTOR AVE Local Asphalt 70
THREADNEEDLE ST ECTOR AVE CHAISON AVE Local Asphalt 48
THREADNEEDLE ST CHAISON AVE AVENUE A Local Asphalt 49
THREADNEEDLE ST AVENUE B RUTH ALY Local Asphalt 27
THREADNEEDLE ST EAST END AVENUE C Local Asphalt 40
THREADNEEDLE ST AVENUE C AVENUE E Local Asphalt 28
THREADNEEDLE ST AVENUE E WEST END Local Asphalt 54
TIBBITS LN SE END CALDER AVE Local Asphalt 61
TILSON ST NORTH END SHAMROCK ST Local Asphalt 76
TILSON ST SHAMROCK ST SOUTH END Local Asphalt 68
TILSON ST JACKSON ST SCHWARNER ST Local Asphalt 83
TILSON ST SCHWARNER ST MCGOVERN ST Local Asphalt 71
TIMBER CREEK LOOP SIENNA TRAILS NORTH SIENNA TRAILS SOUTH Local Concrete 87
TIMBER RIDGE LN NORTH END TRAM RD Local Asphalt 10
TIMBERLINE LN EAST END LIVE OAK TRL Local Concrete 81
TIMBERLINE LN LIVE OAK TRL WEST END Local Concrete 79
TIMBERWOOD LN WILLOWOOD DR MINGLEWOOD DR Local Asphalt 64
TIMBERWOOD LN MINGLEWOOD DR REDWOOD DR Local Asphalt 74
TOCCOA RD 11TH ST 13TH ST Local Asphalt 54
TOCCOA RD 13TH ST EASTEX FWY Local Concrete 76
TODD ST PHELAN BLVD RAILROAD Collector Asphalt 40
TODD ST RAILROAD Alley Collector Asphalt 37
TODD ST Alley BROUN ST Collector Asphalt 16
TODD ST BROUN ST JOSEY ST Local Asphalt 32
TODD ST JOSEY ST DS@1000S JOSEY ST Local Asphalt 26
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TODD ST DS@1000S JOSEY ST DOTY ST Local Asphalt 27
TODD ST DOTY ST LANDIS DR Collector Asphalt 40
TODD ST LANDIS DR RAILROAD Collector Asphalt 32
TODD ST RAILROAD COLLEGE ST Collector Asphalt 74
TOLEDO ST ST HELENA ST RENAUD ST Local Asphalt 63
TOLEDO ST RENAUD ST CLEVELAND ST Local Asphalt 62
TOLIVAR RD MAJOR DR INDIAN TRL Collector Asphalt 93
TOLIVAR RD INDIAN TRL KRISTIN LN Collector Asphalt 95
TOLIVAR RD KRISTIN LN CLINT LN Collector Asphalt 93
TOLIVAR RD CLINT LN BRETT LN Collector Asphalt 68
TOLIVAR RD BRETT LN ALECE LN Collector Asphalt 71
TOLIVAR RD ALECE LN EMILY LN Collector Asphalt 93
TOLIVAR RD EMILY LN JACKIE LN Collector Asphalt 96
TOLIVAR RD JACKIE LN LORI LN Collector Asphalt 96
TOLIVAR RD LORI LN KATHY LN Collector Asphalt 85
TOLIVAR RD KATHY LN NICOLE LN Collector Asphalt 94
TOLIVAR RD NICOLE LN DS@1000W NICOLE LN Collector Asphalt 63
TOLIVAR RD DS@1000W NICOLE LN CITY BOUNDARY Collector Asphalt 76
TORREY PINES CIR EAST END WILLOW BEND DR Local Concrete 80
TOWNHOUSE LN YORKTOWN LN GEORGETOWN DR Collector Concrete 71
TOWNHOUSE LN GEORGETOWN DR LONGMEADOW ST Collector Concrete 60
TOWNHOUSE LN LONGMEADOW ST LANGHAM RD Collector Concrete 43
TRACY ST POPE ST DELAWARE ST Local Asphalt 79
TRAM RD SHERWOOD DR RAILROAD Collector Asphalt 37
TRAM RD RAILROAD DS@1000W RAILROAD Collector Concrete 68
TRAM RD DS@1000W RAILROAD DS@2000W RAILROAD Collector Concrete 75
TRAM RD DS@2000W RAILROAD COCA COLA WAY Collector Concrete 74
TRAM RD COCA COLA WAY EASTEX FWY Collector Concrete 7
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TRAM RD EASTEX FWY EASTEX FWY HWY Asphalt 95
TRAM RD EASTEX FWY EASTEX FWY HWY Asphalt 95
TRAM RD EASTEX FWY OLD VOTH RD Collector Asphalt 73
TRAM RD BYTHEWOOD RD OLD VOTH RD Collector Asphalt 81
TRAM RD BLACK LN BYTHEWOOD RD Collector Asphalt 90
TRAM RD TIMBER RIDGE LN BLACK LN Collector Asphalt 96
TRAM RD BROUSSARD RD TIMBER RIDGE LN Collector Asphalt 72
TRAM RD BROUSSARD RD GAGE Collector Asphalt 73
TRAM RD GAGE VINSON ST Collector Asphalt 93
TRAM RD VINSON ST DS@1000W VINSON ST Collector Asphalt 72
TRAM RD DS@1000W VINSON ST DS@2000W VINSON ST Collector Asphalt 70
TRAM RD DS@2000W VINSON ST MAJOR DR Collector Asphalt 74
TRAM RD MAJOR DR JORDAN AVE Collector Asphalt 95
TRAM RD JORDAN AVE DS@1000W JORDAN AVE Collector Asphalt 46
TRAM RD DS@1000W JORDAN AVE DEBBIE DR Collector Asphalt 59
TRAM RD DEBBIE DR MARTHA LN Collector Asphalt 59
TRAM RD MARTHA LN CITY BOUNDARY Collector Asphalt 57
TRAVIS DR NE END WIRT ST Local Concrete 82
TRAVIS DR WIRT ST HORN ST Local Concrete 91
TRAVIS DR HORN ST CONCORD RD Local Concrete 83
TREADWAY RD CONCORD RD PRIVATE Local Asphalt 62
TREADWAY RD PRIVATE EASTEX FWY Local Asphalt 74
TREADWAY RD EASTEX FWY TREADWAY RD @WYE Collector Concrete e
TREADWAY RD TREADWAY RD @WYE COLLIER ST Collector Asphalt i
TREADWAY RD COLLIER ST DS@1000S COLLIER ST Collector Asphalt 81
TREADWAY RD DS@1000S COLLIER ST FOLSOM DR Collector Asphalt 75
TRINIDAD ST COLEMAN ST OSBORN ST Local Asphalt 50
TRINIDAD ST OSBORN ST SWIFT DR Local Asphalt 28



City of Beaumont
Street Condition Summary

s
() ) =
E 5 2
From Street To Street S S 3
TRINIDAD ST SWIFT DR SWING DR Local Asphalt 22
TRINIDAD ST SWING DR GENERAL DR Local Asphalt 23
TRINIDAD ST GENERAL DR WOODCREST DR Local Asphalt 22
TRINIDAD ST WOODCREST DR BERKLEY ST Local Asphalt 24
TRINIDAD ST BERKLEY ST WINDSOR DR Local Asphalt 21
TRINIDAD ST WINDSOR DR MAGNOLIA AVE Local Asphalt 45
TRINITY ST COLLEGE ST NW END Local Asphalt 63
TRINITY ST GILBERT ST COLLEGE ST Local Asphalt 72
TRINITY ST MILAM ST GILBERT ST Local Asphalt 43
TRINITY ST WALL ST FORSYTHE ST Local Asphalt 41
TRINITY ST FORSYTHE ST FANNIN ST Local Asphalt 62
TRINITY ST FANNIN ST NW END Local Asphalt 16
TROJAN DR MCLEAN DR DRENNAN DR Local Asphalt 22
TROON WILLOW BEND DR INVERNESS DR Local Concrete 82
TROTMAN RD PINE BURR BLVD ALLEN DR Local Asphalt 17
TRUXTON LN VALMONT AVE WEST END Local Concrete 96
TULANE ST NE END GULF ST Local Asphalt 17
TULANE ST GULF ST JIROU ST Local Asphalt 60
TULANE ST JIROU ST AVERILL ST Local Asphalt 66
TULANE ST AVERILL ST ST HELENA ST Local Asphalt 52
TULANE ST ST HELENA ST RENAUD ST Local Asphalt 26
TULANE ST CORDOVA ST CLEVELAND ST Local Asphalt 29
TULANE ST CLEVELAND ST WEST END Local Asphalt 65
TULIP DR CARNATION DR IRIS LN Local Concrete 79
TUPELO LN YAUPON DR MAYHAW DR Local Concrete 69
TURNBERRY CIR EAST END WILLOW BEND DR Local Concrete 76
TURNINGLEAF DR DELAWARE ST SOUTH END Local Concrete 92
TURON ST BUFORD ST SHAMROCK ST Local Asphalt 25
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TURON ST NORTH END SCHWARNER ST Local Asphalt 35
TURON ST SCHWARNER ST MCGOVERN ST Local Asphalt 31
TWILIGHT DR KIPLING DR CECIL DR Local Concrete 60
TWIN CIRCLE DR TWIN CIRCLE DR @TEE BERRY RD Local Concrete 85
TYLER ST MAGNOLIA AVE CARNEGIE ST Local Asphalt 91
TYLER ST CARNEGIE ST BESSEMER AVE Local Asphalt 86
TYLER ST BESSEMER AVE CLEVELAND ST Local Asphalt 80
TYLER ST CLEVELAND ST BIRMINGHAM ST Local Asphalt 81
TYLER ST BIRMINGHAM ST PITTSBURGH ST Local Asphalt 7
TYLER ST PITTSBURGH ST COATSVILLE ST Local Asphalt 88
TYLER ST COATSVILLE ST STEELTON ST Local Asphalt 84
TYLER ST STEELTON ST IRONTON AVE Local Asphalt 83
TYLER ST IRONTON AVE DETROIT AVE Local Asphalt 26
TYLER ST DETROIT AVE BUFFALO ST Local Asphalt 23
TYRRELL PARK RD FANNETT RD DS@1000S FANNETT RD Local Concrete 89
TYRRELL PARK RD DS@1000S FANNETT RD BERARD CIR Local Concrete 84
TYRRELL PARK RD BERARD CIR PARKVIEW DR Local Concrete 82
TYRRELL PARK RD PARKVIEW DR ROBERTS RD Local Concrete 88
TYRRELL PARK RD ROBERTS RD BABE ZAHARIAS DR Local Concrete 85
TYRRELL PARK RD BABE ZAHARIAS DR COMBS DR Local Concrete 89
TYRRELL PARK RD COMBS DR EMERALD DR Local Concrete 90
TYRRELL PARK RD EMERALD DR DS@1000S EMERALD DR Local Concrete 88
TYRRELL PARK RD DS@1000S EMERALD DR SEALE RD Local Concrete 89
TYRRELL PARK RD SEALE RD PHELPS RD Local Concrete 88
TYRRELL PARK RD PHELPS RD DOWNS RD Local Concrete 91
TYRRELL PARK RD DOWNS RD DS@1000S DOWNS RD Local Concrete 90
TYRRELL PARK RD DS@1000S DOWNS RD DS@2000S DOWNS RD Local Concrete 88
TYRRELL PARK RD DS@2000S DOWNS RD DS@3000S DOWNS RD Local Concrete 91
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TYRRELL PARK RD DS@3000S DOWNS RD FRINT DR Local Concrete 92
UNDERHILL AVE PARK ST NECHES ST Local Asphalt 12
UNDERHILL AVE NECHES ST MARTIN LUTHER KING PKWY Local Asphalt 14
UNIVERSITY DR ADAMS ST HARTEL ST Local Asphalt 26
UNIVERSITY DR HARTEL ST LAVACA ST Local Asphalt 15
UNIVERSITY DR LAVACA ST IRBY ST Arterial Concrete 76
UNIVERSITY DR IRBY ST CASTON ST Arterial Concrete 72
UNIVERSITY DR CASTON ST DEWEY ST Arterial Concrete 73
UNIVERSITY DR DEWEY ST VIRGINIA ST Arterial Concrete 75
UNIVERSITY DR VIRGINIA ST ALABAMA AVE Arterial Concrete 78
UNIVERSITY DR GEORGIA AVE ALABAMA AVE Arterial Concrete 78
UNIVERSITY DR GEORGIA AVE IOWA ST Arterial Concrete 76
UNIVERSITY DR IOWA ST OREGON AVE Arterial Concrete e
UNIVERSITY DR OREGON AVE VERMONT ST Arterial Concrete 76
UNIVERSITY DR VERMONT ST FLORIDA AVE Arterial Concrete 76
UNIVERSITY DR FLORIDA AVE NORTH FLORIDA AVE SOUTH Arterial Concrete 7
UNIVERSITY DR FLORIDA AVE CARDINAL DR Arterial Concrete 79
UNIVERSITY DR CARDINAL DR (PRIVATE) Arterial Concrete 81
UNIVERSITY DR FLORIDA AVE (PRIVATE) Arterial Concrete e
UNIVERSITY DR FLORIDA AVE NORTH FLORIDA AVE SOUTH Arterial Concrete 59
UNIVERSITY DR VERMONT ST FLORIDA AVE Arterial Concrete 75
UNIVERSITY DR OREGON AVE VERMONT ST Arterial Concrete 73
UNIVERSITY DR IOWA ST OREGON AVE Arterial Concrete 76
UNIVERSITY DR GEORGIA AVE IOWA ST Arterial Concrete 75
UNIVERSITY DR GEORGIA AVE ALABAMA AVE Arterial Concrete 74
UNIVERSITY DR VIRGINIA ST ALABAMA AVE Arterial Concrete 79
UNIVERSITY DR DEWEY ST VIRGINIA ST Arterial Concrete 76
UNIVERSITY DR CASTON ST DEWEY ST Arterial Concrete 80
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UNIVERSITY DR IRBY ST CASTON ST Arterial Concrete e
UNIVERSITY DR LAVACA ST IRBY ST Arterial Concrete 82
UNKNOWN ST HELENA ST WEST END Local Concrete 89
UNKNOWN ST HELENA ST EAST END Local Concrete 88
UNKNOWN VALMONT AVE WEST END Local Concrete 91
UNKNOWN METROPOLITAN DR SOUTH END Local Concrete 89
USAN ST SOUTHERLAND ST POTTS ST Local Concrete 43
USAN ST POTTS ST HEGELE ST Local Concrete 67
USAN ST HEGELE ST BARBARA LYNN/OLLIE ST Local Concrete 78
USAN ST BARBARA LYNN/OLLIE ST MAY ST Local Concrete 69
USAN ST MAY ST HEBERT ST Local Concrete 81
USAN ST HEBERT ST NORA ST Local Concrete 52
USAN ST NORA ST LELA ST Local Concrete 76
USAN ST LELA ST SARAH ST Local Concrete 73
USAN ST SARAH ST VIRGINIA ST Local Asphalt 50
UTICA ST ST HELENA ST RENAUD ST Local Asphalt 62
UTICA ST RENAUD ST EAST RENAUD ST WEST Local Asphalt 59
UTICA ST RENAUD ST CLEVELAND ST Local Asphalt 52
VALENTINE ST CONCORD RD MARITIME ST Local Asphalt 88
VALENTINE ST MARITIME ST CALDWELL AVE Local Asphalt 76
VALENTINE ST IH 10 LOUISIANA ST Local Asphalt 24
VALENTINE ST LOUISIANA ST GLADYS AVE Local Asphalt 29
VALMONT AVE NORTH END UNKNOWN Local Concrete 91
VALMONT AVE NORTH END TRUXTON LN Local Concrete 91
VALMONT AVE TRUXTON LN ELLINGTON LN Local Concrete 90
VALMONT AVE ELLINGTON LN DELAWARE ST Local Concrete 93
VAN BUREN ST SYCAMORE ST HEMLOCK ST Local Asphalt 50
VAN BUREN ST HEMLOCK ST POPLAR ST Local Asphalt 74
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VAN BUREN ST POPLAR ST BROOKLYN ST Local Asphalt 22
VAN BUREN ST BROOKLYN ST WEST END Local Asphalt 36
VAN BUREN ST IRVING AVE MARTIN LUTHER KING PKWY Local Concrete 83
VAN BUREN ST MARTIN LUTHER KING PKWY SABINE PASS AVE Local Concrete 81
VANCE ST EDSON DR NICHOLS DR Local Concrete 73
VANCE ST NICHOLS DR TERRACE DR Local Concrete 74
VANCE ST TERRACE DR ESTATE DR Local Concrete 67
VANCE ST ESTATE DR YOUNT ST Local Concrete 69
VANCE ST YOUNT ST EVERGREEN LN Local Concrete 55
VANS WAY NORTH END KILLIAN LN Local Concrete 76
VANS WAY KILLIAN LN WEBB LN Local Concrete 74
VANS WAY WEBB LN THAD LN Local Concrete 79
VAUGHN ST PENNOCK ST SUTHERLAND ST Local Asphalt 60
VEATCH AVE MARTIN LUTHER KING PKWY CARDINAL DR Local Asphalt 8
VEGAS LN SIERRA CIR DURANGO DR Local Concrete 79
VENTURA LN INFINITY LN CONTINENTAL LN Local Concrete 50
VENTURA LN CONTINENTAL LN BELVEDERE DR Local Concrete 69
VENTURA LN BELVEDERE DR FUTURA ST Local Concrete 73
VERMEJO CIR NE END TAHOE DR Local Concrete 91
VERMONT ST HEISIG ST COCHRAN ST Local Asphalt 24
VERMONT ST COCHRAN ST ROLFE CHRISTOPHER DR Local Asphalt 43
VERMONT ST UNIVERSITY DR CHAMBERS ST Local Asphalt 19
VERONE ST BUFORD ST STEWART ST Local Concrete 57
VERONE ST STEWART ST LAMAR ST Local Concrete 56
VERONE ST LAMAR ST SCHWARNER ST Local Concrete 60
VERONE ST SCHWARNER ST LINCOLN ST Local Concrete 75
VESTAL ST GILL ST EAST GILL ST WEST Local Asphalt e
VETERANS CIR PLAZA 10 BLVD EAST PLAZA 10 BLVD EAST Local Concrete 48
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VICTORIA ST MILAM ST GILBERT ST Local Asphalt 66
VICTORIA ST SE END MILAM ST Local Asphalt 73
VICTORIA ST BLANCHETTE ST NW END Local Asphalt 63
VICTORIA ST ROYAL ST BLANCHETTE ST Local Asphalt 54
VICTORIA ST CRAIG ST ROYAL ST Local Asphalt 47
VICTORIA ST IRMA ST CRAIG ST Local Asphalt 53
VICTORIA ST EASY ST IRMA ST Local Asphalt 91
VICTORIA ST EASY ST EMMA ST Local Asphalt 55
VICTORIA ST EMMA ST LYLE ST Local Asphalt 47
VICTORIA ST LYLE ST BOLIVAR ST Local Asphalt 45
VICTORIA ST BOLIVAR ST CORLEY AVE Local Asphalt 78
VICTORIA ST CORLEY AVE CARTWRIGHT ST Local Asphalt 68
VICTORIA ST CARTWRIGHT ST ROBERTS ST Local Asphalt 62
VICTORIA ST ROBERTS ST PRAIRIE ST Local Asphalt 41
VICTORIA ST PRAIRIE ST WASHINGTON BLVD Local Asphalt 33
VICTORIA ST WASHINGTON BLVD EUCLID ST Local Asphalt 62
VICTORIA ST EUCLID ST HARRIOT ST Local Asphalt 48
VICTORIA ST FANNIN ST BOWIE ST Local Asphalt 49
VICTORIA ST BOWIE ST CROCKETT ST Local Asphalt 24
VICTORIA ST CROCKETT ST BONHAM ST Local Asphalt 16
VICTORIA ST CEDAR ST BONHAM ST Local Asphalt 31
VIKING DR CAPTAIN DR HOWELL ST Local Concrete 59
VILLAGE DR EAST END WHISPER WIND DR Local Concrete 84
VILLAGE DR WHISPER WIND DR AMBERWOOD DR Local Concrete 93
VILLAGE DR AMBERWOOD DR SUNFLOWER LN Local Concrete 83
VILLAGE DR SUNFLOWER LN MAJOR DR Local Concrete 85
VILLIVA LN EAST END MARTIN LUTHER KING PKWY Local Asphalt 41
VINSON ST TRAM RD DS@1000S TRAM RD Local Asphalt 36
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VINSON ST DS@1000S TRAM RD DUSTY LN Local Asphalt 59
VIRGIL ST FLETCHER ST LETHIA ST Local Asphalt 54
VIRGIL ST LETHIA ST SIMMONS ST Local Asphalt 25
VIRGINIA ST MARTIN LUTHER KING PKWY EAST MARTIN LUTHER KING PKWY WEST Arterial Concrete 80
VIRGINIA ST MARTIN LUTHER KING PKWY EAST MARTIN LUTHER KING PKWY WEST Arterial Concrete 81
VIRGINIA ST MARTIN LUTHER KING PKWY VIRGINIA ST @WYE Arterial Concrete 79
VIRGINIA ST VIRGINIA ST @WYE ROLFE CHRISTOPHER DR Arterial Concrete 92
VIRGINIA ST MARTIN LUTHER KING PKWY VIRGINIA ST @WYE Local Asphalt 78
VIRGINIA ST EAST END REDBIRD LN Local Concrete 50
VIRGINIA ST REDBIRD LN UNIVERSITY DR Local Concrete 69
VIRGINIA ST UNIVERSITY DR EAST UNIVERSITY DR WEST Collector Concrete 68
VIRGINIA ST UNIVERSITY DR HARTEL ST Collector Asphalt 52
VIRGINIA ST HARTEL ST MADDOX ST Collector Asphalt 29
VIRGINIA ST MADDOX ST SULLIVAN ST Collector Asphalt 31
VIRGINIA ST SULLIVAN ST HIGHLAND AVE Collector Asphalt 44
VIRGINIA ST KENNETH AVE PARK ST Local Asphalt 37
VIRGINIA ST PARK ST ECTOR AVE Local Asphalt 44
VIRGINIA ST ECTOR AVE CHAISON AVE Local Concrete 72
VIRGINIA ST CHAISON AVE AVENUE A Local Asphalt 20
VIRGINIA ST AVENUE A RAILROAD Local Asphalt 33
VIRGINIA ST RAILROAD AVENUE A Local Asphalt 95
VIRGINIA ST AVENUE A FORTUNE LN Collector Concrete 83
VIRGINIA ST FORTUNE LN FLAMINGO LN Collector Concrete 80
VIRGINIA ST FLAMINGO LN CADILLAC LN Collector Concrete 80
VIRGINIA ST CADILLAC LN BOB ST Collector Concrete 79
VIRGINIA ST BOB ST RAVEN ST Collector Concrete 83
VIRGINIA ST RAVEN ST DIAMOND ST Collector Concrete 82
VIRGINIA ST DIAMOND ST OPAL ST Collector Concrete 83
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VIRGINIA ST OPAL ST BEALE ST Collector Concrete 85
VIRGINIA ST BEALE ST PRIVATE Collector Concrete 81
VIRGINIA ST PRIVATE EAST PRIVATE WEST Collector Concrete 80
VIRGINIA ST PRIVATE ST LOUIS ST Collector Concrete 89
VIRGINIA ST ST LOUIS ST USAN ST Collector Concrete 89
VIRGINIA ST USAN ST MERCANTILE ST Collector Concrete 78
VIRGINIA ST MERCANTILE ST GOLIAD ST Collector Concrete 61
VIRGINIA ST GOLIAD ST ABRAHAM ST Collector Concrete 63
VIRGINIA ST ABRAHAM ST PRIVATE Collector Concrete 75
VW R NE END MARTIN LUTHER KING PKWY Local Asphalt 6
W CALDWOOD DR CALDWOOD DR W CALDWOOD DR @WYE Local Asphalt 96
W CALDWOOD DR CALDWOOD DR W CALDWOOD DR @WYE Local Asphalt 96
W CALDWOOD DR W CALDWOOD DR @WYE W CALDWOOD DR @WYE Local Asphalt 87
W CALDWOOD DR CALDER AVE CALDWOOD DR Local Asphalt 96
W CALDWOOD DR W CALDWOOD DR @WYE CROSS DR SOUTH Local Asphalt 94
W CALDWOOD DR CROSS DR S CALDWOOD DR Local Asphalt 76
W CIRCUIT DR CIRCUIT DR CLINTON ST Local Asphalt 24
W CIRCUIT DR CLINTON ST HOOKS AVE Local Asphalt 34
W CIRCUIT DR HOOKS AVE CALDER AVE Local Asphalt 44
WACO ST ROBERTS ST PRAIRIE ST Local Asphalt 58
WACO ST PRAIRIE ST TERRELL AVE Local Asphalt 65
WACO ST TERRELL AVE ROCKWELL ST Local Asphalt 50
WACO ST ROCKWELL ST WASHINGTON BLVD Local Asphalt 55
WACO ST WASHINGTON BLVD EUCLID ST Local Asphalt 16
WACO ST EUCLID ST HARRIOT ST Local Asphalt 25
WACO ST HARRIOT ST SOUTHERLAND ST Local Asphalt 19
WACO ST SOUTHERLAND ST POTTS ST Local Asphalt 11
WACO ST POTTS ST HEGELE ST Local Asphalt 18
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WACO ST HEGELE ST BARBARA LYNN/OLLIE ST Local Asphalt 18
WACO ST BARBARA LYNN/OLLIE ST MAY ST Local Asphalt 25
WACO ST MAY ST NORTH MAY ST SOUTH Local Asphalt 41
WACO ST MAY ST HEBERT ST Local Asphalt 15
WADE ST CIRCUIT DR CLINTON ST Local Concrete 31
WADE ST CLINTON ST SUE LN Local Concrete 49
WALDEN CHAMPIONS ESPLANADE Arterial Concrete 80
WALDEN RD FANNETT RD RAILROAD Arterial Concrete 83
WALDEN RD RAILROAD SHELLEY DR Arterial Concrete 84
WALDEN RD SHELLEY DR QUAD LN Arterial Concrete 82
WALDEN RD QUAD LN WALDEN RD @WYE Arterial Concrete 83
WALDEN RD WALDEN RD @WYE IH 10 Arterial Concrete 83
WALDEN RD IH 10 WALDEN RD @WYE Arterial Concrete 84
WALDEN RD WALDEN RD @WYE DS@1000W WALDEN RD @WYE Arterial Concrete 83
WALDEN RD DS@1000W WALDEN RD @WYE DS@2000W WALDEN RD @WYE Arterial Concrete 82
WALDEN RD DS@2000W WALDEN RD @WYE DS@3000W WALDEN RD @WYE Arterial Concrete 89
WALDEN RD DS@3000W WALDEN RD @WYE DS@4000W WALDEN RD @WYE Arterial Concrete 87
WALDEN RD DS@4000W WALDEN RD @WYE ESPLANAD Arterial Concrete 90
WALDEN RD ESPLANADE Canal Crossing Arterial Concrete 82
WALDEN RD Canal Crossing CHAMPIONS DR Arterial Concrete 70
WALDEN RD CHAMPIONS DR DS@1000W CHAMPIONS DR Arterial Concrete 84
WALDEN RD DS@1000W CHAMPIONS DR WILLOW BEND DR Arterial Concrete 84
WALDEN RD WILLOW BEND DR DS@1000W WILLOW BEND DR Arterial Concrete 86
WALDEN RD DS@1000W WILLOW BEND DR MAJOR DR Arterial Concrete 88
WALDEN RD MAJOR DR DS@1000W MAJOR DR Collector Asphalt 42
WALDEN RD DS@1000W MAJOR DR CITY BOUNDARY Collector Asphalt 27
WALDEN RD CITY BOUNDARY EAST CITY BOUNDARY WEST Collector Asphalt 50
WALDEN RD MAJOR DR DS@1000W WILLOW BEND DR Arterial Concrete 89
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WALDEN RD DS@1000W WILLOW BEND DR WILLOW BEND DR Arterial Concrete 91
WALDEN RD WILLOW BEND DR DS@1000W CHAMPIONS DR Arterial Concrete 87
WALDEN RD DS@1000W CHAMPIONS DR CHAMPIONS DR Arterial Concrete 86
WALDEN RD Canal Crossing ESPLANADE Arterial Concrete 82
WALDEN RD ESPLANADE DS@4000W WALDEN RD @WYE Arterial Concrete 91
WALDEN RD DS@4000W WALDEN RD @WYE DS@3000W WALDEN RD @WYE Arterial Concrete 85
WALDEN RD DS@3000W WALDEN RD @WYE DS@2000W WALDEN RD @WYE Arterial Concrete 88
WALES DR LANCASTER LN PICADILLY LN Local Concrete 75
WALKER RD GUESS RD CHINN LN Local Asphalt 39
WALKER RD CHINN LN DS@1000S CHINN LN Local Asphalt 45
WALKER RD DS@1000S CHINN LN WILLIS LN Local Asphalt 64
WALKER RD WILLIS LN MAJOR DR Local Asphalt 96
WALL ST ORLEANS ST PARK ST Local Asphalt 73
WALL ST PARK ST NECHES ST Local Asphalt 75
WALL ST NECHES ST TRINITY ST Local Asphalt 59
WALL ST TRINITY ST JEFFERSON ST Local Asphalt 41
WALL ST JEFFERSON ST ARCHIE ST Arterial Asphalt 91
WALL ST ARCHIE ST MARTIN LUTHER KING PKWY Arterial Concrete 90
WALL ST MARTIN LUTHER KING PKWY RAILROAD Arterial Concrete 81
WALL ST NE END ORANGE AVE Local Asphalt 28
WALL ST ORANGE AVE AVENUE A Local Asphalt 59
WALL ST AVENUE A AVENUE B Local Asphalt 46
WALL ST AVENUE B AVENUE C Local Asphalt 40
WALL ST AVENUE C AVENUE D Local Asphalt 54
WALL ST AVENUE D AVENUE E Local Asphalt 49
WALL ST AVENUE E AVENUE F Local Asphalt 56
WALL ST AVENUE F AVENUE G Local Asphalt 66
WALL ST EAST END AMARILLO ST Local Asphalt 40
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WALL ST AMARILLO ST GOLIAD ST Local Asphalt 58
WALL ST GOLIAD ST SAN JACINTO ST Local Asphalt 29
WALL ST SAN JACINTO ST ATH ST Local Asphalt 43
WALL ST DIXIE DR SUNNYSIDE DR Local Asphalt 45
WALL ST SUNNYSIDE DR EDGEMORE DR Local Asphalt 31
WALL ST EDGEMORE DR DELMAR DR Local Asphalt 54
WALL ST LINDBERGH DR JENY LN Local Asphalt 82
WALL ST PINCHBACK RD WEST END Local Asphalt 6
WALNUT ST MAGAZINE ST ELIZABETH ST Local Asphalt 33
WALNUT ST ELIZABETH ST MULBERRY ST Local Asphalt 57
WALTON ST WITHERS LN MAGNOLIA AVE Local Concrete 86
WALTON ST MAGNOLIA AVE YOUNGSTOWN ST Local Asphalt 18
WALTON ST YOUNGSTOWN ST JOHNSTOWN AVE Local Asphalt 20
WALTON ST JOHNSTOWN AVE SCRANTON ST Local Asphalt 20
WALTON ST SCRANTON ST ST HELENA ST Local Asphalt 64
WARD DR CARDINAL DR WARD DR @WYE Local Concrete 76
WARD DR WARD DR @WYE SOUTH END Local Concrete 61
WARREN ST SARAH ST BENDER ST Local Asphalt 55
WARREN ST BENDER ST POSEY ST Local Asphalt 80
WARREN ST POSEY ST WORCESTER ST Local Asphalt 25
WARREN ST WORCESTER ST CARDINAL DR Local Asphalt 64
WASHINGTON BLVD MARTIN LUTHER KING PKWY IRVING AVE Arterial Asphalt 35
WASHINGTON BLVD IRVING AVE SABINE PASS AVE Arterial Asphalt 34
WASHINGTON BLVD SABINE PASS AVE PENNSYLVANIA ST Arterial Asphalt 47
WASHINGTON BLVD PENNSYLVANIA ST PARK ST Arterial Asphalt 46
WASHINGTON BLVD PARK ST NECHES ST Arterial Asphalt 49
WASHINGTON BLVD NECHES ST VICTORIA ST Arterial Asphalt 47
WASHINGTON BLVD VICTORIA ST ORANGE AVE Arterial Asphalt 46
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WASHINGTON BLVD ORANGE AVE AVENUE A Arterial Asphalt 30
WASHINGTON BLVD AVENUE A AVENUE B Arterial Asphalt 28
WASHINGTON BLVD AVENUE B AVENUE C Arterial Asphalt 42
WASHINGTON BLVD AVENUE C AVENUE D Arterial Asphalt 48
WASHINGTON BLVD AVENUE D AVENUE E Arterial Asphalt 42
WASHINGTON BLVD AVENUE E EMILE ST Arterial Asphalt 42
WASHINGTON BLVD EMILE ST RAILROAD Arterial Asphalt 49
WASHINGTON BLVD RAILROAD SP RD Arterial Asphalt 65
WASHINGTON BLVD SP RD WACO ST Arterial Asphalt 67
WASHINGTON BLVD WACO ST PALESTINE ST Arterial Asphalt 86
WASHINGTON BLVD PALESTINE ST SAN ANTONIO ST Arterial Asphalt 93
WASHINGTON BLVD SAN ANTONIO ST HOUSTON ST Arterial Asphalt 76
WASHINGTON BLVD HOUSTON ST AMARILLO ST Arterial Asphalt 66
WASHINGTON BLVD AMARILLO ST GOLIAD ST Arterial Asphalt 76
WASHINGTON BLVD GOLIAD ST FANNETT RD Arterial Asphalt 86
WASHINGTON BLVD FANNETT RD SAN JACINTO ST Arterial Asphalt 84
WASHINGTON BLVD SAN JACINTO ST 4TH ST Arterial Asphalt 91
WASHINGTON BLVD 4TH ST DONOHUE ST Arterial Asphalt 41
WASHINGTON BLVD DONOHUE ST 5TH ST Arterial Asphalt 57
WASHINGTON BLVD 5TH ST 6TH ST Arterial Asphalt 61
WASHINGTON BLVD 6TH ST IOLA ST Arterial Asphalt 40
WASHINGTON BLVD IOLA ST 7TH ST Arterial Asphalt 66
WASHINGTON BLVD 7TH ST 8TH ST Arterial Asphalt 47
WASHINGTON BLVD 8TH ST 11TH ST Arterial Asphalt 44
WASHINGTON BLVD 11TH ST RAILROAD Arterial Asphalt 59
WASHINGTON BLVD RAILROAD WESTPORT DR Arterial Asphalt 67
WASHINGTON BLVD WESPORT DR MUNICIPAL DR Arterial Asphalt 48
WASHINGTON BLVD MUNICIPAL DR 12TH ST Arterial Asphalt 47
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WASHINGTON BLVD 12TH ST BLOSSOM DR Arterial Asphalt 55
WASHINGTON BLVD BLOSSOM DR YASMINE DIOR ST Arterial Asphalt 53
WASHINGTON BLVD YASMINE DIOR ST CORPORATE DR Arterial Asphalt 61
WASHINGTON BLVD CORPORATE DR WASHINGTON BLVD @WYE Arterial Concrete 81
WASHINGTON BLVD WASHINGTON BLVD @WYE IH 10 Arterial Concrete 79
WASHINGTON BLVD IH 10 IH 10 HWY Concrete 78
WASHINGTON BLVD IH 10 IH 10 HWY Concrete 78
WASHINGTON BLVD IH 10 IH 10 HWY Concrete 80
WASHINGTON BLVD IH 10 23RD ST Arterial Concrete 7
WASHINGTON BLVD 23RD ST COMMERCE PKWY Arterial Concrete 75
WASHINGTON BLVD COMMERCE PKWY WASHINGTON VLG PKWY Arterial Concrete 7
WASHINGTON BLVD WASHINGTON VLG PKWY CHAMBERLIN DR Arterial Concrete 79
WASHINGTON BLVD CHAMBERLIN DR GOLDSBOROUGH DR Arterial Concrete 79
WASHINGTON BLVD GOLDSBOROUGH DR LINDBERGH DR Arterial Concrete 80
WASHINGTON BLVD LINDBERGH DR DS@1000W LINDBERGH DR Arterial Concrete 78
WASHINGTON BLVD DS@1000W LINDBERGH DR DS@2000W LINDBERGH DR Arterial Concrete 78
WASHINGTON BLVD DS@2000W LINDBERGH DR LANGHAM RD Arterial Concrete 79
WASHINGTON BLVD LANGHAM RD DS@1000W LANGHAM RD Collector Asphalt 39
WASHINGTON BLVD DS@1000W LANGHAM RD DS@2000W LANGHAM RD Collector Asphalt 57
WASHINGTON BLVD DS@2000W LANGHAM RD DS@3000W LANGHAM RD Collector Asphalt 60
WASHINGTON BLVD DS@3000W LANGHAM RD BURBANK ST Collector Asphalt 52
WASHINGTON BLVD BURBANK ST MONTROSE ST Collector Asphalt 62
WASHINGTON BLVD MONTROSE ST GLENDALE ST Collector Asphalt 66
WASHINGTON BLVD GLENDALE ST AVALON ST Collector Asphalt 59
WASHINGTON BLVD AVALON ST MAJOR DR Collector Asphalt 69
WASHINGTON BLVD MAJOR DR WESTCHASE DR Collector Asphalt 65
WASHINGTON BLVD WESTCHASE DR WESCALDER RD Collector Asphalt 7
WASHINGTON BLVD WESCALDER RD EIGHTY-EIGHT CIR Collector Asphalt 63
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WASHINGTON BLVD EIGHTY-EIGHT CIR WOOTEN RD Collector Asphalt 65
WASHINGTON BLVD WOOTEN RD SOMERSET ST Collector Asphalt 88
WASHINGTON BLVD SOMERSET ST MONICA ST Collector Asphalt 83
WASHINGTON BLVD MONICA ST STACY DR Collector Asphalt '
WASHINGTON BLVD STACY DR REYNOLDS RD Collector Asphalt 63
WASHINGTON BLVD REYNOLDS RD Canal Crossing Collector Asphalt 58
WASHINGTON BLVD Canal Crossing NEW YORK BLVD Collector Asphalt 65
WASHINGTON BLVD NEW YORK BLVD LOMA LN Collector Asphalt 67
WASHINGTON VLG PKWY PRIVATE WOLF CREEK DR Local Concrete 79
WASHINGTON VLG PKWY WOLF CREEK DR WASHINGTON BLVD Local Concrete 80
WAVERLY ST EAST END 6TH ST Local Asphalt 59
WAVERLY ST 6TH ST IOLA ST Local Asphalt 72
WAVERLY ST IOLA ST PRIVATE Local Asphalt 72
WAVERLY ST PRIVATE ETHEL ST Local Asphalt 54
WAVERLY ST ETHEL ST 11TH ST Local Asphalt 49
WAVERLY ST 11TH ST ANITA ST Local Asphalt 23
WAVERLY ST ANITA ST RAILROAD Local Asphalt 70
WAVERLY ST RAILROAD MUNICIPAL DR Local Asphalt 68
WAYSIDE DR EAST END JUNKER RD Local Concrete 78
WEATHERFORD PL FOREST PARK DR SOUTH END Local Asphalt 60
WEAVER DR SHAKESPEARE DR BANCROFT DR Local Concrete 71
WEAVER DR BANCROFT DR WEST END Local Concrete 75
WEBB LN VANS WAY BRYANT WAY Local Concrete 78
WEBB LN VANS WAY LINNS WAY Local Concrete 85
WEDGEWOOD DR LOCKWOOD DR ELAINE DR Local Concrete 69
WEDGEWOOD DR ELAINE DR WISTERIA DR Local Concrete 71
WELLINGTON CIR WELLINGTON PL SOUTH END Local Concrete 86
WELLINGTON OAKS DR WELLINGTON PL SE END Local Concrete 72
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WELLINGTON PL DOWLEN RD MADISON RIDGE Local Asphalt 94
WELLINGTON PL MADISON RIDGE SHERIDAN OAKS DR Local Asphalt 93
WELLINGTON PL GENEVA ESTATES WELLINGTON OAKS DR Local Asphalt 85
WELLINGTON PL WELLINGTON OAKS DR DOWLEN RD Local Asphalt 41
WELLINGTON PL DOWLEN RD WELLINGTON CIR Local Concrete 93
WELLINGTON PL WELLINGTON CIR WEST END Local Concrete 85
WENDELIN DR COLLEGE ST DS@1000S COLLEGE ST Local Concrete 80
WENDELIN DR DS@1000S COLLEGE ST DS@2000S COLLEGE ST Local Concrete 78
WENDELIN DR DS@2000S COLLEGE ST KELLY DR Local Concrete 78
WESCALDER RD COLLEGE ST LAURA LN Local Asphalt 39
WESCALDER RD LAURA LN ANNA LN Local Asphalt 36
WESCALDER RD ANNA LN BLAYLOCK LN Local Asphalt 46
WESCALDER RD BLAYLOCK LN WASHINGTON BLVD Local Asphalt 37
WESCALDER RD WASHINGTON BLVD MOSES ST Collector Asphalt 53
WESCALDER RD MOSES ST GERALD ST Collector Asphalt 57
WESCALDER RD GERALD ST JEAN DR Collector Asphalt 42
WESCALDER RD JEAN DR PRIVATE Collector Asphalt 36
WESCALDER RD PRIVATE NORTH PRIVATE SOUTH Collector Asphalt 33
WESCALDER RD PRIVATE BAKER RD Collector Asphalt 48
WESCALDER RD BAKER RD HUMBLE RD Collector Asphalt 51
WESCALDER RD HUMBLE RD CASEY DR Collector Asphalt 93
WESCALDER RD CASEY DR DS@1000S CASEY DR Collector Asphalt 89
WESCALDER RD DS@1000S CASEY DR DS@2000S CASEY DR Collector Asphalt 85
WESCALDER RD DS@2000S CASEY DR DS@3000S CASEY DR Collector Asphalt 68
WESCALDER RD DS@3000S CASEY DR CITY BOUNDARY Collector Asphalt 58
WESPARK CIR SE END WESPARK DR Local Concrete 60
WESPARK DR NE END WESPARK CIR Local Concrete 75
WESPARK DR WESPARK CIR MAJOR DR Local Concrete 68
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WESPORT DR 11TH ST WASHINGTON BLVD Local Asphalt 29
WEST BEND EAST END SOUTH BEND Local Concrete 1
WEST BEND SOUTH BEND WEST END Local Concrete 83
WEST POINTE DR POINTE PARK DR PRIVATE Local Concrete 91
WEST ST LEIGHT ST IVES ST Local Asphalt 78
WEST ST IVES ST PAULINE ST Local Asphalt 84
WEST ST PAULINE ST EARL ST Local Asphalt 82
WEST ST EARL ST PRINCE ST Local Asphalt 83
WEST ST HALE LN LEIGHT ST Local Asphalt 75
WESTCHASE DR NW END WINTER LN Local Concrete 88
WESTCHASE DR WINTER LN WASHINGTON BLVD Local Concrete 86
WESTERN TRL TALL PINE ST RIDGEOAK ST Local Concrete 56
WESTFIELD AVE GRAYSON LN MAJOR DR Local Concrete 93
WESTFIELD AVE CANYON LN GRAYSON LN Local Concrete 88
WESTFIELD AVE EAST END CANYON LN Local Concrete 92
WESTGATE DR PEYTON DR IVY LN Collector Concrete 75
WESTGATE DR IVY LN DOWLEN RD Collector Concrete 77
WESTGATE DR DOWLEN RD ELAINE DR Collector Concrete 73
WESTGATE DR ELAINE DR NORWOOD DR Collector Concrete 73
WESTGATE DR NORWOOD DR CHATWOOD DR Collector Concrete 71
WESTGATE DR CHATWOOD DR STACEWOOD DR Collector Concrete 71
WESTGATE DR STACEWOOD DR BRANDYWINE ST Collector Concrete 66
WESTGATE DR BRANDYWINE ST MONTERREY DR Collector Concrete 69
WESTGATE DR MONTERREY DR SHAKESPEARE DR Collector Concrete 63
WESTGATE DR SHAKESPEARE DR GALWAY DR Collector Concrete 70
WESTGATE DR EAST END DRAWHORN DR Local Concrete 86
WESTGATE DR DRAWHORN DR MAJOR DR Local Concrete 83
WESTHAVEN DR MAJOR DR NEUMANN LN Local Concrete i
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WESTHAVEN DR NEUMANN LN BLACKWELL LN Local Concrete 71
WESTHAVEN DR BLACKWELL LN CHERYL ST Local Concrete 66
WESTMEADOW DR NORTH END MEADOWCREEK DR Local Concrete 80
WESTMEADOW DR MEADOWCREEK DR MEADOWBROOK DR Local Concrete 81
WESTMEADOW DR MEADOWBROOK DR MEADOWICK DR Local Concrete 80
WESTMEADOW DR MEADOWICK DR SOUTHMEADOW DR Local Concrete 85
WESTMONT DR NORTH END WIER DR Local Concrete 57
WESTMONT DR WIER DR DIANE DR Local Concrete 60
WESTMONT DR DIANE DR SOUTH END Local Concrete 72
WESTMORELAND ST EAST END 4TH ST Local Asphalt 41
WESTMORELAND ST FANNETT RD 6TH ST Local Asphalt 96
WESTMORELAND ST 6TH ST IOLA ST Local Asphalt 72
WESTMORELAND ST IOLA ST ETHEL ST Local Asphalt 70
WESTMORELAND ST ETHEL ST 11TH ST Local Asphalt 70
WESTMORELAND ST 11TH ST ANITA ST Local Asphalt 96
WESTMORELAND ST ANITA ST ABATTOIR ST Local Asphalt 92
WESTON CT WINDSOR PKWY SOUTH END Local Concrete 82
WESTRIDGE LN DOWLEN RD SOUTH END Collector Concrete 79
WESTWOOD BLVD COLLEGE ST DS@1000W COLLEGE ST Local Concrete 69
WESTWOOD BLVD DS@1000W COLLEGE ST LANGHAM RD Local Concrete 62
WESTWOOD BLVD LANGHAM RD DS@1000W LANGHAM RD Local Asphalt 46
WESTWOOD BLVD DS@1000W LANGHAM RD DOWLEN RD Local Asphalt 60
WESTWOOD BLVD DOWLEN RD COLLEGE ST Local Asphalt 57
WHEAT DR CRAWFORD ST SHADY LN Local Concrete 46
WHEAT DR SHADY LN 23RD ST Local Concrete e
WHISPER WIND DR VILLAGE DR SUMMER WIND DR Local Concrete 95
WHISPER WIND DR SUMMER WIND DR WINDCHASE DR Local Concrete 93
WHISPER WIND DR WINDCHASE DR DEER CHASE DR Local Concrete 95
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WHITE OAK LN HOMER DR LAWRENCE DR Local Asphalt 91
WHITE RD BERRY RD DS@1000W BERRY RD Local Asphalt 27
WHITE RD DS@1000W BERRY RD MAJOR DR Local Asphalt 33
WHITTAKER LN CLAYBOURN DR SOUTH END Local Concrete 85
WICKERSHAM PL EAST END ARLINGTON DR Local Concrete 79
WICKERSHAM PL ARLINGTON DR WEST END Local Concrete 75
WIER DR WESTMONT DR DIANE DR Local Concrete 63
WIESS ST PINE ST TEXAS AVE Collector Asphalt 19
WIESS ST TEXAS AVE GRAND ST Collector Asphalt 40
WIESS ST GRAND ST MAGNOLIA AVE Collector Asphalt 50
WIESS ST MAGNOLIA AVE CABLE AVE Collector Asphalt 36
WIESS ST CABLE AVE FORREST ST Collector Asphalt 42
WIESS ST FORREST ST LINSON ST Collector Asphalt 44
WIESS ST LINSON ST GULF ST Collector Asphalt 46
WIESS ST GULF ST (PRIVATE) FAIR GROUNDS Local Concrete 75
WILBUR BLVD SE END FLORIDA AVE Local Asphalt 45
WILCHESTER CIR NORTH END WILCHESTER LN Local Concrete 74
WILCHESTER LN NOTTINGHAM LN SHERIDAN LN Local Concrete 55
WILCHESTER LN SHERIDAN LN WILCHESTER CIR Local Concrete 60
WILCHESTER LN WILCHESTER CIR IVY LN Local Concrete 65
WILCOX LN SAMS WAY RAFES WAY Local Concrete 76
WILCOX LN RAFES WAY DELAWARE ST Local Concrete 79
WILDEMEADOW DR NORTHMEADOW DR MEADOWBEND DR Local Concrete 82
WILDER DR DOWLEN RD ELAINE DR Local Concrete 71
WILDER DR ELAINE DR CORONADO CIR Local Concrete 50
WILDFLOWER DR BLUE BONNET LN BUTTERCUP DR Local Concrete 81
WILDFLOWER DR BUTTERCUP DR INDIAN BLANKET DR Local Concrete 82
WILDFLOWER DR INDIAN BLANKET DR LANTANA LN Local Concrete 82
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WILDWOOD DR MAYHAW DR DONNA LN Local Concrete 57
WILDWOOD DR DONNA LN ADA AVE Local Concrete 68
WILLARD ST BEATRICE ST BRICKYARD RD Local Asphalt 59
WILLIAMSBURG LN BELLAIRE LN FLEETWOOD LN Local Concrete 31
WILLIAMSBURG LN FLEETWOOD LN DELLWOOD LN Local Concrete 47
WILLIAMSBURG LN DELLWOOD LN SUL ROSS LN Local Concrete 58
WILLIE MAE ST NORTH END LA SALLE ST Local Asphalt 63
WILLIE MAE ST LA SALLE ST GILL ST Local Asphalt 60
WILLIS LN LAWRENCE DR SAN DIEGO Local Asphalt 75
WILLIS LN SAN DIEGO SAN CARLOS Local Asphalt 82
WILLIS LN SAN CARLOS SAN BRUNO Local Asphalt 88
WILLIS LN SAN BRUNO SAN ANSELMO Local Asphalt 73
WILLIS LN SAN ANSELMO WALKER RD Local Asphalt 83
WILLOW BEND CT WILLOW BEND DR SW END Local Concrete i
WILLOW BEND DR NW END QUAIL HOLLOW DR Collector Concrete 94
WILLOW BEND DR QUAIL HOLLOW DR TURNBERRY CIR Collector Concrete 79
WILLOW BEND DR TURNBERRY CIR TORREY PINES CIR Collector Concrete 75
WILLOW BEND DR TORREY PINES CIR PALMETTO DUNES CIR Collector Concrete 69
WILLOW BEND DR PALMETTO DUNES CIR WALDEN RD Collector Concrete 73
WILLOW BEND DR WALDEN RD GLENEAGLES DR Collector Concrete 73
WILLOW BEND DR GLENEAGLES DR DORAL DR Collector Concrete 73
WILLOW BEND DR DORAL DR MAHOGANY RUN Collector Concrete 70
WILLOW BEND DR MAHOGANY RUN TROON Collector Concrete 75
WILLOW BEND DR TROON COLONIAL DR Collector Concrete 62
WILLOW BEND DR COLONIAL DR INVERNESS DR Collector Concrete 72
WILLOW BEND DR INVERNESS DR WILLOW CREEK DR Collector Concrete 69
WILLOW BEND DR WILLOW CREEK DR PEBBLE BEACH DR Collector Concrete 64
WILLOW BEND DR PEBBLE BEACH DR WILLOW BEND CT Collector Concrete 65
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WILLOW BEND DR WILLOW BEND CT PEBBLE BEACH DR Collector Concrete 81
WILLOW BEND DR PEBBLE BEACH DR SHADOW CREEK DR Collector Concrete 72
WILLOW BEND DR SHADOW CREEK DR PRESTWICK CIR Collector Concrete 69
WILLOW BEND DR PRESTWICK CIR APREMONT CIR Collector Concrete 76
WILLOW BEND DR APREMONT CIR BROOKS RD Collector Concrete 90
WILLOW BEND DR WILLOW PL SE END Collector Concrete 78
WILLOW BEND DR WILLOW PL QUIET BND Collector Concrete 78
WILLOW BEND DR QUIET BND MAJOR DR Collector Concrete 13
WILLOW CREEK DR WILLOW BEND DR DS@1000W WILLOW BEND DR Local Concrete 76
WILLOW CREEK DR DS@1000W WILLOW BEND DR PRIVATE Local Concrete 70
WILLOW CREEK DR (PRIVATE) PINEHURST DR Local Concrete 84
WILLOW CREEK DR PINEHURST DR CITY BOUNDARY Local Concrete 66
WILLOW PL NORTH END WILLOW WAY DR Local Concrete 62
WILLOW PL WILLOW WAY DR WILLOW BEND DR Local Concrete 67
WILLOW PL WILLOW BEND DR SW END Local Concrete 76
WILLOW ST LOUISIANA ST GLADYS AVE Collector Concrete 72
WILLOW ST GLADYS AVE CONCORD RD Collector Concrete 75
WILLOW ST CONCORD RD MILLER ST Collector Concrete 75
WILLOW ST MILLER ST Connector Collector Concrete 70
WILLOW ST Connector LONG AVE Collector Concrete 71
WILLOW ST LONG AVE HARRISON AVE Collector Asphalt 62
WILLOW ST HARRISON AVE HAZEL AVE Collector Asphalt 60
WILLOW ST HAZEL AVE NORTH ST Collector Asphalt 65
WILLOW ST NORTH ST MCFADDIN AVE Arterial Asphalt 51
WILLOW ST MCFADDIN AVE CALDER AVE Arterial Asphalt 67
WILLOW ST CALDER AVE WILLOW ST @WYE Arterial Asphalt 91
WILLOW ST DS@1000S IH 10 NORTH ST Arterial Concrete e
WILLOW ST IH 10 DS@1000S IH 10 Arterial Concrete 77
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WILLOW ST WILLOW ST @WYE BROADWAY ST Arterial Asphalt 65
WILLOW ST WILLOW ST @WYE BROADWAY ST Local Asphalt 85
WILLOW ST BROADWAY ST LIBERTY AVE Arterial Asphalt 80
WILLOW ST LIBERTY AVE WILLOW ST @WYE Arterial Asphalt 83
WILLOW ST WILLOW ST @WYE PARK ST Arterial Concrete 81
WILLOW WAY DR BONNEY BRIAR PL WILLOW PL Local Concrete 75
WILLOW WAY DR NW END WILLOW PL Local Concrete 76
WILLOWGLEN DR OAK POINTE SOUTH END Local Concrete 92
WILLOWGLEN DR NORTH END MOCKINGBIRD LN Local Concrete 82
WILLOWGLEN DR MOCKINGBIRD LN MONICA ST Local Concrete 80
WILLOWOOD DR WILLOWOOD LN TIMBERWOOD LN Local Asphalt 81
WILLOWOOD DR TIMBERWOOD LN DOGWOOD LN Local Asphalt 51
WILLOWOOD DR DOGWOOD LN BLACKMON LN Local Asphalt 73
WILLOWOOD DR BLACKMON LN WILLOWOOD LN Local Asphalt 66
WILLOWOOD LN WILLOWOOD DR BEARD ST Local Asphalt 63
WILLOWOOD LN BEARD ST MINGLEWOOD DR Local Asphalt 52
WILLOWOOD LN MINGLEWOOD DR REDWOOD DR Local Asphalt 53
WILLOWOOD LN REDWOOD DR WEST END Local Asphalt 14
WILLOWOOD LN WILLOWOOD DR MINGLEWOOD DR Local Asphalt 66
WILLS LN EAST END SAMS WAY Local Concrete 74
WILSHIRE DR CHARLES ST DS@1000S CHARLES ST Local Asphalt 74
WILSHIRE DR DS@1000S CHARLES ST LUCAS DR Local Asphalt 76
WILSON ST MAGNOLIA AVE CARNEGIE ST Collector Asphalt 82
WILSON ST CARNEGIE ST SHEFFIELD ST Collector Asphalt 95
WILSON ST SHEFFIELD ST BESSEMER AVE Collector Asphalt 96
WILSON ST BESSEMER AVE BETHLEHEM AVE Collector Asphalt 96
WILSON ST BETHLEHEM AVE CLEVELAND ST Collector Asphalt 78
WILSON ST CLEVELAND ST Bridge Collector Asphalt 50
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WILSON ST Bridge PITTSBURGH ST Collector Asphalt 77
WILSON ST PITTSBURGH ST COATSVILLE ST Collector Asphalt 93
WILSON ST COATSVILLE ST STEELTON ST Collector Asphalt 65
WILSON ST STEELTON ST IRONTON AVE Collector Asphalt 81
WILSON ST IRONTON AVE DETROIT AVE Collector Asphalt 90
WILSON ST DETROIT AVE BUFFALO ST Collector Asphalt 54
WILSON ST BUFFALO ST ABILENE AVE Collector Asphalt 61
WILSON ST ABILENE AVE GALVESTON AVE Collector Asphalt 62
WILSON ST GALVESTON AVE LAREDO ST Collector Asphalt 43
WILSON ST DALLAS AVE EL PASO ST Collector Asphalt 55
WILSON ST EL PASO ST HARDING DR Collector Asphalt 60
WINDCASTLE DR MAJOR DR JESSICA BLVD Collector Concrete 90
WINDCASTLE DR JESSICA BLVD WEST END Collector Concrete 93
WINDCASTLE DR WINDCREST DR WINDSONG DR Local Concrete 78
WINDCASTLE DR WINDSONG DR WINDEMERE DR Local Concrete 79
WINDCHASE DR EAST END WHISPER WIND DR Local Concrete 90
WINDCHASE DR WHISPER WIND DR AMBERWOOD DR Local Concrete 79
WINDCHASE DR AMBERWOOD DR SUNFLOWER LN Local Concrete 92
WINDCREST DR WINDMEADOW DR WINDCASTLE DR Local Concrete 41
WINDEMERE DR EAST END WINDMEADOW DR Local Concrete 89
WINDEMERE DR WINDMEADOW DR WINDHAVEN DR Local Concrete 74
WINDEMERE DR WINDHAVEN DR WINDCASTLE DR Local Concrete 61
WINDEMERE DR WINDCASTLE DR WINDSWEPT DR Local Concrete 61
WINDEMERE DR WINDSWEPT DR SE END Local Concrete 66
WINDEMERE PKWY HOME CENTER DR 105 Local Concrete 92
WINDHAVEN DR NW END WINDEMERE DR Local Concrete 78
WINDMEADOW DR WINDEMERE DR WINDCREST DR Local Concrete e
WINDROSE DR CLAYBOURN DR ELLINGTON LN Local Concrete 87
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WINDSONG DR WINDCASTLE DR WINDSWEPT DR Local Concrete 74
WINDSONG DR WINDSWEPT DR SE END Local Concrete 59
WINDSOR DR LUCAS DR RIVERCREST ST Local Asphalt 58
WINDSOR DR RIVERCREST ST FAIRWAY ST Local Asphalt 54
WINDSOR DR FAIRWAY ST TRINIDAD ST Local Asphalt 53
WINDSOR PKWY DOWLEN RD WESTON CT Local Concrete 84
WINDSOR PKWY WESTON CT MANCHESTER CT Local Concrete 75
WINDSOR PKWY MANCHESTER CT OXFORD CT Local Concrete 81
WINDSOR PKWY OXFORD CT BRIGHTON CT Local Concrete 81
WINDSWEPT DR WINDSONG DR WINDEMERE DR Local Concrete 79
WINDSWEPT DR WINDEMERE DR 105 Local Concrete 76
WINFIELD DR CROCKETT ST SOUTH END Local Asphalt 13
WINFREE ST SE END KENNETH AVE Local Asphalt 40
WINGED FOOT DR NORTH END GLENEAGLES DR Local Concrete 83
WINNSBORO CIR EAST END CARRIE LN Local Concrete 93
WINSTON DR SARAH ST BENDER ST Local Concrete 75
WINSTON DR BENDER ST POSEY ST Local Concrete 74
WINSTON DR POSEY ST WORCESTER ST Local Concrete 73
WINSTON DR WORCESTER ST SOUTH END Local Concrete 76
WINTER LN WESTCHASE DR WEST END Local Concrete 85
WINTERBERRY ST THOREAU ST WEST END Local Concrete 83
WIRT ST TRAVIS DR WEST END Local Asphalt 62
WISTERIA DR WEDGEWOOD DR LANSING DR Local Concrete 76
WITHERS LN GILL ST WALTON ST Local Concrete 83
WITHERS LN WALTON ST HALE LN Local Concrete 85
WOLF CREEK DR WASHINGTON VLG PKWY DYLAN DR Local Concrete 94
WOODCREST DR TRINIDAD ST SOUTH END Local Asphalt 60
WOODED CREEK DR WEST END HIDDEN VALLEY DR Local Concrete 83
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WOODLAND PARK DR YAUPON DR MAYHAW DR Local Concrete 58
WOODLAWN ST HARDING DR RAILROAD Local Concrete 50
WOODLAWN ST RAILROAD REDWOOD DR Local Concrete 72
WOODLAWN ST REDWOOD DR WOODLAWN ST @TEE Local Asphalt 14
WOODLAWN ST WOODLAWN ST @TEE CONCORD RD Local Asphalt 41
WOODLAWN ST WOODLAWN ST @TEE FRENCH RD Local Asphalt 11
WOODROW AVE HARTEL ST MADDOX ST Local Asphalt 45
WOODROW AVE MADDOX ST SULLIVAN ST Local Asphalt 67
WOODROW AVE SULLIVAN ST GRANDBERRY ST Local Asphalt 67
WOODROW AVE HIGHLAND AVE PERSHING DR Local Asphalt 48
WOODROW AVE PERSHING DR BRANDON AVE Local Asphalt 54
WOODROW AVE BRANDON AVE KENNETH AVE Local Asphalt 59
WOODROW AVE KENNETH AVE EAST KENNETH AVE WEST Local Asphalt 69
WOODROW AVE KENNETH AVE OGDEN AVE Local Asphalt 58
WOODROW AVE OGDEN AVE FONVILLE AVE Local Asphalt 92
WOODROW AVE FONVILLE AVE PARK ST Local Asphalt 91
WOODROW AVE CHAISON AVE CONGRESS AVE Local Asphalt 49
WOODROW AVE CONGRESS AVE AVENUE A Local Asphalt 49
WOODSFIELD NW END SAVANNAH TRCE Local Concrete 90
WOODSIDE DR KENMORE ST MONICA ST Local Concrete 86
WOODWAY DR EAST END LONGMEADOW ST Local Concrete 76
WOODWAY DR LONGMEADOW ST LANGHAM RD Local Concrete 78
WOOTEN RD LANDIS DR RAILROAD Collector Concrete 78
WOOTEN RD RAILROAD COLLEGE ST Collector Concrete 82
WOOTEN RD COLLEGE ST PRIVATE Local Asphalt 78
WOOTEN RD PRIVATE NORTH PRIVATE SOUTH Local Asphalt 81
WOOTEN RD PRIVATE GLYNN LN Local Asphalt 86
WOOTEN RD GLYNN LN JENNIFER LN Local Asphalt 64
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WOOTEN RD JENNIFER LN WASHINGTON BLVD Local Asphalt 79
WOOTEN RD WASHINGTON BLVD OAK POINTE Local Asphalt 67
WOOTEN RD OAK POINTE SOUTH END Local Asphalt 82
WORCESTER ST WINSTON DR IRENE ST Local Concrete 73
WORCESTER ST IRENE ST WARREN ST Local Concrete 75
WREN WAY CALDER AVE SWALLOW DR Local Concrete 89
WREN WAY SWALLOW DR LAUREL ST Local Concrete 48
WREN WAY LAUREL ST ORIOLE DR Local Concrete 47
WREN WAY ORIOLE DR SE END Local Concrete 42
WYATT ST SAXE ST SOUTH END Local Asphalt 38
WYNDEN WAY EAST END PEYTON DR Local Concrete 78
YASMINE DIOR ST WASHINGTON BLVD ETHAN SYMONE ST Local Asphalt 88
YASMINE DIOR ST ETHAN SYMONE ST GAURSEN ST Local Concrete 93
YAUPON DR WOODLAND PARK DR AVIE LN Local Concrete 59
YAUPON DR AVIE LN SASSAFRAS LN Local Concrete 55
YAUPON DR SASSAFRAS LN TUPELO LN Local Concrete 57
YAUPON DR TUPELO LN BECK DR Local Concrete 59
YAUPON DR BECK DR CHINQUAPIN LN Local Concrete 60
YORKTOWN LN TOWNHOUSE LN MEADOW WAY Local Concrete 63
YOUNGSTOWN ST GILL ST WALTON ST Local Asphalt 55
YOUNGSTOWN ST WALTON ST HALE LN Local Asphalt 48
YOUNGSTOWN ST HALE LN LEIGHT ST Local Asphalt 62
YOUNT ST VANCE ST CIRCUIT DR Local Concrete 32
YOUNT ST CIRCUIT DR FROST ST Local Concrete 56
YOUNT ST FROST ST CLINTON ST Local Concrete 67
YOUNT ST NORTH END HOOKS AVE Local Asphalt 64
YOUNT ST HOOKS AVE DUFF ST Local Asphalt 80
YOUNT ST DUFF ST KOHLER ST Local Asphalt 68
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YOUNT ST KOHLER ST PHELAN BLVD Local Asphalt 58
YUCCA DR EAST END BROADLEAF DR Local Concrete 93
ZAVALLA DR HIGHLAND AVE KENNETH AVE Local Asphalt s
ZENITH LN INFINITY LN CONTINENTAL LN Local Concrete 76
ZENITH LN CONTINENTAL LN BELVEDERE DR Local Concrete 73
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